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THE PREPARATION OF T H I N  AND OF THICK TARGETS TO BE BOMBARDEX) 
BY POSITIVE PAET1CI;ES 

Rene A ,  Bolomey 

Thick and t h i n  t a rge t s  of aluminum, boronl&), nitrogen 15 I 

deuterium and tritium have been prepared i n  this laboratory during the  past  

year and a half. 

t h e  metals on vadous  ta rge t  mounts placed under a large b e l l  jar which could 

be evacuated and maintained at a pressure of 2 to 4 x loo6 m Hg. 

deuterium and tritium t a r g e t s  were made by absorbing 

o r  zirconium i n  a quartz and glass apparatus, 

I, Aluminum and Boron targe%s 

The aluminum and boron t a r g e t s  were made by evaporating 

Nitrogen, 

the  gases on tantalum 

Mo d i f f i c u l t y  was encountered i n  evaporating aluminum, but such was not 

always the  case wi th  boron, 

t h e  element was i n  a granular form, 

2300°C0 The elemental boron employed existed as a f i n e  amorphous black 

powder which has poor heat t r ans fe r  properties i n  a vacuum and could be 

heated only by radiation. 

Aluminum has a low melting point (658.7OC) and 

Boron on the  other hand melts a t  about 

Apparatus, A schematic diagram of t h e  system employed fo r  t h e  evapora- 

t i o n  of a1P;lminwn and boron i s  represented i n  Figure 1, 

system and the  supervision of i t s  construction i s  the work of Dr, H. E, Banta 

of the  instrument divis ion of ORNL. He should be consulted fo r  more 

complete d e t a i l s  of t h e  evaporator than  can be presented i n  t h i s  report ,  A 

few fea tures  of the  apparatus mag, however, be mentioned here. A l l  pumping 

leads from the  booster pump t o  the b e l l  jar and cold t r a p s  has a minimum 

diameter of two inchesa 

f o r  t he  diffusion pump so t h a t  t h e  l a t t e r  could handle t h e  outgassing of 

a l l  of t he  consti tuents i n  the  b e l l  jar a t  a sufficiently.  rapid r a t e  t o  

maintain a good vacuum a t  a l l  times during an operation, The cold t r a p  

The design of t h i s  

The booster pump insured a proper backing vacuum 
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and refrmfgera%ed baffle helped mater ia l ly  i n  this respect,  

roughing p u p  made it unnecessary Lo cool t h e  diffusion and booster 

The 

pumps between operations so that all parts of the  apparatus could 

be kept ready $0 operate at a moments notice. 

minutes the  i n i t i a l  vacuum ins ide  t h e  b e l l  jar could be reduced 

from atmospheric pressure dswn t o  the  lom6 rmn Hg range, 

heater consisted of a tantalurn filament that could be employed i n  

connection wi th  electron bombardment t o  outgas t h e  ta rge t ,  

tantalum boat i n t o  which was placed the  aluminum or t h e  boron f o r  

evaporation was 0,007Tv t o  OeOIOot  th ich  by l/k" t o  l/2" wide and 

2" long, 

l i t t l e  resis tance t o  t h e  high cumepT$s employed. 

I n  less than twenty 

The t a rge t  

The 

It was connected t o  large copper electrodes which afford 

The SS heat shield was a s t r i p  of polished s ta in less  s t e e l  ring 

1/16!' t h i c k  by 2" wide and about 1/2'* t o  1" less i n  diameter than 

the  in t e rna l  dimensforas of t h e  b e l l  jar, 

t h e  small mount of the  mbber gasket which protruded inside of the  

I ts  function w a s  t o  shield 

b e l l  jar and which otherwise would have outgassed considerably due 

t o  i t s  black body properties,  

Preparation of %he target blanks and evaporation technique, 

Various materials including s ta in less  s t ee l ,  s i lver ,  copper, and tantalum 

were employed as backing surfaces fo r  %he t a rge t s ,  

were chosen for t h e i r  heat conduction properties,  Stainless  s t e e l  and 

tantalum were t r i e d  because they  could be e a s i l y  outgassed without 

m i n g  i n t o  the  danger of melting them, 

S i lver  and copper 

I n  t h e  =$e of most s i l ve r9  

s t a in l e s s  s t e e l  and copper supports these materials w e r e  s i l v e r  soldered 

on et small copper heat exchanger through which e i ther  water o r  other 

suitable coolant could be passed t o  protect the  ta rge t  from heat damage 



I 

w h i l e  it was bombarded i n  a Cocroft, Inialtsn accelerator  with a l o o p  & 

beam of posi t ive p a r t i c l e s  of 100 or more Kev i n  energy, 

was dictated by t h e  physical requirements of t h e  experiment t o  be 

performed, Other t a rge t  blanks were made of d i s c s  of tantalum oOO1tl 

t o  .ObQfg th i ck  and 1 1/8" i n  diameter, These could be sandwiched i n  

between the vacuum system of the  Cocroft Walton or t he  van der graff 

and the t a rge t  cooling system by means of a su i t ab le  designed holder 

and 0 rings. Unfortunately some of the t a rge t s  which were s i lve r  

soldered to the heat exchanger contained boron from t h e  soldering flwc, 

These were very hard t o  clean and showed t h e  boron resonance curve super- 

imposed on t h e  aluminum curve i n  t h e  case of t h i n  aluminum targe ts ,  

T h i s  design 

A l l  t a rge t  blanks were polished by hand and kept f l a t  with very f i n e  

abrasive paper, then with Jewelers rouge. They were then degreased with 

carbon te t rachlor ide  o r  e thyl  e ther  and rinsed i n  n i t r i c  acid, d i s t i l l e d  

water, chromic acid and d i s t i l l e d  water u n t i l  en t i r e ly  f r e e  of acid. I n  

t h e  case of s t a in l e s s  s t e e l  i t  was found advantageous t o  give the  blank 

a f l a sh  nickel  coating by electroplat ing nickel  from a nickel  szrlfate bath, 

T h i s  treatment seemed t o  insure a good surface f o r  the  adhesion of both 

aluminum and boron, 

non adherent films t h a t  flacked of f  eas i ly  especially a f t e r  bombardment 

i n  t h e  Gocroft Walton were frequently observed, 

and B on Tantalum supports seemed t o  give good adherent films i n  all cases 

providing the  supports were f r e e  from grease and thoroughly outgassed, 

When great  care i n  cleaning the  t a r g e t s  w a s  not taken, 

Evaporation sf the  A1 

Aluminum could be melted and evaporated eas i ly  i n  the  apparatus 

mentioned above, 

alloy formation with the tantalum boat but the e r ror  did not seem ap- ' 

preciable s o  t h a t  s h p l e  geometric considerations could be employed t o  

The evaporation was probably not complete due t o  same 



calculate  t h e  mount, of aluminum required to obtain a f i lm of t h e  desired 

thickness, 

ever frequently offset, during bombardment of t h e  t a rge t  with a high 

current beam i n  a Cocrofi Walton even though t h e  t a r g e t s  were kept cold, 

The immediate surface of t h e  ta rge t  during bombardment was undoubtedly 

qui te  hot even though the  average t a rge t  temperature was cold, 

result w a s  t h a t  t a rge t s  would burn up unless the  beam was diffused mer 

the  t a rge t  area or  i t s  current density kept low, 

required high beam i n t e n s i t i t e s  and t h i n  t a r g e t s  were nat required it 

was found advantageous t o  employ aluminum foils a few mils th ick  instead 

of evaporated t a rge t s  ,, 

The advantage of t h e  low melting point of aluminum was how- 

The 

Whenever experiments 

Amorphous boron required qui te  a b i t  of care during the outgassir$ 

procedure as may be inferred from t h e  f a c t  t h a t  it ex i s t s  as a f i n e  

powder, 

on t h e  boat very slowly keeping t h e  pressure qyite low ( 5 f i O m 5  mm Hg o r  

less), 

l y  i n  various portions of t h e  powder with t h e  resu l t  t h a t  a fa i r  amount of 

the  powder was blown about i n  the b e l l  jar, 

f i n e  powder formed various agglomerates of boron over t he  filamerrt. 

t he  temperature w a s  increased su f f i c i en t ly  high t o  melt these boron 

agglomerates, t h e  pressure ins ide  the  b e l l  jar would f a l l  rapidly t o  the  

The procedure employed therefore was t o  increase t h e  voltage 

If this precaution was not taken the outgassing occurred explosive- 

As outgassing proceeded t h e  

As 

or  even down t o  t he  10-7 rmn Hg region and these  agglomerated would 

m e l t  and evaporate one b r  one, 

t h e  10-7 m Hg region melting and evaporation was most rapid and complete. 

The decrease i n  pressure noted ju s t  before t h e  agglomerates melted reached 

a cer ta in  m i n i m u m  value and remained a t  this value until the few agglomerates 

melted and evaporated then the  pressure rose again t o  the  i n i t i a l  pressure 

of the  system u n t i l  other agglomerates were ready t o  melt and t h e  drop i n  

I n  those cases where the  pressure reached 



pressure was noticed again, 

evaporate t h e  metal from a n  i n i t i a l  pressure of 1 or  2x10m6 mm Hg w i t h  

t h e  filament a t  f u l l  heat, 

be cooled and reheated a f e w  times during a run i n  order t o  completely 

evaporate the  boron as otherwise t h e  temperature of t h e  b e l l  jar, bot tan 

p l a t e  and copper leads would increase  su f f i c i en t ly  t o  cause these  p a r t s  

For good resdts it  was found best  t o  

I f  this was not done, t h e  filament had t o  

t o  become fu r the r  outgassed due t o  the  length of time required t o  

evaporate the  boron a t  t h e  higher pressure, 

It i s  ra ther  d i f f i c u l t  t o  ca lcu la te  t h e  exact amount of boron t h a t  

should be employed t o  produce a t a r g e t  of a ce r t a in  thickness as part 

of t h e  mass may have been exploded from t h e  boat due t o  t o o  rapid out- 

gassing or may a l loy  with t h e  boat, A t  times it seemed impossible t o  

melt and evaporate a l l  of t he  boron as some of t h e  agglomerates seem t o  

refuse t o  make contact with t h e  tantalum b a t .  

s i b i l i t y  that boron forms suf f ic ien t  alloy with t h e  boat metal t o  cause 

t h e  boat t o  bum up, 

Also t he re  i s  the pos- 

This has been found t o  be t h e  case when attempting 

t o  make th i ck  t a r g e t s  by evaporation, 

As i n  t he  case of aluminum t a r g e t s  a high current beam i n  t h e  

Cocroft Walton especial ly  i f  focused t o  a spot tended t o  evaporate t h e  

b o r a  from Onhe surface of t h e  t a rge t ,  

t a r g e t s  was not as marked as  it was i n  t h e  case of t h e  a l d n u m  targe ts .  

11, Deuterium and tritium targets, 

But  t h i s  e f f ec t  on t h i n  boron 

The t h i n  and t h i c k  t a r g e t s  of deuterium and tritium were made on 

films of evaporated zirconium w h i l e  t h e  very th i ck  t a r g e t s  of these 

isotopes were made by absorbing t h e  gases on e i t h e r  0002t8 zirconium 

f o i l s  or om such f o i l s  melted on tungsten o r  tantalum blanks, 

backings were found t o  be t o o  b r i t t l e  f o r  proper sealing of t h e  vacuum 

Tungsten 
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system w h i l e  t h e  tantalum supports made of O,OIOfl t o  ,030" f o i l s  were 

qui te  p l i ab le  and made good seals wi th  0 r ings,  

a l so  forms a hydride, 

Tantaltaa, however, 

Apparatus, The al l -glass  apparatus shown i n  Figo 2 w a s  constructed 

t o  handle tritium gas. 

vacuum type. 

posi t ion were of t h e  type which could be sealed w i t h  mercury a t  both 

A l l  stopcocks were of t h e  mercury seal high 

Stopcocks whose ba r re l  had t o  be maintained i n  a horizontal  

ends of t he  barrel ,  

w h i l e  t h e  rear compartment was kept connected t o  an evacuated system 

from which tritium could be recovered i f  necessaryo 

equipped with a ground jo in t  so  t h a t  it could be dismantled f o r  cleaning. 

The whole vacuum system could be evacuated t o  1x10'6 mn Hg by a MCF300 

type DP1 diffusion pump containing o c t o i l  S o  

a duoseal #U+05 Welch fore  pump, 

Mercury was however placed i n  the  f ront  compartment 

The cold t r a p  was 

This pump was backed with 

Two addi t ional  pumping systems each of which included a small 

mercury diffusion pump, a toeplar  pump, a gas bure t te  and a mercury 

manometer were employed t o  c i r cu la t e  t h e  t r i t ium gas from one p a r t  of 

the  system t o  the  other. 

t o  col lect  a known volume of tritium at a known pressure from the storage 

b o t t l e  and t o  dispense this gas e i ther  t o  t h e  t a rge t  system or t o  100 

ml break off s e a l  bo t t l e s  which were mployed fo r  long term storage of 

tritium o r  back t o  t h e  temporary storage bo t t l e  through the pumping 

system B Fig, 2, The f irst  system was also employed t o  recover and 

measure t h e  uncombined tritium, 

t o  r e c w e r  excess tritium from the  first system, 

t o  outgas t h e  t r i t ium purifying system and t o  dispense tritium from t h e  

purifying system or from an outside source, 

One of these  systems (A f ig .  2) w a s  employed 

The other system (B Fig, 2) was employed 

It was a l so  employed 
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TUs last  system (B  fig. 2) was omitted from t h e  deuterium and 

nitrogen systems as these la t te r  two gases are cheap enough and need 

not be s o  completely recovered, 

these  gases was t h e  same as t h a t  employed f o r  tritium, 

The t a r g e t  making assembly is shown i n  Fig. 3. 

Otherwise t h e  apparatus employed f o r  

The various p a r t s  

of the  apparatus were lubricated w i t h  c i l ieone  grease and held together 

by atmospheric pressure act ing on t h e  evacuated pa r t s ,  

sample of zirconium was placed on a .05oro tungsten button and heated 

with a 5 Kw induction hea ter  u n t i l  outgassed a t  a bright yellow 

temperature, 

t o  br ight  red heat by passing current  through it ,  

were t r i e d  as t a rge t  supports, 

value and tantalum absorbed enough of t h e  isotope t o  r e su l t  i n  t h e  

formation of i n f i n i t e l y  th ick  t a rge t s ,  

t r i e d  with moderate successo A t  present He El, Banta and J, Bo Dial 

are empboying platinum as a backing mater ia l  with good resu l t s .  

ra ther  d i f f i c u l t  t o  evaporate z i rconhm metal by t h i s  method as t h e  

induction heater  furnished ju s t  enough power t o  a t t a i n  this end with very 

Utt le  energy t o  spare. 

heating as performed by L i l l i e ,  A. Bo and Comer, J. P o  (W 1860 Task 

order I Nuclear Physics October 1, 1950; R S I  22$ 22.0 (1951)) would have 

been b e t t e r ,  

never were i n  contact with air from t h e  time t he  component p a r t s  were 

outgassed pr ior  t o  t h e  evaporation of zirconium uti1 af te r  the ad- 

sorption of t h e  isotope i s  an advantage not realized when u t i l f z ing  t h e  

apparatus employed by L i l l i e  and Comer, The apparatus of L i l l i e  and 

Comer requires  a t r a n s f e r  of t h e  t a r g e t  support containing a t h i n  f i b  

A weighed 

Simultaneously t h e  t a rge t  support .001g9 thick was heated 

Tungsten and tantalum 

Tungsten wa8 too  b r i t t l e  t o  be of much 

Silver and aluminum were a l s o  

It was 

A more powerful induetion heater or rFsistance 

The f a c t  t h a t  t he  t a r g e t s  produced fa? this laboratory 
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a 
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. 

of zirconium from the  evaporation chamber t o  a tritium 

apparatus. This t r a n s f e r  introduces air which adsorbs 

administering 

on t h e  surface 

of the zirconium and requires t h a t  the  tritium be adsorbed d i r ec t ly  

on the  zirconium a f t e r  evacuation. 

f i lm by heating i n  vacuo p r io r  t o  t h e  addition of tritium would f ix  

much of the adsorbed air with resul tant  poor y ie lds  i n  the  formation 

of zirconium hydride , 

Outgassing of t h e  t h i n  zirconium 

Pur i f ica t ion  of T r i t i u m ,  Finely divided uranium was employed t o  

purify tritium (R. E. Graves, A. A. Rodrigues, Me Goldblatt, and D. I. 

Meyer, RSI 20, 579 (1949) Newton, A.  S , ,  Warf, J, C., Spedding, F. H,, 

Johnson, 0, Johns, I, B., Nottorf, R. W,, Ayres, J. A .  Fisher, R. W., 

and Kent, A .  Nucleonics 4, 17 (1949). 
employed f o r  t h i s  system, 

s t a in l e s s  s t e e l  and t h e  other was made of pyrex glass. 

shown i n  Fig. 4* 

removing t h e  sylphon bellows and the  baf f le  arrangement below t h e  

valve. 

inner  tube, 

and t he  valve assembly, 

l e f t  above t h e  baf f le  assembly as t hey  could prevent t h e  valve seat  

from working properlyo 

minimize surface oxidation of t h e  uranium. 

Two types of chambers were 

One w a s  made of 

These are 

Each has some merits. 

The s ta in less  s t e e l  b o t t l e  could be f i l l e d  by 

Freshly cleaned uranium metal could be introduced d w n  the 

Above t h i s  was added some pyrex glass wool then t h e  baf f le  

Care was taken t h a t  no uranium par t i c l e s  were 

The system w a s  then evacuated immediately t o  

The pyrex glass b o t t l e  was equipped with a high vacuum stopcock, 

a f ine  cintered d i s c  t o  prevent powdered uranium from reaching other 

pa r t s  of t he  system and a side tube employed t o  add t h e  uranium t o  t h e  

bo t t le ,  Freshly cleaned u r a n i m  was added t o  the  bo t t l e  the  side arm 

was then sealed wi th  a clamped rubber pressure tube. The system was 
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then a l t e rna te ly  evacuated and f i l l e d  w i t h  argon and the  s ide arm was 

sealed off w i t h  a torch, 

small par t i c l e s  of uranium which adhered t o  t h e  walls of the tube froan 

catching on f i r e  and f a l l i n g  i n t o  t h e  main mass of uranium. 

T h i s  method of sealing was employed t o  prevent 

Uranium metal chips were employed fo r  this work as these were 

available. They were suspended i n  d i s t i l l e d  water and t h e  f inely 

suspended pa r t i c l e s  were decanted, Twenty percent n i t r i c  acid was 

then added and the  pa r t i c l e s  were s t i r r e d  slowly with a g lass  rod. 

When about 90% of the  pa r t i c l e s  obtained a metall ic l u s t e r  or when 

gas was evolving f r o m  t h e  surface of t he  metal, 

added and t he  acid was decanted, 

pended i n  f resh  d i s t i l l e d  water u n t i l  f r e e  of acid,  

washed th ree  times with 95% alcohol, twice with diethyl ether, trans- 

ferred t o  the reaction f l a sk  and evacuated immediately. If the  metal 

was vacuum dried instead of using t h e  intermediate alcohol and ether  

r inses  drying took too long and t h e  metal surfaces blackened appreciably. 

Dis t i l l ed  water was 

The pa r t i c l e s  were repeatedly sus- 

Then they were 

The uranium was then activated i n  s i t u  by making the  hydride of 

normal hydrogen and decomposing it at 300 t o  4OO0C. i n  a good vacuum. 

T h i s  process w a s  repeated up t o  th ree  times, As activation proceeded 

t h e  temperature i n i t i a t i n g  reaction between uranium and hydrogen de- 

creased from about 50 t o  250°c0 depending on t h e  sample down t o  room 

temperature. 

advisable t o  control t h e  rate of hydrogen addition by controlling the 

pressure of the  incoming gas as the reaction is exothermic. Also as 

t h e  sample became more activated it was capable of taking up greater  

quant i t ies  of hydrogen, 

The rate of reaction a l s o  increased so  tha t  it was found 

More recently t h e  f reshly cleaned uranium metal was activated 
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by through outgassing a t  400 t o  45OoC. un t i l  t he  pressure 

steady value of 2 x 10-6 mm Hg. at this temperature. The 

reached a f ina l  

sample was then 

cooled t o  room temperature, 

addi t ion of hydrogen would s tar t  a t  room temperature, 

was usually preceded by a lag period l a s t ing  about 5 minutes i f  no heat was 

applied t o  start t h e  reaction. 

slowly a t  first then with ever increasing rapidi ty .  

of t he  reac t ion  as r e f l ec t ed  by an  i m n  constantan thermocouple placed 

i n  the  heating mantle increased very rapidly t o  about 2OO0C, 

point t h e  rate of hydrogen addi t ion was control led and hydrogen was 

added u n t i l  the  pressure of t he  system remained constant a t  about one 

atmosphere for  at least 30 t o  60 minutes, t he  temperature of t h e  f l a s k  

being a t  room tmpera ture .  

hydride was dissociated at 350° t o  4OO0C, u n t i l  the  pressure returned 

t o  2 x loo6 mm Hg. 

f l a sk  at room temperature showed no lag period, 

pressure time re l a t ions  f o r  t h i s  second hydrogen addi t ion are as follows: 

Under these conditions it was found that t h e  

The first addi t ion 

Then the  pressure started t o  f a l l  off 

The temperature 

A t  this 

Once t h e  end point had been reached t h e  

The next addi t ion of hydrogen s t a r t i ng  with t h e  

Typical values of 

T (min,) 

p ( p  1 
The uranium 

a f ina l  pressure 

ready t o  receive 

Procedure , 

0 1 2  4 6 9  12 16 90 

105 lo3 950 400 240 110 70 40 25 

hydride w a s  then dissociated at 350°C. t o  400OC. to 

of 2 x lom6 mm Hg and t h e  powdered ac t ive  uranium was 

t r i t ium,  

The procedure anployed for making t h i c k  t a r g e t s  of 

tritium o r  of deuterium was essen t i a l ly  that described by Graves e t  a1  

(RSI 20, 579 (1949)). 

d i scs  upon which zirconium was melted by means of an induction furnace. 

I n  other experiments they employed ,OOlt i  t o  th ick  tantalum sheets,  

These authors employed .03Of1 t h i c k  tungsten 



T r i t i u m  was then sorbed d i r ec t ly  on t h e  outgassed zirconium or tantalum 

after heating t h e  metals t o  suf f ic ien t ly  high temperatures to ini t ia te  

hydride formation. 

outgassed metal t o  19~0°c0 i n  the  presence of tritium held at an  

i n i t i a l  pressure o f  2 t o  5 mm Hgo and a l l w e d  the  metal t o  cool t o  

room temperature, The b r i t t l eness  of tungsten makes it undesirable 

as a backing material  when it i s  t o  be employed i n  conjunction wfth 

0 r ings t o  sea l  the vacuum a t  the  bottom of t h e  accelerator  tube. 

Tantalum hydride i s  a l s o  quite  b r i t t l e  although the  metal i t se l f  is 

quite  pl iable ,  

I n  the  case of tantalum these authors heated t h e  

Even though tantalum cannot be considered t h e  most 

sui table  backing material it was t r i e d  with success fo r  t h i s  purpose. 

This metal i s  supposed t o  have i t s  maximum absorptive power f o r  hy- 

drogen a t  about 6o0°C0 (Espe, W. Powder Met, Bull, 2r 100 (1948); CA 

142, 2877)), The tantalum i n  contrast  t o  zirconium samples employed i n  

this laboratory showed insignif icant  uptake of deuterium o r  of tritium 

as measured from pressure volume measurements when the thoroughly out- 

gassed metal was heated t o  a d u l l  red heat i n  the  presence of the  

hydrogen isotope a t  a pressure of 5 m. Hgo The counting rate of a 

t h i n  f i lm of tantalum treated wi th  t r i t i u m  i n  t h i s  manner indicated 

that tritium had been sorbed by t h e  metal, 

t o  .025f1 t rea ted  i n  t h i s  manner remained p l iab le  and non b r i t t l e  in- 

dicating that no significant hydride formation took place. 

however, were somewhat warped due t o  the  high temperature employed t o  

outgas t h e  metal, 

Tantalum films from .OIO*l 

The films, 

Zirconium metal d i scs  0e002tt thick and 1 l/W i n  diameter were 

employed f o r  t h i s  work, 

tungsten o r  tantalum d i scs  .025" thick and 1 1/8" i n  diameter accord- 

ing t o  t h e  method employed by Graves e t  a1 (RSI 209 579 (1949)). 

These d i sc s  were outgassed and fused on 

A t  
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times t h e  zirconium discs  d t h  no backing metal were outgassed i n  the  

field of the work c o i l  of t h e  induction heater operating a t  full power, 

Under these conditions the  zirconium was heated t o  a bright orange red 

glow and no melting occurred as there  was insuf f ic ien t  metal t o  produce 

suff ic ient  coupling t o  increase the  temperature of the  zirconium t o  

the  melting point,  

Better t a r g e t s  were obtained with thicker backing materials as 

coupling was b e t t e r  and heating of t he  d i sc s  was more uniform. 

made of .060" tungsten or tantalum produced nice smooth target  surfaces 

while those made of .O2Off or l e s s  tended t o  be rough and were often 

characterized by a cen t r a l  area of tmfused zirconium, 

Blanks 

The addition of deuterium or of tritium was performed under the  

conditions specified by Graves e t  al, with the  exception t h a t  t h e  

tmpera tu re  was maintained a t  a dull red heat u n t i l  the gas pressure 

becam constant for  a minute or two,, 

t u r e  would induce appreciable hydride formation i n  the backing material  

when tantalum was used, 

of hydrogen i r respect ive of t he  presence, absence or type of backing 

material, The more thoroughly outgassed was the  sample t h e  greater  

was the  uptake. I n  the  case of those samples of zirconium where no 

backing was employed t r i t i u m  or  deuterium gas was readily taken up by 

the  ta rge t  but the  sample had t o  be outgassed f o r  a considerably longer 

period of time than was required by those samples backed with .060r1 

tantalum o r  tungsten i n  order t o  insure ttreasonablert uniformity of the  

t a rge t ,  The term nreasonablefl i s  employed here t o  denote t h a t  none of 

t h e  t a r g e t s  were uniform but tended t o  become more uniform with longer 

periods of outgassing. 

It was f e l t  t h a t  a higher tempera- 

The t a rge t s  took up from 608 t o  727 Std, ml. 

A t  the  time these data were obtained t h e  t a rge t  
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analyzer was not made. 

system t h a t  wouM give us an approximate d i s t r ibu t ion  of tritium over 

the  face of t he  t a rge t ,  

represent t he  general  trend of what was found, 

of a c t i v i t y  d is t r ibu t ion  was obtained with t a r g e t s  that were backed 

with tantalum or tungsten than was obtained d t h  those t h a t  were not 

backed, 

I n  i t s  place we employed a crudely constructed 

Therefore, t he  curves presented i n  Fig, 6 

The same general  type 

Another form of th ick  ta rge t  containing no backing maherial w a s  

made. 

i n  the form of a cylinder 11/81f i n  diameter, The d i s t r ibu t ion  of 

tritiwn along the length of the cylinder i s  roughly represented i n  

Fig, 7 *  The induction heater  was operated a t  f u l l  power, The 

temperature although qui te  high was f a r  from su f f i c i en t  t o  m e l t  t h e  

zirconium, 

highest a c t i v i t y  indicating t h a t  t h e  outgassing as well as t h e  ab- 

sorption temperature was highest i n  this region of t h e  t a rge t ,  

A sheet of zirconium ,002" t h i ck  and two inches Wide was shaped 

A s l igh t  amount of buckling was present at the  region of 

Target Analysis. I n  the case of th ick  t r i t ium t a r g e t s  it was 

By employing an end easy t o  count X-rays coming from t h e  t a rge t s ,  

window ('XM counter, a 1/hyi thick aluminum plate containing a 1 mm hole 

i n  t h e  center  and a posi t ion ind ica t ing  device (schematically shown 

i n  Fig. 5) one can obtain a f a i r  idea of t he  d is t r ibu t ion  of tritium 

on the  surface of a t a rge t ,  

(Drawing No, Q951-7) was designed by A, We Prichard, 

device one can move the  target back and f o r t h  pas t  t he  hole a knm 

number of mill imeters and rutate the  t a r g e t  a known number of degrees 

about i t s  center,  Another method t h a t  may be of advantage especial ly  

with t h i n  t a rge t s  involves the use of radioautographs, 

The t a rge t  posit ion ind ica t ing  device 

By means of t h i s  
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The s tab i l i ty  of t h e  t a rge t s  a f t e r  they were made i s  of i n t e re s t ,  

Grives e t  a1 (P,S,I. _20, 579 (1949)) were of t h e  opinion t h a t  z i r -  

conium hydride t a rge t s  a r e  s tab le  at mom temperature but s ta ted that 

t a rge t s  should be kept cool during bombardment. Zirconium hydride 

appears t o  be a solution instead of a sa l ine  type of hydride or  a def- 

in i te  compound (Fitzwilliam, J., Kauihann, F. and Squire, C, J, Chem, 

Phys. 2, 678 (1941); Schumb, We C., Sewell, E. F09 Eisenstein, A, S ,  

JACS - 69, 2029 (1947)). 

small but def in i t e  vapor pressure at room temperature and t h a t  it should 

undergo a slow but steady decomposition. For a l l  p rac t i ca l  purposes 

thick t r i t i u m  o r  deuterium t a rge t s  can be considered stable i n  t h a t  

these ta rge ts  will contain appreciable quant i t ies  of the  hydrogen 

isotope fo r  a long time under proper care,  

l o s t  from the  surface of the ta rge t  may be expected t o  be replaced from 

that present i n  the  sub layers of the  zirconium, 

other hand may be expected t o  have much shorter l i v e s  than do t h e  thick 

One should expect t h a t  zirconium hydride has a 

Also tritium or deuterium 

Thin ta rge ts  on t h e  

ta rge ts ,  

mosphere. A t a rge t  was made by fusing ,002" zirconium t o  ,030rt 

tungsten, T r i t i u m  t o  the extent of about 20 curies  was absorbed by 

t h e  zirconium which was then allowed t o  cool t o  room temperature and 

the excess tritium w a s  recovered u n t i l  a pressure of 3 x mm Hg, 

remained i n  the system. 

A t  room temperature tritium is continually lost t o  t h e  at- 

About an hour or  two l a t e r  t h e  target  was 

placed i n  a methane flow counter, The initial. counting r a t e  of t h e  

background was about 16 cpm, 

jam the  counter, 

attempbed again but t h e  counter remained jammed due t o  tritium which 

The ta rge t  contained enough tritium t o  

It was, therefore,  removed a background count was 



became adsorbed on the  walls of the  counter chamber, 

this same ta rge t  was placed i n  a f resh  counter chamber with the resu l t  

that the  background increased from an i n i t i a l  counting rate of 15 cpm 

t o  QVW 700 cpm, The target  was then placed i n  an evacuated chamber 

which was pumped down once a week over the week end t o  a good vacuum. 

Gas from t h i s  chamber w a s  sampled wi th  an evacuated ionization chamber 

froan time t o  time and monitored f o r  ac t iv i ty ;  a f t e r  six months tritium 

was still appearing i n  the  atmosphere of t h e  chaniber and as f a r  as the  

Cocroft Walton wits concerned the  target  was s t i l l  i n f i n i t e l y  thick,  We 

have at present no evidence tha t  the detrteride looses deuterium i n  this 

manner although it may be expected t o  do so, 

Two weeks l a t e r  

One of these t a rge t s  (1 1/8" i n  diameter) had been bombarded with 

100 p & beam of 170 Kev H2 fo r  over an hour and showed no loss i n  

act ivi ty .  

was air cooled, The neubron counter surrounded wi th  about 10" of 

paraff in  and placed about 15  f t  from t h e  ta rge t  registered about 1 x 

105 cpm, 

resu l t s ,  

bright spot on a ta rge t ,  the  t a rge t  l i f e  seems t o  be only a few seconds 

and the  operator migM as well  look for  a fresh ta rge t ,  

The beam was spread over the  whole area of the  ta rge t  which 

This ta rge t  has been used since many times with very good 

I f ,  however, a 100 p beam i s  accidentally focused t o  a 

Nitrogen t a rge t s  were made i n  the  same manner as  were the  tritium 

ta rge t s ,  

fonning very b r i t t l e  n i t r ides .  Some success was, however, realized 

i n  at ta ining good targets by forming t h e  n i t r ide  on t h i n  films of 

zirconium evaporated on platinfum o r  s i l ve r  supports. 

Tantalum and zirconium take up large quantities of nitrogen 



SUMMARY 

Methods f o r  making t h i c k  and t h i n  t a rge t s  t o  be bombarded by 

posit ive pa r t i c l e s  have been described. 

were Apormal  9 $0, @, p o r m a l  H2, H3. 

The ta rge t  elements s tudies  
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