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The enthalpies and heat capacities of lithium, potassium, strontium, and 

barium hydroxides i n  the liquid and sol id  s t a t e  have been determined with a 

Bunsen Ice Calorimter;  sodium hflroxide and the lithium-sodium hydroxide 

eutectic in the  l iquid s t a t e  were also studied. Es t imtes  of the heat of 

fusion have been made. General eltlpirical equations have been developed which 

represent the enthalpy and heat capacity of the hydroxides i n  the l iquid state. 

IFI'RODUC TIOM 

Saqples of the hydroxides heated t o  constant and unifora t eqe ra tu res  

were dropped in to  Bunsen ice calorimeters. The differences i n  the heat 

contents of the samples at constant pressure between the furnace temperature 

and O°C were Basured by observing the change in volume of the ice-water 

mix tu re  i n  the calorimeter. The enthalpy was thus obtained direct ly .  me 
derivative of the enthalpy w i t h  respect t o  temperature yielded the heat 

capacity . 
The design of the apparatus has been described f u l l y  elsewhere (I). It 

was a modification of the device used by the National Bureau of Standards (2).  

E a s e  of construction and s h p l % c i t y  in use w e r e  the p r i m  objectives i n  the 

design. 
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Briefly, the apparatus consisted of two parts,  the furnace and the 

calorimeter (Figure I).  

from 12 t o  24 inch long units.  

resul ts  than did the 12 inch furnaces. The samples were contained i n  tapered 

metal capsules. 

dry box t o  avoid any possible contaminatlon w i t h  water and carbon dioxide. 

The temperatures of the samples were measured by platinum, platinum-rhodium 

thermcouples. The capsules were dropped into the calorimeter by e lec t r ica l ly  

fusing a short length of wire on which they were suspended i n  the furnaces. 

During t h i s  investigation the fwnaces were changed. 

The longer furnaces gave more reproducible 

They were sealed by heliarc welding in  an iner t  gas f i l l e d  

The calorimeter was of the Bunsen type i n  which the heat liberated by 

the sample w a s  absorbed by an ice-water mixture. T'ne change i n  volume 

measured by a system of burets gave the amount o f  heat liberated (one ml. 

change in  volume is  equivalent t o  878.7 cal.  as calculated from the density 

of ice aild water and the heat of f'usion)(l)(2). 

by flaked ice except f o r  the alunduru tube through which the sample dropped 

from the furnace. Freezing of the copper water l ines between the buret, as- 

sembly and the calorimeter was experienced when the flaked ice was i n  direct  

contact with the copper tubing. 

trouble by providing an air  gap between the ice and the calorimeter through 

which the copper tubing passed. 

The calorimeter w a s  surrounded 

A s t e e l  she l l  vas made which eliminated t h i s  

The t o t a l  heat measured by the calorimeter w a s  the sum of the heat 

liberated by the sample and capsule and the heat leakage from the surroundings 

into the calorimeter down the alundum tube through which the sample dropped. 

The contribution of the capsule was found from the enthalpy temperature 
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relationship of empty capsules; the 'neat leakage was  determined from. the heat 

leakage masupements made before the capsule w a s  dropped and a f t e r  equ i l ib r im 

was established. A t  500 C the heat liberaked by the srwarple and capsule was 

of the order of E5000 c d o r i e s ,  50 t o  7046 of which came from %he sample. 

heat leakage fromthe surroundings was 100 t o  200 calories fo r  the hour i n  

which the measurements were made. 

0 

The 

The lineax dependence of enthalpy on temperature of the samgles was 

calculated by leas t  squares; the sca t te r  of the data w a s  large enough so that, 

representing the data by a higher power relat ion was not. warranted. Thus the 

reported heat capacities are  not temperature dependent. 

at ion of the heat capacity was calculated- 

confidence limits on the reported heat capacity, 

The standard devi- 

This w a s  used %a determine the 95$ 

A t  the start of t h i s  investigation the only high terrmperature data. reported 

i n  the l i t e ra ture  were those f o r  sodium hydxoxide (3) * 

su l t s  of the heat capacity research on the several, hydroxides at Oak Ridge 

National Laboratory have been reparted i n  a. ser ies  sf memoranda (4 ) ;  some of 

these were obtained using 12 inch furnaces. Recently the Hatiom1 Bureau of 

Standards has reported data for sodium hydroxide ( 5 )  which are cornpazed t o  

the resul ts  previously determined at CIRNI,. 

The preliminary re- 
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* 

Enthalpy and specific heat determinations have been made for  pure 

aluminum oxide. It has been proposed as a high temperature calorirnetric 

standard by the Bureau of Standards ( 6 ) .  One hundred and three determi- 

nations at W L  over the temperature range of 4O0-90O0C (average tempera- 

ture 664%) agree with the EEiS resu l t s  within 3.3% for  the enthalpy and 1.s 
for  the heat capacity as shown i n  Table  I. 

TABLE I 

EPJXALFY AlBD HEAT CAPACITY 
OF ALUMINlfM OXIDE 

OmL Nf3S $ Deviation 

H5000C 3 ( cal  /gm> 126 122 3.3 

'8000 - Hoot 214 209 2.4 

cP at 664%, (cal./m. %) 0.294 +, 0.013 0.2901 1.3 

CHEMICAL PURITY OF TIEE IMIROXDES 

b e  hydroxides of low water axid carbonate content were used i n  t h i s  

investigation. A summary of the analytical  data is shorn in  Table  11. 

The l o w  t o t a l  a lka l in i ty  of the lithium hydroxide and of the strontium 

hydroxide a f t e r  use w a s  due t o  the corrosion of. the metal capsule and 

consequent metallic impurities. These par t icular  capsules were used a t  higher 

temperatures more often than the  other capsules analyzed. 

were run u n t i l  the  hydroxide leaked through the capsule ( i n  most caseB at  the 

Most of the capsules 
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Final analyses were made only on samples which had not 

error due t o  the solution of m e t a l  i n  the hydroxide is believed 

t o  be within the error of the determination as any reaction products between 

the sample and the capsule would have enthalpies and heat capacities approxi- 

mating the original materials. No significant change of emtblpy was noted 

after prolonged use 

Material 

Capsule 
Capsule material 

Original Analysis 
($ by W t . )  

$ Total Alkalinity 

$ Metal Carbonate 

F ina l  Analysis 

$ Total Alkalinity 

$I Metal Carbonate 

of the capsules at high temperatures. 

Yw w ZI m ZK ZR 
Bickel Nickel Inconel. Inconel Inconel Inconel 

99.97 100.00 )t. .w 99 * 8Q 100.4 

9 13 .12 47 * 43 

99.46 98.68 96.6 99 073 94.1 99-81 

.28 37 05 . pa 19 30 

*No oleiginal analysis was W e  on t h i s  material. The puri ty  of the lithium 
hydroxide is of the same order of purity as the other hydroxides. 
analysis is 99.96 t o t a l  alkalinity,  0.1% ~ ~ $ 0 3 .  

A typical  
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SODIUM WDROXIDE 

'slhe individual resu1t.s of the enthalpies of sodium hydroxide are listed 

i n  the appendix and plotted i n  Figure 13. 

furnaces, the others i n  the 12 inch f'xmacest 

different furnaces agreed within 5$ of each other. 

capacity of liquid sodium hydroxide are represented by the  following equations: 

Capsule YW was run i n  the 24 inch 

The enthalpies obtained by the 

The enthalpy and heat 

HT - QOC = 65.8 + 0,494T 
cp = 0.49 0.02 

where H is the enthalpy i n  cal./g. 

T i s  the temperature OC 

cp is the heat capacity in eal./g. *C 

Xo attempt was made t o  determine the properties of the sol id  phases 

became of the insufficient data i n  that region. 

ElBS for  the l iquid and solid phases are plotted in  Figme 11 together with 

the results of this investigation obtained below the melting point. 

The resu l t s  obtsined by 

PoTASSm HYDROXIDE 

The Tndividual results of the enthalpies of potassium hydroxide are 

l isted i n  the appendix and plotted i n  Figure 111. 

24 inch furnaces, the  others in the 12 inch furnaces. 

capacity of l iquid po ta s s iw  hydroxide axe represented by the following 

equations : 

Capsule YV was run i n  the 

The enthalpy and heat 
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The heats of t ransi t ion of the  two sol id  s t a t e s  of potassium hydroxide 

(a 2 @ at 249%) and the heat of Pision ( 400°C) may be roughly estkaked from 

the data below the melting point. A l inear relationship between the enthalpy 

and telnperature was  calculated for the low temperature form from OaC to the 

t ransi t ion point. 

used for  the @ form 

were considered subject t o  error since they were near the lnelting point. 

following equations w e r e  calculated 

A mean hea-1; capacity between the a form and %he l iquid was  

The enthalpy points a t  379OC and above for the /3 form 

The 

These agree within the experimental error of previously reported values 

of the heat of t ransi t ion ( T ) ,  27 cal./g. and heat of fusion 32.6 caLd/g, (7) 

( 8 )  

The individual resu'ts of lithium hydroxide are l i s t ed  i n  the appendix 

and plotted i n  Figure IV. A l l  the capsules were run. i n  the 24 inch furnaces. 
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The enthalpy and heat capacity of the  liquid l i t l a i u m  hydroxide are represented 

by the  following equations: 

'Rz) - Hoot = 64 + 0.923 

ep = 0.92 2 0.04 

The enthalpy and heat capacity of the sol id  are represented by the 

following eqmtions : 

H!T - Boo2 = -5 + 0.627 

c = 0.63 0.04 P 

The heat af fusion at 473OC is 210 cab./g. 

EUTECTIC OF LITRIUM AND SODIUM EXDROXLDES 

The individual resu l t s  of the enthalpies of l5thium-sodium hydroxide 

eutect ic  (27 Xole '$ LiOH) are  l i s t e d  i n  the appendix and plotted i n  Figure V. 

A l l  capsules were run i n  the 24 inch furnaces. 

of the l iquid m i x t u r e  are represented by the following eqwtions: 

The enthalpy and heat capacity 

Hql - qpC = 44.3 + 0 . 5 9 9  

cP = 0.60 -t: 0.02 

The melting point i s  at 218' 5OC. There is  also a t-ransition pofnt 

Because OS the  small amount of' data no estimate is &e of at 180° 

the heat of fusion. 

5OC. 
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The individual resul ts  of -the enthalTies of s t r o n t i w  hydroxide are  l i s t ed  

i n  the appendix and plotted i n  Figure V I .  

24 inch fwrmces, 

represented by the following equations: 

A 1 1  the  capsules were run i n  the 

'Jibe enthalpy and. the heat capacity of %he liquid. are 

% - Hooc = - 13.5 + 0.314T 
ep = 0.31 i- 0.02 

I 

The enthalpy and heat capacity fo r  the sol id  fro% 272°C to 470% are 

represented by the following equations: 

The indivldual resu l t s  of the enthalpies of baJeiwn hydroxide are Ustea 

i n  the appendix and plotted in Flgme V I I .  

12 inch furnaces, capsues ZP, ZR, ZX and ZY i n  the 24. inch Furnaces. 

Capsules ZB and ZC were ~ I W I  i n  

The enthalpy and. the heat cayacity of the liquid are represented by 

the following equations : 



I 

I 

*C 

I
 

? 



-20- 

I 

Q
' 

J
 I
-
-
-
 

( 

0
 

M
 



-21- 

The enthaJpy and heat capacity fo r  the s o l i d  fron 150°C t o  395% axe 

represented by the following eqzsstions: 

The heat of fusion is 24 cal./g. at 395OC. Seward (9 )  reported 20 

ca l*  /g* 

J.t i s  of interest  t o  find general relationships between the enthalpies 

and heat capacities of the various hytroxides. 

the heat capacity at constant v o l w  i s  equal t o  3?Z or  6 caL. /OC per gram 

atom. 

a limit which is reached at  nosma1 temperatures for most elements (10). 

For most.& the solid elements 

The more rnodern theories of Einstein and Debye have the same value as 

At 

constant pressure the heat capacities are found t o  be greater, being about 

6.4 cal./OC per gram atom (Dulong and Petit's law). The Debye equation also 

predicts correctly the heat capacity of some compounds, these being the 

compounds that crystalize i n  the cubic system. 

t o  predict compounds that do not crystalize i n  the cubic h t t i c e .  In  1865 

Kopp suggested that the m X a r  heat capacity of a compound is approximately 

The equation may be modified 

equal to the sum of the atomic heat capacities of its constituent elements. 

In the case of l iquid compounds which have no def ini te  group of atoms or 

radicals such as the sulfate  o r  -oxide ion it has been found empirically 
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that each atom contributes approximately 8 cal/OC t o  the m o l a r  heat capacity 

of the compound (11). 

t o  be 6.86 c a l / O C  per atom for the alkali hydroxides and 7.20 cal l% per atom 

f o r  the alkaline earth hydroxides. Groups of atoms would be expected t o  lower 

the molar heat capacity of the compound. 

hydroxides were found t o  be 11.0 cal/'C per ion for  both classes of hydroxides. 

In Figure VI11 the comparison between the enthalpies of the different 

Molar heat capacities for  the hydroxides were found 

Molar heat capacities far the 

hydroxides on the mean gram atombasis is shown. The hydroxides form two 

groups, the alkalies and the alkaline earths. 

the molar enthalpy m y  be represented by 

For the alkali hydroxides 

and fo r  the alkaline ear th  hydroxides by 

where I? i s  the number of atoms per mlecule  

H - is the enthalpy in  cal./gram nole 

T i s  the temperature *C 

In Table 111 are shown the calculated and observed heat capacities of 

the l iquid hydroxides and the i r  deviation together with the deviations between 

the observed and calculated enthalpies at  various temperatures. 
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CALCULATEID ARB OBSERVED WEAT CASACITY AND ENTHBLPY 
BASED ON BEAM GRAM ATOH (Equations I., 2) 

0 Heat Capacity cal./g. mole c 
Calculated Observed Deviation 

20.6 22.1 7% 
20.6 19.8 -4 
20.6 19.9 -3 
36.0 38.2 6 
36.0 33.4 -7 

Deviation of Observed Enthalpy 

4OO0C 60O0C 800°c l0OO0C 

In  Figure M the conrparison between the enthalsies of the different  

hydroxides on the mean gram ion basis is  shownc There i s  no difference between 

the alkali and alkaline earth hydroxides, The enthalpies of a l l  the hydroxides 

may be expressed as 

% - E T o e  = N' (710 -I- ll.0T) 

where PT' i s  the number of ions per molecule. In  Table IV are shown the 

observed and calculated heat capacities of the liquid hydroxides and t h e i r  

deviations together with the deviations between observed and calculated 

enthalpies a t  various temperatures. 
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C U C U m  AND OBSERVED HEXT CAPACITY AFD EFIXALPY 
EASED OM &BAN GRAM IO?$ (Equation 3 )  

0 3eat Capacity cal./g. mole c 
Calculated Observed Deviation 

LiOE 22.0 22.1 6 
NaOH 22.0 19,8 -10 
KOH 22.0 19.9 -10 
Sr(OH)2 33 =o 38.2 16 
Ba(OH12 33.0 33.4 1 

Deviation of Observed Enthalpy 

400% 8ooOc looooc 

Both methods sa t i s fac tor i ly  correlated the enthalpy and heat capacity 

of the l iquid hydroxides. 

contribution of' each atom t o  the specific heat) gives be t t e r  values for  the 

The first s e t  of equations (based on the eqml 

specific heat. However the hydroxides are divided into tTw groups, The 

second method (based on the equal contributZon of each ion) gives an overall 

picture without subdividing the hydroxides into groups. 



-27- 

The heat capacity of the eutectic mixture of lithium and sodim 

hydroxide is additive, S.e,, it is the sum of the product of the individual 

heat capacities and mole fraction. 

The observed enthalpy is lower indicating a heat of solution of the order of 

20-30 ealories per gram of solution. 

The enthalpies are not additive, however. 



-28- 

(I) R. F. Redmond and J. lanes,  ORNL Report 1040, August, 1951 

(2) Defoe C .  Ginnings and Robert J. Corruccini, J. Research B.B.S. 
- 38 583 (1947) 

2175( 1937 1 
(3)  Terashkevich and Vishnevskii, Jour. Gen. Chem. (U .R.S .S . )  7:3 

(4) W. D. Powers and G. C. Blalock 
EaOH ORnL CF 51-11-195 November 30, 1951 
KOH ORNL CF 52-3-229 March 31, 1952 
LiOH ORWL (2 52-11-104 November 15, 1952 
LIOH-IJaOH ORNL CF -53-5-103 May 18, 1953 
Sr(0H)z OWL CF 53-2-84 February 9, 1953 
Ba(0H)z ORNL CF 52-4-186 April 30, 192 

( 5 )  Thomas B. Douglas and James L. Dever, X.3.S. Report 2301, 
February, 1953 

(6) Defoe C .  Ginnings and Robert J. Cormccini, J. Research N 3 . S .  
- 38 593 (1947) 

( 7 )  F. D. Rossini, D. D. Wagman, W. H. Evans, S. Levine, I. Jaffe  
Selected Values of Chemical Thermodynrunic Properties 
N.B.S. Circular 500, February, 1952 

( 8 )  

( 9 )  

(10) 

Ralph P. Sewasd and Kenneth E. Hartin, JACS - 71 3564 (1949) 

Ralph P. Seward, J.A.C.S. - 67 1189 (1945) 

Samuel Glasstone, Thermodynamics for  Chemists, D. Van Nostrand 
(1947) Page 121 

(11) K. K. Kelley, Contributions t o  the Data on Theoretical Metallurgy 
X High Temperature Heat-Content, Heat-Capacity and Entropy 
Data for  Inorganic Compounds, Bureau of Mines, Bulletin 476 (1949) 



-29- 

Capsule Calorimeter 

1 
4 
4 
3 
3 
1 
I 
1 
1 
3 
1 
2 
3 
1 
1 
2 
3 
4 
5 
2 
4 
4 
1 
1 
4 
4 
3 
4 
1 
1 
1 
3 
3 
2 
2 
1 
4 

Temperature 
*c 

220 
231 
233 
235 
236 
239 
240 
268 
281 
293 
296 
303 
304 
309 
33-l 
3x4 
326 
342 
354 
341 
376 
380 
386 
386 
389 
390 
391 
394 
398 
407 
421 
458 
460 
472 
473 
479 
484 

% -How 
eal. / g  e 
Obs . 
77 
93 
97 
95 
106 
98 

127 =a 
122 
189 
149 
178 
1-71 
192 
189 
187 
259" 
238 
'238 
243 
247 
249 
25 3 
281 
256 
256 
260 
25 5 
250 
262 
264 
307 
288 
302 
298 
302 
3(34 

Calc ObS -C&lc 

235 
241 
244 
25 I 
253 
256 
256 
258 
258 
259 
260 
262 
267 
274 
292 
293 
299 
299 
302 
305 

3 
-3 
-1 
-4 
-4 
-3 
25 
-2 
-2 
1 

-5 
-12 
-5 
-10 
15 
-5 
3 
-1 
0 
-1 

-is measurement was not used in the least-squares analpis. 



Capsule 

m 
Yw 
Yw 
YH 
Yw 
n 
Yw 
YJ 
YR 
YH 
m 
yw 
Yw 
Yw 
Yw 
YR 
YL 
YH 
YL 
YH 
Y I  
Yw 
YH 
YL 
YfI 
Yw 
YH 
n 
YH 
YE 
YL 
xi 
YH 
Yw 
Yw 
YH 
n 
YH 
Yw 

Calorimeter 

4 
1 
2 
5 
1 
3 
2 
4 
4 
1 
4 
1 
5 
3 
3 
3 
3 
4 
4 
1 
2 
5 
5 
1 
3 
5 
5 
1 
3 
3 
2 
1 
4 
5 
2 
4 
4 
5 

2 
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SODIUM HYDROXIDE (Con * t . ) 

Teqesature 
*c 

486 
500 
506 
524 
5 28 
572 
582 
588 
594 
595 
596 
600 
628 
646 
673 
680 
688 
688 
696 
697 
702 
702 
704 
7x0 
712 
734 
740 
761 
763 
770 
775 
784 
788 
808 
826 

875 
876 
891 

Fl - Hooc 
C a l .  / g *  
QbS 

319 
309 
301 
326 
316 
35'3 
354 
359 
364 
348 
365 
361 
372 
391 
405 
408 
401 
410 
400 
400 
405 
43-5 
428 
431 
409 

452 
426 
444 
443 
455 
446 
468 
479 
513 
489 
492 
533 

442 

% - 
Calc . 

306 
313 
31.6 
324 
326 
348 
353 
356 
359 
360 
360 
362 
376 
385 
398 

405 
405 
409 

402 

410 
412 
412 
413 
4 16 
417 
428 
441 
441 
442 
446 
448 
453 
455 
465 
474 
487 
498 
498 
506 

Diff. 

Obs -Calc 

13 
-4 

-14 
2 

-10 
5 
1 
3 
5 

-12 
5 
-1 
-4 
6 
7 
6 

-4 
5 

-9 
-10 

-7 
3 

15 
15 
-8 
9 

15 
11 

-16 
-2 
-5 
2 

-9 
3 
5 

26 
-9 
-6 
27 
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Capsale Galor ime ter Temperature 
OC 

YH 
n 
YL 
YL 
YH 
YI, 
n 
YL 
YL 
YH 
YH 
n 
n 

3 
I 

896 
904 
934 
943 
944 
953 
962 
969 
970 
984 
984 
986 
990 

o'bs . 
493 
499 
553 
538 
535 
530 
548 
543 
553 
528 
560 
558 
521 

% - H*OC 

Calc . 
508 
5x2 
527 
531 
532 
536 
541 
544 
545 
552 
552 
553 
555 

D i f f  * 

mi3-cal.c. 

-18 
-13 
!26 
'I 
3 

-6 
7 
-1 
8 

-24 
8 
5 

-34 
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Capsule Calor irnet er 

1 
1 
5 
1 
3 
1 
4 
4 
4 
1 
1 
4 
5 
2 
2 
1 
1 
2 
5 
3. 
3 
2 
2 
1 
2 
1 
5 
2 
1 
2 
f 
4 
4 
2 
2 
3 
2 
5 
4 

Temperature 
oc 

162 
1% 
212 
218 
259 
269 
272 
274 
277 
292 
298 
379 
388 
388 
392 
392 
406 
418 
420 
422 
446 
450 
452 
466 
467 
475 
495 
500 
512 
5Q 
5 28 
536 
546 
548 
557 
560 
568 
572 
572 

Ell - *@3C 
cal. / g  * 

54 
63 
74 
63 

033s. 

112 
114 
112 
111 
111 
112 
122 
142% 
140" 

194* 
f 9 P  

157* 
~ 6 2 *  
197 
203 
204 
209 
905 
221 
215 
210 
214 
288* 
235 
234 
250 
234 
233 
244 
239 
251 
257 
244 
270 
226* 

RT - H(-JOC 

Cale . 
52 
63 
68 
70 

107 
110 
111 
112 
113 
118 
120 

200 
201 
202 
210 
212 
212 
217 
218 
221 

229 
234 
239 
239 
242 
246 
246 
250 
251 
253 
255 

-is masuremen% was not used in the least-squares mlysis. 

D T f  f . 
Obs -Cale 

2 
0 
4 

-7 
5 
4 
1 
-1 
-2 
-6 
2 

-3 
2 
2 
-1 
-7 
9 

-2 
-8 
-7 

ti 
0 
11 
-5 
-9 
-2 
-7 
1 
6 

-9 
15 
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POTASBm HYDRGO(DE (Con t e ) 

Capsule Calorimeter 

1 
5 
3 
1 
3 
2 
2 
4 
2 
1 
3 
3 
4 
3 
2 
1 
4 
5 
3 
3 
5 
3 
3 
2 
5 
4 
2 
4 
3 
2 
3 
3 
3 
5 
2 
3 
4 
1 
5 
3 
4 

Temperature 

574 
624 
627 
633 
652 
663 
676 
661 
691 
692 
714 
714 
726 
732 
754 
765 
769 
770 
774 
781 
794 
798 
802 
806 
806 

a22 
822 
852 
857 
863 
865 
867 
874 
878 
880 
880 
886 
886 
891 
893 

814 

HFf( - Hoot 

246 
273- 
286 
278 
289 
150* 
300 
296 
289 
281 
305 
307 
314 
187" 
327 
311 
331 
337 
322 
337 
321 
344 
339 
329 
335 
359 
334 
341 
361 
334 
369 
370 
340 
342 
384 
367 
346 
360 
375 
349 
359 

292 
293 
297 
297 
305 
305 
309 

319 
323 
325 
325 
326 
329 
333 
335 
3% 
338 
378 
341 
343 
343 

359 

366 

D i f f .  
Obs -Calc 

-10 
-2 
12 
2 
6 

8 
3 

-8 
-16 

0 
2 
5 
8 

-12 
6 

12 
-4 
8 

-12 
9 
3 

-9 
-3 
18 
-9 
-2 
7 

-22 
11 
11 

-19 
-20 
21 
3 

-18 
-6 
9 

-19 
-9 

%%is measurement was not used i n  the least-squares analysis. 
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Capsule 

POTASSIUM HYDROXIDE (Con' t . ) 

HT - %% Calorimeter Temperature 
oc cal-/g. 

.- Obs. 

3 
3 
4 
3 
4 
1 
4 
4 
3 
4 
4 
2 

375 
2 3 6 ~  
379 
383 
372 
382 
379 
366 
383 
240* 
409 
388 

Itr - Hoot 

369 

373 
374 
374 
375 
377 
377 
377 

390 
390 

Calc * 

measurement was not used in the least-sqwes mlys i sn  

D i f f .  
ObS - C ~ C  

6 

6 
9 

-2 
7 
2 

-31 
6 

19 
-2 
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LITHIUPJI HYDROXIDE 
l3TKlYIDUAL ENTBAISUES 

Capsule Calorimeter Temperature D i f f  
Ob 5 - C a l c  

ET - Roc 
Cale . 

73 
73 
a4 
84 
98 
99 
100 
100 
103 
103 
125 
126 
128 

3 
3 

3-24 
124 
142 
149 
164 
167 
168 
168 
172 
172 
207 
210 
212 
21s 
244 
254 
254 
263* 
288 
292 
302 
306 
312* 
313 
314 
325 

21 
YS 
YS 
ZI 
Ys 
YS 
YS 
ZI 
ZI 
ZI 
YS 
YS 
ZI 
ZI 
YS 
Ys 
ZL 
ZI 
YS 
ZI 
YS 
YS 
YS 
Ys 
ZI 
ZI 
YS 
YS 
ZL 
Ys 
ZI 
Y s  
ZT 
YS 
YS 
PS 

82 
70 
92 
87 

103 
104 
109 
100 
104 
100 
13-0 
120 
136 
142 
1 5 1  
148 
155 
103 
201 

9 
-3 
8 
3 
5 
5 
9 
0 
1 
-3 

-15 
-6 
8 
12 

3 
3 
3 
3 
3 
3 
3 

130 
148 3 

-6 154 
144 3 

3 
1 

175 26 
17 
-20 
-22 

195 
164 
165 
314 
178 
183 
175 
199 
205 
210 
216 
212 
4x9 
231 
244 
236 
240 

187 4 
3 
3 
3 

-13 
-9 

-23 
-6 
-4 

-12 
-0 

-16 

1 
3 
1 
1 
1 
4 
3 
4 
4 
4 

336 
341 
362 
365 
372 
374* 
374 
3% 
393 
394 

229 
237 
241 
242 

2 
7 

-5 
-2 

W s  measurement w a s  not used in the least-squares analysis. 



Capsule 

YS 
YS 
zw 
YS 

ZI 
ZI 
ZT 
zu 
Ys 
ZT 
ZI 
zw 
ZT 
zu 
Z I  
YS 
ZT 
zu 
ZI 
ZU 
YS 
zw 
ZT 
zu 
zw 
m 
ZT 
zu 
zs 
ZT 
zw 
ZFT 
ZT 
2% 
ZU 
zw 
zw 
ZT 
zw 

zr 

Calorimeter 

3 
3 
2 
4 
3 
4 
3 
4 
4 
4 
4 
4 
4 
4 
4 
4 
4 
3 
4 
4 
3 
4 
2 
3 
3 
2 
2 
5 
5 
5 
5 
4 
3 
5 
3 
5 
5 
3 
4 
3 
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LITRIUM HYDROXIDE (Conlt.) 

Temperatare 
c 0 

396 
404 
408 
4 10 
410 
434 
440 
445 
450 
451 
456 
460 
462 
463 
464 
478 
479 
480 
488 
490 
493 
494 
496 
5 17 
534 
534 
534 
536 
538 
542 
551 
552 
564 
570 
573. 
575 
582 
582 
585 
586 

ET - ~ O C  
cal./g. 

Obs . 
245 
260 
250 
25 1 
247 
267 
256 
270 
284 
298 
276 
319 
289 
290 

423 
466 
333 
466 
505 
540 
520 
492 
537 
576 
532 
537 
580 
570 
552 
560 
596 
574 
599 
586 
588 
610 
599 
610 
596 

283 

HT - Hoot 

243 
248 
250 
252 
252 
267 
211 
274 
277 
277 
281 
283 
284 
285 
286 

Calc . 

541 
557 
557 
557 
559 
559 
562 
57s. 
572 
583 
588 
589 
592 
601 
601 
604 
605 

Diff. 
Obs -Gale 

2 
12 
0 
-1 
-5 
0 

-15 
-4 
7 

21 
-5 
36 
5 
5 

-3 

-4 
19 

-25 
-20 
21 
11 

-10 
-11 
24 
-9 
11 
-3 
-4 
9 

-2 
6 

-9 
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LITBIuE(I HYDROXIDE (Con't.) 

Capsule Calorimeter 

ZT 
ZT 
zs 
ZT 
ZT 
zu 
zw 
ZT 
ZT 
zu 
ZET 
zw 
ZU 
ZU 
ZT 
ZT 
ZT 
m 
z'f 
zu 
ZU 
ZW 
zw 
ZT 
m 
ZT 
zw 
zw 
ZT 
ZU 
zw 
zw 
ZT 
zu 
zw 
ZT 
zw 
ZT 
ZU 

2 
4 
5 
2 
5 
4 
2 
3 
2 
3 
2 
2 
4 
3 
2 
5 
2 
3 
1 
2 
2 
4 
4 
2 
2 
3 
5 
5 
3 
3 
5 
1' 
1 
2 
1 
2 
2 
2 
2 

593 
596 
597 
598 
600 
605 
605 
611 
614 
6x4 
622 
622 
624 
640 
644 
652 
656 
666 
676 
678 
678 
686 
686 
692 
694 
714 
724 
729 
733 
737 
740 
744 
744 
746 
753 
753 
758 
802 
807 

HT G a l .  - P O C  g. 
Obs . 
614 
610 
68P 
611 
624 
631 
606 
623 
624 
637 
634 

643 
659 
653 
657 
664 
671 
719 
682 
677 
773 
707 
702 
494 
764 
724 
754 
753 
773- 
782 
742 
735 
748 
783 
755 
745 
799 
790 

604 

HIt - ROOC 

Cale . 
611 
614 

616 
618 
622 
622 
628 
631 
631 
6% 
6-38 
640 
655 
658 
666 
669 
679 
688 
690 
6% 
697 
697 
703 
704 
723 
732 
737 
740 
744 
747 
751 
751 
752 
759 
759 
764 
804 
809 

Diff. 
Obs -Calc 

~ 

3 
-4 

-5 
6 
9 

-16 
5 

-7 
6 

-4 
-34 

3 
4 

-4 
-9 
-5 
-8 
31 
-8 

-13 
36 
10 
-1 
-10 
4 1  
-8 
17 
13 
27 
35 
-9 

-16 
-4 
24 
-4 

-19 
-4 

-19 

%?his measurement was not used in t h e  least-squares analysis- 
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Capsule 

zu 
ZT 
ZT 
zw 
zw 
ZT 
zu 
zu 
ZT 
m 

LI'I'EIUM KYDROXIDE (Con't. 1 

Calor b e t  er Temperature HT - H o w  
OC ea].. / g .  

Obs a 

3 
3 
5 
4 

828 
828 

854 
860 
896 
898 
906 
934 
940 

840 

823 
818 
816 
842 
8-79 
881. 
893 
890 
930 
935 

'T %OC 

Calc . 
D i f f .  

Obs 4 a l c  . 

-5 
-10 
-23 
-10 
21 
-10 

0 
- 10 

4 
k 



Capsule Calorimeter 

!GI 
zo 
2% 
ZN 
zo 
20 

20 
ZN 
ZAl 
WJ 
zo 
ZPJ 
zu 
zo 
ZBT 
ZN 
ZO 
zo 
ZO 
m- 
zpr 
2% 
ZB 
zo 
m 
ZI 
ZO 
ZM 
ZN 
2 3  
zsu4 
ZO 
ZO 
zu 
ZN 
273 
2% 

3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
3 
4 
4 
5 
3 
3 
1 
3 
3 
1 
3 
3 
3 
3 
3 
4 

202 
210 
214 
214 
215 
218 
264 
2 a  
268 
274 
275 
278 
282 
283 
289 
304 
305 
310 
310 
33-2 
312 
315 
336 
342 
344 
346 
354 
366 
372 
380 
382 
382 
387 
388 
392 
400 
408 
408 

Obs. 

86 
95 
$9 
99 
92 

102 
208 
220 
213 
213 
188 
220 
214 
207 
216 
233 
225 
232 
234 
226 
597 
229 
252 
243 
255 
240 
250 
260 
264 
264 
249 
275 
2?5 
272 
275 
290 
289 
304 

D i f f .  
Obs -Cab 

6 
25 
8 
5 

-21 
9 
1 

-7 
-1 
7 

-2 
2 
4 

-5 
-4 
-4 
6 

-6 
5 
8 

-6 
-4 
-3 
-8 
-4 
2 

-1 
-5 
-4 
6 
0 
15 



Capsule 

-40- 

LITHIUM-SODIUM HYDROXIDE EUTECTIC (Con't .) 

Calorimeter 

zo 
ZO 
zo 
Z3T 
m 
ZQ 
ZO 
ZIM 
m 
m 
ZET 
zo 
zo 
ZM 
ZM 
m 
ZL 
ZM 
m 
ZL 
rn 
ZM 
231 
ZM 
ZM 
ZM 
ZM 
m 
rn 
zo 
ZM 
m 
m 
ZM 
ZM 
ZM 

1 
3 
4 
4 
1 
5 
1 
2 
5 
3 
3 
3 
3 
5 
3 
1 
1 
2 
5 
5 
3 
1 
4 
1 
5 
4 
5 
3 
1 
3 
3 
4 
1 
1 
5 
4 

Temperature 
oc 

410 
415 
423 
426 
426 
470 
474 
475 
478 
481 
487 
497 
497 
499 
506 
53.6 
520 
536 
542 
546 
548 
566 
584 
590 
596 
599 
603 
605 
615 
624 
638 
646 
646 
647 
65 2 
65 5 

HT - %oc 
cal./g. 
Obs . 
295 
293 
306 
302 
302 
328 
344 
323 
327 
333 
332 
345 
343 
342 
348 
356 
360 
359 
380 
377 
381 
388 
387 
557" 
407 
503* 
418 
413 
394 
417 
420 
429 
425 
421 
426 
436 

ELr - *O,c 

Calc . 

342 
342 
343 
348 
354 
356 
366 
369 
372 
373 
383 
394 

401 

406 
407 
4-13 
418 
427 
431 
1131 
432 
435 
437 

D i f f .  
Obs - C a l C  

5 
0 
8 
2 
2 
2 

16 
-6 
-4 
0 

-4 
3 
1 
-1 
0 
2 
4 

-7 
11 
5 

-12 
5 

-7 
-6 

12 
6 

-19 
-1 
-7 
-2 
-6 

-11 
-9 
-1 

%is measurement was not used in the least-squares analysis. 
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Capsule 

LITE€IUM-SODIUM SYDROXIDE mJTECTIC (Con't . 1 

HT - %oc % - HOQC C a l o r i m e t e r  Teaperatwe 
oc ca1. /g . . -  

ObS e Calc . 
1 
1 
1 
I 
3 
1 
4 
3 
1 
3 
3 
3 
4 

3 
4 
5 
5 
4 
4 
4 
4 
4 
4 
4 
4 
4 
4 
4 

656 
660 
674 
(3% 
686 
703 
708 
710 
7x0 
714 
721 
722 
724 
725 
726 
744 
747 
751 
754 
766 
770 
778 
787 

430 
437 
444 
444 
466 
457 
462 
463 
453 
473 
475 
478 
462 
454 
491 
478 
475 
502 
495 
521 
503 
500 
532 
525 
508 
543 
538 
567 
586 
568 
553 
586 
532 

437 
440 
448 
454 
455 
466 
469 
470 
470 
472 
476 
477 
478 
479 
479 
490 
492 
494 
496 
503 
506 

553 
554 
555 
556 
563 

D i f f .  
Obs -Ga;Lc 

-7 
-3 
-4 
-10 
11 
-9 
-7 
-7 

4 7  
1 
-1 
1 

-16 
-25 
12 

-12 
-17 a 
-1 
18 
-3 
-91 
16 a 

-15 
I1 
6 

23 
33 
14 
-2 
50 

-31 



Capsule 

ZJ 
ZK 
w 
ZJ 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZK 
zcp 
ZK 
ZK 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZK 
ZJ 
ZJ  
ZK 
.zK 
w: 
ZJ 
ZJ 
ZK 
ZJ 
ZK 
ZK 
ZK 
ZJ 
ZK 

Calorimeter 

3 
3 
4 
4 
3 
3 
3 
3 
1 
1 
2 
2 
2 
2 
1 
1 
2 
5 
2 
5 
4 
2 
2 
4 
4 
4 
2 
1 
1 
1 
1 
2 
2 
1 
1 
5 
2 
5 
2 

STRONTIUM HYDROXIDE 
lMDIVDUAL EMTRAISIES 

Temperature 

272 
272 
354 
359 
364 
368 
374 
376 
390 
398 
406 
408 
408 
408 
416 
416 
425 
431 
434 
435 
451. 
Q61- 
462 
466 
468 
470 
506 
512 
5 18 
5 18 
523 
524 
524 
535 
538 
540 
540 
542 
542 

Obs . 
50 
45 
74 
67 
69 
74 
69 
69 
74 
76 
73 
76 
76 
78 
85 
83 
85 
93 
88 
90 
82 
91 
94 
90 

100 
96 

106 
111 
120 
119 
125 
137 
123 
156 
160 
158 
155 
157 
150 

% - Hoot 

47 
I :7 
67 
68 
69 
70 
72 
72 
76 
77 
79 
80 
80 
80 
82 
82 
84 
85 
86 
86 
90 
92 
93 
94 
94 
95 

C a l c  . 

155 
156 
156 
156 
157 
1-57 

D i f  f . 
Ob s -Gale 

3 
-2 
7 
-1 
0 
4 

-3 
-3 
-2 
-1 
-6 
-4 
-4 
-2 
3 
1 
1 
8 
2 
4 

-8 
-1 
1 

-4 
6 
1 

1 
4 
2 
-1 
0 

-7 
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capsule Calorimeter 

2 
2 
2 
2 
4 
2 
4 
2 
4 
5 
4 
2 
2 
2 
5 
2 
2 
2 
2 
1 
2 
1 
2 
1 
1 
1 
1 
4 
4 
4 
4 
1 
1 
2 
1 
4 
1 
2 
4 

El? -How 
cal*/g. 
Ob6 . 
162 

1-61 
169 

164 
5 
4 
1 
5 
4 
6 

13 
5 

-5 
-3 
-2 
4 
1 
-1 
-8 
-7 
4 

-6 
-2 
1 
2 

-7 
3 
3 
5 
1 
3 
-I 
-9 
2 
5 
3 
6 

-9 
-5 
8 

-8 
-8 
-6 
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STROpaTIUM XXDROXDE (Con't . ) 
Capsule Calorimeter Temperature 

OC 

ZK 
ZJ 
ZK 
ZJ 
zE(: 
ZJ 
Z J  
ZK 
ZK 
Z J  
ZJ 
ZJ 
ZK 
ZK 
ZJ 
ZK 
Z J  
ZJ 
ZK 
ZJ 
ZK 

& u (  

ZK 
ZJ 
ZJ 
ZK 
ZJ 
ZK 
ZK 
ZJ 
Z J  
ZK 
ZJ 
ZJ 
ZK 
ZJ 
ZJ 
ZK 
ZJ 

2 
2 
4 
2 
2 
4 
1 
1 
1 
1 
4 
1 
4 
1 
1 
4 
4 
2 
1 
1 
4 
4 
2 
4 
2 
2 
4 
4 
2 
2 
4 
1 
1 
4 
4 
4 
1 
1 
2 

692 
693 
7-10 
712 
714 
716 
716 
726 
732 
734 
750 
755 
756 
760 
763 
772 
774 
781 
800 

810 
816 
822 
822 
822 
822 
822 
828 
832 
838 
838 
840 
844 
850 
858 
$58 
879 
883 
883 

804 

H T - H o o c  
cal./g. 
Obs. 

165 
192 
213 
208 
208 
213 
209 
213 
216 
220 
206 
207 
210 
219 
210 
244 
240 
236 
239 
241 
245 
252 
241 
243 
242 
245 
244 
263 
253 
254 
250 
254 
260 
261 
265 
266 
263 

247 
266 

%? - =ow 
Calc . 
204 
204 
210 
210 
211 
211 
211 
215 
216 
217 
222 
224 
224 

229 
230 

239 
241 
243 
245 
245 
245 
245 
245 
247 
248 
250 
250 
250 
252 
254 
256 
256 
263 
264 
264 

D i f f .  
Obs. -Calc. 

39 
-12 
3 
-2 
-3 
2 

-2 
-2 
0 
3 

-16 
-17 
-I4 
-6 
-16 
15 
10 

4 
1 
2 
4 
9 

-4 
-2 
-3 
0 
-1 
18 

5 
4 

4 
8 
7 
9 
10 
0 
2 

0 

-17 
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Capsule Temperature 
OC 

270 
277 
266 
276 

Gale 

Diff * 
O b s  -@ale 

-7 
-12 
1 
9 
-2 
4 

-8 
2 



-46- 

Capsule 

zx 
ZY 
ZY 
zx 
ZP 
ZR 
%Y 
ZP 
ZR 
zx 
WT 
ZY 
zp 
m 
m 
ZY 
zx 
zx 
ZY 
ZY 
zx 
ZY 
zx 
w: 
zx 
ZY 
zx 
z p  
ZY 
w: 
ZP 
ZY 
zx 
ZR 
zc 
ZB 
w) 
ZR 
ZP 

Calorimeter 

5 
5 
5 
5 
3 
3 
1 
3 
3 
1 
4 
4 
3 
3 
2 
2 
5 
3 
l 
3 
1 
5 
2 
5 
3 
3 
2 
4 
2 
4 
2 
4 
2 
4 
2 
2 
4 
4 
1 

Temperature 
OC 

152 
153 
216 
218 
220 
226 
248 
253 
254 
257 
277 
281 
314 
322 
356 
358 
364 
366 
367 
368 
372 
391 
395 
395 
396 
597 
415 
415 
416 
421 
431 
436 
442 
1446 
470 
472 
472 
488 
504 

% - HOq! 
ca1 e /g . 

O b s  . 
23 
24 
32 
36 
34 
35 
45 
39 
45 
45 
46 
47 
48 
49 
54 
56 
60 
58 
61  
58 
62 
64 
67 
68 
66 
65 
78 
70 
75 
94 
79 
97 
96 

103 
99 
98 
105 
109 
110 

HT - Hoot 
C a l c  e 

24 
24 
35 
35 
35 
36 
40 
41 
4 1  
42 
45 
46 
5 1  
52 
58 
58 
59 
60 
60 
60 
61 
44 
65 
65 
65 
65 

97 
98 
99 
103 
104 
104 
107 
110 

D i f f .  
Obs - C a l x  

-1 
0 

-3 
1 
-1 
-1 

5 
-2 
4 
3 
1 
1 

-3 
-3 
-4 
-2 
1 

-2 
1 

-2 
1 
0 
2 
3 
1 
0 

0 
-2 
4 

-4 
-6 
1 
2 
0 



Capsule 

ZR 
w3 
ZC 
ZB 
ZC 
ZB 
zc 
ZC 
2 3  
ZP 
213 
ZP 
zx 
z3 
ZY 
ZY 
ZR 
ZC 
zx 
ZB 
ZC 
ZP 
ZP 
23 
zc 
ZB 
ZP 
m 
ZC 
ZP 
ze 
zs 
ZR 
zc 
253 
233 
ZB 
zc 
rn 
zc 
ZR 

-47- 
BARIUM HYDROXIDE (Con't,) 

Calorimeter Temperature HT - q p c  
OC cal . / g  . 

5 
5 
5 
1 
1 
5 
3 
4 
4 
4 
4 
3 
4 

3 
3 
5 
1 
1 
5 
2 

5 
4 

506 
512 
5 14 
516 
522 
540 
54.6 
552 
554 
554 
565 
570 

; j ' 7 1 j  

582 
585 
590 
590 
593 
593 
615 
618 
622 
634 
637 
640 
646 
647 
648 
654 
658 
672 
674 
680 
73-9 
720 
770 
776 
784 
791 
794 
794 

152 
162 
3-63 
1.65 
166 
166 
x66 

Diff . 
Obs -Calc 

2 
-3 
3 

-3 
-4 
3 
I 
0 

-5 
0 

-7 
-I 
4 
7 
5 
6 
2 

-2 
6 

-5 
-5 

3- 
0 
0 
7 
4 
1 

-2 
2 

-2 
3 
6 

-3 
3 
3 
5 

-7 
-4 
2 
1 

-3 



Capsule 

zc 
23 
Z% 
2% 
ZC 
zc 
ZB 

BARIUH HYDROXIDE (Con't . 
Calorimeter Temperature 

*c 
ObS 

3 
2 
5 
5 
5 
I 
4 

799 174 
834 169 
842 181 
842 176 
867 1.74 

185 
182 

874 
908 

HCr - 
Calc . 

D i f f  . 
Obs Xalc 

3-67 
174 
3-76 
176 
181 
182 
189 

7 
-5 
5 
0 

-7 
3 

-7 


