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Abstract

In the operation 0 f nuclear reactors, nuclea.r fuel reprocessing plants and
in-pile experiments, special provision must be made for disposal of gaseous
fission products to prevent contamination of the,atmosphere to an unacceptable
degree 0 A disposal process is described in which the noble gas fission products oP
krypton and xenon, are delayed relative to the sweep gas by physical adsorption
as they pass through an adsorbent such as activated charcoal o A theoretical
expression describing this process has been developed, using a theoretical plate
analysis, and has been verified experimentallyo The retention time for a gas
present in trace concentration is proportional to the amount of charcoal in the
adsorber bed and to the adsorption coefficient which is evaluate'd: experimentally
for a particular combination of materials and conditions. The retention tine is
inversely proportional to the volume flow rate of the sweep gas o The retention
times of experimental adsorbers have been measured by a radioactive tracer
technique using krypton-85 and xenon-I]] to typify fission gaseso Retention times
have been neasured for various adsorbents including different grades of activated
charcoal" silica gel, activated alumina, and molecular sieve materialso Activated
charcoal was the most effective a.dsorbento Retention times were measured using
heliUl!l, hydrogen, argon, ni trogen 3 oxygen" air:J C02, Freon-12, and krypton as
sweep gases, individually. Water vapor reduces the retention time for krypton on
charcoal as does C026 Krypton interferes negligibly up to 1000 microns partial
pressure. Provision must be made for the dissipation of heat from radioactive
decayo Retention time decreases logarithmically as temperature increases.
Ignition temperatures in oxygen were determined and methods for prevention and
control of charcoal fires were investigatedo Experimental results described have
been used to design off-gas adsorber systems for in-pile experiments and to analyze
the performance of an adsorber for a homogeneous circulating fuel reactor 4) These
adsorber systems have performed satisfactorily for times in excess of one year.

NOTICE
, . ' ." ... __ ,......w.~Jtj,

This document contains information of a preliminary ,!~;" (·:.I)tm~t'tnl'~M "': l!J't"~- , ........

nature and was prepared primarily for internal use ...,dE'I.~~ u . ., .,' ;/,TJi U'''''' peIIlM d\&,~,,,,~
at the Oak Ridge National Laboratory. It is subject witbc"t -,i.tIl li.i,)l'~"~.' of tM a.NII pat:: .... -",1'

to revision or correction and therefore does not 4_~~" .i?i~~e.-l~.
represent a final report. .....-

UNCLASSIFIED



,----------------LEGAL NOTICE ----------------,

This report was prepared as an account of Government sponsored work. Neither the United States,

nor the Commission, nor any person acting on behalf of the Commission:

A. Makes any warranty or representation, expressed or implied, with respect to the accuracy,

completeness, or usefulness of the information contained in this report, or that the use of

any information, apparatus, method, or process disclosed in this report may not infringe

privately owned rights; or

B. Assumes any liabilities with respect to the use of, or for damages resulting from the use of

any information, apparatus, method, or process disclosed in this report.

As used in the above, "person acting on behalf of the Commission" includes any employee or

contractor of the Commission, or employee of such contractor, to the extent that such employee

ar contractor of the Commission, or employee of such contractor prepores, disseminates, or

provides access to, any information pursuant to his employment or contract with the Commission,

or his employment with such contractor.

,



-2-

Introduction

In the operation of nuclear reactors~ nuclear fuel reprocessing plants and

in-pile experiments, special provision must be made for the disposal of gaseous

radioactive fission products to prevent contamination of the atmosphere G Figure

1 shows the important fission gas isotopes o Their half=lives range from a few

minutes up to ten years o Among the krypton isotopes the longest lived is

krypton-85, approximately ten years, but the next longest is only four hourso

The longest-lived xenon isotopes are Ie-131m and Xe..133~ having half-lives of

12 days and 5.27 dayst) respectively; the shorter=lived one being more abundant.

The longest-lived iodine isotope is I-1319 having a half=life of eight dayso

When a reactor accident occurs, all the radioactive isotopes shown in Figure

I can appear in the gas system3 even after removal of particulate mattero In

reactors and in-pile experiments having circulating fuelJ) fission gases are

released having the entire range of half-lives all the way down to a few seconds o

By the time the off-gas reaches the disposal system, the age is such that only

isotopes having half=lives greater than a few minutes are present to an appreciable

extent. When solid fuels from reactors and in-pile experiments are dissolved

after aging, only ten year Kr-85 and five and twelve day xenon and eight day

iodine require considerationo

Various methods have been used to handle the noble gases, krypton and xenono

They have been vented to the atmosphere(§) or stored in large containers for decayo

Solvent extraction has been applied successfully (2,) «) This paper is concerned

wi th the application of the process of dynamic adsorption of noble gas fission

products.
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Radioactive iodine has been removed by caustic scrubbers or by hot silver

reactors. Using 1-131 tracer, -we have found that it is removed at least 99.9%

by charcoal adsorber beds. A bed of this type for 1000 cfm of air would be 2.5

feet in diameter and 10 inches deep. This work is reported in CF-58....5-59 (!).

Dynamic Adsorption

In the process of dynamic adsorption, the noble fission gases, krypton and

xenon, are physically adsorbed from a moving sweep gas, by a material such as

activated charcoal in a manner similar to that used in gas chromatography.

Adsorption equilibrium exists at every point within the adsorber. Only a small

fraction of the krypton and xenon remain in the moving gas phase, and as a result,
..

they are delayed relative to the sW3ep gas. 'fhe delay times are characteristics

of the bed, which may be measured experimental1Ye In some applications the

adsorber is regenerated continuously by radioactive decay of the adsorbed fission

gases.

We have applied a radioactive tracer technique to measure re tention times.

A short pulse of radioactive krypton-8, is injected into the flowing gas stream

at the en trance of the adsorber. The concentration of radioactive krypton is

measured at the outlet of the bed as a function of time. Figure 2 shows a typical

elution curve for a mixture of Kr and Xee The ordinate is the relative

concentration of radioactive gas and the abscissa is the time after injection of

radio-krypton at the inlet. For each of the two elements, krypton and xenon,

there is a characteristic breakthrough time, and a time to peak which for

symmetrical elution curves is the average time for the passage of individual

fission gas atoms through the adsorber. The breakthrough time is used for

conservative design; however, the average retention time is easier to predicte
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Theory

The transport of fission gases through an adsorber may be treated theoretically

as shown in Figure 3 by considering a small element of length of the adsorber, dyo

The rate of change of concentration of a fission gas, dP/dt» :in the elemant dy is

proportional to the concentration gradient, dP/dy"and to the volume flow rate,9 F»

and is inversely proportional to the equilibrium adsorption coefficient, kJ) and

to the unit loading of the adsorber miL.

p. concentration or partial pressure of fission gas in the gas phase

(atm)

t =

F a

L a

k •

y.

time at which P is observed (min.)

flow rate of sweep gas (cc/min.)

length of adsorber (em)

amount of adsorbent in adsorber (gm)

adsorption coefficient for fission gas on adsorbent (cc • atm )
gm 0 atm

cc(STP)or
gm 0 atm

distance from entrance of adsorber at which P is observed (em)

f =- function which describes arbitrary variation of P at inlet of
o

adsorber o

In the theoretical derivation k is the equilibrium adsorption coefficient

relating the amount of fission gas adsorbed to the local partial pressure of

fission gas. In the application of experimental results k is the dynamic adsorption

coefficient which relates the average retention time to m/F. In the experimental

test, f describes an instantaneous pulse of radioactive fission gase t is theo

time after injection of the radioactive pulse. The solution in Figure 3 states

that the pulse will emerge unchanged in shape, but delayed by a time, 1mIF' 0 This

simple treatment yields a useful value for the time to peake However, it indicates
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erroneously that there will be no distortion of the pulse as it travels through
•

the bed, because this mathematical treatment ignores pulse broadening processes

that occur in the bed o

We have used a theoretical plate model to treat dynamic adsorption while

providing for the pulse broadening processes <..g) 0 In this analysis the adsorber

is imagined to be divided into a number of theoretical chambers, N, with adsorption

equilibrium in each oneo 'The differential equation in Figure 4 describes the

concentration of a fission gas as a function of time in the first one of these

theoretical chambers, after injection of an instantaneous pulse of fission gaso

The symbols have the same significance as in Figure 30 The quantity N is the

number of theoretical chambers in an adsorber having an amount of charcoal, m..

• The rate of change of fission gas concentration is proportional to the flow rate,

F, and to the instantaneous concentration,? P, and is inversely proportional to

the adsorption coefficient~ k" and to the weight of charcoal in a theoretical

chamber, mIN 0 The solution for the fission gas concentration at the outlet of

the last chamber is given by the second expression in Figure 40 The time to peak

concentration at the outlet is shown in the third expression and is similar to the

last equation :in Figure 30 The time to peak or average retention time is

proportional to km/F and is relatively insensitive to the number of theoretical

chambers, N. The second equation in Figure 4 describes the shape of the elution

curve and may be used to predict the breakthrough time o

Figure 5 compares the theoretical plate equation with experimental datao

The theoretical curve has been fitted to the ex~rimental curve by selecting

values for k and N~ The fit of the curves in the breakthrough region indicates

the usefulness of the theoretical plate model. Using this analysis, experimental

data may be reduced to two elementary parameters, k and N.
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Experiments

The infonnation on retention of fission gases under various condi. tiona has

been obtained experimentally using the apparatus shown in Figure 6. A constant

now of sweep gas, in this case oxygen, passes through an adsorber, a flow meter

and past a Geiger-MUller tube. The radioactive tracer is injected at the krypton

holder and the counting rate,which is proportional to concentration of tracer"is

observed as a function of time by the G-M counter. Figure 7 shows the adsorbers

on the right, the counters in the middle background, and instruments for registering

counting rates on the left. Figure 8 shows an end-window Geiger-MUller counter

tube equipped with a gas cell. Using apparatus of this type, elution curves shown

in Figure 9 were obtained. Here the relative concentration of radioactive krypton

in the effluent gas is plotted versus time after injection of the krypton pulse

at the entrance of the adsorber. The adsorber contained 782 grams of charcoal and

the sweep gas was oxygen at a flow of 250 cc/min. Elution curves are shown at

four different temperatureso The lower the temperature, the longer the retention

time _ Refrigerated beds would be desirable except for possible failure of

refrigeration. These data are analyzed to obtain the adsozption coefficient, k,

as a function of temperature as shown in Figure 10.

The efficiency of various adsorbentshas been investigated using this same

technique. In Figure 11 activated charcoal is compared with silica gel, activated

alumina, and porous glasso Various grades of activated charcoal are compared in

Figure 12. Columbia Grade G is slightly superior; however, the samples are ·all

about the same. Figure 13 shows that the performance of Linde Air Products

Molecular Sieve materials is not as good as that of charcoal but where the

combustibility of charcoal is a hazard, these materials are the best choice if

moisture can be excludedo Sieve Material SA is superior to otherso 4A has too

•

•
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small a pore size to admit krypton. Columbia Grade G activated charcoal has

been used for most of the tests described below.

Figure 14 shows the effects of various sweep gaseso Krypton is retained

more efficiently in the presence of helium than wi th other gases ~ because helium

is adsorbed to a lesser degree. Freon-12 is not suggested as a reactor sweep gas

but it is used as a strongly adsorbed gas to illustrate the effect.

Figure 15 shows the effect of krypton partial pressure in oxygen with the

total pressure constant at one atmosphere. In pr,actical off-gas systems, the

fission gas partial pressure does not ordinarily exceed 1 millimeter of mercury

and the efficiency is not significantly affectedo Figure 16 shows that small

amounts of CO2 cause a substantial reduction in the Ie tention time. This effect

can be quite important in the event of an accidental fire. One of our charcoal

adsorbers serving a 5 MW reactor was ignited by an explosion of radio1ytic deuterium

in oxygen. Al though the fire was put out wi. thout interrupting reactor operation,

the combustion product$ CO 2, reduced the retention tine by approximately a factor

of two, temporarily~ and resulted in a measurable but not hazardous release of

radioactive gases. The adsorber was restored to normal service after the CO2

had been displaced.

Water vapor has an effect similar to that of CO2• Figure 17 shows that the

efficiency of charcoal may be reduced to one-half by adsorbed moisture. Charcoal

in equilibrium with air at 50% relative hwnidity contains 5% water by weight.

The adsorption coefficient, k, shown in the preceding figures, is used for

evaluatj,p.g the average retention time, tmax.0 This quantity may be converted to

the more useful breakthrough time, ~, by the data contained in Figure 18, which

applies to a 0.75 inch diameter charcoal adsorber in 02 at 250 cc/mino The ratio

of ~ to t approaches 90% for very long adsorbers. At 10 or 20 feet this ratio
[) max

runs from 75 to 80%. For less than 5 feet ratios are less than 50%.
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The adsorber must be fully packedo Figure 19 shows the performance of a

horizontal adsorber which has only 3% of void space 0 'rhe resulting tunnel

provides a "short circuit" for the gas and the breakthrough time was only one

tenth of that ordinarily expected. It is desirable to install adsorbers

vertically.

The adsorption coefficients for xenon have been determined for only a few

conditions because only short-lived tracers are available 0 Xenon is retained

about 10 to 30 times longer than krypton, depending upon temperature, as shown

in Figure 20 0

Design of Practical Adsorbers

With the theore tical results previously described and wi th the exper:imental

data, we are now prepared to design a practical adsorber for krypton and xenon

fission gases 0 In some applications it is useful to stop the flow of gas as

soon as radioactivity is detected; and the re tention time required is the time

necessary to stop the flow of gas. In other cases it is necessary to remove

fission gases from a continuously flowing gas stream. The adsorber delays the

passage of radioactive krypton and xenon until they have decayed sufficiently

except for Kr-8.5. The retention time required depends upon the concentration of

fission gases entering the adsorber and upon the allowable concentration leaving.

The production of the various isotopes of krypton and xenon may be evaluated

using ORNL-2l27 {J.} by Blomeke and Todd. The allowable emission of fission gas

isotopes depends upon the location of the plant and the environmental conditions.

It may be l:imited by the permissible external or internal doses to personnel in

the plant or in the surrounding comrmmity. Interference with sensitive radiation

detection instruments may be the limiting factor o The report CF-.58-l2...l0 (11) will

assist :in evaluating the allowable and initial emission rates.

•

"

•
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From the ratio of input concentraition to allowable output concentration and

the half-lii'e we calculate the decay time needed for each isotope and select the

longest decay time required for krypton and xenone From the last expression in

Figure 4, using the approximation (N - l)!N:Ill 1, which is valid for large N, we

obtain the amount of adsorbent requiredo

m-

•

m· amount of adsorbent needed to provide the required breakthrough

time (gm)o

F· flow rate of sweep gas (cc/min) e

k· dynamic adsorption coefficient obtained by retention time

experiments under the conditions for which the adsorber is

o 0 (cc atm) (cc STP)bemg des~gned tm or tm· 0gma gma

to • breakthrough time. Selected to provide time for decay of radio-

active gases or for emergency shutdown of gas flow (min) 0

t Q average retention time for fission gas atoms passing through.
max

adsorbero This quantity is strictly speaking the retention time

for the greatest proportion of fission gas atoms and is very

nearly identical to the average retention time (mirdo

Heat of radioactive decay may be removed by using small diame ter pipes to

contain the adsorbent and by immersing the pipes in cooling watero The pipes

should be smaller near the entrance to the adsorber where the heat load is
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greatest and may be larger in diameter near the outlet. High temperatures interfere

with adsorption of the fission gases and in the presence of an oxidizing gas~ can

cause a. fire hazard o We have observed ignition temPeratures for charcoal in oxygen

as low as 2900 C. It is necessary to provide forneasurement of the temperature

of the adsorber so that if mdesirable conditions occur, corrective action may be

taken. A fire may be controlled safely by diverting the flow of the oxidizing gas

to an alternate adsorber. This procedure has been tested experimentally as

reported in CF-58-6-6 (2), and was applied successfully to a fire which occurred

accidentally in a charcoal adsorber which was handling the fission gases in oxygen

from a 5 MVI homogeneous reactor.

Refrigerated adsorbers may be used to advantage where the size of the adsorber

is important as with mobile reactors; however, it is necessary to take several

precautions in their use. Failure of the refrigeration system produces an unsafe

condition in which radioactive gases are desorbed as the adsorber warms up. In

the applications where such a release cannot be tolerated, several alternatives

are available:l most of which require stopping the flow of radioactive gas from the

reactor. The adsorber system may be sealed off in an emergency and designed for

the very high pressures which will result or provided with an expansion volume in

the adsorber system inside the shielding enclosure. Emergency standcaby refrigeration

systems with an emergency power source may be provided or an auxiliary adsorber

system into which the gas from the main adsorber can be allowed to expand may be

used. Another hazard is the possibility of eJFplosion in tm adsorber if oxidizing

gases, even in trace concentrations, are exposed to the charcoal at very low

temperatures. Allowance must be made for the fact that the heat released by

radioactive beta decay of the fission gases will cause the central temperature of

•

•

•
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the a.dsorber to be higher than the wall--temperature, and the refrigeration

system must have capacity to carry away this heat of beta decayo

Applications

We have applied this information to the design of several adsorber beds o

In a fused salt in-pile loop experiment we used a 34 pound charcoal bed wi. th a

gas flow rate of 20 scf~ of air at 26°c o It provided a one minute retention

time for krypton, sufficient for scramming the reactor and for stopping the flow

of air, leaving the krypton and xenon in the charcou bed to decayo 'rhe procedures

for designing a refrigerated adsorber for a similar application are given in

CF-58-7-71 (.2).

We haV'e also applied this information to an adsorber system used on a 5 MW

homogeneous reactor (1)0 Figure 21. sheM's a. model of one of the three adsorbers

used~ Each one contains 520 pounds of charcoal in pipes ranging from 1/2 to 6

inches in di ametero Two of the adsorbers are normally used in parallel and carry

a. total of 2,00 eC/min of oxygen contaminated with fission gaseso At 26°0 the

retention time for krypton is six days and xenon is sixty days, sufficient for

virtually complete decay of all the fission gases except krypton-85 which is

V'ented ,through a small stacke This system has performed satisfactorily for more

than a year.

Conclusion

The physical adsorption of noble gases upon' adsorbents such as activated

charcoal may be used to delay the release of gaseous fission products from nuclear
•

rea.ctors 0 Two design phUosophies have been usedo The first employs an adsorber
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to provide a delay time during which the flow of the off-gas stream from a

source of fission gases may be halted following an accidental release of

radioactive gases. The second philosophy of design utilizes an adsorber to

delay the radioactive fission gases for a time long compared to their half-

lives so that they decay virtually completely in the adsorber e Only the ten

year krypton-85 e~rges from an adsorber of this type. This isotope: may be

discharged safely to the atmosphere under certain conditions in the case of low

or medium power level reactors. High power reactors, e specially near the heavily

popp.lated are as, will require an adsorber system of the first type for extracting

krypton-85.

A theoretical analysis of the process whereby the fission gases areretc.a,ine.d

by an adsorber in a flowing gas stream prOVides the basis for design of practical

units. Experimental data are proVided which may be used under a wide variety of

conditions in the design of adsorbers for the off-gas systems of nuclear reactors

and of in-pile experiments.

The principal advantages of the dynamic adsorption process for controlling

fission products are its simplicity and freedom from maintenance or replacement

requirements. The entire fission gas processing unit is contained in simple

metal pipes immersed in coolant water at room temperature, buried underground

to confine the gamma radiation. The only requirement for instrumentation is

thennocouples at a few representative points to verify the results of heat

transfer calculations in the design of the adsorber and equipment for controlling

or metering flow.
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