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1. INTRODUCTION AND SUMMARY 

Y 

The Laboratory has, since September 1957, provided technical  assist- 

ance t o  the  AEC Division of Reactor Development (Office of Maritime Re- 

ac to r s )  on ce r t a in  aspects of t he  NS SAVANNAH program. The NS SAVANNAH, 

which w i l l  be t h e  f i rs t  nuclear-powered merchant ship, w a s  b u i l t  by New 

York Shipbuilding Corporation of Camden, New Jersey. The 63-Mw (thermal) 

pressurized-water reac tor  and t h e  propulsion equipment were supplied by 

The Babcock & Wilcox Company of Lynchburg, Virginia.  

Inc. ,  w i l l  operate the  ship as an agent f o r  t h e  M a r i t i m e  Administration 

following completion of the  sea t r i a l s  by the  bui lder .  

d i rec t ion  i s  exercised f o r  the  Government by t h e  Maritime Administration- 

Atomic Energy Commission Jo in t  Group. 

S t a t e s  Marine Lines, 

Over-all program 

Construction of t he  NS SAVANNAH w a s  complete as of May 1, 1961. Fol- 
lowing extensive public hearings, which were held March 6-8 and April 12,  

1961, t he  Atomic Energy Commission on Ju ly  24, 1961, authorized, subject 

t o  ce r t a in  conditions, the  fueling, s tar tup,  and operation of the  NS 

SAVANNAH'S reac tor  f o r  t e s t  and demonstration purposes a t  Camden, New 

Jersey, and a t  Yorktown, Virginia .  An extended p r e c r i t i c a l  t es t  program 

culminated i n  a coordinated systems t e s t ,  or "dummy run," which w a s  com- 

pleted on October 18. Fueling w a s  authorized by the  AEC on November 24, 

1961. 

1961. 

way a t  the  end of t h i s  report  period. 

Fuel loading w a s  car r ied  out during a 30-hr period November 27-28, 

Assembly of t h e  reac tor  vessel  head and control  dr ives  was under 

Tests  a t  power l eve l s  up t o  10% of ra ted  power w i l l  be conducted a t  

Camden. 

f o r  addi t ional  dockside t e s t i n g  up t o  f u l l  power and f o r  sea t r i a l s  by 

t h e  bui lder ,  using Yorktown as an operational base. 

The NS SAVANNAH w i l l  then be moved by auxi l ia ry  power t o  Yorktown 

The Laboratory's Maritime Program i s  determined t o  a considerable 

extent  by needs which develop i n  the  NS SAVANNAH project ;  t he  specialized 

f a c i l i t i e s  and personnel of t he  Laboratory of ten can be employed advan- 

tageously t o  supplement the  e f f o r t s  of t he  pr inc ipa l  par t ic ipants .  Thus, 

t he  nature of t he  ORNL program i s  supplemental, r e su l t i ng  i n  divers i f ied,  

but  somewhat disconnected, a c t i v i t i e s  whose common t i e  i s  t h a t  they a re  
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i n  support of some aspect of t he  MS SAVANNAH projec t .  

experimental and theo re t i ca l  invest igat ions a re  l imited i n  scale  and scope 

and a r e  intended t o  meet spec i f ic  needs. 

I n  general, the  

N S  SAVANNAH Pro.iect - General Sumort  

During the  current report  period the Laboratory continued t o  a c t  as 

an inspection agency f o r  the AEC, witnessing inspections and tes t s  during 

fabr ica t ion  of nuclear components. The pr inc ipa l  components involved were 

t h e  replacement control  rod drives, t he  spare reac tor  vesse l  head, and 

Core I1 f u e l  elements. 

Consultation and design review services were provided as requested. 

The bulk of t h i s  e f f o r t  was  concerned with the  replacement cont ro l  rod 
drive program and with the  N S  SAVANNAH s ta r tup  t e s t s .  

par t ic ipa ted  i n  the  public hearings. 

Laboratory personnel 

Preparations were completed f o r  a survey of the  ex te r io r  of the  r e -  

ac tor  compartment shield.  The survey w i l l  be made under the d i rec t ion  of 

ORNL personnel when t h e  reac tor  can be operated a t  f u l l  power. 

An experimental program w a s  i n i t i a t e d  t o  develop a procedure f o r  i n  

s i t u  measurement of t h e  iodine-removal e f f ic iency  of the  reac tor  compart- 

ment f i l t e r  u n i t .  

constructed and put i n t o  operation. I n  a r e l a t ed  program the  iodine col-  

l ec t ion  e f f ic iency  of t he  charcoal car t r idges  which are t o  be used f o r  

environmental monitoring on t h e  ship i s  being determined. 

t es t  gave an e f f ic iency  of 99.4$, but  t he  iodine concentrations were much 

higher than desired.  

i n  the  maximum permissible concentration (MPC) 

A f a c i l i t y  for t e s t i n g  prototy-pe charcoal units w a s  

A preliminary 

Methods of producing iodine concentrations i n  a i r  

a range a re  being studied. 

Assistance w a s  given t o  the  NS SAVANNAH Medical Department i n  the  

development of a shipboard bioassay program. 

car r ied  out t o  determine the  lowest detectable  l i m i t s  of a representat ive 

corrosion product ( C O ~ ~ )  i n  r a w  urine specimens. 

experiments using a man-simulating phantom indicated t h a t  the  detect ion 

of about 0.1 pc of e i t h e r  Fe5' or Co60 or a combination of both i n  e i t h e r  

spleen or lung appears t o  be f eas ib l e .  

Experimental s tudies  were 

External body counting 

Tests  i n  counting samples of serum 
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from neutron-irradiated blood showed that a 2- by 2-in. NaI(T1) crystal 

is much less satisfactory for detection of Na24 than a 3- by 3-in. crystal. 

NS SAVANNAH counting equipment was used in these experiments. 

Charpy impact specimens from excess material used to fabricate the 

reactor vessel upper closure head were irradiated in the ORR pressurized- 

water in-pile loop and tested by the Naval Research Laboratory. 

sults showed an increase in the nil-ductility-transition (NDT) tempera- 

ture of 190°F for a fast-neutron (>1 MeV) dosage of 2.6 x lo1' neutrons/cm*. 

The dose rate was about two orders of magnitude higher than is expected 
in the NS SAVANNAH reactor vessel wall. 

The re- 

ORNL personnel assisted in an investigation of possible corrosion 
consequences as a result of the thermal insulation on the NS SAVANNAH pri- 

mary piping becoming wet during precritical testing. 

amination of a section of suspect piping showed evidences of incipient 

chloride stress-corrosion cracking. Procedures were developed for clean- 

ing, inspecting, and reinsulating the affected piping. 

Metallographic ex- 

Pressurized-Water In-Pile Loop 

The Maritime-ORR pressurized-water in-pile loop continued to operate 

in a satisfactory and essentially trouble-free manner. Some improvements 

were made in instrumentation for flux-monitoring and for analysis of dis- 
solved oxygen in the water. 

Water chemistry studies were initiated to investigate the transport 

and deposition of corrosion products (ttcrud't) and of long-lived water- 

borne activity. 

water-borne long-lived activity is relatively low, being about 2 x lo4 
disintegrations per second per liter. 

about 50 during loop startup, primarily because of an increase in crud 
level. Studies of the characteristics of the crud showed nearly complete 

absence of crud particles in the 0.01- to 0.5-p range and indicated that 
magnetite (Fe304) is present in the crud as well-developed crystallites. 

The implication is that recrystallization of the magnetite occurs, and 

this implies that appreciable radiochemical exchange takes place between 

During the period of normal loop operation the level of 

The level increases by a factor of 
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act ivated and nonactivated crud. These s tudies  support t he  view t h a t  

magnetite may be a desirable material  f o r  use as a high-temperature f i l t e r  

ion-exchange medium. f o r  pressurized-water reac tor  systems, and therefore  

exploratory t e s t s  were started. 

Advanced Core Develoment 

An evaluation of the subs t i tu t ion  of Zircaloy f o r  s t a i n l e s s  steel  i n  

the  fuel-element containers w a s  completed, and a f i n a l  report  i s  being 

prepared. Physics calculat ions indicated t h a t  replacement of t he  s t a in -  

l e s s  s t e e l  f u e l  container i n  a 4.2 wt % U235 enriched core ( the  enrich- 

ment of the  inner  zone of Core I )  by a Zircaloy f u e l  container could in -  

crease the  cold, c lean r e a c t i v i t y  of t he  core b y &  = 0.065, the worth of 

t he  21 control  rods by Ak = 0.04, and the  r e a c t i v i t y  l i fe t ime by a f ac to r  

of 2. If the  enrichment of t he  Zircaloy f u e l  container core were reduced 

t o  3.86 wt % U235, the  same shutdown control  margin could be obtained and 

0.9 full-power years longer l i f e .  

enrichment could be reduced t o  3.38 w t  % U235. 
For the  same r e a c t i v i t y  l i f e t ime  the  

From a de ta i led  s t r e s s  analysis  it w a s  determined t h a t  a w a l l  th ick-  

ness of 0.140 i n .  would be adequate f o r  a f u e l  container fabr icated from 

20% cold-worked Zircaloy provided ce r t a in  design modifications were made. 

An evaluation of the compatibil i ty of Zircaloy w i t h  NS SAVANNAH operating 

conditions indicated that  Zircaloy-4 would be adequate f o r  long-term ser -  

vice i n  the  reac tor .  

a lower tendency f o r  hydrogen absorption. 

Zircaloy-4 i s  preferred over Zircaloy-2 because of 

A fuel-cycle cost  analysis  w a s  performed t o  estimate the  cost  savings 

that would r e s u l t  from the  Zircaloy subs t i tu t ion .  

fuel-cycle cost  i s  indicated i f  t he  Zircaloy i s  u t i l i z e d  t o  extend core 

l i fe t ime as much as possible without decreasing t h e  shutdown control  mar- 
gin.  It was found tha t  t h e  r e l a t i v e  cost  savings a re  somewhat insens i t ive  

t o  uncer ta in t ies  i n  the absolute magnitude of fuel-cycle cost  components. 

A 30% reduction i n  

Additional l i fe t ime calculat ions were made using the  CANDLE code t o  

invest igate  t h e  e f f ec t s  of various fuel-management schemes on t h e  burnup 

of an i n i t i a l  two-zone Core I (4.2 wt % U235 inner zone, 4.6 w t  % U235 

. 
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outer  zone). The schemes examined were: 

zones a t  the  end of Core I burnup; ( 2 )  remove the  burned inner zone, r e -  

place it by the  burned outer zone, and i n s e r t  a f r e sh  outer zone; and 

(3)  leave the  burned Core I f u e l  i n  place but  replace the  s t a i n l e s s  s t e e l  

f u e l  container by a Zircaloy f u e l  container.  

schemes studied, t he  Zircaloy subs t i tu t ion  (scheme 3) w a s  found t o  be t h e  

most a t t r a c t i v e  from t h e  point of view of increased r eac t iv i ty  l i f e t ime .  

(1) switch inner  and outer f u e l  

O f  t he  three fuel-management 

Fuel rod swaging s tudies  demonstrated t h a t  nonstoichiometric UOz can 

be u t i l i z e d  t o  produce high-density U02 f u e l  rods by subjecting t h e  rods 

t o  a postswaging s in te r ing  treatment. Corrosion-erosion t e s t s  of inten-  

t i o n a l l y  defected U02 f u e l  rods were car r ied  out i n  high-temperature water. 

Swaged rods showed weight increases which appeared t o  r e s u l t  from oxida- 

t i o n  of t he  U02 t o  a higher oxide. 

p e l l e t s  were e s sen t i a l ly  negl igible .  

of swaged f u e l  rods containing UOz w a s  determined. 

coef f ic ien ts  were intermediate between values f o r  t he  individual materials,  

indicat ing t h a t  some in te rac t ion  between the  f u e l  and cladding occurs under 

isothermal conditions. 

determined f o r  fused-and-ground UOz powder, which i s  a possible f u e l  f o r  

Core I11 of the  N S  SAVANNAH. The measured values are  of the  same order 

of magnitude as reported e a r l i e r  f o r  t he  U02 p e l l e t s  used i n  Core I. 

Weight changes i n  rods containing U02 

The coef f ic ien t  of thermal expansion 

Measured expansion 

The fission-gas-release rate parameter, DI, w a s  

I r r ad ia t ion  t e s t  specimens were fabricated f o r  ORR pressurized-water 

i n -p i l e  loop experiments Nos. 4,  5, and 6, using both swaging and vibratory- 

compaction techniques. Brazing procedures were developed and a f u l l - s i z e  

prototype bundle f o r  a proposed Val leci tos  Boiling-Water Reactor t e s t  w a s  

brazed and found t o  be within the  required dimensional tolerances.  

ca t ion  s tudies  on vibratory-compacted f u e l  defined the  par t ic le -s ize  d i s t r i -  

butions which would y ie ld  high bulk dens i t ies .  

87.5% of theo re t i ca l  w a s  obtained using mixtures of two par t ic le -s ize  

f rac t ions .  

f r ac t ion  mixtures. 

Fabri-  

A maximum densi ty  of about 

Maximum dens i t i e s  about 1% higher were obtainable with three-  

An invest igat ion of gas evolution from fused-and-ground U02 was car-  

r i ed  out t o  determine the source and nature of gas which could cause the 

fuel-rod swelling sometimes observed when c lus t e r s  of swaged fuel-rods 

. 
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were brazed i n  hydrogen a t  1010°C. 

could be eliminated by outgassing the oxide f o r  24 hr a t  1000°C i n  vacuum 

p r i o r  t o  use. 

released w a s  nitrogen, probably present i n  the  U02 as adsorbed gas o r  as 

an organic compound. 

It w a s  found t h a t  t he  swelling problem 

It w a s  a l so  learned t h a t  the  major f r ac t ion  of the  gases 

I r r ad ia t ion  tes ts  of swaged and vibratory-compacted U02 f u e l  i n  s ta in-  

l e s s  s t e e l  rods a re  being conducted i n  the  ORR pressurized-water i n -p i l e  

loop. The program present ly  planned cons is t s  of s i x  experiments involving 

a t o t a l  of 24 f u e l  rods which a re  being i r r ad ia t ed  i n  c l u s t e r s  of th ree .  

Each t e s t  f u e l  rod i s  0.5 i n .  i n  diameter and has an approximately 16-in. 

fueled length; t he  clad mater ia l  i s  0.035-in.-thick type 304 s t a in l e s s  

s t e e l .  

and t h e  expected peak burnup ranges from 900 t o  11 000 Mwd/lW of UOz. 
The maximum heat f l u x  ranges from 90 000 t o  550 000 Btu/hr.ft2,  

I r r ad ia t ion  of t h ree  of t he  experimental assemblies w a s  completed; 

two others  a re  being i r r ad ia t ed .  Pos t i r rad ia t ion  examination of the  six 

swaged f u e l  rods making up experimental assembly No. 1 w a s  completed a t  

the  General E lec t r i c  Company's Val leci tos  Atomic Laboratory. 

heat f l u x  i n  t h i s  assembly i s  estimated t o  have been 115 000 Btu/hr.ft2,  

and t h e  peak burnup w a s  measured t o  be 1050 Mwd/m of U02. 

dimensional changes or other  deleter ious e f f e c t s  were noted. L i t t l e ,  i f  

any, s in te r ing  of t he  f u e l  body could be detected.  The K r g 5  re leased w a s  

measured f o r  each rod, and values ranging from 0.7 t o  6.1% were obtained. 

The peak 

No appreciable 

6 



1 1  , 

2. N S  SAVANNAH PROJECT - GEmRAL SWPORT 

Shield Swwev 

T. V. Blosser 

A proposed survey of the  ex te r io r  of the  NS SAVANNAH reac tor  com- 

partment shield w a s  described i n  the  previous report  i n  this series. '  

t h a t  report  t h e  extremely low permissible l eve l s  of rad ia t ion  ( i n  some 

regions as low as 0.5 r e m / y r )  were l i s t e d ,  the  design of su i tab le  in s t ru -  

mentation for measurement of such l eve l s  w a s  projected, and a s e r i e s  of 

measurements using a mockup of the  NS SAVANNAH shield a t  t h e  Bulk Shield- 

ing F a c i l i t y  (BSF) w a s  proposed. 

and the  development of t h e  required instrumentation a re  described here. 

I n  

The progress of t he  experimental program 

Design Dose Rates 

For convenience the  design dose r a t e s  f o r  the N S  SAVANNAH shield,  

unchanged since the  previous report ,  a re  repeated i n  Table 2.1. The 0.5 

rern/yr dose r a t e s  permitted i n  passenger and crew areas obviously govern 

the  design of t h e  shielding. 

t r ibu ted  by fast  neutrons, while t he  remainder i s  assumed t o  be from gamma 

rays.  A sect ional  view of the  ship, t he  reactor ,  and the  associated 

shields  i s  shown i n  Fig.  2.1. 

O f  t h i s  dose r a t e  10% i s  assumed t o  be con- 

Measurements a t  t he  BSF 

The measurements a t  the  BSF have now been completed. The primary 

purpose of these experiments w a s  t o  ca l ib ra t e  t h e  radiation-detection i n -  

strunents t o  be used i n  the  NS SAVANNAH survey i n  rad ia t ion  f ie lds ,  the  

spectra  of which would be f a i r  approximations of t he  spectra expected from 

the  NS SAVANNAH shield.  

ups constructed i n  t h e  BSF ~ 0 0 1 . ~  

matic representat ion of t he  ac tua l  shield i n  Fig.  2.2. 

To th i s  end, data w e r e  obtained behind two mock- 

Both mockups are compared with a sche- 

'Maritime Reactor Project  Ann. Prog. Rep. Nov. 30, 1960, OWL-3046, 

2The 1llm.enite concrete s labs  u t i l i z e d  i n  the  mockup were fabr ica ted  
pp. 5-11. 

by ORNL under the  supervision of t he  Prepakt Go, who supplied the  aggregate. 

1 .  
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Table 2.1.  Design Dose Rates for t he  NS SAVANNAH Shield 

Location Operating 
Conditions 

Type of 
Access Control Area Design Dose R a t e  

Access spaces outside F u l l  power 
secondary shield 
(passenger spaces) 

Access spaces outside F u l l  power 
secondary shield 
(crew spaces) 

Cargo holds One-fifth of f u l l  
power 

Inside containment Reactor operating 

Reactor shut down 
1/2 h r  or longer; 
no f i s s i o n  pro- 
ducts i n  primary 

vesse l  

loops 

Locations occupied Reactor shut down 
during f u e l  t r ans fe r  3 days or longer 
operations 

Normal Yes ( i n i t i a l  5.0 rem/yr 
operations) 

No (ult imately) 0.5 rem/yr 

Normal Yes 5.0 rem/yr 

Limited Yes 0.5 rem/yr 

Not permitted Yes 

Limited Yes 200 m r / h  

Limited Yes 200 m r / h r  
( t rans ien t  con- 
d i t i ons  ) 

t inuing condi- 
t i ons )  

10 m r / k  (con- 

The gate i n  the  BSF pool that  permits se lec t ive ly  draining one pa r t  

of t he  pool w h i l e  re ta in ing  the  water i n  the  other  proved convenient i n  

these experiments. The reactor,  pressure vessel ,  and water annulus por- 

t i ons  of the  NS SAVANNAH shield were mocked up on the water side of the  

gate, while the  secondary shield w a s  mocked up i n  the  dry area. However, 

a background gamma-ray a c t i v i t y  of 2 t o  10 m/hr remaining from a previous 

and unrelated experiment necessi ta ted shielding of nearby s t r u c t u r a l  com- 

ponents with 2-in.  s labs  of lead. For a l l  measurements, complete back- 

ground t raverses  w e r e  made a t  the  same posi t ions as the  data t raverses .  

I n  addition, t he  streaming around the mockup edges w a s  assayed and cor- 

rected for. It w i l l  be noted that various compressions were required i n  

the mockups because of the  much lower power of the Bulk Shielding Reactor 

(BSR) compared with the  N S  SAVANNAH reac tor  (1 Mw versus 69 Mw) and the  

space l imi ta t ions  of t he  BSF pool. These compressions a re  not believed 

t o  have s ign i f i can t ly  affected the  simulation of the expected spectra  or 
t o  have disturbed the  equilibrium between fast-neutron and thermal-neutron 

f luxe s . 
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34.0 in. TO 
CENTER OF CORE 

CORE EDGE 1 REACTOR LOADING NO. 80-D 
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1.8 in. OF H 2 0 ~ " ' ' ' ' '  
""~- 0.875 in. OF Fe 

........................... -- 2 in . 0 F Fe 
3.85 in. OF H20- 

2.6 in. OF H20- 
y ,,,,,, ,,, ,,,,,, Il,rr,,,,rr,,,llrr,,~,,,,,,,,,~- 0.875 in, OF Fe - 6.1 2 5  in OF Fe 

I 1  in. OF H20- 

+- 0.875 n OF Fe 
- 3  .n. OF PD 

7 in. OF H20- 

(ME 

SECONDARY 
SHIELD 

- 2.5 in OF Fe - 6 in. OF Pb 
- 6  in OF 

CONTAINMENT VESSEL 
2.5 in. OF Fe - 

POLYETHY LENE 

. .  

: : '1 - - -33 TO 4 8  in. OF CONCRETE 
0 ' .  . .  

. . .  

. . . . . . . 
. . . . . . . . . . . . . . . . . . . . . . . . . . . . 

BELOW CENTERLINE OF VESSEL ABOVE CENTERLINE OF VESSEL 

/ /  // //// , // 
/'/, 9, / / N  / 

////////,// // / / / '  
/ /  / / /  /// 

5- 2 in. CONCRETE SL 

5-4 in. CONCRETE SL 

AIR 

.ABS 

ABS 

I !  in. OF H20- 

t 0.875 on. OF Fe 
3 ,n. OF Pb 

7 in. OF H20- 

3 in. OF A1 R 

AIR 

c 

f 

9.5-in. AI GATE 
(0.54 n. WALL ) 

2 in. OF Fe 

. 6  in. OF Pb 

Fig .  2.2. Comparison of Schematic NS SAVANNAH Shield with Mockups 
Used in BSF Tests. 
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Pr io r  t o  the start of the BSF experiments, the  dose r a t e  ant ic ipated 

behind t h e  mockup was calculated by using the  design parame%ers of t he  

ac tua l  shield, corrected f o r  t he  modifications required by the mockup and 

t h e  geometrical R2  attenuation, i n  conjunction with t h e  known dose per 

w a t t  a t  t he  surface of t he  BSR-1 core, as p lo t ted  by Maienschein e t  a l .3  

The r e s u l t s  gave -0.3 mrad/hr as t h e  fast-neutron dose r a t e  a t  a reac tor  

power of 100 kw, and 2.1 mr/hr as the  gamma-ray dose r a t e  a t  a reac tor  

power of 100 kw. The thermal f l u x  w a s  not estimated. 

various approximations involved and the  use of graphs t o  obtain ce r t a in  

values, the  accuracy of these numbers w a s  not expected t o  be b e t t e r  than 

a f ac to r  of about 2. 

Because of the 

Dose r a t e s  ac tua l ly  measured behind one of t h e  mockups i n  the  BSF 

pool by various instruments are  compared w i t h  the r e s u l t s  of calculat ions 

i n  Table 2.2. The agreement may be seen t o  be wel l  within expectations. 

3F. G .  Maienschein e t  al . ,  ORNL Dwg. 2-01-058-0-366. 

Table 2.2.  Comparison of the Response of Various 
Instruments t o  Radiation Leaking from 

NS SAVANNAH Mockup Shield” i n  BSF 

Detector Reactor Power 
(kw 1 Dose Rate 

Gamma Rays (computed r a t e  = -2.1 m r / h n )  

900-cm3 ion chamber 
Anthracene c r y s t a l  

100 1.15 m/hr 
100 1.50 mr/hr 
10 0.155 m/hr 

Fast  Neutrons (computed rate = 0.3 mrad/hr) 

Hurst-type dosimeter 
Modified long counter 

100 (b 1 
100 0.5 mrad/hr 
10 0.056 mrad/hr 

%his w a s  t he  version of the mockup which contained a 
30-in. slab of concrete,  Instruments were unifomnly posi-  
t ioned 10 em behind the mockup. 

bCount r a t e  too low to measure dose w i t h  th i s  in s t ru -  
ment. 

11 



Radiation-Detection Instruments 

The instrumentation required f o r  the NS SAVANXAH survey has been es-  

s e n t i a l l y  perfected and in s t a l l ed  i n  t h e  Vanette t ruck previously pic-  

t ~ r e d . ~  

thoroughly t e s t ed  by f i e l d  s tudies  of two land-based reac tors .  

Cal ibrat ions have been completed and t h e  e n t i r e  complex has been 

Since t h e  quantity t o  be evaluated i n  the  NS SAVANNAH survey w i l l  be 

the biological  effect iveness  of i t s  shield,  a prime requirement of t he  

detect ion equipment, i n  addition t o  high sens i t iv i ty ,  i s  t h a t  t he  detec- 

t o r s  be capable of ca l ibra t ion  i n  terms of dose t o  human t i s sue .  The dose 

i s  obtained separately f o r  gamma rays, fast  neutrons, thermal neutrons, 

and intermediate-energy neutrons. Because t h e  b io logica l  dose from fast 

neutrons and gamma rays i s  proportional t o  the  energy l o s t  by the  radia- 

t i o n  i n  passing through t i ssue ,  the gamma-ray and fast-neutron detectors  

should have absorptive cha rac t e r i s t i c s  similar t o  human t i s sue .  On the  

other hand, t he  b io logica l  dose from thermal neutrons i s  proportional t o  

the  number of thermal neutrons absorbed i n  the  t i s sue ,  and thus an in s t ru -  

ment measuring thermal-neutron f l u x  i s  su i tab le .  The instruments present ly  

i n  use a re  described below. 

Gamma-Ray Detectors. Two gamma-ray de tec tors  a re  included i n  t h e  

present equipment. 

ionizat ion chamber of a type t h a t  has been commonly employed at  several  

ORNL shielding f a c i l i t i e s .  

since the  minimum gamma-ray dose t h a t  can be measured with t h i s  i n s t ru -  

ment i s  -10 mr/hr, i t s  use w i l l  be res"cicted t o  detector  i n t e rca l ib ra -  

t i ons  and t o  measurements of t he  dose i n  excess of 50 mr/hr tha t  are per- 

mitted (according t o  Table 2.1) i n  c e r t a i n  limited-access areas of t h e  

ship. 

The f i rs t  i s  a 900-cm3, C O z - f i l l e d ,  carbon-walled 

Its r e l i a b i l i t y  i s  a matter of record, but 

The primary gama-ray measuring instrument i s  an anthracene-crystal  

s c i n t i l l a t i o n  counter. I n  the  usual method of operating such a detector ,  

t he  t o t a l  current output of i t s  associated photomultiplier i s  read by an 

electrometer-type of c i r c u i t .  I n  t h e  present appl icat ion s e n s i t i v i t y  has 

t 

'Maritime Reactor Project  Ann. Prog. Rep. Nov. 30, 1960, ORNL-3046, 
pp. 12-14, Figs. 2.3, 2.4, 2.5. 
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I .  

been increased by using a pulse-counting technique, which permits measure- 

ment of dose r a t e s  as low as -0.01 mr/hr. 

The theory on which t h i s  technique i s  based may be b r i e f l y  outlined. 

If a p lo t  i s  made of t he  in t eg ra l  count r a t e  as a function of energy (or 
pulse height)  of the gamma rays impinging on a detector,  then the  area 

under the  r e su l t i ng  curve w i l l  be a measure of t he  t i s s u e  dose r a t e  a t  the  

detector ,  provided t h e  response 
UNCLASSIFIED 

ORNL-LR-DWG 62330 of the  detector  r e l a t i v e  t o  t i s -  ( x t ~ - 9 )  

5 

IO 

sue i s  sensibly constant over t he  

range of energies involved. Carr 

and Hine' have reported "cat the  
6 dosage measurements with anthra- 

2 

N- > 1.0 

'6 0.5 
- 
+ cene c r y s t a l s  show a t i s s u e  
0 r a 

72 e 0.2 

m 0.2 t o  3.0 MeV. From t h e  p lo t  2 0.1 

equivalence f o r  gamma rays from 
1 

W 

of the  f i r s t - c o l l i s i o n  dose rate 

as a function of energy, shown 

i n  Fig.  2.3 for t i s s u e  and an- 
thracene, it can be seen t h a t  

0.05 

0.02 

0.01 
0.01 0.1 I 10 

PHOTON ENERGY (MeV) 
t he  response of anthracene i s  

theo re t i ca l ly  t issue-equivalent 

within kl$ from 100 kev t o  a t  

least  7.0 MeV. 

f Fig. 2.3. F i r s t  -Collision Dose 
Rates i n  Tissue and Anthracene as 
Functions of Photon Energy. 

The apparent d i f f i c u l t y  i n  the  appl icat ion of the  method l i e s  i n  t h e  

fact  t h a t  f o r  each point where a dose measurement i s  desired a gamma-ray 

spectrum must be plot ted,  unless the gamma-ray f i e l d  i s  such t h a t  t he  

energy spectrum does not vary appreciably. 

count rate a t  a fixed energy bias can be r e l a t ed  t o  the  a rea  under the  

spectrum, which i n  tu rn  i s  a measure of t h e  dose r a t e .  I n  the  present 

application, however, t h e  spectrum may not remain constant, since the  

shield may be penetrated by tubes, cooling c i r cu i t s ,  e t c .  

Under these circumstances the  

1 
1 'R. T.  Carr and G. J. Hine, Nucleonics, 11: 53 (1953). 
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. 
The pulse-counting method has been made applicable,  however, by the 

development of a small, t r ans i s to r i zed  integrator ,  having the  equivalent 

of 80 input channels, which can be mounted within a standard AID ampli- 

f i e r .  

t i r e  pulse-height range of i n t e r e s t .  

as high as 100 m r / h r  can be measured without s ign i f icant  e r ro r s  from count- 

ing losses .  

The response of the in tegra tor  i s  l i n e a r  t o  within k!$ over the en- 

I t s  design i s  such tha t  dose r a t e s  

The construction of the 

dosimeter proper i s  shown i n  UNCLASSIFIED 
ORNL-LR-DWG 62332 

Fig. 2.4. It cons is t s  of a 1- PREAMPLIFIER 

CRYSTAL GUARD 
in.-diam, 1/2-in.-thick, anthra- 

cene c r y s t a l  wrapped i n  an 

LUCITE CASE aluminum-coated Mylar r e f l e c t -  

LIGHT PIPER 
ing f o i l  200 pg/cm2 th ick  and 

i n s t a l l e d  i n  a 3-mm-thick Lucite 

case and l i g h t  piper  i n  contact 

with the  cathode of a low-dark- 

current  type-RCA-6655 photo- 

ANTHRACENE 

CRYSTAL GUARD mult ip l ie r  tube. A l i gh t - t i gh t ,  
Fig.  2.4. Arrangement of t he  

Anthracene Crystal. 5 - m i l -  t hick, aluminum jacket 

pro tec ts  t he  c rys t a l .  

The 3-mm-thick Lucite cover serves t o  balance the  loss  i n  l i g h t  y ie ld  

which would r e s u l t  from energetic photoelectrons and Compton electrons 

escaping from the  c r y s t a l  without losing a11 the i r  energy t o  a s c i n t i l -  

l a t i on .  The Lucite s c a t t e r s  a port ion of these electrons back i n t o  the  

c rys t a l .  

The dosimeter has been ca l ibra ted  against  known-strength gamma-ray 

sources of various energies.  The s t rengths  of the  sources were known t o  

k3$ from measurements i n  a ca l ibra ted  gas ionizat ion chamber. 

ca l ibra t ions  against  t he  known-strength sources, two quant i t ies  were ob- 

ta ined.  

p lo t ted  i n  Fig.  2.5 as a function of maximum r e c o i l  e lectron energy. 

excel lent  l i n e a r i t y  of the  curve shows tha t  over t h i s  energy range, at  

From the  

The first w a s  t h e  pulse height corresponding t o  the  photopeak, 

The 

14 
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UNCLASSIFIED 
ORNL- LR- DWG 62331 

0 0.2 0.4 0.6 0.8 4.0 1.2 t.4 4.6 1.8 2.0 2.2 2.4 2.6 
MAXIMUM RECOIL ELECTRON ENERGY (MeV) 

Fig. 2.5. Pulse Height a t  Photopeak as a Function of Maxim.m.Recoi1 
Energy. 

l e a s t ,  t he  height of t h e  pulse i s  d i r e c t l y  proportional t o  the  e lec t ron  

energy. 

ta ined f o r  a11 the  sources, and the  area under the  i n t e g r a l  count r a t e  

versus pulse-height curve w a s  obtained numerically. Dose r a t e s  were com- 

puted f o r  each of the  known sources, and a r a t i o  of dose r a t e  t o  t h e  a rea  

under t h e  corresponding pulse-height spectrum w a s  computed. 

sults a re  shown i n  Table 2.3. 

The second quantity of i n t e re s t ,  the  pulse-height spectrum, w a s  ob- 

These r e -  

It may be seen t h a t  with the  exception of a l l  sources give a 

f igure  f o r  t h e  dose r a t e  per un i t  a rea  t h a t  i s  independent of source energy 

t o  within 25%. 

of i t s  dose rate coming from pulses t h a t  a re  not energetic enough t o  over- 

come the  energy bias (-50 kev) of t h e  detector .  

it i s  c l ea r  t h a t  t h e  dose i n  t i s sue ,  i n  mrad/hr, can be expressed as 

5.1 x 
minute as a function of pulse-height s e t t i ngs  such t h a t  t h e  maximum pulse- 

height s e t t i ng  i s  taken as 1000. 

The behavior of Hg203 r e s u l t s  from an appreciable port ion 

From the  tabulated data 

A, where A i s  the  area under a curve of i n t e g r a l  counts per  

15 



Table 2.3. Ratio of Computed Dose Rate from Various 
Gamma-Ray Sources t o  Area Under Observed 

Pulse -Height Spectra 

~ ~~~ 

Source Energy (Mev) Rat io  of Dose t o  Area 

x 10-7 
0.279 6. 94a 2 0 3  

~ 1 9 8  0.412 5.24 
c S I 3  7 0.662 5.30 
R a  -1.0 (av) 5.04 
COG0 1.17 4.94 

N a 2  ' 1.33 
1.38 
2.76 

5.00 

Average 5.1 

%xcluded from average. 

The neutron s e n s i t i v i t y  of t h e  detector  w a s  checked with a polonium- 

beryllium source. 

of the  ac tua l  neutron dose. 

It w a s  found t h a t  t h e  detector  senses only about 2% 

Thermal-Neutron Flux Measurements. Thermal-neutron f luxes w i l l  be 
measured w i t h  a highly sens i t ive  BF3 proportional counter. 

t h i s  counter i s  shown i n  Fig.  2.6. 

i n  BIO, a t  a pressure of 76 em Hg, t h a t  is ,  e s sen t i a l ly  1 a t m .  

pressure, several  times that customarily used, not only increases  sensi-  

t i v i t y  but a l s o  makes the counter b e t t e r  able t o  withstand accidental  

damage during f i e l d  use. 

A diagram of 

The f i l l  gas i s  BF3, enriched t o  96% 

Such a 

The BF3 counters have been ca l ibra ted  by comparison with absolute 

The v e r t i c a l  thermal colwnn of the  f l u x  measurements made w i t h  f o i l s .  

ORNL Graphite Reactor w a s  used f o r  t he  ca l ibra t ions ,  which were made i n  

both water and air .  

Such ca l ibra t ions  involve only straightforward comparisons, and i n  

the  present case the  s ingle  d i f f i c u l t y  involved the  assignment of a loca- 

t i o n  f o r  t h e  center  of detect ion of the  counter tube. 

approach, of course, i s  t o  assume t h a t  t he  center  of detect ion i s  the  

geometrical ax i s  of the  counter. 

The most simple 

Since t h e  f l u x  va r i e s  logari thmical ly  

. 
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U NCLASS I FlED 
2-04- 058- 0-634 

I 

I C  

. 

4 in. 
H.N. 

r43/* in.+- ( 2  in .  ACTIVE LENGTH** 

1s7/8 in. 

NOTE: BODY MATERIAL: TYPE-1100 ALUMINUM 
FILL GAS: BF3 
0.002-in. TUNGSTEN ANODE 

CONNECTOR MATERIAL: BRASS 
INSULATOR MATERIAL: 96-98 70 A1203 

Fig.  2.6. Diagram of BF3 Proportional Counter. 

with z, a more sophisticated approach i s  t o  assume t h a t  the  center  of de- 

t ec t ion  i s  a t  the  logarithmic mean between the  z's of the  leading and 

t r a i l i n g  edges of the tube. 

em before t h e  geometric ax is .  For the  present application, however, a 

numerical method w a s  devised. The counter tube w a s  assumed t o  be divided 

i n t o  20 longi tudinal  s t r ip s ,  and the  response of each s t r i p  i n  a 2.71-em 

relaxat ion length f i e l d  w a s  separately evaluated. By t h i s  method the 

center  of detect ion f a l l s  0.7 em before the  counter axis .  Results f o r  

a l l  th ree  methods are  shown i n  Table 2.4. The numerical method i s  be- 

l ieved t o  be the  most physically r e a l i s t i c  of the  three,  and the  response 

of 275 cpm per un i t  f l u x  obtained by i t s  use w i l l  be accepted i n  prac t ice .  

This value i s  f o r  the counter when used i n  water. 

ta ined by comparison w i t h  f o i l  measurements within and above an 8-in.-diam, 

a i r - f i l l e d  tube placed i n  t h e  thermal c o l m ,  i s  355 cpm per u n i t  f l ux .  

With t h e  present counter t h i s  point i s  0.4 

A value f o r  air, ob- 

Fast-Neutron Detectors. Proton r e c o i l  proportional counters of the 

H u r s t  type have been widely used f o r  fast-neutron detect ion a t  various 

OmL shielding f a c i l i t i e s .  Present techniques, however, place a lower 

l i m i t  of -1 mrad/hr on the  measurable dose r a t e  w i t h  such counters, and 

the  lower energy bias l e v e l  i s  approximately 0.2 Mev. I n  order t o  cover 

17 



Table 2.4. BF3 Counter Response i n  Water f o r  Three Assumptions 
of Center of Detection 

Assumed Center Distance of Center Average Flux Counter 
from Gold- Response Above Bottom of of Detection 

of Counter Thermal Column F o i l  D a t a  (cpm per u n i t  
(e..) (neutrons/cm2 see)  f lux) 

On geometrical a x i s  32.57 77.5 2 82 
A t  logarithmic mean of 32.2 

edges 
88.9 246 

32.5 79.6 275 0.7 em before geometric 
axis" 

a Computed by numerical method described i n  t e x t .  

the energy range below this cutoff and to achieve a greater degree of 

sensitivity, a m.odified long counter will be used. 

counter essentially consists of a high-pressure BF3 counter enclosed in 
a cadmium-covered polyethylene cylinder, with the polyethylene thicknesses 

adjusted to give a counter response proportional to the physical dose. 

Another cylinder in which the polyethylene thickness has been adjusted to 

give a response proportional to the biological dose is also available. 
A detailed description of the modified long counter and its calibration 
is presently being prepared. 

This modified long 

Iodine Adsorption Studies 

R. E. Adam.s W. E. Browning, Jr. 

Reactor Compartment Unit 

An activated-charcoal iodine adsorption unit will be used to process 

the radioiodine which may be present in the ventilation gases from the 

reactor containment vessel of the NS SAVANNAH under normal and emergency 

conditions before release of these gases to the environment. 

ing experimental data are sufficient to demonstrate the feasibility of a 

design utilizing activated charcoal for the removal of iodine vapor from 

m.oist air streams,6 additional study is needed to ensure that the iodine 

While exist- 

6R. E. Adam.s and W. E. Browning, Jr., Removal of Radioiodine from 
Air-Steam Mixtures, ORNL-CF-60-11-39, November 14, 1960. 
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adsorbers specif ied f o r  the  NS SAVANNAH w i l l  provide the required iodine- 

removal eff ic iency under the operating conditions pecul iar  t o  the  reac tor  

compartment emergency vent i la t ion  system. 

Laboratory s tudies  a re  under way on samples of the act ivated char- 

coa l  used i n  t h e  f u l l - s i z e  iodine adsorbers (Pi t tsburgh BPL) and on pro- 

totype charcoal un i t s  (11 in .  X 11 i n .  x 1.125 i n . )  manufactured by the  

same process as w a s  used i n  the  production of t he  f u l l - s i z e  iodine ad- 

sorbers. 

specif ied operating conditions i s  e s sen t i a l ly  complete. 

t i o n  of t he  t e s t  system indicated that several  minor def ic iencies  ex i s t ,  

and these a re  being corrected.  

The experimental f a c i l i t y  f o r  t e s t i n g  the  prototype units under 

I n i t i a l  opera- 

The e f f ic iency  of an iodine adsorber un i t  depends upon the  form i n  

which iodine e x i s t s  i n  the  gas stream. 

or an iodide or it may be adsorbed on very small pa r t i c l e s  present in the  

gas stream. For laboratory t e s t s  simulating shipboard conditions t o  be 

va l id  the  iodine i n  each case must be adequately characterized as t o  

form. 

t e r  or form of radioiodine i n  gas systems, and i n i t i a l  ca l ibra t ion  or 
fami l ia r iza t ion  t e s t s  a re  under way. 

It may be i n  t h e  form of vapor 

Special  equipment has been fabricated f o r  determining the  charac- 

Environm.enta1 Monitors 

i -  
Environmental monitoring for t he  presence of radioiodine i n  the  

various inhabited compartments of the ship w i l l  be accomplished by pass- 

ing a measured volume of air  through an activated-charcoal car t r idge.  

Iodine rad ioac t iv i ty  i n  t h e  car t r idge w i l l  then be determined by one of 

several  types of rad ia t ion  detect ion instruments, tha t  is ,  a G-M survey 

meter, a G-M scaler,  or a multichannel gamma-ray spectrometer. Iodine- 

131 

bui lding Corporation f o r  determining the response of these instruments. 

These standards contained amounts of 1131 equivalent t o  0.1, 1.0, 10, and 

100 times the  (WC),, maximum permissible concentration i n  air, f o r  con- 

tinuous exposure t o  I13’. 

an air  sample volume of 2.25 m’. 

were fabricated a t  ORNL and supplied t o  New York Ship- 

The standards were constructed t o  represent 

Tests were conducted t o  determine the 
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volume flow r a t e  which could be drawn through charcoal car t r idges  by the  

a i r  samplers which w i l l  be used on the  NS SAVANNAH. With a modified 

car t r idge  designed t o  optimize t h e  sampling flow ra t e ,  a 2.25 m3 volume 

of a i r  could be processed i n  10 min. 

trometer w a s  able t o  detect  1131 equivalent t o  t h e  ( M E ) ,  i n  a 10-min 

sample, while t he  G-M survey meter and sca le r  were applicable t o  the  10 

t o  100 times the  (MPC), range. 

The multichannel gamma-ray spec- 

It i s  necessary t o  know the adsorption or col lec t ion  e f f ic iency  under 

conditions of high gas ve loc i ty  through the  charcoal mass and very low 

mass concentrations of iodine i n  a i r  i n  order t o  successfully monitor 

iodine with act ivated charcoal car t r idges.  A l-in.-diam, 1.25-in.-deep 

column of Pi t tsburgh PCB charcoal, 6/16 mesh, w a s  studied a t  24°C with a 

l i n e a r  a i r  ve loc i ty  through the  charcoal of 298 fpm. 

of 40 min, t he  iodine co l lec t ion  e f f ic iency  w a s  determined t o  be 99.40%. 

This t e s t  w a s  run with iodine concentrations much l a rge r  than desired, 

since it i s  d i f f i c u l t  t o  produce i n  the  laboratory a concentration of 

iodine i n  a i r  t h a t  i s  equivalent t o  (MPC), conditions. 

of producing t h e  desired conditions a re  being studied. 

For a t e s t  period 

Several methods 

Bioassay Development Program 

B. R.  Fish G. W .  Royster, Jr. 

Shipboard bioassay procedures are  being developed f o r  the NS SAVANNAH 

Medical Department. 

ing procedures with which s igni f icant  i n t e r n a l  exposures may be recognized. 

This screening process must be r e l i ab le ,  and it must be capable of s e l ec t -  

ing a few s igni f icant  exposures from among a r e l a t i v e l y  la rge  number of 

candidates. 

quiring a minimum of sample processing i s  desired.  

I n i t i a l  e f f o r t s  have been directed toward es tab l i sh-  

Because of space and equipment l imi ta t ions ,  a procedure r e -  

One promising method f o r  shipboard use i s  d i r e c t  counting of r a w  

urine specimens using an Ma1 c r y s t a l  and a multichannel analyzer. 

c rys t a l  and analyzer t h a t  w i l l  be i n s t a l l e d  aboard the  NS SAVANNAH have 

been used i n  a l l  t he  developmental work. 

The 
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Urinalysis f o r  Radioactive Corrosion Products 

It i s  believed a t  t h i s  time tha t  t he  most probable i n t e r n a l  exposure 

incident aboard the NS SAVANNAH would involve radioact ive corrosion prod- 

uc ts .  

l i sh ing  the  lowest detectable  l i m i t s  of a representat ive corrosion product 

( C O ~ ~ )  i n  r a w  urine specimens. 

content i n  urine a t  a known t i m e  after an exposure, the C 0 5 8  exposure can 

be calculated.  Then, t h e  t o t a l  exposure can be estimated on the  basis of 

t he  amount of C 0 5 8  taken in to  the  body and the  a p r i o r i  knowledge of the  

corrosion-product m i x t u r e .  

For t h i s  reason, i n i t i a l  e f f o r t s  have been directed toward estab- 

It i s  expected t h a t  by f inding the C O ~ ~  

I n i t i a l  e f f o r t s  t o  e s t ab l i sh  the lowest detectable  amounts of C 0 5 8  

i n  r a w  urine specimens were begun during the  f i rs t  week of June 1961. 

Because C 0 5 8  w a s  not readi ly  available,  Mn5& (0.84-Mev y )  w a s  used t o  

simulate 

an e f f o r t  w a s  made t o  determine the  lowest detectable  counting rate of 

(0.81-Mev 7 ) .  Since Co60 w i l l  a l so  be present i n  the  urine,  

i n  the presence of Co60. The r e l a t i v e  amounts of the two isotopes 

used i n  these s tud ies  correspond t o  the  proportions predicted t o  be found 

i n  t h e  primary coolant water a f t e r  30 days of reac tor  operation. 

te red  gamma rays from Co60 are recorded i n  the  same group of channels i n  

which gamma rays emitted by C 0 5 8  are  detected.  Thus, it i s  necessary t o  

determine the  background i n  t h e  

Co60. For a given counting arrangement, there i s  a constant r a t i o  of the 

ne t  counting r a t e  i n  the  Co60 photopeaks t o  the net  counting r a t e  that i s  

due t o  s c a t t e r  i n t o  the  energy band which includes the C O ~ ~  photopeak. 

T h i s  r a t i o  w a s  determined for samples of various volumes. 

ta in ing  C 0 5 8  or Co60 or both were counted and analyzed using the  2-in. by 

2-in.  well-type N a I  c r y s t a l  which w i l l  be i n s t a l l e d  on t h e  NS SAVAHNAH, 

a 3-in. by 3-in. well-type c rys ta l ,  and a 4-in. by 2-in. so l id  c rys t a l .  

The RCLiac 128-channel analyzer was  used with each of the c rys t a l s .  

ing e f f ic ienc ies  f o r  samples of various volumes a re  l i s t e d  i n  Table 2.5, 

and t he  spectra  of a 50-nil sample containing both Mn5' and Co6' a re  pre- 

sented i n  Fig.  2.7. The channel shifts  and nonl inear i t ies  evident i n  

Fig.  2.7 are representat ive of the  equipment problems experienced i n  the 

Scat- 

band t h a t  i s  due t o  s c a t t e r  from 

Samples con- 

Count- 
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Fig. 2.7. 
Specimen i n  a 2-in.-diam P l a s t i c  Box Placed on Top of Ma1 Crystals  of 
Various Sizes.  

Spectra of Mn54 and Co60 Obtained from a 50-ml Urine 

ear ly  pa r t  of t he  program. By September most of t h e  instrumental  d i f f i -  

c u l t i e s  had been resolved. The lowest detectable  amounts of Mn5' ( o r  

C O ~ ~ )  per urine sample f o r  various sample volumes are  given i n  Table 2.6. 

Clearly, any estimate of l e a s t  detectable  quantity depends d i r e c t l y  upon 

the  background at the  t i m e  and place where the  counting i s  carried out .  
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Table 2.5. Counting Eff ic ienc ies  of N a I  Crystals  f o r  
Mn54 and Co60 i n  Urine Samples of Various Sizes 

Average Counting Eff ic ienc ies  ($) 

Sample Mn5 4 co60 
Volume 

cml) 2-in. by 2-in. 3-in. by 3-in. 2-in. by 2-in. 3-in.  by 3-in. 
Cry s t a1 Crystal Crystal C rys  t a1 

1 7.9" 23.5" 5.8" 5.8 
7.8 

2 

3 

4 

7.F 

7.2" 

6.5" 

22.2" 
6.8 

5.9 

5.2 

5 . P  

5.3" 

5.0" 

12.1" 
5 .1  

4.6 

4.1 
50 1.1 5.1 0.98 4.0 

100 

200 

0.78 

0.61 

4.8 
3.8 

0.70 

0.57 

3.8 
3.2 

300 0.52 3.3 0.48 2.7 

%ounted i n  w e l l  (other samples counted on top  of c r y s t a l ) .  

Table 2.6. Lowest Detectable Activity i n  Urine Samples Measured 
with a 2-in. by 2-in.  Ma1 Crystal  

RCLiac Channels 65 Through 79 a t  12 kev per Channel 

E s t  i m a t  ed Equivalent Daily" 
Rate of Urinary Excretion 

of ~ n 5 4  or c~~~ 
(dpm Per day> 

Sample 
Volume Activi ty  Per Sample 

Lowe s t  Detect able Mn5 

(ml) (om) 

1 4 l O b  610 000 
2 430b 330 000 
3 460b 230 000 
4 510% 190 000 

63 000 100 42OOc 

300 61OOc 30 000 

50 3000' 90 000 

200 52OOc 39 000 

Assumed urine output of 1500 ml/day. a 

bSample i n  c r y s t a l  well .  
C Sample on top  of c rys t a l .  

* -  
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External Scanning of Body-Organ Deposits 

External body-counting experiments for the detection of Fe5' in the 

spleen and Co6' in the lungs were carried out with a man-simulating phan- 

tom. The NS SAVANNAH counting equipment was used by removing the crystal 
from the shield and placing the crystal over the organ in question while 

the phantom was in a prone position on a cot. 

in the form of a homogeneous aqueous solution. 

four small plastic vials of equal activity, and one of these was placed 

in each of the four lung compartments of the phantom. 

The Fe5' in the spleen was 

The Go6' was contained in 

Agreement between determinations performed on consecutive days was 

rather poor, primarily because of the large variations in background ex- 

perienced with the unshielded detector; however, based on these prelimi- 

nary experiments, the detection of about 0.1 pc of either Fe5' or Go6' or 
a combination of both in either spleen or lung appears to be feasible. 
Use of a collimated detector to reduce background should improve the re- 

liability of this technique. 

Blood Analysis for 

Samples of serum from, neutron-irradiated blood were counted using 

the 2-in. by 2-in. NaI(T1) crystal with the RCLiac 128-channel analyzer 

and a 3-in. by 3-in. crystal with a Radiation Instrument Development 

Laboratory 200-channel analyzer. The 2-in. by 2-in. crystal was much less 
satisfactory for detection of NaZ4 than the 3-in. by 3-in. crystal. 
the 2.75-Mev photopeak of Na24, the peak-to-valley ratio is 1.1 using the 

2-in. by 2-in. crystal, whereas this ratio is 4.7 for the 3-in. by 3-in. 
crystal. 

For 

Correlation of Urine Excretion and Body Burden 

Y 

Whole-body counter and urinalysis data of humans accidentally ex- 

posed to radioactive corrosion products are being collected and analyzed. 

These data will aid in relating the cobalt concentration in urine to an 

order-of-magnitude estimate of the total corrosion-product exposure. 
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Replacement Control Rod Drives 

S. I. Kaplan E. R .  Mann 

I .  

I .  

A replacement control  rod dr ive  system i s  being prepared f o r  the  NS 

Assistance has been SAVANNAH reac tor  as a pa r t  of an upgrading program. 

provided i n  t h e  following aspects of t h i s  program: 

1. development (by the  Marvel-Schebler Division, Borg-Warner Corporation) 

of a s e t  of canned cont ro l  rod dr ives  actuated by a so l id-s ta te ,  pulse- 

type cont ro l  system t h a t  posi t ions the  rods according t o  a preset  pro- 

gram, 
preparation of a control  rod withdrawal sequence f o r  core I t h a t  i s  

intended t o  introduce an e s sen t i a l ly  uniform r e a c t i v i t y  increment per 

u n i t  rod withdrawal over t he  major portion of the  t o t a l  rod worth, 

analog computations by The Babcock & Wilcox Company t o  examine t h e  

safe ty  aspects of t h e  Marvel-Schebler design and the  compatibil i ty 

of the  design with the  sh ip ' s  operating requirements. 

2. 

3 .  

The more basic  recommendations submitted i n  reviews of t h e  Marvel- 

Schebler work concerned the  incorporation of rod posi t ion information 

which could be automatically compared with the  posi t ion input signal,  t he  

need f o r  a means of checking the  rod withdrawal pat terns  without moving 

the  rods, t he  r e l i a b i l i t y  of the  scram c i r cu i t ry ,  and the  use of analog 

simulation of t h e  Marvel-Schebler system t o  observe any control  and safe ty  

problems pecul iar  t o  t h e  new rod dr ives .  

f o r  t h e  supplementary safeguards report  covering i n s t a l l a t i o n  of the  

Marvel-Schebler equipment were a l so  reveiwed t o  assist The Babcock & 

Wilcox Company (B8.N) i n  i t s  respons ib i l i ty  f o r  compiling and presenting 

t h i s  document. 

Portions of t he  draf t  mater ia l  

I n  t h e  proposed control  rod posit ioning program, the  order of rod 

w i t h d r a w a l  approximates t h a t  specif ied by B8W f o r  t he  o r ig ina l  rod dr ives  

and the  Bailey cont ro l le r .  

motion of more than one rod bank, B&J invest igat ions predict  t h a t  no l o c a l  

hot spots w i l l  be generated by t h i s  mode of operation. 

a c t i v i t y  addi t ion provided i s  adequate t o  meet a l l  NS SAV,!I.NNm maneuvering 

While the rod program requires  simultaneous 

The r a t e  of r e -  
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specif icat ions,  contingent upon t h e  r ea l i za t ion  of a power r e a c t i v i t y  

d e f i c i t  of 1.32% Ak between zero and f u l l  power, as w a s  assumed f o r  the  

core I reference design. If high-power operating experience reveals  a 

s igni f icant ly  d i f f e ren t  r eac t iv i ty  d e f i c i t ,  t he  program can be readi ly  

modified t o  match the  ex is t ing  conditions.  A comparable scheme w i l l  be 

generated f o r  core 11, based upon data  from the  core I1 zero power ex- 

periments. 

The analog simulation of the Marvel-Schebler system w a s  s t a r t ed  i n  

March 1961 by BW personnel under the  d i rec t ion  of t he  ORNL Reactor Con- 

t r o l s  Department. The ORNL analog computer f a c i l i t y  w a s  u t i l i z e d  pending 

preparations t o  use the  computer port ion of t he  N S  SAVANNAH t r a in ing  

simulator a t  Lynchburg College, Lynchburg, Virginia .  The work w a s  t r ans -  

fe r red  t o  Lynchburg i n  May 1961 and i s  continuing under the  d i rec t ion  of 

B&d personnel, with advice and assis tance furnished by ORNL as requested. 

I r r ad ia t ion  Te s t  ine: of Pre s sure -Ve s sel  St ee l  

V .  0. Haynes W. C .  Thurber 

An evaluation of t he  neutron-irradiation-induced changes i n  s t e e l  

obtained from scrap from the  N S  SAVfXNl!JAH pressure vesse l  has been com- 

pleted.  The procedures employed and t h e  r e s u l t s  obtained are summarized 

i n  the  following paragraphs. A report  on t h i s  topic  i s  being prepared. 

I r r ad ia t ion  Conditions 

Charpy impact specimens were machined from scrap material  i den t i f i ed  

as A212, grade B, carbon-silicon s t e e l  obtained from the  s lab  used f o r  

the  upper closure head. Thirty-two specimens were i r r ad ia t ed  i n  t h e  

pressurized-water loop i n  the  Oak Ridge Research Reactor. The irradia- 

t i o n  specim.ens were canned i n  groups of e ight  i n  s t a i n l e s s  s t ee l ,  as shown 

i n  Fig. 2.8. 

f o r  neutron-dose monitoring. Two cans were interconnected so t h a t  two 

groups of e ight  specimens could be inser ted  i n t o  each l e g  of the ha i rp in  

loop f a c i l i t y .  The as-fabricated assemblies a re  shown i n  Fig.  2.9. The 

Nickel wires were included at each of the  notch posi t ions 
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Within Upper Can of t h e  I r r ad ia t ion  Assembly, A-1 Leg. 

27 



28 

1 

I 

c 



Y 

I t  

I -  

s m a l l  tubes between groups of specimens contained addi t iona l  neutron-flux 

monitors. The  posi t ion of t he  specimens r e l a t i v e  t o  the reac tor  i s  shown 

by Fig.  2.10. 

One cycle of ORR operation, which consisted of three weeks at a 

nominal 20-Mw reac tor  power, w a s  used f o r  t h e  i r r ad ia t ion .  

time the  loop water w a s  maintained a t  475°F and 1750 p s i .  

w a s  important t o  t h e  experiment only i n  t h a t  it w a s  u t i l i z e d  t o  compress 

the  can w a l l s  against  t h e  specimens f o r  b e t t e r  heat t r a n s f e r  between t h e  

specimens and t h e  can. 

During t h i s  

The pressure 

The dose received by the  specimens w a s  obtained by analysis  of t he  

C d 8  a c t i v i t y  induced i n  the  nickel  wires, and temperature w a s  computed 

based on estimates of the  gamma heating i n  the  specimens. 

results of these computations are given by Table 2.7. 

Generalized 

Test Results 

Table 2.7. Neutron I r r ad ia t ion  D a t a  for 
Tests  of Charpy Impact Specimens 

Fast  Neutron I r r ad ia t ion  
(>I Mev) Dose Temperature Specimen 

Group 
(neutrons/cm2 ) (OF) 

x 1019 
I 0.44. 
I1 and I11 1.1 
I V  2.6 

495 
505 
515 

The irradiated specimens were broken a t  t h e  'Naval Research Laboratory 

along with nine unirradiated control  specimens which had received a 50OUF, 
23-day heat treatment. 

p lo t ted  i n  Fig.  2 .11  t o  show the n i l -duc t i l i t y - t r ans i t i on  (NDT) tempera- 

t u re s  of t he  various specimens. 

The reported impact energy f rac ture  values a re  

A previous determination establ ished 20 f t - l b  as t h e  bes t  cor re la t ion  

energy between Charpy impact specimens of t h i s  material  and JYDT temperature 
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Fig. 2.11. Charpy Specim.en Fracture Energy vs Test Temperature f o r  
Various Doses. 
vessel .  

Data a re  f o r  A212B s t e e l  from the  NS SAVANNAH pressure 

as determined by drop-weight t e s t s . 7  

Fig.  2.11 show the t r a n s i t i o n  temperature increases  summarized i n  Table 

2.8. 

Based on t h i s  value, the  da t a  of 

Table 2.$. rJDT Temperature S h i f t s  of Irradiated 
Charpy Impact Specim.ens of NJS SAVANNAH 

Pressure Vessel S t ee l  

rJDT Temperature Fas t  Ne u t  ron 
Specimen Sh i f t  (>1 Mev) Dose 
Group (OF) (neutrons/cm2 ) 

1 90 
11 and I11 115 
IV 190 

x 1019 
0.44 
1.1 
2.6 

The percentage of f ibrous  f r ac tu re  as a function of temperature w a s  

a l so  reported, and the  data a re  p lo t ted  i n  Fig.  2.12. 

property i n  r e l a t i o n  t o  fast-neutron dose may a l s o  be noted. 

A change of t h i s  

-~ 

7W. C .  Thurber and J. T.  Lamartine, Determination of the  Nil-Duct i l i ty-  
Transi t ion Temperature f o r  A212B S tee l  Used i n  the  NS SAVANNAH Pressure 
Vessel, ORNL-CF-59-7-143, Ju ly  23, 1959. 
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T e s t  Temperature f o r  Various Doses. Data are f o r  A212B steel  from the  
N S  SAVANNAH pressure vessel. 

Thermal Insu la t ion  Invest igat ion 

L. D. Schaffer 

During t h e  p r e c r i t i c a l  t e s t i n g  of t h e  NS SAVANNAH primary water sys- 

tem, the  piping w a s  insulated t o  allow t h e  temperature of t he  system t o  

be ra i sed  so t h a t  t he  hot-flushing operation could be performed. Since 

the  system w a s  s t i l l  under inspection f o r  water i n t eg r i ty ,  a l l  j o i n t s  and 

areas of po ten t i a l  leaks were l e f t  uninsulated t o  permit observation during 

t h e  hot-flushing operation. 

because t h e  insu la t ing  operation had not been completed. 

of hot f lushing, several  leaks developed i n  the  primary system and a valve 

The applied insu la t ion  w a s  not water-proofed 

I n  the  course 

* i  

I 
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gasket f a i l e d .  

w a s  wetted i n  several  locat ions.  The system w a s  thermally cycled several  

times after the  leaks developed. 

A s  a r e su l t ,  the  insu la t ion  within the  reac tor  compartment 

Since it w a s  known t h a t  t h e  thermal insu la t ion  contained some chlo- 

r ides ,  an invest igat ion w a s  i n i t i a t e d  t o  determine whether t he  system had 

been damaged by chloride stress-corrosion cracking. B a s c o  Services In -  

corporated inspectors  removed the  insu la t ion  and inspected the PP-IV l i n e  

on the  i n l e t  s ide of the  letdown coolers where water leakage w a s  known 

t o  have been heavy. 

mechanically clean from the  pipe a t i g h t l y  adhering deposit  which appeared 

t o  be the  protect ive shipping tape baked i n  place. 

pipe surface w a s  dye-penetrant inspected f o r  cracks. Defects were ob- 

served t h a t  varied i n  length from 1/16 t o  3/4 in .  

with the  longi tudinal  ax i s  of the  pipe, although some were i r r egu la r  and 

transverse t o  the  pipe ax is .  After an unsuccessful attempt t o  remove the  

defects  by l i g h t  grinding, a 6-in. sect ion of th i s  pipe, including a pipe 

elbow, w a s  removed and sent t o  the  Oak Ridge National Laboratory f o r  metal- 

lographic examination. I n  addition, two 3-ft-long sections of as-received 

piping (2-in., sched-160, type 304 s t a in l e s s  s t e e l )  s imilar  t o  t h a t  r e -  

moved from the  N S  SAVANNAH primary system and samples of both dry insula-  

t i o n  and insu la t ion  known t o  have been wetted were sent t o  the  Oak Ridge 

National Laboratory f o r  study. 

It w a s  necessary during removal of t he  insu la t ion  t o  

M t e r  cleaning, t he  

They were mainly aligned 

The pipe removed from the  N S  SAVANNAH w a s  badly ba t te red  as a r e s u l t  

of t he  cu t t ing  operation a t  the  Shipyard, as may be seen i n  Fig.  2.13, but 

many areas  of def in i te ,  longitudinal,  crackline defects  were revealed by 

fluorescent-penetrant inspection. 

were taken of prominent and typ ica l  defects  on the section of piping. 

sect ions showed defects which were e i the r  l aps  or st r ingered inclusions 

encountering t h e  surface a t  a low angle, and two other sections showed 

only shallow grooves. 

appeared t o  be intergranular  and intragranular  defects,  3 t o  4 m i l s  deep, 

normal t o  the  surface. These defects,  shown i n  Figs.  2.14 and 2.15, ap- 

peared as s t r a igh t - l i ne  indicat ions p a r a l l e l  t o  the longi tudinal  axis of 

A t o t a l  of s i x  metallographic sect ions 

Two 

However, two of t h e  sect ions revealed defects  which 
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Fig. 2.13. Section of PP-1V Line After Cleaning. 

t he  pipe, which could mean t h a t  they were o r ig ina l ly  created during fabri- 

cat ion and served i n  t h i s  instance as s i t e s  f o r  the concentration of chlo- 

r ides  and as or ig ins  f o r  chloride stress-corrosion cracking. 

Fluorescent-penetrant inspection of t he  as-received piping sect ions 

showed that both t h e  density and the  in t ens i ty  of the  defect  indicat ions 

were less than had been observed on t h e  PP-IV specimen. 

examined i n  which defect indicat ions were noted. 

t i o n  revealed that these f l a w s  were l aps  o r  inclusions.  

Two sect ions were 

Metallographic examina- 
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Fig. 2.14. Photomicrograph of Penetration Normal t o  Surface of Pipe 
PP-1V . Etchant : m.odif i ed  aqua reg ia .  250X 

The thermal insu la t ion  received a t  ORNL w a s  analyzed t o  determine 

t h e  t o t a l  chloride content and the  amount of chloride t h a t  could be re- 

moved by water leaching. 

ac tor  compartment w a s  found t o  contain 275 ppm chloride, and the insula-  

t i o n  t h a t  had been wetted w a s  found t o  contain 190 pprn chloride when 

analyzed by the  same method. 

beaker of cold water f o r  47 hr without ag i ta t ion .  

water w a s  analyzed and found t o  have leached 85 ppm chloride f romthe  i n -  

sulat ion block. 

t h e  amount of chloride extracted rose t o  200 ppm. 

The insulat ion t h a t  had remained dry i n  t he  r e -  

A block of the dry insulat ion w a s  set i n  a 

After t h i s  period the 

I n  a p a r a l l e l  t es t  t h e  water w a s  heated t o  boi l ing and 

A t h i r d  phase of t h i s  invest igat ion was directed a t  es tabl ishing 

whether t h e  fabricat ion s t r e s ses  i n  the  2-in. sched-160, s t a in l e s s  s t e e l  

pipe were of suff ic ient  magnitude t o  induce cracking i n  a chloride-bearing 
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Fig. 2.15. Photomicrograph of Pentrat ion Normal to Surface of Pipe 
PP-LV. Etchant : modified aqua regia .  250X 

environment. Autoclave tes ts  w e r e  performed i n  which a cross  sect ion of 

t h e  s t a i n l e s s  s t e e l  pipe taken from the  reac tor  system w a s  exposed at  250°C 

i n  deionized water containing 110 ppm chloride f o r  100 hr. 

of t h i s  exposure the  metal became heavily corroded, but no cracks were 

found. 

A s  a r e s u l t  

The corrosion r a t e  amounted t o  62 mpy. 

I n  an attempt t o  reduce t h e  excessive corrosion, t h e  chlor ide con- 

centrat ion w a s  reduced t o  50 ppm, and t h e  tes t  w a s  run, as before, on t h e  

same t e s t  specimen, along with an annealed cont ro l  specimen. 

100-hr tes t  period, the  sample and i t s  control  specimen were examined. 

The over-al l  corrosion r a t e  w a s  appreciably less severe. 

amination showed several  areas t h a t  appeared to contain f i n e  cracks. 

two specimens were then exposed during an addi t ional  100-hr run t o  a f r e s h  

solution containing 50 ppm chloride.  

After the  

Microscopic ex- 

These 
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After t h e  t e s t s ,  t he  specimens were studied metallographically. The 

control  specimen showed no cracking, but  the pipe section showed cracking 

on both t h e  outer and inner surface of the  pipe. Cracks typ ica l  of those 

found i n  the  reac tor  piping section are shown i n  Fig.  2.16. 

Three conclusions were reached on t h e  basis of t he  laboratory t e s t s .  

F i r s t ,  the  insu la t ion  contained appreciable water-soluble chlor ides  which 

could be leached from the  insu la t ion  and deposited on the  primary piping 

at the  thermal conditions t h a t  exis ted i n  t h e  NS SAVANNAH primary system. 

Second, it w a s  found t h a t  t he  res idua l  s t r e s ses  i n  the s t a in l e s s  s t e e l  

piping under study were of suf f ic ien t  magnitude t o  cause chloride s t r e s s -  

corrosion cracking when the  pipe w a s  exposed t o  chloride-containing water 

a t  elevated temperatures. Third, from the  metallographic examination it 

appears t h a t  chloride s t ress-corrosion cracking w a s  responsible f o r  t he  

two defec ts  shown i n  Figs.  2.14 and 2.15 but t h a t  t he  a t tack  w a s  i n  an 

ea r ly  stage.  This view i s  supported by the  conditions under which the  

piping had operated. The defec ts  may have extended from i n i t i a l l y  shallow 

fabr ica t ion  defects  such as those seen i n  t h i s  examination and shown i n  

Fig.  2.17. 

Based on the  inspection and laboratory work of Ebasco Services In -  

corporated and the  Oak Ridge National Laboratory and the  f a c t  t h a t  t h e  

various locat ions of t he  wetted insu la t ion  could not be pos i t ive ly  iden- 

t i f i e d ,  a l l  t he  thermal insulat ion within the  containment vessel  w a s  r e -  

moved. The piping w a s  mechanically cleaned and then inspected by the  

fluorescent-penetrant method. The defects  t h a t  were found by t h i s  i n -  

spection were ground out, a f t e r  which the  piping surfaces were cleaned 

w i t h  an Alconox solution, r insed with demineralized water, and dried. The 

piping w a s  then reinsulated with a thermal insu la t ion  containing sodium 

s i l i c a t e ,  and the  insu la t ion  w a s  sealed. This invest igat ion has been 

reported i n  d e t a i l .  

‘1;. D. Schaffer and J. A. Klapper, MS SAVANNAH Nuclear Merchant Ship 
Invest igat ion of t he  Effects  of Wet Chloride-Bearing Thermal Insu la t ion  
on Austenit ic S t ee l  Pipe, ORNL-TM-14, November 1, 1961. 
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Analysis of Primary System Components for Gama-Emitting Elements 

W .  C .  Thurber 

Samples from several  components' of the  NS SAVA.NNAH primary coolant 

system w e r e  chemically analyzed for cobalt ,  tantalum, s i l ve r ,  antimony, 

'Maritime Reactor Project  Ann. Prog. Rep. Nov. 30, 1959, ORNL-2865, 
p. 64. 

Table 2.9. Analysis of NS SAVANNAH Primary System Components f o r  Gamma-Emitting Impuri t ies  

Specimen 
Designation Impurity Content (wt $) 

Component Description 

k Sb Zn Heat Mark co 
No. No. T a  

Lower p la te ,  upper flow b a f f l e  

Upper p la te ,  upper flow b a f f l e  

Pad- l i f t  lug,  upper flow b a f f l e  

Cylinder, upper flow b a f f l e  

Gussets 2, 3, and 4, upper flow 

Upper g r i d  p l a t e  and main hold- 

b a f f l e  

down spring components 

Upper g r i d  p l a t e  components 

Cylinder, core support sh ie ld  

Fuel container assembly com- 

Base pla te ,  f u e l  container as- 

Main brace, f u e l  container as- 

Doubler p la te ,  f u e l  container 

Cylinder, lower flow b a f f l e  

Lower p la te ,  lower flow b a f f l e  

ponent s 

sembly 

sembly 

assembly 

X22240-3T 220 0.11 <0.001 0.0002 <0.0001 <0.0001 
X22260-3E 201 0.11 <0.001 <0.0001 <0.0001 <0.0001 

X22260-3E 208 0.11 <0.001 <0.0001 <0.0001 <0.0001 

X22532-3B 202 0.076 <0.001 0.005 <0.0001 <0.0001 
209 0.076 10.001 0.005 <0.0001 <0.0001 

X22155-2H 207 0.16 <0.001 <0.0001 <0.0001 <0.0001 
210 0.16 <0.001 <0.0001 <0.0001 <0.0001 

X22305-1H 303 
306 
307 
308 
309 
311 
320 
110 
227 

X22260-3D 318 
325 
416 
417 
507 

X22505-1B 400 

1114G-4 414 
415 

0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.096 <0.001 
0.074 <0.001 
0.074 <0.001 
0.074 <0.001 
0.074 <0.001 
0.074 <0.001 
0.10 <0.001 

0.057 <0.001 
0.057 <0.001 

0.001 
0.001 
0.001 
0.001 
0.001 
0.001 
0.001 
0.001 
0.001 

<o . 0001 
<0. 0001 
<o. 0001 
<o . 0001 
<o. 0001 
0.0001 

<o . 0001 
<o . 0001 

<0.0001 <0.0001 
<0.0001 <0.0001 
<0.0001 <0.0001 
<0.0001 <0.0001 
<o . 0001 <o . 0001 
<0.0001 <0.0001 
<0.0001 <0.0001 
<0.0001 <0.0001 
<0.0001 <0.0001 
<o. 0001 
<o. 0001 
<0 .OOOl 
<o. 0001 
~0.0001 
<o. 0001 
<o. 0001 
<o . 0001 

<o. 0001 
<o. 0001 
<o. 0001 
<o. 0001 
<o. 0001 
<0. 0001 
<o . 0001 
<o . 0001 

16943-14 425 0.076 <0.001 <0.0001 <0.0001 <0.0001 

X26099-11 458 0.073 <0.001 <0.0001 <0.0001 <0.0001 

X22453-1T 500 0.088 <0.001 <0.0001 <0.0001 <0.0001 
X22514-2B7 508 0.080 <0.001 <0.0001 <0.0001 <0.0001 



and zinc. These elements, i f  present i n  the  various s t a i n l e s s  s t e e l  s t ruc-  

t u re s  of the  plant,  could contribute s ign i f icant  amounts of long-lived 

gama a c t i v i t y .  Resul ts  of the  analyses, which a re  summarized i n  Table 

2.9, ind ica te  tha t ,  with the  exception of cobalt ,  the  gamma-emitting e l e -  

ments, i f  present, were i n  quant i t ies  below the  1im.i-t of detect ion.  
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3. PRESSURIZED-WATEE IN-PILE LOOP 
! 

Operat ion 

J. A. Conlin J. K.  Franzreb 
D. E.  Tidwell 

The ORR pressurized-water i n -p i l e  loop has operated s a t i s f a c t o r i l y  i n  

the  period since the  previous report. '  

with t h e  r e s u l t  t h a t  the  makeup requirement has been low, the  pu r i ty  of 

t he  water has remained high, and t h e  equipment room has been free of con- 

tamination. 

t inue  to operate with minimum maintenance. 

matic cont ro l  equipment a re  functioning r e l i ab ly .  

Leakage has been remarkably low, 

After near ly  two years of operation, a l l  loop components con- 

The instruments and t h e  auto- 

Three experimental assemblies have been i r r ad ia t ed  i n  the  loop t o  

date .  The fueled t e s t  elements consisted of both swaged and vibratory-  

compacted U02 clad i n  type 304 s t a in l e s s  s t e e l .  

of these assemblies are presented i n  Table 3.1. 

The i r r ad ia t ion  h i s t o r i e s  

' M a r i t i m e  Reactor Project  Ann. Prog. Rep. Nov. 30, 1960, OmL-3046, 
pp. 23-24. 

Table 3.1. I r r ad ia t ion  Histor ies  of Experimental Assemblies 
Exposed i n  the  ORR Pressurized-Water In-Pi le  Loop 

I D  Experimental Reactor Cycle Duration Reactor Power 
As sembly" Cycles (weeks ) (Mw) 

4 

1 
2 
3 

3 
3 
7 
3 
3 
7 
7 
7 
7 
7 
7 

20 
16 
30 
16 
16 
30 
30 
30 
30 

30 
30 

%esting of experimental assembly no. 2 w a s  cancelled. 
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Two other experimental assemblies are present ly  being i r r ad ia t ed  

(Nos. 5 and 6 ) .  

cold-swaged U02 clad i n  type 304 s t a in l e s s  s t e e l .  

sembly contains three  f u e l  rods, and each assembly occupies one l e g  of 

the loop. 

e q ~ p p e d  w i t h  a tube containing a flux-monitor wire. The flux-monitor 

wires a re  removed f o r  counting a t  the  end of each reac tor  cycle, and new 

wires are  inser ted.  

The fueled elements include both vibratoyy-compacted and 

Each experimental as- 

Beginning w i t h  Experiment 4 a l l  t es t  assemblies have been 

A special  containment vessel  and associated remotely operated too l s  

and equipment f o r  use i n  the  removal of ruptured f u e l  specimens were de- 

signed and fabricated during the  past  year, but  t he re  has been no occasion 

f o r  their  use. Radiation l eve l s  within the  equipment room and at  the 

sample s t a t ion  have been low. 

a c t i v i t y  i s  approximately 50 mr/hr. 

room and at the  sample s t a t ion  has a l so  been low. This i s  a t t r i bu ted  t o  

the excellent leak t igh tness  of t h e  system. The aisles of the equipment 

room may usual ly  be entered during reac tor  shutdowns without the  use of 

contamination-zone clothing. A low contamination level ,  below normal 

tolerance,  a t  the sample s t a t ion  has been maintained by use of proper 

sampling techniques and adequate measures t o  prevent t h e  spread of con- 

tamination from the sample b o t t l e  connections. 

During normal operation, t he  equipment room 

Contamination within the  equipment 

The bypass loop fission-product-monitoring system, as o r ig ina l ly  de- 

signed, u t i l i z e d  N l 6  a c t i v i t y  t o  indicate  flow by determining the t r a n s i t  

t i m e  from radioact ive decay, but  an o r i f i c e  flowmeter w a s  i n s t a l l e d  which 

indicates  flow more accurately, espec ia l ly  when background a c t i v i t y  i s  

present from "crud1' buildup. 

It has been possible t o  maintain the  desired water puri ty ,  and w i t h  

one exception, t he  ana ly t ica l  techniques are adequate. The oxygen content 

i s  presently determined by the "Winkler" method, with a 0.05-ppm detect ion 

l i m i t .  

fo re  a more sens i t ive  method of determination i s  needed. 

lyzer  capable of determinations i n  the  range of l ppb has been ordered. 

The new analyzer w i l l  consis t  of a f low meter, an i n l e t  ion-exchange 

column, a conductivity ce l l ,  a thal l ium column, a second conductivity 

The desired oxygen l e v e l  i n  the loop water i s  cO.01 ppm, and there-  

An oxygen ana- 

c 

. 
, 

w. 
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c e l l ,  and a cleanup ion-exchange column. 

solved oxygec i n  t h e  water w i l l  combine w i t h  t h e  thallium t o  form tha l lous  

hydroxide, which i s  a strong e l ec t ro ly t e .  

w i l l  be measured a t  t h e  i n l e t  and ou t l e t  of t he  thall ium column. The d i f -  

ference between these two conductivity measurements w i l l  give a measure 

of t he  tha l lous  hydroxide concentration, which w i l l  be ca l ibra ted  i n  terms 

of t h e  oxygen concentration i n  the  water. The i n l e t  ion-exchange column 

w i l l  lower the  background conductivity of the  water, and the  ou t l e t  ion- 

exchange column w i l l  remove the  tha l lous  hydroxide from the  water before 

it re turns  t o  the  main loop. 

s ide stream of the  loop pur i f ica t ion  system and, i n  addi t ion t o  providing 

a more precise  method, w i l l  provide f o r  continuous analysis  of t h e  oxygen 

concentration of t he  loop. 

I n  the  new analyzer the  d i s -  

The conductivity of the  water 

The new analyzer w i l l  be i n s t a l l e d  i n  a 

Water Chemistry Studies 

C .  F. Baes, Jr. T .  H. Handley 

Water chemistry studies were i n i t i a t e d  f o r  determining the spec i f ic  

a c t i v i t i e s  and the  chemical compositions of f i l t e r a b l e  and nonf i l te rab le  

im.purities i n  the  loop water. The s tudies  include invest igat ions of the  

t ransport  and deposit ion of corrosion products (crud),  which fou l  heat 

t r ans fe r  surfaces and impair t he  operating r e l i a b i l i t y  of mechanical sys- 

tems exposed t o  t h e  prim.ary water, and the  t ransport  and deposit ion of 

t h e  long-lived a c t i v i t y  or iginat ing from t h e  ac t iva t ion  of t he  corrosion 

products i n  the  reac tor  flux. 

causes long-term. buildup of rad ia t ion  l eve l s  throughout t he  primary sys- 

stem. 

The buildup of act ivated corrosion products 

Behavior of Water-Borne Act ivi ty  

The r e s u l t s  of radiochemical and f i l t r a t i o n  t e s t s  conducted on water 

samples taken from the  ORR loop side-stream pur i f ica t ion  system during a 

period of normal loop operation and during a period of loop s t a r tup  a re  

summarized i n  Tables 3.2 and 3.3. 

(constant temperature and flow r a t e )  the  l eve l  of water-borne a c t i v i t y  

During the  period of normal operation 
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Table 3.2. Act ivi ty  of Water i n  ORR Pressurized-Water Loop 
As Determined by Radiochemical Analysis 

Sample Taken with Loop 
Operating" (dps / l i t e r  ) 

Sample Taken During Loop 
S t a r t  upb ( dp s/l i t e r ) 

Activi ty  
Sam.pled Ahead of Sampled After Sampled Ahead of Sampled After 
Ion Exchanger Ion Exchanger Ion Exchanger Ion Exchanger 

A4 ' 8 x io5 
Mn56 9 x i o4  2 x i o 3  
Fe5 8 x 103 8 x LO2 3 x i o5  3 x io3 
co5* 6 x lo3 5 x LO2 2 x io5  3 x io3 
COG0 5 x io3 4 x 102 2 x io5 2 x io3 
~ ~ 9 9  3 x io3 1 x lo2  
Mn54 
cr5' 

1 x 102 
2 x LO2 

2 x io3 
2 x 10' 

3 x 104 
1 . 3  x io5 

6 X lo2 
5 x io3 

Samples taken on March 6, 1961. a 

bSarnples taken on March 1'7, 1961. 

Table 3.3. Activity Removed by F i l t e r i n g  Water i n  
OF3 Pressurized-Water Loop 

Act ivi ty  Removed by F i l t r a t i o n  Act ivi ty  Removed by F i l t r a t i o n  
F i l t e r  Pore with Loop Operatinga ($) During Loop Startupb ($) 

Size 
(l-4 F i l t e r  Ahead of F i l t e r  After F i l t e r  Ahead of F i l t e r  After 

Ion Exchanger Ion Exchanger Ion Exchanger Ion Exchanger 

0. 4,gC 65 58 95 
0. 05d <o .01 0.1 
0. O l d  <O. 05 

93 

"Samples taken on March 6, 1961. 

'Samples taken on March 1'7, 1961. 

dActivity subsequently removed by f i l t e r .  

Gross a c t i v i t y  ( l e s s  A 4 I )  removed by f i l t e r .  C 

w a s  r e l a t ive ly  low, the sum of the  pr inc ipa l  longer l ived  a c t i v i t i e s  (Mn54 

Fe59, C O ~ ~ ,  and Co60) being -2 X lo4 dps / l i t e r .  Roughly two t h i r d s  of 

t h i s  a c t i v i t y  w a s  removed by a 0.45-p f i l t e r  (with a ce l lu lose  backing 

pad), and about 90% was removed by the  pur i f ica t ion  system ion exchangers. 

The concentration of so l ids  which could be removed by f i l t r a t i o n  at such 
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t i m e s  w a s  too l o w  t o  be determined d i r e c t l y  by weighing; however, from 

the  a c t i v i t y  which w a s  re ta ined by a 0.45-1-1 f i l t e r  and from t h e  spec i f ic  

a c t i v i t y  of t h e  crud (Table 3.4) determined during a period of disturbed 

loop operation (when weighable samples of crud could be col lected on a 

f i l t e r ) ,  t he  crud l e v e l  w a s  estimated to have been <0.05 ppm during normal 

operation. I n  contrast ,  during loop s tar tup,  t h e  water-borne a c t i v i t y  

l e v e l  w a s  4 0  times higher; 93% of t h i s  a c t i v i t y  could be removed by a 5-1.1 
f i l t e r ;  98 t o  99% w a s  removed by the  ion exchangers; and t h e  crud content 

w a s  of ten several  ppm. 

of disturbed loop operation ( fo r  example, temperature and flow-rate 

cycling ) . 

Similar behavior w a s  observed during other  periods 

Table 3.4. Results of Analyses Carried Out on May 17, 1961 of the  
Crud i n  the  Water of t h e  OFB Pressurized-Water Loop 

~~ ~ 

Crud Sample I ron  Nickel Sample Activity (dps/g) 
Weight Content Content 
(mg) (wt %I (wt %) ye5 Fe5’ co5 8 Go60 

54.8 51 8.2 1.7 7.2 5.4 3.2 
7.4 74 11 2.2 8.8 (4 (4 
3.5 57 8.6 1.6 5.9 4* 5 3.4 

%ot determined. 

The r e s u l t s  of Table 3.3 show t h a t  there  i s  a discont inui ty  i n  crud 

p a r t i c l e  s ize .  

t i o n  i s  caught by a 0.45-IJ. f i l t e r ,  and very l i t t l e  addi t ional  material i s  

stopped by a 0.01-p f i l t e r .  

Vi r tua l ly  a l l  t he  a c t i v i t y  w h i c h  can be removed by f i l t ra-  

These observations are i n  general agreement with the  r e su l t s2  of a 

study of the  water chemistry of the  SM-1 pressurized-water reactor ,  which, 

l i k e  the  ORR loop, i s  operated a t  a neut ra l  pH and with a hydrogen over- 

pressure. The t o t a l  coolant a c t i v i t y  and the  crud l eve l  of t he  SM-1 are  

2 C .  A. Bergmann, SM1 Research and Development Program: Long Lived 
Induced Activity Buildup i n  SMl Core 1 Life t ime;  Task XVIII-Phase I, 
APAE No. 77, Bov. 30, 1960. 
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similarly affected by reactor operation. At startup, shutdown, and during 

low-power operation, crud levels are usually >0.5 ppm. At steady-state 

full-power operation, crud levels are usually <O.l ppm, and most of the 

activity is nonfilterable; that is, it is not held by a 0.45-p filter. 

Characteristics of Particulate Material 

Electron micrographs of crud samples collected on a filter during a 

period of high crud level are shown in Fig. 3.1. Many of the particles 

may be seen to have pronounced geometrical form, suggesting that they are 

crystallites. Electron-diffraction patterns from such fields indicated 

the presence of magnetite; the appearance of these diffraction patterns 

confirmed that magnetite was present as relatively large crystals. 
Magnetic mixed oxides of iron and chromium of the magnetite structure 

have been reported by several investigators to be a principle constituent 

of crud.4 Magnetite (Fe3O4) is the stable oxide of iron under the opera- 

ting conditions of such pressurized-water systems as the OF3 loop. It is 

formed at the interface between water and the protective, chromium-rich, 

oxide film present on the surface of corroding stainless steel. Atoms of 
iron which have diffused through the oxide film are oxidized by the water. 

As the oxide film grows, magnetite presumably is released as crud to the 
water. 

significant, however, in view of the apparent nearly complete absence of 
crud particles in the 0.01- to 0.05-1-1 range. The implication is that re- 
crystallization of the magnetite occurs, and this implies, in turn, that 

appreciable radiochemical exchange can take place between activated and 

nonactivated crud. 

Its presence in crud as well-developed crystallites seems especially 

Behavior of Colloidal and Dissolved Material 

Several observations have been made which suggest strongly that the 

activity not removed from loop water samples by filtration through a 0.45-p 

3T. E. Wilmarth, Analytical Chemistry, ORNL, personal communication. 
4D.  J. DePaul, Corrosion and Wear Handbook, TID-7006, Chap. 2, 

pp. 11-20, March 1957. 
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Fig. 3.1. Electron Micrographs of Sol ids  Removed from OF3 Pressurize( 
Water Loop. 
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f i l t e r  i s  associated with dissolved ( ion ic )  material. 

as indicated i n  Table 3.5, t h a t  appreciable portions of t he  manganese, 

iron, and cobalt  a c t i v i t y  were retained by ce l lu lose  backing pads, which 

i n i t i a l l y  were used t o  support t he  mill ipore f i l t e r s .  Mild pretreatm.ent 

of the  sample with d i l u t e  acid, d i l u t e  base, or half-neutral ized Versene 

reduced t h i s  re tent ion.  This behavior suggests t h a t  the  a c t i v i t y  w a s  re- 

ta ined by an ion-exchange process. 

F i r s t ,  it w a s  found, 

Table 3.5. Results of Pressurized-Water Loop F i l t r a t i o n  Tests  
Conducted on April 12, 1961 

Distr ibut ion of Activityb ($) 

c 0 5 ~  Mn56 
Sample" 

Pretreatment 

F i l t e r  Backing F i l t r a t e  F i l t e r  Backing F i l t r a t e  

Untreated 21  77 2 3 77 21 
0.01 M i n  HC1 31 <1 64 5 <l 95 

0.01 M i n  NaOH 43 11 43 3 13 83 

0.01 M i n  Versene, 32 <l 69 4 <1 94 
0.01 M i n  NaOH 

a 

%alues are percentages of t he  introduced a c t i v i t y  found a t  the  

Sample taken ahead of ion exchangers during normal loop operation. 

posi t ion indicated.  

I n  paper electromigration t e s t s ,  t he  a c t i v i t y  which had passed through 

a 0.45-1-1 f i l t e r  and had been absorbed on a backing pad w a s  found t o  move 

toward the  cathode, indicat ing t h a t  t h e  a c t i v i t y  w a s  associated with c a t i -  

onic material. On comparing t h e  ve loc i ty  of migration with t h a t  observed 

f o r  dissolved metal salts, it fu r the r  appeared t h a t  t h e  a c t i v i t y  w a s  pre- 

sent as the  simple metal ca t ions  and not as co l lo ida l  pa r t i c l e s .  

The conductivity of loop water i n  t h e  cooled side-stream pur i f ica t ion  

system, upstream of the  ion exchangers, w a s  t yp ica l ly  0.2 ymhos/cm (at 

37°C) during normal loop operation. 

l e v e l  of 0.027 ppm as Fe(OH)2. 

which cannot be f i l t e r e d  i s  associated with such ionic  material ,  t h e  

This corresponds t o  a dissolved so l ids  

If it i s  assumed t h a t  a l l  the  a c t i v i t y  
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specific activity is found to be of the same magnitude as that of the 

water-borne crud (see Table 3.4) .  This, of course, is to be expected if 

the two kinds of material (filterable and nonfilterable) are in chemical 

exchange equilibrium. 

The presence of such dissolved material provides a mechanism for the 

above-suggested recrystallization of crud particles. 

material is present at the operating temperature of the system, appreciable 

crystal growth of crud particles and activity exchange are to be ex-pected, 

This emphasizes the potential value of a high-temperature filtepion- 

exchange medium which would perform the same function as the low-tempera- 

ture, organic, ion exchangers presently used in the side-stream purifica- 

tion system of the ORR loop (and used generally in pressurized-water re- 
actors). 

reducing activity and crud transport during periods of disturbed operation 

when water-borne activity (at a relatively high level) is present largely 

in filterable crud, If a suitable inorganic ion-exchange material could 
be found for use in such a purification unit, it might be very effective 

in removing the ionic activity which, presumably, is being supplied to the 

loop water by dissolution and ion-exchange reactions involving crud and 

corrosion products throughout the system. 

If such dissolved 

At full flow, such a mit should be especially effective in 

Magnetite as a High-Temperature Filter-Ion-Exchange Medium 

Since magnetite (FesOh) is the stable oxide of iron in pressurized- 

water reactor systems and a principle constituent of crud, it is a pos- 
sible high-temperature filter-ion-exchange medium. If, as is suggested 
here, this constituent of crud both supplies and exchanges with the ionic 

material in the high-temperature water, the introduction of a bed of non- 
activated magnetite into the system might well, by the same process that 
now contributes to the transport of activity, accumulate the dissolved ac- 

tivity without otherwise disturbing the chemical or nuclear behavior of the 
system. 

ordinary temperatures.5 

Magnetite has been shown to possess ion-exchange properties at 

While this is presumably due to surface exchange 

5P. J. Anderson, The Ion Adsorption Properties of Synthetic Magnetite, 
AE3E M/R 2046, 1956. 
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only, a t  the temperatures (-260°C) of pressurized-water systems, bulk- 

phase ion exchange may occur. Magnetite i s  an i n t e r s t i t i a l  oxide i n  which 

the  ferrous and f e r r i c  ions are  dispersed i n  the  i n t e r s t i c e s  of a close- 

packed oxide l a t t i c e .  Various s tudies  on t h e  high-temperature corrosion 

of ferrous a l loys  show tha t  t he  diffusion of metal atoms and ions through 

the  s i m i l a r  oxide l a t t i c e  of t he  corrosion f i l m  i s  appreciable, it being 
4 a process i n  one of t h e  generally accepted corrosion mechanisms. 

Engineering tests6 at  the  Westinghouse B e t t i s  Plant have already 

shown t h a t  magnetite beds are  p rac t i ca l  and e f f ec t ive  as mechanical f i l t e r s  

i n  removing water-borne crud a t  the  operating temperatures of pressurized- 

water loops. I n  addition, magnetite i s  ferromagnetic and has a cur ie  tem- 

perature (585°C) w e l l  above t h e  operating temperature of PWR primary sys- 

tems. This suggests t h e  poss ib i l i t y  of designing a remotely operated d i s -  

posable-renewable f i l t e r  i n  which the  f i l t e r  bed i s  supported by a magnetic 

f i e ld ,  similar t o  the  u n i t  described by McNarnee and Shappert.7 

ence of a magnetic f i e l d  might a l so  improve the  re ten t ion  of magnetic 

crud. 

The pres- 

Water samples from t h e  loop which had been previously f i l t e r e d  through 

a 0.45-p f i l t e r  were contacted a t  room-temperature with f i n e l y  divided 

na tura l  magnetite (obtained from the  Prince Manufacturing Co.) i n  batch 

equi l ibrat ions and i n  column experiments. 

of t he  a c t i v i t y  w a s  re ta ined by the magnetite. 

progress, similar water samples have been placed i n  a bomb and heated t o  

250 t o  260°C i n  contact w i t h  magnetite. Resul ts  obtained thus far  show 

t h a t  v i r t u a l l y  a l l  the  a c t i v i t y  present i n  the  water samples i s  removed, 

pa r t ly  by the  magnetite and pa r t ly  by the  w a l l s  of t he  s t a in l e s s  s t e e l  

bomb. These tes ts  w i l l  be continued. 

I n  both cases a la rge  port ion 

I n  tes ts  cur ren t ly  i n  

%. P. Paulson, Performance of Magnetite Bed F i l t e r s ,  Chem. Eng. 

7R. J. McNamee and L. B. Shappert, An Engineering Evaluation of a 

Prog., 56(3): 64 (1960). 

Magnetic F i l t e r  As  a Means of Remote Controlled F i l t r a t i o n ,  ORNL CF- 
58-5-32. 
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4. ADVANCED CORE DEVELOPXETJT 

Zircaloy Fuel-Element Container Studies 

T .  D .  Anderson E. E.  Gross 
C .  L. Whitmarsh 

The s t a i n l e s s  s t e e l  fuel-element containers i n  the  NS SAVANJTAH re -  

ac tor  account f o r  about one-third of t h e  t o t a l  s t a in l e s s  s t e e l  i n  the  

ac t ive  port ion of the core. 

i n  Fig.  4.1. 
ent  s t a in l e s s  s t e e l  s t ruc ture  (fuel-element containers and spacer ba r s )  

by a similar s t ruc ture  of Zircaloy would r e s u l t  i n  an improvement i n  neu- 

t ron  economy, an evaluation of t he  subs t i tu t ion  of Zircaloy f o r  s t a in l e s s  

s t e e l  w a s  undertaken. 

vestigation, as shown i n  Fig.  4.2. 

of invest igat ion i s  summarized i n  the  following sections.  

The fuel-element container assembly i s  shown 

Since it appeared probable t h a t  t h e  replacement of t he  pres-  

This eyaluation has included several  areas of i n -  

The progress i n  each of these areas  

Physics (E.  E. Gross, B. W .  Colston, M. L. Winton) 

The heterogeneous nature of t h e  NS SAVANNAH core I i s  i l l u s t r a t e d  by 

Fig.  4.3, which shows a portion of the  core through a f e r ru l e  plane. 

proper assessment of t he  influence of a mater ia l  change i n  the  f u e l  e l e -  

ment containers ( the so-called "egg cra te")  requires  knowledge of de ta i led  

f l u x  d is t r ibu t ions ,  pa r t i cu la r ly  i n  the  neighborhood of t h e  egg c ra t e .  I n  

order t o  generate de ta i led  f l u x  information throughout t he  geometry of 

Fig.  4.3, a previously described' four-group model employing a combination 

of one-dimensional Sn t ransport  theory and two-dimensional diffusion 

theory calculat ions w a s  developed. 

c a l  model i s  displayed by Fig.  4.4, which gives the  calculated average 

four-group f luxes i n  a l l  t he  regions of Fig. 4.3 (with the  exception of 

t he  control  rod)  a t  508°F. 

i n  the  U02. 
t i v e l y  high thermal f lux .  

A 

The d e t a i l  contained i n  t h i s  ana ly t i -  

I n  Fig.  4.4 a l l  f luxes are normalized t o  uni ty  

As  may be seen, t he  egg-crate region i s  exposed t o  a r e l a -  

'Maritime Reactor Project  Ann. Prog. Rep. Nov. 30, 1960, ORNL-3046, 
pp. 41-49. 
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STAINLESS STEEL IN FUEL ELEMENT CONTAINERS 

UNCLASSIFIED 
O R N L - L R - D W G  60555 

AREAS OF INVESTIGATION 

INVESTIGATION 

WITH REACTOR ENVIRONMENT OF ZIRCALOY 

STUDIES OF 

ECONOMIC 
EVALUATION TECHNICAL EVALUATION 9 

OVER-ALL EVALUATION OF 
THE SUBSTITUTION OF ZIRCALOY 

FOR STAINLESS STEEL IN 
FUEL ELEMENT CONTAINERS 

Fig.  4.2.  Diagram Showing Scope of Zircaloy Evaluation. 

UNCLASSIFIED 
ORNL-LR-DWG 4 3 8 8 9 R  

ZIRCALOY 
ALUMINA FILLER-,, CONTROL ROD FOLLOWER 

53 



UNCLASSIFIED 
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0.5 1 .o 1.5 2 .O 2.5 3.0 

UO, REGION ---- FAST, 9.1 x lo3,, <E< 1 0 ~ ~ ~  

'/E, 15.17ev < E <  9.1 x 103," 

. . . . . .. . EPITHERMAL, 
0.15ev< E <  15.17ev 

REGION CLADDING I , 

STAINLESS STEEL I il 
CENTRALTUBE I 'i 

Fig. 4.4. Four-Group Fluxes i n  NS SAVANNAH Core I Components a t  
508°F. 

Another important fea ture  of t h e  ana ly t ica l  model w a s  the  use of the  
Sn method t o  ca lcu la te  four-group t ransport  theory boundary conditions at 

t he  surface of a control  rod.2 The S-5 approximation t o  t h e  Sn t ransport  

method3 w a s  used t o  solve f o r  t h e  four-group f luxes  i n  an appropriate one- 

dimensional representat ion of a control  rod c e l l .  

t ransport  theory values f o r  the r a t i o  of t he  current t o  t h e  f l u x  a t  the  

control  rod surface were obtained and then used as cont ro l  rod boundary 

conditions i n  a two-dimensional d i f fus ion  theory calculat ion of t h e  full 
NS SAVLQTNAH core i n  the  geometry of Fig. 4.5. 

From these resu l t s ,  

0 

2B. W. Colston, E.  E .  Gross, and M. L. Winton, Heterogeneous Control 
Rod Studies, i n  Proceedings of t he  ANPP Reactor Analysis Seminar, October 
11-12, 1960, MID-C -24%7, January 1961. 

3B. G. Carlson and G. P. Bell, Solution of t h e  Transport Equation of 
t h e  Sn Method, Geneva Conference Paper 2386 (1958). 
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Fig. 4.5. Geometrical Model f o r  One Quadrant of NS SAVANNAH Core I. 

The adequacy of t h e  S-5 approximation may be judged by t h e  S-5 r e -  

s u l t s  f o r  t he  Milne problem4 shown i n  Figs.  4.6 and 4.7. The angular 

d i s t r ibu t ion  of one-velocity neutrons a t  t h e  boundary between a semi- 

i n f i n i t e  plane diffusing medium and a void i s  presented i n  Fig. 4.6. The 

Sn method solves f o r  the  neutron f l u x  i n  d i sc re t e  d i rec t ions  (p = cos 0 = 

+O.L, 20.5, +l i n  the S-5 approximations used here)  and assumes a l i n e a r  

var ia t ion  i n  the  f l u x  between neighboring d i rec t ions .  

t he  t o t a l  ( s ca l e r )  f l u x  near t h e  void boundary i s  shown i n  Fig.  4.7. I n  

both Figs .  4.6 and 4.7, t he  exact and P-3 solutions to t he  Milne problem 

are a l so  shown f o r  comparison. The S-5 solution compares favorably with 

the  exact solution. 

The var ia t ion  of 

Application of the  four-group model t o  t h e  geometry of Fig.  4.3 
yielded t h e  beginning of the l i f e  mult ipl icat ion f ac to r  resu l t s  shown i n  

‘A. M. Weinberg and E. P. Wigner, The Physical Theory of Neutron 
Chain Reactions, pp. 253-266, University of Chicago Press, Chicago, 1958. 
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Fig. 4.6. Milne Problem Solutions f o r  the  Angular Flux a t  the  Void 

Exact and P-3 solut ions 
I-1 

Boundary Normalized so t h a t  

taken from r e f .  4, p. 262. 
$(O,p) dp = 1. 

-1 

Figs.  4.8 and 4.9. 
enrichment and serve t o  summarize r e s u l t s  on the  r e a c t i v i t y  e f f e c t s  of a 

material  change i n  t h e  egg-crate s t ruc ture .  

t h a t  replacement of t he  s t a in l e s s  s t e e l  egg c r a t e  i n  the  4.2 w t  $ U”’- 
enriched core ( the  enrichment of t he  inner zone of NS SAVAl!mAH core I )  by 

a Zircaloy egg c ra t e  could increase core r e a c t i v i t y  by& = 0.065 f o r  the  

case when followers are i n  the  core a t  68°F. 

These r e s u l t s  a re  f o r  cores containing single-zone 

From Fig. 4.8 it i s  apparent 

The worth of t he  control  rods may be obtained from Fig.  4.8 by sub- 

t r ac t ing  the  mult ipl icat ion f ac to r  of t h e  core with rods from the  multi- 

p l ica t ion  f ac to r  of t he  core with followers. The rod worth obtained i n  

t h i s  way appears t o  be independent of enrichment i n  t h e  enrichment range 

of 3.0 t o  4.2 wt $ U235. 
4$Ak more i n  t h e  Zircaloy egg-crate core than i n  the s t a i n l e s s  s t e e l  

Although the  21 cont ro l  rods appear t o  be worth 
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X x ,  MEAN FREE PATHS FROM VOID BOUNDARY 

Fig. 4.7. Milne Problem Solutions f o r  Total  Flux Variation near Void 
Boundary. Exact and P-3 solut ions taken from r e f .  4,  p. 263. 

egg-crate core, t h i s  rod worth i s  barely enough t o  control  4.2 wt % U235- 

enriched core I f u e l  elements. To obtain the  same shutdown margin as i s  

now present i n  the  s t a i n l e s s  s t e e l  egg-crate core with the  cent ra l  rod 

stuck out of the core, t h e  Zircaloy egg-crate core would require 3.86 w t  % 
U2 -enriched f u e l  elements. 

Calculated mult ipl icat ion f ac to r s  f o r  full-power conditions at the  

beginning of core l i f e  are  shown i n  Fig. 4.9.  By comparing Fig. 4.9 with 

Fig.  4.8, an over -a l l  temperature d e f i c i t  ( l o s s  of r e a c t i v i t y  i n  going 

from room temperature t o  f u l l  power) of 5.3% Ak i s  evident f o r  t h e  s t a in -  

less s t e e l  egg-crate core and 5.7% & for t he  Zircaloy egg-crate core. 

Also from Fig. 4.9, it i s  evident t h a t  a f u e l  enrichment of 3.38 wt % U235 
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Fig. 4.8. Calculated Mult ipl icat ion Factors  for Core I-Type Fuel 
Elements a t  68°F i n  Zircaloy and i n  Type 304 Sta in l e s s  S tee l  Egg Crates 
a t  Beginning of Li fe .  
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Fig. 4.9. Calculated Mult ipl icat ion Factors  f o r  Core I-Type Fuel 
Elements a t  508°F i n  Zircaloy and Type 304 Sta in less  S tee l  Egg Crates a t  
Beginning of Life  (Fu l l  Power and No Xenon). 
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i n  Zircaloy egg c ra t e s  would provide the  same i n i t i a l  hot r e a c t i v i t y  (and 

therefore  about t h e  same r e a c t i v i t y  l i f e t ime)  as 4.2 wt $ U235 f u e l  i n  

s t a in l e s s  s t e e l  egg cra tes .  

egg c ra t e s  ( t h i s  enrichment gives the  same one-stuck-rod shutdown margin) 

would have 4% Ak more hot r eac t iv i ty  avai lable  f o r  burnup than i s  present 

i n  4.2 wt $ U235 fue l  i n  s t a in l e s s  s t e e l  egg cra tes .  

A f u e l  enrichment of 3.86 w t  $ U235 i n  Zircaloy 

I n  order t o  complete the  evaluation of a Zircaloy egg crate ,  l i fe t ime 

calculat ions were made t o  compare the  r e a c t i v i t y  l i fe t ime of Zircaloy and 

s t a in l e s s  s t e e l  egg-crate cores. 

dimensional radial burnup calcuLation using t h e  CANDLE code. Four-group 

flux-averaged cross sections f o r  CANDLE were obtained by homogenizing the  

two-dimensional PDQ calculat ions of the  f u l l  core containing followers. 

The burnup w a s  computed f o r  a power l eve l  of 63 Mw, and the  reactor  w a s  

assumed t o  be control led by a uniformly d is t r ibu ted  poison. 

The comparison was based on a one- 

The full-power mult ipl icat ion f ac to r  as a function of time, calcu- 

l a t ed  with CANDLE (with the  above assumptions), i s  shown i n  Fig. 4.10. 

After equilibrium xenon and samarium have b u i l t  up ( ~ 0 . 3  y r ) ,  t he  multi- 

p l ica t ion  f ac to r  as a function of time appears t o  be remarkably l i nea r ,  

50. J. Marlowe e t  al. ,  CANDLE - A One-Dimensional Depletion Code f o r  
the  IBM-704, WAPD-TM-53. 
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with the  same slope (0.036 Ak/yr) for both Zircaloy and s t a in l e s s  s t e e l  

egg-crate cores. 

duces the  mult ipl icat ion f ac to r  of the  equilibrium xenon core by only 

Ak = 0.0008. 

The xenon peak occurs about 4 h r  a f t e r  shutdown and r e -  

According t o  the  CANDLE calculat ions,  4.2 w t  % U235-enriched core I 

f u e l  should last  about twice as long i n  a Zircaloy egg c ra t e  as i n  a s t a in -  

l e s s  s t e e l  egg cra te ;  however, t o  maintain the  same shutdown margin with 

the  cen t r a l  rod stuck out of the  core as i s  now present i n  the  s t a i n l e s s  

s t e e l  egg-crate core would require reducing the  f u e l  enrichment t o  about 

3.86 w t  % U235 i n  a Zircaloy egg-crate core. 

4.9 t o  estimate the  i n i t i a l  hot r e a c t i v i t y  f o r  t h i s  enrichment and using 

the  slope of the  burnup curve (Fig. 4.10), such a core i s  estimated t o  
have a r e a c t i v i t y  l i f e t ime  about 0.9 full-power years longer than t h a t  

of t he  4.2 wt % U235-enriched f u e l  i n  a s t a i n l e s s  s t e e l  egg-crate core. 

Using the  r e s u l t s  of Fig.  

S t ruc tura l  Analysis of Containers (T. D. Anderson, L. R. Shobe) 

S t ress  analyses have been made of the  present s t a i n l e s s  s t e e l  con- 

and core I1 f u e l  e l e -  t a i n e r  assembly both with core I f u e l  elements6.c 

ments8 in s t a l l ed .  

mine t h e  Zircaloy fuel-element container w a l l  thickness required t o  main- 

t a i n  s t ruc tu ra l  i n t e g r i t y  and t o  l i m i t  def lect ions of t h e  container w a l l s  

so as  not t o  i n t e r f e r e  with control  rod motion or coolant flow around the  

f u e l  elements. 

t he  reactor  system, consideration w a s  given t o  container requirements which 

may be imposed by fu ture  reac tor  f u e l  elements. It was,  of course, impos- 

s i b l e  t o  guess the  form of fu ture  f u e l  elements; however, it appeared t h a t  

the  two types of f u e l  elements already i n  existence (core I and core 11) 

An addi t ional  s t r e s s  analysis  w a s  performed t o  de te r -  

Since the  f u e l  container assembly i s  a permanent pa r t  of 

6T. A. Hughes and D. L. Mayer, The S t r e s s  and Deflection Character- 
i s t i c s  of N. s. SAVANNAH Fuel Element Containers Due t o  Internal-to-External 
Pressure Dif fe ren t ia l s ,  Trans. Am. Nuc. SOC., 4(1): 15 (1961). 

Report No. ESI -3 (a) (b ) -1, April 1960. 

Report No. ESI-3(a)(b)-2, May 1960. 

7Structural  Analysis of Fuel Container Assembly - F i r s t  Core, Ebasco 

'Structural  Analysis of Fuel Container Assembly - Second Core, Ebasco 
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were su f f i c i en t ly  d i f f e ren t  t o  be representat ive of possible fu ture  de- 

signs. 

For purposes of t h i s  analysis,  it w a s  assumed that the  reac tor  would 

operate a t  t h e  design power of 69 Mw (thermal) f o r  20 years and a t  130% 
of design power f o r  short  periods. 

coolant pumps w a s  considered, although the  former condition w a s  assumed 

t o  occur infrequently.  

Operation w i t h  e i t h e r  two or four  

Coolant flow through the  reac tor  gives r ise  t o  pressure d i f f e r e n t i a l s  

between the  ins ide  of the fuel-element containers and the  cont ro l  rod chan- 

nels .  

Pressure and flow da ta  for t h e  reac tor  have been reportedg by Babcock & 

Wilcox. 

vesse l  and tes ts  on a fu l l - s i zed  element. 

The diagram of Fig.  4.11 shows the  flow paths through t h e  reac tor .  

These data  were obtained from t e s t s  on a scale model of the  reac tor  

This pressure-drop information, 

'Don M. Bylund, Nuclear Merchant Ship Reactor Project,  Survey of the  
Reactor and Control Drive System Research and Development Program, BAW- 
1153-1, August 1959. 
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which w a s  given f o r  t he  o r ig ina l  

design flow r a t e  of 8 million 

pounds per hour, w a s  scaled-up 

by the square o f  the flow r a t e  

t o  correspond t o  a reac tor  flow 

r a t e  of 9.2 mil l ion pounds per 

hour. The la t ter  f igure  i s  the 

maximum flow-rate w i t h  no by pass 

holes i n  the  upper g r id  p l a t e .  

The adjusted pressure differen-  

t i a l  curves a re  shown i n  Fig.  

4.12, both f o r  two- and four- 

pump operation. 

The various ship motions 

which were considered f o r  normal 

operation of the NS SAVANNAH are 

the  following : 

1. 30-deg roll with a 14-sec 

period, 

7-deg p i t ch  with a ?-see 

period, 

2. 

3. fo re  and a f t  accelerat ion of 

0.25 g, 

l a t e r a l  heave of 0 .7  g, 

v e r t i c a l  heave of 0.3 g. 

4. 
5. 

It w a s  considered t h a t  any or 
a l l  these motions could occur 

simultaneously; thus, i n  com- 

bining stress or deflect ions,  no c red i t  w a s  taken f o r  forces  act ing i n  

opposite d i rec t ions .  

the  unusual circumstance of the  ship lying on i t s  s ide w i t h  a v e r t i c a l  

heave of 2 g w a s  considered. 

I n  addition t o  the  normal conditions outlined above, 

It w a s  obvious that the 30-deg roll w i t h  simultaneous 0.7-g la teral  

heave (assumed t o  be normal t o  the  sh ip ' s  longi tudinal  v e r t i c a l  plane of 
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symmetry} and 0.3-g v e r t i c a l  heave would cons t i tu te  t h e  most severe normal 

operating condition. Consequently, t h i s  w a s  t he  only normal operating 

condition examined. Further, i n  considering the  loading of the  f u e l  e l e -  

ments, it appeared t h a t  t he  more f l ex ib l e  core I1 f u e l  element would pre- 

sent  t h e  worst loading condition at  the  core  mid-plane. 

i s  a l a rge r  pressure loading a t  the  top  of t he  fuel-element containers 

t h a t  may make t h i s  a more c r i t i c a l  area when the  core I f u e l  elements a r e  

considered. This i s  being investigated.  The loadings at the  core mid- 

plane on a container with core I1 f u e l  elements are t h e  following: 

However, there  

Ship Motion 
Load 
(W 

30-deg roll, 0.7-g l a t e r a l  heave, 513 

Ship on side, 2-g v e r t i c a l  heave 1140 
0.3-g v e r t i c a l  heave 

It w a s  f e l t  t h a t  t h e  temperature d i f f e r e n t i a l s  i n  the  assembly would 

induce bowing and s t r e s ses  of s ign i f icant  magnitude i n  the  spacer bars. 

A t heo re t i ca l  analysis  t r ea t ing  the  spacer bars as beams on e l a s t i c  founda- 

t i ons  showed, however, t h a t  t he  maximum stress w a s  less than 500 p s i  and 

t h a t  t h e  maximum deflect ion w a s  extremely s m a l l .  

induced stresses and def lect ions were ignored. 

Therefore temperature 

Three d i f f e ren t  models were considered i n  determining the  stresses 

and def lect ions from beam ac t ion  of t he  fuel-element containers.  

t he  en t i r e  assembly of 32 containers (with the  weight but not the  

strengthening e f f ec t  of the  separator bars considered) was treated as a 

simply supported, bu i l tup  beam. Second, a s ingle  fuel-element container 

w a s  considered as a propped cant i lever  beam. 

a s ingle  fuel-element container act ing as a simply supported beam. 

the  l a t te r  model w a s  t he  most conservative, the  single container t r e a t e d  

as a simple beam was  chosen f o r  dealing with deflect ions and stresses from 

beam act ion.  

of 2 g, t he  following quant i t ies  were calculated f o r  91-mil-thick con- 

t a i n e r s  : 

F i r s t ,  

The t h i r d  model w a s  t h a t  of 

Since 

With the  ship on i t s  s ide and subjected to a v e r t i c a l  heave 

1 -  

I 
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Axial bending s t ress ,  p s i  3000 
Maximum deflection, i n .  0.033 
Shear stress, p s i  463 

As may be seen, beam act ion i s  not an important consideration i n  the  fue l -  

element container design. 

For determining the  s t r e s ses  and def lec t ions  from p la t e  act ion i n  

t h e  s ides  of t h e  containers, two columns of containers were considered. 

These two columns along with the  assumed a t t i t u d e  of t he  ship are shown 

i n  Fig. 4.13. 

2 cons is t s  of four  third-pass  containers w i t h  second-pass containers at  

top  and bottom. 

n a l  pressure (at mid-height) of 7 ps ig  (see Fig. 4.12), and t h e i r  l e f t  

faces  receive no support from an adjacent container.  

t h e  upper corners were, therefore,  assumed f o r  column 1 i n  order t o  allow 

Column 1 cons is t s  of second-pass containers only, and column 

The second-pass containers are  a l l  subjected t o  an i n t e r -  

Simple supports at  

Fig.  4.13. Orientation of NS 
i n  Analyzing St resses  Arising from. 

UNCLASSIFIED 
ORNL-LR-DWG 64515 
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SAVANNAH Fue 1 -Element Containers Used 
P la t e  Action. 
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t h e  s ides  of t h e  containers t o  de f l ec t  f r ee ly .  

a re  subjected t o  an i n t e r n a l  pressure (at mid-height) of 4 psig and each 

i s  supported by an adjacent container on every s ide ,  Furthermore, t he  

supports are such t h a t  t he re  should be l i t t l e ,  i f  any, ro t a t ion  a t  the  

supports; thus, f ixed supports were assumed on t h e  third-pass  containers.  

The r i g h t  supports of t he  second-pass containers a t  t h e  top  and bottom of 

column 2 a re  likewise g rea t ly  f ixed against  ro t a t ion  by adjacent cans, 

while the  l e f t  s ides  a re  f r ee .  The second-pass containers i n  column 2 
were assumed t o  be simply supported a t  the  midpoints of t h e i r  s ides .  

intermediate containers or frames i n  a given column were assumed t o  be 

iden t i ca l  i n  loading, s t resses ,  and def lect ions.  Based on the  above con- 

s iderat ions,  t he  two models shown i n  Fig.  4.14 were chosen f o r  the r ig id -  

frame analysis .  

The third-pass  containers 

All 

Examination of the  s t r e s ses  i n  the models shown i n  Fig.  4.14 required 

analyses of th ree  basic  r i g i d  frames. 

i n  Fig.  4.15. The frames were analyzed by the  slope-deflection method. 

The r e s u l t s  indicated t h a t  t he  most severe s t r e s s  condition f o r  i n t e r i o r  

w a l l s  exis ted i n  the  bottom side of the top  fuel-element container i n  the  

column-2 model (see Fig.  4.14). 
Zircaloy of 17 000 p s i  (~1/3 of the ult imate t e n s i l e  s t rength) ,  t he  re- 
quired container-wall thickness w a s  found t o  be 0.140 i n .  

ness t h e  maximum def lec t ion  of an i n t e r i o r  w a l l  would be about 0.080 in .  

These quant i t ies  were computed f o r  the  previously defined worst normal 

operating condition. For the  unusual ship-on-its-side condition, the maxi- 

mum s t r e s s  and def lect ion f o r  an i n t e r i o r  w a l l  would be 22 000 p s i  and 

0.101 in . ,  respectively; these values are applicable a t  the core midplane 

with core 11-type f u e l  elements. 

These three  basic  frames a re  shown 

Using a design stress f o r  20% cold-worked 

With t h i s  th ick-  

Since the  fuel-element containers w i l l  be subjected t o  an a l t e rna t ing  

s t r e s s  a r i s ing  from ship motion, a fa t igue  analysis  w a s  performed. The 

r e s u l t s  f o r  containers with 140-mil w a l l s  indicated t h a t  fa t igue f a i l u r e s  

would not occur i n  t h e  i n t e r i o r  w a l l s  even w i t h  continuous 30-deg r o l l i n g  

of the  ship f o r  20 years.  

I -  

I 

i -  
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Fig. 4.14. Container Assembly Models Used i n  Analyzing St resses  from 
Pla te  Action of NS SAVANNAH. Fuel-Element Containers. 

The invest igat ion i s  not complete, but it i s  known t h a t  t he  ex te r io r  

w a l l s  of the  per ipheral  fuel-element containers require  addi t iona l  support 

i f  the s t r e s s  i n  the  w a l l s  and the w a l l  thickness a re  t o  be held t o  17 000 

p s i  and 0.140 in . ,  respectively.  I n  addition, it appears t h a t  some desigq 

changes of t h e  upper flow nozzles and of the  main braces near t he  top  of 

t he  core may be required i n  order t o  provide the  pos i t ive  support con- 

s i s t e n t  with t h e  simply-supported-beam assumption and t o  hold shearing 

s t r e s ses  i n  the  f u e l  containers t o  an acceptable leve l .  

66 t 
“ I  



. 
I .  

UNCLASSIFIED 
O R N L - L R - D W G  64517 

:I 
CASE I 

a a 

L - L - i 2 2 

CASE I1 

Q Q 

CASE I11 

Fig. 4.15. Basic Rigid-Frame Models Used i n  S t r e s s  Analysis of NS 
SAVANNAH Fuel-Element Containers. 

Compatibility (C .  L. Whitmarsh, T .  D. Anderson) 

It i s  desired t h a t  the  fuel-element container assembly, l i k e  other  

permanent pa r t s  of t h e  reac tor  system, have a useful  l i f e  of about 20 
years.  

vice i n  t h e  core of t he  N S  SAVANNAH on the  basis of a l i t e r a t u r e  survey 

of bas ic  propert ies  of the  materials, an evaluation of the  water chem- 

i s t r y ,  lo  and operating experience of ex is t ing  pressurized-water reactors .  

Corrosion r a t e s  applicable t o  exposure conditions i n  the  

Both Zircaloy-2 and -4 were therefore  evaluated f o r  long-term ser -  

Corrosion. 

core of t he  N S  SAVANNAH are  l i s t e d  i n  Table 4.1. 
i s  adherent, specimen weight gain i s  considered indicat ive of corrosion 

r a t e .  Since the  N S  SAVANNAH core i n l e t  and ou t l e t  water temperatures are  

495 and 520"F, respectively,  corrosion calculat ions were based on a bulk 

water temperature of 550°F f o r  conservative design purposes. Other con- 

d i t i ons  such a s  flow r a t e  and w a t e r  chemistry are  not expected to s i g n i f i -  

can t ly  a f fec t  t h e  corrosion r a t e .  

t o  fast  neutrons w i l l  increase corrosion, but the  magnitude of t he  e f f e c t  

i s  uncertain; increases up t o  a f ac to r  of 5 have been obtained with two 

o r  th ree  being a more probable value. 

Since the corrosion f i l m  

Experimental data indicate  t h a t  exposure 

lac.  L. Whitmarsh, Water Chemistry i n  the  N. S. SAVAIINAH Reactor - 
Effect  of a Core Component Change from 304 Sta in less  S tee l  t o  Zircaloy-4, 
OWL-CF-61-1-109, January 20, 1961. 
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Table 4.1. Corrosion Rate of Zircaloy-2 i n  S ta t i c ,  

Neutral Water a t  550°F 

Source Comments 

Lustman and Kerze" 0.95 tmom7' Pre t rans i t ion  r a t e ;  tes ts  up t o  1000 
(t i n  days) days did not show t r a n s i t i o n  

K A P L ~  

Chalk RiverC 

<o. 02 Tests  a t  600°F showed r a t e  of 0.02; 
lower temperature t e s t s  not r e -  
ported 

lower temperature t e s t s  not re- 
ported 

<O .03 Tests  at 572°F showed rate of 0.03, 

Zircaloy propert ies  0.015 Extrapolation of averaged da ta  from 
l i t e r a t u r e  survey several  sources correlated i n  a 

1/T p lo t  

Predictions of long-term corrosion show a considerable spread of data 

when the  rates from Table 4.1 are  p lo t ted  (Fig. 4.16). 

r a t e  indicated would r e s u l t  i n  a weight gain of only 220 mg/dm2 i n  20 

years, or a metal penetration of 0.4 mils on each exposed surface.  

f ac to r  of 5 were applied t o  this to account for r ad ia t ion  e f f ec t s ,  t h e  

maximum t o t a l  corrosion wouLd be 1200 m g / d m 2  or 2 m i l s  pe r  surface.  

f igures  indicate  sa t i s fac tory  corrosion res i s tance .  

However, t he  highest  

If a 

These 

These predict ions of corrosion behavior are based on no external  e f -  

fec ts ,  f o r  example, f r e t t i n g  or wear or both,  Each time t h e  protect ive 

oxide f i l m  i s  mechanically removed or broken ( r e su l t  of f r e t t i n g  or wear), 

it i s  replenished by react ion between the  water and t h e  exposed surface 

of Zircaloy, thereby causing an accelerated corrosion r a t e .  Resistance of 

Zircaloy t o  f r e t t i n g  and wear i s  uncertain; experimental da t a  from d i f -  

fe ren t  sources and reac tor  operating experience give conf l ic t ing  r e s u l t s .  

"B. Lustman and F. Kerze, The Metallurgy of Zirconium, p. 622, McGraw- 

bA. B. Riedinger, Corrosion Behavior of Zircaloy, Thesis, Union 

H i l l  Book Co., New York, 1955. 

College (May 1958). 

Relating t o  t h e  Design St ress  of CANDU Pressure Tubes, CRMet-937 (June 1960). 

C E. C .  W.  Perryman, AReview of Zircaloy-2 and Zircaloy-4 Propert ies  



EXPOSURE TIME (days) 

Fig. 4.16. Long-Term Corrosion Behavior of Zircaloy-2 i n  Water at 
550°F. 

Zirconium i s  known t o  have poor res is tance t o  f r e t t i n g  corrosion, 

and experiments have indicated t h a t  t h e  corrosion r a t e  of Zircaloy-2 i n  

water w i l l  be increased i f  f r e t t i n g  occurs. However, in-reactor  service 

experience with Zircaloy-2 has indicated t h a t  accelerated corrosion rates 

resu l t ing  from f r e t t i n g  a re  short-l ived and the  e f f ec t  on over -a l l  cor- 
11 rosion behavior i s  minor. 

Continued use of Zircaloy i n  reac tors  and t he  absence of any corrosion 

problems a t t r i bu ted  t o  f r e t t i n g  or wear during in-reactor  service would 

lead one t o  bel ieve t h a t  t h i s  i s  not a serious problem. However, the pos- 

s i b i l i t y  of accelerated corrosion from f r e t t i n g  and wear must be recognized, 

since conclusive evidence i s  not avai lable .  

Hydrogen Absorption. Hyflrogen absorption w i l l  probably be the  l i m i t -  

ing service condition f o r  Zircaloy i n  the  N S  SAVANNAH. 
l a t i o n  of hydrogen i n  Zircaloy p l a t e s  exposed t o  NS SAVAITNAH core condi- 

t i ons  w a s  calculated,  and the  r e s u l t s  are presented i n  Fig.  4.17. 

Long-term accumu- 

The 

. 

"E. C. W. Perryman, A Review of Zircaloy-2 and Zircaloy-4 Propert ies  
Relating t o  t h e  Design St ress  of C m U  Pressure Tubes, CRMet-937, June 
1960. 
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Fig. 4.17. Predicted Hydrogen Pickup of Zircaloy P la t e s  of Several 
Thicknesses i n  the  NS SAVANNAH Reactor Core. 

assumptions and conditions on which the  ca lcu la t ions  were based were the  

following: 

1. The average temperature of t he  Zircaloy during reac tor  operation 

would be i n  the  range 500 t o  550°F. 

2. The i n i t i a l  hydrogen concentration i n  the Zircaloy would be 25 

PPm. 
3.  All t he  Zircaloy would be corrosion t e s t ed  p r i o r  t o  use and would 

have a corrosion weight gain of 10 mg/dm2. 

4. Hydrogen pickup of Zircaloy-2 would be 30% of theo re t i ca l  during 
corrosion t e s t i n g  and 100% during reac tor  service.  11 

5. 

a1oy-2. 

6. 

reactor  service and would occur on both surfaces of the p la tes .  

7. 

Hydrogen pickup of Zircaloy-4 would be one-third that of Zirc- 

The average corrosion rate would be 0.03 mg/dm2 per day during 

The e f f ec t  of dissolved hydrogen i n  the  water would be negl i -  

g ib le .  

8 .  
negl igible .  

Redis t r ibut ion e f f e c t s  of thermal and s t r e s s  gradients  would be 

The data  i n  Fig. 4.17 indicate  t h a t  t he  s o l u b i l i t y  limit f o r  hydrogen 

i n  Zircaloy at  550°F i n  the  N S  SAVANNAH w i l l  be exceeded i n  20 years for 
Zircaloy-4 p l a t e s  less than 160 m i l s  th ick .  Thus, i f  t he  conservative 

1 . 
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approach of using so lub i l i t y  l i m i t  as the  maximum permissible concentra- 

t i o n  i s  taken, only p l a t e s  of Zircaloy-4 which a re  grea te r  than 160 m i l s  

th ick  would be acceptable f o r  20-year service.  

-4 a t  500°F none of t he  thicknesses considered would be adequate; however, 
it should be noted tha t  these calculat ions were conservative from the  

standpoint of corrosion r a t e ,  maximum i n i t i a l  hydrogen content, and 

hydrogen-absorption r a t e .  If only one of these fac tors ,  for example, cor- 

rosion r a t e ,  were assumed t o  have a more r e a l i s t i c  value (0.015 mg/dm2 

per  day), the  Zircaloy-4 p l a t e  thickness could be reduced t o  100 m i l s  and 

s t i l l  be wel l  below the so lub i l i t y  l i m i t  a t  550°F f o r  20-year service;  and 
p l a t e s  grea te r  than 140 m i l s  th ick  would be below the  500°F so lub i l i t y  

l i m i t .  It i s  doubtful that the  use of Zircaloy-2 f o r  20-year service 

could be j u s t i f i e d  w i t h  respect t o  the  s o l u b i l i t y  l i m i t  acceptance c r i -  

t e r i o n  within the  range of conditions and p l a t e  thicknesses studied. 

For both Zircaloy-2 and 

When evaluating t h i s  information, t he  high degree of uncertainty i n -  

volved i n  the  calculat ions must be considered. Invest igators  s t i l l  do not 

have a fundamental understanding of t he  mechanism of hydrogen pickup; and, 

i n  addition, avai lable  da ta  are  by necessi ty  obtained from r e l a t i v e l y  short-  

term tes t s .  

t o r s  i s ,  of course, nonexistent. Another uncertainty l i e s  i n  es tab l i sh ing  

a maximum permissible l eve l  f o r  hydrogen concentration. The s o l u b i l i t y  

l i m i t  i s  probably a lower l i m i t  f o r  an acceptance c r i t e r ion ,  since e f f e c t s  

of hydrogen on mechanical propert ies  of Zircaloy a re  apparently not pro- 

h ib i t i ve  a t  concentrations less than 500 ppm. 

formation, it seems l i k e l y  that, r e l a t i v e  t o  hydrogen absorption, Zircaloy- 

4 fuel-element containers would be su i tab le  f o r  long-term service i n  the  

N S  SAVPJ'I'NAH reactor .  

Long-term experience i n  operation of pressurized-water reac- 

Based on the  avai lable  in -  

Corrosion-Product Activity.  I n  any pressurized-water reac tor  an ac- 

cumulation of corrosion products (crud) occurs i n  the  primary system. 

s i t i o n  of th i s  crud i n  low-velocity regions c rea tes  problems of low heat 

t r ans fe r  and high rad ia t ion  leve ls .  

formation of corrosion products, t ransport  of these corrosion products, 

and ac t iva t ion  of ce r t a in  isotopes.  

shown t h a t  most of t h e  long-lived a c t i v i t y  i n  crud can be a t t r i bu ted  t o  

Depo- 

The crud problem i s  dependent on the 

Experience with ex is t ing  reac tors  has 

.. 
I 

4 
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C d 8  and Co60, which a re  produced by the  react ions N i " ( n , p ) C ~ ~ ~  and 

c059 (n, y )COG O, respect ively . 
Radiochemical analyses of crud samples from two pressurized-water 

reac tors  are  l i s t e d  i n  Table 4.2 (see a l s o  chap. 3, t h i s  report ,  f o r  da ta  

on crud a c t i v i t y  of t he  OFB Pressurized-Water Loop). Even though t h e  FWR 

contains Zircaloy-clad f u e l  elements, g rea te r  than 56% of i t s  a c t i v i t y  i s  

from cobalt  isotopes.  

s ign i f icant  source of C 0 5 8  or Co60. 

s t e e l  contains 8 t o  12% nickel  and 50 t o  100 ppm cobal t .  

of crud samples show the  major component (80 t o  95%) t o  be i ron  as Fe304. 

Compared with s t a i n l e s s  steel, Zircaloy i s  not a 

Reactor-grade type 304 s t a in l e s s  

Chemical analyses 

Table 4.2. Relative Crud Act iv i t ies  i n  
Pres  suri zed-Water Reactors 

Long-Lived Act ivi ty  
(% of t o t a l  a c t i v i t y  after 1400 

Nuclide e f fec t ive  full-power hours) 

SM-1 PWR 

c 0 5 ~  
cr5' 
~ r 9  5 
Fe5' 
H f 1 8 1 ( 1 7 5 )  

Mn5 4 

Total 

10.8 39.2 
58.0 16.9 
13.5 14.8 

6.5 
13.8 12.1 

5.1 
3.9 5.4 

100.0 100.0 

On the  basis of t h i s  information, it appears t h a t  increasing the  

amount of Zircaloy exposed t o  the  primary coolant (with consequent reduc- 

t i o n  of s t a i n l e s s  s t e e l )  would tend t o  decrease the  primary system ac- 

t i v i t y  resu l t ing  from crud. However, since t h e  fuel-element containers 

do not cons t i tu te  t h e  major portion of t he  primary system surface area,  

changing t h i s  component t o  Zircaloy i s  not l i k e l y  t o  have a pronounced 

e f f ec t  on crud a c t i v i t y .  
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Fabrication ( T .  D .  Anderson, E.  A. Wick) 

I n  performing other s tudies  on Zircaloy fuel-element containers, it 

w a s  t a c i t l y  assumed that the  design of t h e  Zircaloy containers would be 

subs tan t ia l ly  the  same as t h a t  of t he  present s t a i n l e s s  s t e e l  containers;  

t h a t  i s ,  the  change t o  Zircaloy could be accomplished by a simple subst i -  

t u t ion  of Zircaloy f o r  s t a in l e s s  s t e e l  with, perhaps, some increase i n  

metal volume. 

a Zircaloy fuel-element container assembly could be fabricated using the  

s t a in l e s s  s t e e l  design. I n  order t o  resolve t h i s  question, t he  fabr ic -  

a b i l i t y  of Zircaloy w a s  studied. The in t en t  of t h i s  study w a s  not t o  de- 

t a i l  a step-by-step fabr ica t ion  procedure; ra ther ,  the  purpose w a s  t o  

determine whether the  fabr ica t ion  of the container assembly would involve 

anything new i n  Zircaloy technology. 

Zircaloy technology, there  would be no outstanding d i f f i c u l t i e s  i n  f a b r i -  

cat ing the  Zircaloy containers.  

The v a l i d i t y  of t h i s  assumption depended on whether or not 

It w a s  concluded that,  using present 

Economics ( C .  L. Whitmarsh, T.  D.  Anderson) 

Since the  incentive f o r  considering the  use of Zircaloy fuel-element 

containers w a s  improved economics, a fuel-cycle cos t  analysis  was per- 

formed. I n  order t o  evaluate the  cost  savings resu l t ing  from the  Zircaloy 

subst i tut ion,  it w a s  f i r s t  necessary t o  e s t ab l i sh  a steady-state fue l -  

cycle cost  f o r  a reference core. 

S-420, consisted of core I-type f u e l  elements (one-zone U235 enrichment 

of 4.2 wt $) i n  s t a in l e s s  s t e e l  fuel-element containers.  

The reference core, designated as Case 

The t o t a l  fuel-cycle cost  i s  composed of t he  sum of various cost  com- 

ponents. These cost  components a re  diagrammed i n  Fig. 4.18. The e s t i -  

mated fuel-cycle cos ts  f o r  the  reference core are  given i n  Table 4.3. 

Zircaloy fuel-element containers can be u t i l i z e d  t o  reduce fue l -  

cycle cos ts  by e i ther  increasing core l i f e t ime  or decreasing enrichment 

(keeping l i f e t ime  constant) .  

these two approaches, a cost  analysis  of th ree  d i f f e ren t  Zircaloy-con- 

ta iner-core cases w a s  made. A summary of the  estimated cost  reduction 

f o r  the  Zircaloy fuel-element container cases i s  given i n  Table 4.4. 

I n  order t o  examine the  r e l a t i v e  merits of 
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Fig.  4.18. Fuel Cycle Flow Chart. 

Table 4.3. Reference Core Estimated Fuel-Cycle Costs 

c o s t s  

$/core $/yeara mills/shp-hr 

Fabrication 958,900 458,800 3.9 
Net f u e l  burnup 309,000 147, 800 1.3 
Reprocessing 582,800 278,900 2.4 
Uranium use charge 320,400 153,300 1.3 
Working c a p i t d  i n t e r e s t  161,000 77,030 0.6 

- 
Total  2,332,100 1,115,830 9.5 
a Core l i f e t ime  i s  1.4 full-power years; assumed load f ac to r  i s  

0.67. 

The cost  saving for Case Z-420 shows the  e f f e c t s  of the  d i r e c t  sub- 

s t i t u t i o n  of Zircaloy for s t a in l e s s  s t e e l .  The r e s u l t s  ind ica te  t h a t  a 

reduction i n  t o t a l  fuel-cycle cost  of about 37% could be rea l ized  for 
t h i s  case. 

down safety,  Thus it appears tha t  d i f f e ren t  control  rods or a burnable 

poison would be necessary before the  indicated cost  savings could be 

achieved i n  prac t ice .  

However, Case 2-420 i s  somewhat marginal w i t h  respect t o  shut- 



Table 4.4.  Cost Reductions Resulting from Subst i tut ing Zircaloy 
f o r  S ta in less  S tee l  i n  Fuel Element Containers 

b 

Cost  Reduction Based on Reference 
Case S-420" ($) 

Case Z-420b Case Z-386c Case Z-33gd 

Cost Component 

Fabric a t  ion 53 41 9 
Net f u e l  burnu-p 2 2 2 
Reprocessing 53 41 7 
Uranium use charge 7 1 5  26 
Working cap i t a l  i n t e r e s t  2 5 9 
Total  f u e l  cycle 37 30 10 

a Case S-420: 

2-420: 

Case 2-386: 

reference case, core I-type f u e l  elements (uniform. 

same as reference case except. Zircaloy containers;  

core I-type f u e l  elements (uniform U235 enrichment 

U235 enrichment of 4.2 wt $) i n  s t a in l e s s  s t e e l  containers.  

lifetim,e, 3.0 full-power years.  

of 3.86 w t  $) i n  Zircaloy containers; enrichment adjusted t o  give 
same shutdown margin w i t h  cen t r a l  rod out as reference case; l i fe t ime,  
2.3 full-power years.  

dCase 2-338: core I-type f u e l  elements (uniform. ~ 2 3 5  enrichment 
of 3.38 wt $) i n  Zircaloy containers;  enrichment adjusted t o  give 
same 1ifetim.e as reference case (1.4 full-power years) .  

C 

Case 2-386 could be controlled with the  present cont ro l  rods and 

without t h e  use of burnable poisons. The estimated fuel-cycle cost  re- 

duction for t h i s  case i s  30%. This cost  reduction i s  brought about by 

both an increase i n  l i f e t i m e  and a reduction i n  enrichment r e l a t i v e  t o  

t he  reference core.  Extension of lifetime is ,  however, the  more important 

e f f e c t .  

The economic e f f ec t  of u t i l i z i n g  Zircaloy containers t o  reduce en- 

richment (keeping l i fe t ime constant)  i s  w e l l  i l l u s t r a t e d  by Case 2-338. 

Decreasing the  enrichment from 4.2 t o  3.38 w t  $ U235 r e s u l t s  i n  a fwl-  

cycle cost  savings of 10%. Although substant ia l ,  t h i s  cost  reduction does 

not compare favorably with savings f o r  the  other  cases. This demonstrates 

tha t  increasing l i fe t ime i s  the  more prof i tab le  approach t o  reducing fue l -  

cycle cos ts  for t he  N S  SAV,UJNAH. 
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Unfortunately, fuel-cycle cost  s tudies  a r e  somewhat unrel iable  be- 

cause of t h e  large number of uncer ta in t ies  i n  the  various cos t  components. 

I n  t h i s  analysis,  core fabr icat ion cost  data were based on average cos ts  

from AEC sources, suppliers,  and manufacturers; t h i s  approach w a s  neces- 

sary because no information w a s  avai lable  on fabr ica t ion  cos ts  f o r  N S  

SAVANNAH f u e l  elements. 

AEC, but they a re  based on a hypothetical  p lan t ;  there  i s  some uncertainty 

as t o  whether these cos ts  are r e a l i s t i c .  The estimated f u e l  burnup cost  

depends on burnup calculat ions t h a t  a re  not completely reliable. 

t ion ,  t he  estimated load f ac to r  (0.67) i s  obviously a guess, since ex- 

perience with nuclear-powered merchant vessels  does not e x i s t .  

seen, t he  absolute cost  f igures  given i n  Table 4.3 are subject t o  ques- 

t i on .  It i s  f e l t ,  however, t h a t  t h e  r e l a t i v e  cost  savings shown i n  Table 

4.4 are  reasonably val id;  th i s  i s  supported by Fig.  4.19, which shows that 

Reprocessing cos t s  have been published by t h e  

I n  addi- 

As may be 

40 
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Fuel-Cycle Cost Savings Resulting from U s e  of Zircaloy Fuel-Element Con- 
t a ine r s  i n  the  N S  SAVANNAH Reactor. 
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t h e  r e l a t i v e  cost  savings a re  r a the r  insens i t ive  t o  changes i n  core fabri- 

cat ion cost  or load f ac to r .  

Core I Lifetim.e Studies 

E. E. Gross B. W. Colston 
M. L. Winton 

Additional l i fe t ime s tudies  were undertaken using the  CANDLE code t o  

inves t iga te  the  e f f e c t s  of various fuel-management schemes on the  burnup 

of an i n i t i a l  two-zone core I (4 .2 w t  $ U235 inner zone, 4.6 wt $ U235 

outer  zone). The schemes examined were (1) switching inner and outer  

f u e l  zones a t  the  end of core 1 burnup, ( 2 )  removing the  burned inner  

zone, replacing it with t h e  burned outer zone, and in se r t ing  a f r e sh  

outer zone, and (3) leaving the  burned core I f u e l  i n  place but  replacing 

t h e  s t a in l e s s  s t e e l  egg c ra t e  with a Zircaloy egg cra te .  Movement of 

burned f u e l  i s  accompanied by the  movement of the associated f i s s i o n  

products, including equilibrium xenon and samarium. 

Calculated r e a c t i v i t y  l i fe t imes  f o r  these schemes are shown i n  Fig.  

4.20. O f  t he  three  fuel-management schemes studied, replacement of the  
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Fig. 4.20. Lifetime Studies of NS SAVANJUH Core I. 
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s t a in l e s s  s t e e l  egg c r a t e  by a Zircaloy egg c ra t e  (scheme 3)  i n  a burned 

core I i s  the  most a t t r a c t i v e  f r o m t h e  point of view of increased reac- 

t i v i t y  l i fe t ime.  The behavior of the scheme 3 r e a c t i v i t y  l i f e t ime  curve 

i s  consis tent  w i t h  t h e  burnup curve obtained f o r  one-zone 4.2 w t  % U 2 3 5 -  

enriched f u e l  i n  a Zircaloy egg c ra t e  (Fig. 4.10). 
Simple switching of the burned zones (scheme 1) provides only an ad- 

d i t i o n a l  seven months of core l i f e  and appears t o  be the  least a t t r a c t i v e  

of the  fuel-management schemes. The i n i t i a l  curvature i n  the r e a c t i v i t y  

l i f e t ime  curve f o r  scheme 1 i s  the  r e s u l t  of t he  difference between the  

equilibrium xenon and samarium concentrations before and a f t e r  the  switch 

i s  made. 

Addition of half a fresh core (4.6 w t  % U235) t o  the outer zone 

(scheme 2) i s  calculated t o  extend core l i f e  an addi t ional  1.2 years. It 

i s  estimated tha t  an enrichment of 5.65 w t  % U235 i n  the  f r e sh  outer  zone 

would be required t o  obtain a core l i f e  equal t o  tha t  obtainable from an 

exchange of egg-crate mater ia ls  (scheme 3) .  

I n  a l l  the burnup calculat ions reported above, t h e  f i s s i o n  products 

were characterized by a s ingle  element with an absorpfAon resonance in t e -  

g r a l  of 214 barns and a thermal absorption cross  sect ion of 43 barns a t  

2200 meters/sec.12 It has been customary t o  neglect nonthermal absorp- 

t i o n s  i n  fission-product poisons, mainly because of t h e  sca rc i ty  of ex- 

perimental information on these nuclei .  I n  order t o  t e s t  t h e  e f f ec t  of 

nonthermal absorptions i n  f i s s i o n  products on t h e  calculated l i fe t ime of 

the N S  SAVAPJTJAH core I, another burnup calculat ion w a s  performed using a 

zero resonance absorption in t eg ra l  f o r  t he  f i s s i o n  products. The calcu- 

l a t e d  r e a c t i v i t y  l ifetimes f o r  the  two assumed values of t h e  resonance 

absorption i n t e g r a l  for f i s s i o n  products a r e  compared i n  Fig.  4.21. It 

i s  apparent from Fig. 4.21 t h a t  N S  SAVANNAH-type cores a r e  sens i t ive  t o  

resonance absorptions i n  f i s s i o n  products. 

12E.  A. Nephew Thermal and Resonance Absorption Cross Sections of the  
U233 7 U235, and Pu259 Fiss ion Products, ORNL-2869, January 18, 1960. 
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Fuel Development 

W.  C .  Thurber 

Fuel-Rod Swaging Studies (J. T.  Lamartine) 

Ef for t s  are being made t o  produce high-density U02 f u e l  rods by 

swaging oxides not normally considered sui table  f o r  t h i s  type of compac- 

t i o n  and subjecting these rods t o  postswaging s in te r ing  treatments, since 

it has been reported I37l4 t ha t  U02 can be s intered t o  a high densi ty  a t  a 

r e l a t i v e l y  low temperature i f  t he  i n i t i a l  oxygen-to-uranium r a t i o  i s  on 

"Scott and W i l l i a m s ,  Trans. B r i t .  Geram. Soc., 57: 199 (1958). 

1401in-Matheison Company, Fuel Cycle Development Program F i r s t  Quar. 
Rep. Sept. 30, 1959, NYO-2684. 
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t he  order of 2.2 t o  2.3. I n  order t o  t e s t  t h i s  concept, two oxides which 

had previously been swaged t o  low densi t ies15 were roasted i n  air at 120°C 
for 8 h r  t o  increase the  oxygen-to-uranium r a t i o s  t o  t h e  values given i n  

Table 4.5. 
reduction i n  area.  

s intered i n  flowing tank nitrogen f o r  20 hr at  1200°C. 
Table 4.5, major increases i n  densi ty  occurred during s in te r ing .  

changes were coupled with reductions i n  the  oxygen-to-uranium r a t i o  t o  

near ly  stoichiometric proportions and la rge  decreases i n  surface area. 

A s  might be expected, diametral shrinkage of t h e  U02 i n  the  range 0.040 
t o  0.070 in .  w a s  measured. This la rge  diametral shrinkage suggests t h a t  

an addi t ional  swaging operation would be des i rab le  t o  reduce the  gap be- 

tween f u e l  and cladding. 

The oxides were then swaged i n  t h e  conventional manner t o  55% 
Final ly ,  portions of the  rods with exposed ends were 

A s  indicated i n  

These 

Table 4.5. Property Changes Resulting from. Sinter ing of Swaged UOz 
~~ 

I n i  t i a1 Swaged Sintered" Sintered Sintered 

Uraniwn (% of (% of Uranium Area 
Oxide Oxygen-to- Density Density Oxygen-to- Surface 

Ident i f  i- 
cat ion Rat io  theo re t i ca l )  t heo re t i ca l )  Ratio b 2 / g  1 

~~~~ _ _  

Ceramic 2.225 55.4 90.2 2.002 0.0'73 

High f i r e d  2.324 '71.4 87.8 2.002 0 034 
No. 21 

33-7'72 

Sintered 20 h r  i n  N2  a t  1200"'c. a 

Defective Fuel Rod Testing (J. C .  Griess, W.  C .  Thurber) 

Before unsintered U02 f u e l  can be recommended f o r  use i n  the  N S  

SAVANNAH it w i l l  be necessary t o  know the  behavior of t h i s  mater ia l  i n  

f u e l  rods containing unintent ional  defects .  

s t r a t ed  t h a t  pressed and s intered UOz p e l l e t s  a r e  r e l a t i v e l y  stable i n  

Although it has been demon- 

15J. T .  Lamartine and W .  C .  Thurber, Development of Swaged Sta in less  
S tee l  Fuel Rods Containing U02, ORNL CF-59-10-8, Oct. 12, 1959. 
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I *  

high-temperature water, 16, 

losses  through defect ive cladding would be s ign i f i can t ly  increased i n  

vibratory-compacted or  swaged fue l .  

therefore  i n  progress i n  a circulating-water loop where the  comparative 

losses  of swaged, vibratory-compacted, and pe l le t ized  U02 from f u e l  rods 
w i l l  be determined. 

vibratory-compacted fue l .  

it could be postulated t h a t  corrosion-erosion 

A se r i e s  of out-of-pile t e s t s  a re  

Screening tes t s  have been completed on a l l  but the  

The loop water conditions f o r  t he  tests a re  the  following: tempera- 

tu re ,  275°C; pressure, 1750 ps i ;  velocity,  10 fps ;  pH, neutral ;  oxygen 

content, 3 t o  6 ppm. The 30-in. f u e l  rods are  clad with 0.500-in.-o.d., 

0.035-in.-wall, type 304 s t a in l e s s  s t e e l .  

sample with a 0.013-in.-diam hole and a defect-free cont ro l  sample a re  

simultaneously exposed. The loop i s  per iodical ly  subjected t o  e i t h e r  

isothermal pressure cycles (1000 t o  1750 p s i )  o r  simultaneous pressure- 

temperature cycles (50 t o  1750 p s i  and LOO t o  275°C) and the  uranium con- 

t e n t  of t he  loop water i s  monitored. 

During each t e s t  a defect ive 

The r e s u l t s  of t he  t e s t s  completed thus far  a re  summarized i n  Table 

4.6. It may be observed t h a t  t he  weight changes i n  both the  defect ive 

16J. D. Eichenberg e t  a l . ,  Effects of I r r ad ia t ion  on Bulk U02, WAPD- 

I7J. Bel le  and B.  Lustman, Fuel Elements Conference, Par is ,  November 

183, pp. 76-94, Oct. 1957. 

18-23, 1957, TID-7546, Book 2, p. 500, March 1958. 

Table 4.6. Summary of Results of Corrosion-Erosion Tests on 
Defective U02 Fuel Rods 

As -Te sted Vacuum-DrLed 
Weight Weight Test Ident i f ica t ion  Number Number of 

Pres sure- 
Gain Duration Gain of 

Sample Cycles Cycles (b) (g 1 (g 1 
Type of Pressure Temperature Fue 1 RLEl 

WO . 
1 U02 p e l l e t s  Defective 8 

Control 8 

Control 

Control 

Control 

2A Swaged U02 Defective 

2Ba Swaged U02 Defective 

3 Swaged U02 Defective 

2 133 5.680 0.030 
2 133 0.024 
10 344 2.842 2.758 
10 344 0 

10 313 2.768 2.758 
10 313 -0.010 

10 356 5.940 5.928 
10 356 0.006 

~~ 

?'est 233 w a s  a continuation of t e s t  2A a f t e r  intermediate evaluation. 



and the  control  samples containing U02 p e l l e t s  were e s sen t i a l ly  negl igible .  

For t he  swaged rods, on the  other hand, r e l a t i v e l y  la rge  weight increases 

were noted. The f a c t  t h a t  the  weight changed l i t t l e  a f t e r  vacuum drying 

suggests t h a t  t he  observed changes were a r e s u l t  of oxidation of t he  U02 
t o  a higher oxide ra ther  than moisture pickup. Metallographic examina- 

t i o n s  of the  defective areas a f t e r  the  t e s t s  revealed the  presence of 

small quant i t ies  of material  other than U02. It w a s  impossible t o  iden t i fy  

the  material  by x-ray d i f f rac t ion .  No changes i n  the  uranium content of 

t he  loop water were detected i n  samples taken before and after cycling of 

t h e  f u e l  rods. 

Thermal Expansion Behavior of Swaged Fuel Rods Containing U02 
(F. L. Carlsen, Jr. ) 

The coeff ic ient  of thermal expansion of nine samples of U02 swaged 

i n  type 304 s t a in l e s s  s t e e l  w a s  determined. The difference between the  

coef f ic ien ts  of t he  U02 and the  s t a in l e s s  s t e e l  w a s  determined by meas- 

uring coef f ic ien ts  with the  push rod of the  dilatometer d i r e c t l y  on the  

U02 and then with the  push rod on the  s t a i n l e s s  s t e e l .  The r e s u l t s  of 

these determinations a re  presented i n  Table 4.7. 

As indicated, t he  measurements of samples F through I were made i n  

vacuum ra the r  than i n  helium. 

some oxidation of the U02 i n  samples D and E. For t he  other  samples 

measured i n  helium, a s l i g h t  weight loss,  ind ica t ive  of a sa t i s f ac to ry  

atmosphere, w a s  observed after the  determination. 

This change w a s  made because the re  w a s  

The e f f ec t  of t h e  U02 on the  coef f ic ien t  f o r  t he  s t a i n l e s s  s t e e l  may 

be seen by comparing t h e  coef f ic ien t  measured f o r  sample B with the  push 

rod on the  s t a in l e s s  s t e e l  and t h e  U02 i n  place with t h a t  measured with 

the  U02 removed. For comparison, a coef f ic ien t  of thermal expansion of 

1.0 X 

(95% t heo re t i ca l  dens i ty) .  These r e s u l t s  suggest t h a t  some in te rac t ion  

between the  f u e l  and cladding occurs under isothermal conditions, since 

in./ in.*"C (0 t o  1000°C) has been reported18 for so l id  U02 

l8S. D. Fulkerson, Apparatus f o r  Determining Linear Thermal Expansion 
of Materials i n  Vacuum or Controlled Atmosphere, p. 35, ORNL-2856, Dec , 21, 
1959. 
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Table 4.7. Resul ts  of Measurements of t h e  Coeff ic ients  of 
Thermal Expansion of Samples of U02 Swaged i n  

Type 304 Sta in less  S tee l  

Coefficient of Thermal 
Expansion ( in . / in .  -"C) 

i n  the  Range 
0 t o  1ooo"c 

Push-Rod Atmosphere Po s i t  ion U02 Typea No. 

A 

B 

H 

I 

B 

1 

1 

3 

3 

U02 removed 

uo2 

uo2 

uo2 

uo2 

Stee l  

S t ee l  

S t e e l  

S t ee l  

uo2 
Stee l  

uo2 
Stee l  

uo2 
S t e e l  

S t ee l  

H e l i u m  
Helium 

Helium 
Helium. 

Helium 

Helium. 

Helium 

Vacuum 

V ac uum. 
Vacuum 

Vacuum 
V ac uum. 

Vacuum 
Vacuum 

Helium 

x 10-~ 
1.40 
1.60 
1.56 
1.61 
1.58 

(b) 

(b ) 
1.61 
1.51 
1.74 
1.48 
1.68 
1.49 
1.68 
1.86 

a 1 = Spencer fused and ground. 
2 = Y - 1 2  high f i r e d .  
3 = Mallinckrodt special  dense oxide. 

bU02 oxidized. 

t he  expansion coef f ic ien ts  a r e  intermediate between those of the ind i -  

vidual  mater ia ls .  

Fission-Gas Release from Fused-and-Ground U02 (D.  F. Toner, J. L. Sco t t )  

A s ign i f icant  problem i n  the  design of high-temperature nuclear r e -  

ac tors  i s  the  r a t e  of re lease  of t he  f i s s i o n  gases generated i n  the  f u e l .  

Especially i n  c lad f u e l  elements, excessive re lease  of these gases may not 

only s t r e s s  t h e  cladding but a l s o  reduce the  thermal conductivity a t  the  

I .  83 
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fuel-to-cladding in te r face .  This could cause higher operating tempera- 

tures ,  at tendant increases i n  gas release,  and swelling of the f u e l  m a -  

ter ia l .  

therefore  a s ignif icant  fac tor  i n  evaluating f u e l  mater ia ls .  

The a b i l i t y  t o  r e t a i n  f i s s i o n  gases within t h e  atomic l a t t i c e  i s  

Fission-gas re lease  from nuclear f u e l s  i s  commonly invest igated by 

using the neutron-activation technique. 

i s  b r i e f l y  i r r ad ia t ed  t o  produce t r ace  quant i t ies  of the  f i s s i o n  gases. 

The sample i s  then subjected t o  an out-of-pi le  annealing operation i n  

which the  Xe133 diffuses  out of the  specimen and i s  col lected i n  a char- 

coa l  t r a p  cooled with l i qu id  nitrogen. 

f i s s i o n  gas i s  continuously monitored, and the amount of Xe133 released 

can be calculated.  The t o t a l  amount of Xe133 contained i n  the specimen 

can be determined from the i r r ad ia t ion  exposure measured w i t h  a cobalt  

f l u x  monitor. By appropriate correct ion f o r  decay of Xe133, the  f r ac -  

t i o n a l  re lease  of t h e  gas can be computed as a function of annealing time 

and temperature. 

described i n  d e t a i l . l g  

A specimen of t he  f u e l  mater ia l  

The rad ioac t iv i ty  of t h e  co l lec ted  

The technique and equipment used have been previously 

If di f fus ion  i s  the  pr inc ipa l  mechanism control l ing f iss ion-gas re- 

lease  from the f u e l  material ,  the  f r ac t iona l  re lease  i s  proportional t o  

the square root of the  annealing t i m e ,  and f iss ion-gas-release data are 

bes t  described i n  terms of a release rate parameter, D’, which may be 

calculated from the following equation: 

where 

D‘ = re lease  r a t e  parameter (see-’), 

f = f r ac t ion  of Xe133 released by diffusion, 

t = t i m e  of t he  diffusion-controlled re lease  (sec)  . 
~~~ - 

l9D. F. Toner and J. L. Scott, Study of t h e  Factors Controll ing the 
Release of Xe133 from Bulk UOz, paper presented a t  t h e  Symposium on Radia- 
t i o n  Effects  on Refractory Fuel Compounds, 64th Annual Meeting of t h e  - 
American Society f o r  Testing Ma’cerials, Atlant ic  City, N.  J., June 25-30, 
1961. 
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The re lease  rate parameter, D/, i s  r e l a t ed  t o  t h e  d i f fus ion  coef f ic ien t  

of xenon i n  the  sample (UOz) by the  equation: 

D 
’ DI = - 

a2 

where 

D = t he  diffusion coef f ic ien t  (cm2/sec), 

a = radius  of the  uniform sphere (em). 
The uniform sphere model, which has a l so  been described, suggests 

t h a t  a f u e l  body could be assumed t o  consis t  of spheres of t heo re t i ca l  

densi ty  with the  same surface a rea  per un i t  weight as the  body. For UOz 
with a surface area, S, the  equivalent sphere radius,  a, i s  

3 a = -  
Pas ’ 

where po i s  the  theo re t i ca l  densi ty  of U02. 

I n  order t o  determine Dl‘ f o r  fused-and-ground U02 powder, a possible  

f u e l  f o r  use i n  core I11 of the  NX SAVAI\TI\TAH reactor ,  two neutron-activation 

t e s t s  were run on powder supplied t o  OWL by the  Spencer Chemical Company. 

The powder i s  described below: 

P a r t i c l e  s i z e  -20 t-35 mesh 
Enrichment i n  U2 35 2.05% 
Oxygen-to-uranium r a t i o  2.023 
BET surface a rea  200 cm?/g 

Concentration 
Impuri t i e  s (wt %I 

Al 
B 
Cd 
Cr 
Fe 
m 
N i  
S i  
C 

3.0 x 10-3 
~ 3 . 3  x 
~ 1 . 3  x 

2.4 x 10-4 
2.5 x 

~ 3 . 3  x 
1.8 x 10-4 

a . 6  x 10-4 
1.7 x 10-4 

I -  
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The results of xenon fission-gas-release measurements at 1400 and 
/ 

1600°C are presented in Table 4.8. 
fused-and-ground oxide is of the same order of magnitude 

as reported earlier’ 

bodies used in core I. 
comparable with value s represent at ive of other’ 

samples tested at 1600°C. 

It may be noted that Dl4000~ for the 
see-’) 

for the 92S-dense pressed-and-sintered U02 fuel 
At 16OO0C, D/ for the fused-and-ground U02 is 

pre s sed - and - sintered UO 2 

Table 4.8. Values of the Release Rate Parameter, D’, for 
Neutron-Activated Fused-and-Ground UOz Powder 

Accumulated Accumulated 
Annealing Fraction Temperature Parameter , Time of D’ (see-’) 

(hr) Gas Released 

Annealing Release -Rate 

(“C) 

1400 1.5 
17.5 
19.5 
22.5 

1600 2.0 
3.5 
19.5 
29.5 

x 
3.51 
5.71 
5.79 

5.01 
6.40 

5.91 1.1 x 1o-I’ 

15.0 
16.7 2.7 x 10’’’ 

Preparation of Irradiation Test Specimens for ORR Loop (J. T. Lamartine, 
W. S. Ernst, Jr.) 

As a continuation of the fuel-rod irradiation program in the ORR 

pressurized-water loop, additional experimental assemblies 4, 5, and 6 
have been fabricated.21 

electroless-nickel-plated ferrule spacers, as shown in Fig. 4.22. As- 

semblies 4 and 5 each include one rod with swaged U02 and two rods with 

Each assembly consists of three rods brazed to 

20Maritime Reactor Project Ann. Prog. Rep. Nov. 30, 1960, ORNL-3046, 

21 J. T. Lamartine, Maritime Pressurized-Water Loop Irradiation Ex- 
p. 16. 

periments 4, 5, and 6: 
October 13, 1961. 

Xpecim.en Manufacturing Procedures, ORNL-CF-61-10-29, 

I 
- 1  
. 
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UNCLASSIFIED 
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Fig.  4.22. Fuel Rod Cluster  of the  Type Used i n  ORR Pressurized- 
Water Loop Experiments 4,  5, and 6. 

vibratory-compacted U02, whereas assembly 6 has only rods with vibratory- 

compacted fue l .  

o.d., 0.035-in.-wall, type 304 s t a in l e s s  s t e e l .  

The rods are  19 i n .  long and are  fabr icated of 0.500-in.- 

Although no d i f f i c u l t y  w a s  experienced i n  fabr ica t ing  swaged U02 t o  

90% theore t i ca l  density,  problems were encountered i n  vibratory compacting 

U02 t o  the  specif ied densi ty  of 87% of theore t ica l .  

designated 4-0-1 (2A), t he  U02 w a s  i n i t i a l l y  compacted t o  85% of theo re t i -  

c a l  density,  which i s  2% l e s s  than the  specif ied minimum. 

of the  vibrated U02 i n  t h i s  rod revealed extensive breakup of the  material, 

which g rea t ly  changed the  s t a r t i n g  d i s t r ibu t ion .  The coarse f r ac t ion  w a s  

reduced from 60 wt % of t h e  t o t a l  t o  only about 50 w t  $. 
reloaded with t h e  s t a r t i n g  d i s t r ibu t ion  (60 w t  % -10 +mesh, 15 wt $ -50 
4-100 mesh, and 25 w t  % -200 mesh) u t i l i z i n g  as much previbrated U02 as 

could be obtained f o r  each pa r t i c l e - s i ze  f rac t ion .  

s i ze  f r ac t ion  t h a t  could not be f i l l e d  with previbrated U02 w a s  f i l l e d  

w i t h  unvibrated UOz.  

min, an acceptable densi ty  of 87.2% of t heo re t i ca l  w a s  obtained. 

procedure w a s  employed f o r  preparing a l l  the  vibratory-compacted specimens 

used i n  experiments 4 and 5. 

I n  the  f i r s t  rod, 

A screen analysis  

The rod w a s  then 

The pa r t  of a given 

After compacting t h i s  mixture f o r  an addi t ional  15 

This 

For those rods scheduled f o r  experiment 6, t he  procedure out l ined 

above did not y i e ld  dens i t i e s  i n  excess of 87% of theore t ica l .  

attainment of dens i t i e s  i n  excess of t he  specif ied minimum could be 

achieved by using i n  each s ize  f r ac t ion  only material  which had survived 

a 15-min preliminary vibrat ion under conditions similar t o  those used i n  

t h e  f i n a l  loading. I n  the  f i n a l  v ibra t ion  operation, the  U02 i n  the  f i r s t  

However, 
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two rods (Table 4.9) w a s  compacted on a NAVCO BH 1 5/8-in. pneumatic v i -  

b ra tor  with 90-psi a i r  pressure, and the  U02 i n  the remaining rods w a s  

compacted on a NAVCO BH 2-in. v ibra tor  with 95-psi a i r  pressure, which 

yielded s l i g h t l y  higher dens i t ies .  Each rod w a s  vibrated 5 min with no 

load followed by 10 min with a 176-g load. 

compacted mater ia l  a re  summarized i n  Table 4.9. 

Data on a l l  the vibratory-  

Table 4.9. Bulk Densi t ies  of Vibratory-Compacted U02 
i n  Fuel Rods f o r  Experiments 4, 5, and 6 

Fuel Weight of U02 Vibrated Bulk Density 
Rod No. Enrichment i n  Rod" 

($ $ 3 5 )  (g 1 (g/cm3) ($ of theo re t i ca l )  

4-0-1 (2A) 
4-0-1 (17A) 
4-P-1 (22) 
4 - P - 1  (23) 
5-A-1 ( 4 )  
5-A-1 (24) 
5-B-1 (3) 
5-B-1 (29) 
6-I?-1 (12) 
6-I?-1 (33) 
6-N-1 (16) 
6-N-1 (30) 

1.87 
1.87 
1.12 
1.12 
3.78 
3.78 
4.22 
4.22 
2.85 
2.85 
2.85 
2.85 

373.2 
373.2 
375.0 
374.1 
374.9 
375.2 
375.1 
374.1 
375.9 
375.9 
375.2 
376.3 

9.57 
9.57 
9.66 
9.65 
9.67 
9.65 
9.64 
9.64 
9.60 
9.64 
9.64 
9.66 

~ 

87.2 
87.2 
88.1. 
$8.1 
88.2 
88.1 
88.0 
88.0 
87.5 
88.0 
88.0 
88.1 

% a r t i c l e  s i ze  d i s t r ibu t ion  i s  60 wt $ -10 +16 mesh, 15 w t  % -50 
+lo0 mesh, and 25 w t  $ -200 mesh f o r  a l l  rods except No, 5-A-1 (24), which 
has a d i s t r ibu t ion  of 53.4 wt $ -10 +16 mesh, 6.6 wt $ -16 +50 mesh, 15 
wt $ -50 +lo0 mesh, and 25 wt $ -200 mesh. 

\ No problems w e r e  encountered i n  brazing t h e  three  c lus t e r s  required 

f o r  these experiments. 

t h a t  e lectroless-nickel  deposits on the  rods minimized crud buildup, a 

2-in.-long band of t h i s  mater ia l  w a s  plated a t  midlength on one of t h e  

rods i n  experimental assembly No. 6. 

t h e  brazing operation. 

rad ia t ion  t o  t es t  the  v a l i d i t y  of t he  observation i n  experiment 3. 

Since there  w a s  some indicat ion from experiment 3 

The p la t ing  w a s  then fused during 

This area w i l l  be carefu l ly  examined a f t e r  ir- 

= I  
I 

3 1  
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Fabrication Studies on Vibratory Compaction of Fuel (W. S. Ernst, Jr. ) 

A study w a s  made t o  determine the  pa r t i c l e - s i ze  d is t r ibu t ions  t h a t  

I n  t h i s  work would y ie ld  high bulk dens i t i e s  when vibratory compacted. 

a thorium oxide-3.4 wt % uranium oxide mixture w a s  used because t h i s  ma- 

t e r i a l  w a s  read i ly  avai lable  i n  the  form desired.  The mixture i s  believed 

t o  be quite s i m i l a r  t o  U02 i n  i t s  compaction behavior. Three-particle- 

s i ze  f r ac t ions  (-10 +16 mesh, -70, +lo0 mesh, and -200 mesh) were chosen 

because these f r ac t ions  had been used i n  previous work and some knowledge 

of t h e i r  compacting behavior w a s  avai lable .  

obtained ranged from 67 t o  89% of theo re t i ca l  as shown i n  Table 4.10. 

The mixtures l i s t e d  a re  a l so  p lo t ted  on a ternary diagram i n  Fig.  4.23. 

Most of t h e  m i x t u r e s  t e s t e d  were i n  the  portion of the  diagram representing 

grea te r  than 50% coarse material ,  because previous experience had shown 

t h a t  use of these mixtures would lead t o  high dens i t ies .  

The vibrated bulk dens i t i e s  

Although three- f rac t ion  mixtures give higher dens i t i e s  than two- 

f r ac t ion  systems, they have t h e  disadvantage of requiring a medium-sized 

UNCLASSIFIED 
ORNL-LR-DWG 61593R 

1 100 wt %-IO t16 MESH / \  

I -  

/ 

I O 0  w t  70-70 t IO0 MESH 

Fig. 23. Diagram Showing 

100 w t % - 2 0 0  MESH 

Effect  of Par t ic le-Size Distr ibut ion on 
Vibrated Density of Three-Particle-Size Mixtures of ThOz-3.4 w t  % U02. 
Broken l i n e  encloses approximate area where densi ty  exceeds 88% of t h e  
theo re t i ca l  densi ty ,  The numbers indicate  individual experiments (see 
Table 4.10 f o r  densi ty  va lues) .  
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Table 4.10. Bulk Densit ies Obtained by Vibratory Compacting 
Th02-3.4 wt % U02 Mixtures of Various 

Part ic le-Size Distributions" 

Par t ic le-Size Distr ibut ion (wt % of 
Mixture indicated pa r t i c l e - s i ze  f r a c t i o n )  Bulk 

Vibrated 

No. Densi t ies  
-10 +16 mesh -70 +LOO mesh -200 mesh k/cm3 1 

1 
2 
3 
4 
5 
6 
7 
8 
9 

10 
11 
12 
13 
14  
15  
16 
17 
18 
19 
20 
21 
22 
23 
24 
25 
26 
27 
2% 

100 
90 
75 
75 
70 
70 
65 
60 
60 
60 
62.5 
60 
58 
62.5 
60 
55 
55 
55 
55 
55 
50 
50 
50 
45 
45 
45 
45 

15 

10 

30 
25 
20 
17.5 
15  
15  
LO 

30 
25 
17.5 
10 

30 
25 

45 
30 
15  

10 
10 
25 
20 
30 
35 
10 
15 
20 
20 
25 
27 
27.5 
40 
15 
20 
27.5 
35 
4.5 
20 
25 
50 
10 
25 
40 
55 

100 

6.77 
7.42 
8.32 

8.66 

8.68' 
8.64 
8.69 
8.90 
8.88 
8.85 
8.84 
8.22 
8.62' 
8.89 
8.94 
8.89 
8.58 
8.55 
8.84 
8.73 
8.22 
8.32 
8.74 
8.44 
8.19 
6.72 

8.59b 

8. 74c 

A11 m i x t u r e s  were vibrated i n  NAVCO BH 1 1/4-in. pneumatic v i -  a 
bra tor  w i t h  an a i r  pressure of -90 ps i ;  length of v ibra t ion  run was 
10 min; mater ia l  vibrated was fused ThO2-3.4 w t  % U02; the  rod w a s  type 
304 s t a in l e s s  s tee l ,  19  in .  long, 0.5 i n .  o.d., 0.0.35 i n .  w a l l .  

bAverage of three vibrat ion runs. 
C Average of two vibrat ion runs. 
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f r ac t ion  t h a t  i s  d i f f i c u l t  and expensive t o  obtain.  

s iderat ion,  t he  maximum bulk densi ty  t h a t  could be obtained using the  two- 

pa r t i c l e - s i ze  f r ac t ions  (-10 +16 mesh and -200 mesh) w a s  determined. Den- 

s i t i e s  achieved with these mixtures a re  l i s t e d  a l so  i n  Table 4.10. A p lo t  

of these data c l ea r ly  i l l u s t r a t e s  (Fig. 4.24) the  re la t ionship  between 

densi ty  and pa r t i c l e - s i ze  d i s t r ibu t ion  f o r  t he  two-fraction system. A 

maximum densi ty  of about 87.5% of theo re t i ca l  was obtained using a mixture 

of 70 wt % -10 +16 mesh and 30 w t  $ -200 mesh material .  

being continued, and t h e  e f fec t  of t he  t h r u s t  t o  t he  rod on compaction 

e f f ic iency  i s  being studied. 

crease i n  density can be obtained by increasing the  th rus t .  

I n  view of t h i s  con- 

This work i s  

Preliminary r e s u l t s  show t h a t  a small i n -  

9.00 

8.50 - 
10 
E 
4 8.00 
0 - 
> 

7.50 
z 
w 
7.00 

_I 
3 

6.50 
m 

UNCLASSIFIED 
ORNL-LR-DWG 64592 

0 SINGLE VIBRATION RUN 1 \A 
A AVG OF TWO VIBRATION RUNS 

AVG OF THREE VIBRATION RUNS 3 
6.00 

0 10 20 30 40 50 60 70 EO 90 100 

PARTICLES I N - $ 0  +I6 MESH FRACTION ( w t  %) 

Fig. 4.24. Effect  of Par t ic le-Size Distr ibut ion on the Vibratory- 
Compacted Density of Two-Particle Size (-10 +16 and -200 Mesh) Th02-3.4 
wt % U02 Material. 

I -  

. Par t i c l e - s i ze  d i s t r ibu t ions  containing 4-, 5-, and 7-size f rac t ions ,  

which have been reported by other l a b ~ r a t o r i e s ’ ~ - ~ ~  t o  y ie ld  dens i t i e s  i n  

excess of 90% of theore t ica l ,  were compared under conditions similar t o  

those employed i n  the  s tudies  described above. Comparable bulk dens i t i e s  

of 87 t o  88% of theo re t i ca l  were obtained i n  a l l  cases. These values were 

22  J. J. Hauth, Vibrationally-Compacted Ceramic Fuels, HW-67777. 

23Heavy-Water Moderated Power Reactor Prog. Rep. Oct . 1960, DP-555, 

24Summary Report f o r  Period Ending May 31, 1960 - Development and 

pp. 16-17. 

Testing of the  U02 Fuel Element System, CENl3-88, June 1, 1960. 
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about 1% lower than the maximum obtained i n  the  te rnary  system. studied a t  

ORNL . 
Test Bundles f o r  I r r ad ia t ion  i n  the  Val leci tos  Boiling-Water Reactor (VBWR) 

( W .  S. Ernst, Jr., J. T .  Lamartine, J. W .  Tacket t )  

Present plans c a l l  f o r  i r r a d i a t i n g  two 16-rod f u e l  bundles i n  the  

VBWR. Each bundle w i l l  contain 4O-in.-long rods of 0.500-in.-o.d., 0.035- 

in.-wall, type 304 s t a in l e s s  s t e e l  fueled with fused-and-ground UOz. The 

f u e l  i n  t h e  rods f o r  one bundle w i l l  be fabr icated by ro t a ry  swaging, 

while t h e  f u e l  i n  the  second bundle of rods w i l l  be vibratory compacted. 

Preliminary swaging s tudies  with rods of t h i s  geometry indicated t h a t  

no problems would be expected i n  fabr ica t ing  t h e  4O-in.-long rods and t h a t  

a f u e l  density of 90% of theo re t i ca l  should be r ead i ly  a t ta inable .  

densi ty  var ia t ion  along a rod w a s  found t o  be 50.5% of theo re t i ca l  or  l e s s .  

On the  bas i s  of similar work on vibratory-compacted material ,  dens i t i e s  

of approximately 87% of theore t ica l  a r e  expected with t h i s  method of fabri- 

cation. 

The 

Fused-and-ground U02 enriched 5% i n  U235 w a s  procured f o r  t he  two 

bundles, but t he  mater ia l  t o  be used i n  the  vibratory-compacted bundle 

w a s  found t o  be unsat isfactory.  Signif icant  degradation of  the  coarse- 

s i ze  f r ac t ion  occurred during vibrat ion,  and the  maximum a t ta inable  den- 

s i t y  was only 84% of theore t ica l .  

t i c l e s ,  as measured w i t h  a mercury pycnometer, w a s  found t o  be only 96% 

and explained, i n  par t ,  why the  bulk compacted dens i t i e s  were lower than 

expected. The material must be returned t o  t h e  vendor f o r  reprocessing. 

The oxide procured f o r  the  swaged bundle has not ye t  been evaluated. 

The maximum densi ty  of individual  par- 

Procedures have been developed f o r  brazing these f u e l  bundles. A 

fu l l - s i ze  prototype bundle containing dummy f u e l  w a s  assembled and 

electroless-nickel  brazed25 i n  a spec ia l ly  designed f ix tu re .  

type bundle consisted of 16 tubes (with i ron  slugs ins ide) ,  54 e l ec t ro l e s s -  

nickel-plated i n t e r n a l  spacer fe r ru les ,  and 72 electroless-nickel-plated 

per ipheral  f e r ru l e s .  

The proto- 

The p a r t i a l l y  assembled un i t  i s  shown i n  Fig.  4.25a, 

25P. Pa t r ia rca  e t  al. ,  Electroless-Plated Brazing Alloys, ORNL-2243, 
March 1957. 
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Fig. 4.25. (a )  P a r t i a l l y  Assembled Prototype Fuel Bundle f o r  I r r a d i a t i o n  
(b)  Prototype Bundle Assembled i n  the  Fixture and Ready f o r  Brazing. i n  VBWR. 
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and the prototype bundle assembled i n  t h e  f i x t u r e  and ready f o r  brazing 

i s  shown i n  Fig.  4.2%. 

After furnace brazing i n  dry hydrogen at lOOO"C, t he  completed u n i t ,  

shown i n  Fig.  4.26, w a s  completely measured. Twenty-four measurements of 

t he  spacings between adjacent f u e l  rods were obtained a t  each of seven 

ax ia l  locat ions along t h e  length of t he  f u e l  bundle. 

a re  summarized below: 

These measurements 

Total  number of measurements made 168 

High measurement, i n .  0.222 

Low measurement, in .  0.203 

Per  cent within 0.212 k 0.005 i n .  88 
Per cent within 0.212 -1: 0.010 i n .  100 

De s ign re quirement , i n .  0.212 fk 0.020 

Similarly, e ight  over -a l l  width measurements were obtained at  each 

of t he  seven axial locat ions along the length of t he  f u e l  bundle. 

measurem.ents a re  summarized below: 

These 

Total  number of measurements made 56 

High measurement, i n .  2.651 

Low measurem.ent, i n .  2.625 

Per cent within 2.636 If: 0.005 in .  73 
Per cent within 2.636 

De sign r e  quirement , i n .  2.636 k 0.050 in .  

i n .  100 +O. 015 
-0.011 

It may be seen tha t  the assembly appeared t o  be w e l l  within the re -  

quired dimensional tolerances.  

t he  unsupported fuel-rod segments between spacer f e r ru l e s .  

same assembly and brazing procedures w i l l  be u t i l i z e d  i n  fabr ica t ing  the 

ac tua l  f u e l  bundles containing swaged or vibratory-compacted UOz. 

Also, there  w a s  no evidence of sagging i n  

Therefore, t h e  

Compartm.ented Fuel P l a t e  Fabrication Development (R. G .  G i l l i l and )  

The advantages of grea te r  heat - t ransfer  area, lower cen t r a l  f u e l  

temperature, the  p o s s i b i l i t y  of operating a t  higher spec i f ic  power with- 

out cen t r a l  melting, less self-shielding of fue l ,  and less fission-product 

re lease  from a s ingle  cladding defect i n  a compartmented f u e l  elem.ent, as 
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compared with the  more conventional rod-type f u e l  element employed i n  most 

pressurized-water reactors ,  26 suggested fu r the r  study of compartmented 

f u e l  p la tes .  

fuel ,  such as U02, are enclosed within a l a t t i c e - l i k e  frame between cover 

sheets i s  i l l u s t r a t e d  schematically i n  Fig.  4.27. 

Such a compartmented element i n  which p l a t e l e t s  of a ceramic 

A f e a s i b i l i t y  invest igat ion of res i s tance  welding as a means f o r  

bonding cover sheets  t o  the  g r id  s t ruc ture  has been performed on a sub- 

contract  a t  Sciaky Brothers, Inc. ,  Chicago, I l l i n o i s .  The s tudies  have 

26W. C.  Thurber, Some Design Considerations i n  Compartmented P la te -  
Type Fuel Elements Containing UO2, ORNL CF-58-7-105, Ju ly  28, 1958. 

UNCLASSIFIED 
ORNL-LR-DWG 64549 

.* COVER SHEET 
- - ... 

COM 

Fig.  4.27. Sketch of a Compartmented Fuel P la te .  
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indicated t h a t  t h i s  process i s  not readi ly  applicable t o  the  production 

of leak t ight  compartmented f u e l  p la tes .  The jo in t  configuration i s  not 

one t h a t  i s  sui table  f o r  res i s tance  welding, and considerable equipment 

and process development would be required t o  demonstrate f e a s i b i l i t y  on 

a production scale.  

The ORNL invest igat ion of methods f o r  fabr ica t ing  compartmented f u e l  

elements has involved brazing, Both spark-discharge and conventional 

machining have been evaluated2 as techniques for gr id  s t ructure  prepara- 

t i on .  Type 304L s t a i n l e s s  s t e e l  w a s  used throughout, and the mating p a r t s  

were preplated with electroless-nickel  brazing al loy.  

Using a gr id  t h a t  had been machined by the  spark-discharge process, 

a mockup element containing several  compartments w a s  constructed. The 

specimen was completely sealed along the outer  edges by using the  tungsten- 

arc-welding process, except for an evacuation tube. This tube w a s  subse- 

quently closed under vacum by using the  electron-beam process. Although 

it was thought t h a t  t h e  in t e rna l  vacuum would impart good f i t u p  a t  t h e  

cover plate- to-gr id  j o i n t s  without t h e  need f o r  platens,  the technique was 

not completely successful i n  prac t ice .  Complete evacuation of some com- 

partments w a s  d i f f i c u l t  t o  achieve, and some pillowing or bulging of t h e  

cover sheets w a s  observed during the  high-temperature brazing cycle. By 

using platens during brazing, however, f u l l - s i z e  prototype f u e l  p l a t e s  

approximately 1 3  i n .  long, 4 i n .  wide, and 0.210 in .  th ick  were success- 

f u l l y  constructed. 

preplated with brazing a l loy  and then brazed i n  a dry-hydrogen atmosphere. 

Hastelloy B platens were used because they have a thermal expansion coef- 

f i c i e n t  lower than t h a t  of s t a i n l e s s  s t e e l  and, consequently, a s s i s t ed  i n  

the  attainment of good f i t u p  during brazing. 

Grids fabr icated by both machining techniques were 

Each individual compartment i n  the  p l a t e  with the  conventionally m a -  

chined gr id  w a s  subsequently helium-leak checked with a mass spectrometer 

detector .  

leakt ight ,  while two had very small intercompartmental leaks.  The assembly 

i s  shown i n  Fig.  4.28, with leak-checking holes i n  each compartment, and 

27Maritime Reactor Project  Ann. Prog. Rep. Nov. 30, 1960, ORNL-3046, 

Thir ty-s ix  of the th i r ty -e igh t  compartments were completely 

pp. 54-58. 
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Fig. 4.28. Hydrogen-Brazed Compartmented Fuel Element Showing Loca- 
t i o n  of Compartments Containing Leaks. 

the locat ions of failures are  marked. Metallographic evaluations a re  

. being conducted to determine the  reason f o r  the  leakage. The p l a t e  with 

the  spark-discharge machined g r id  has not yet been evaluated. 

Gas Evolution from Fused-and-Ground U02 (J. T .  Lamartine) 

During t h e  preparation of swaged fuel-rod c l u s t e r s  containing fused- 

and-ground UOz for i r r ad ia t ion  i n  t h e  ORR pressurized-water loop, it w a s  

observed t h a t  several  of t he  rods had swelled markedly i n  the  brazing op- 

eration, which i s  performed i n  hydrogen a t  1010°C. 

one rod. 
out d i f f i cu l ty ,  2 8  an invest igat ion w a s  i n i t i a t e d  t o  determine the  source 

and nature of gas which could produce su f f i c i en t  pressure i n  the  f u e l  rods 

t o  cause deformation of the  0.035-in.-thick s t a i n l e s s  s t e e l  cladding a t  

the  brazing temperature. 

Rupture w a s  noted i n  

Since four  s imilar  c lus t e r s  had previously been fabricated with- 

a 

281bid., p. 52. 

98 



I n  t h i s  invest igat ion,  16 samples of fused U02 were outgassed i n  

vacuum t o  1010°C. The quant i t ies  of gas released i n  four  temperature in -  

crements between 0 and 1010°C were measured, and samples col lected from 

each increment were spectrographically analyzed f o r  the  major species. 

The r e s u l t s  of these analyses, summarlzed i n  Table 4.11, ind ica te  t h a t  

quant i t ies  of gas ranging from 0.025 t o  0.400 cm3/g of U02 at  standard 

temperature and pressure were released from fused-and-ground U02 at  t h e  

brazing temperature. 

leased gas was nitrogen. Substant ia l  quant i t ies  of C02, HzO, and H2 were 

detected also.  

were general ly  required t o  remove a major f r ac t ion  of t h e  gas (see Table 

4.11). 

I n  most instances, the  major f r ac t ion  of t h e  r e -  

It i s  noteworthy t h a t  temperatures i n  excess of 500°C 

It w a s  fu r the r  learned t h a t  the  evolved gases were probably present 

i n  the U02 as adsorbed gas or organically combined nitrogen, since no cor- 

r e l a t i o n  w a s  observed between the  gas-release values and the  preoutgassing 

inorganic nitrogen content of the  oxides as determined by Kjeldahl analysis .  

As  a conclusion t o  the  investigation, it was  found tha t  the  gas content 

Table 4.11. Gases Evolved on Heating Fused-and-Ground U02 

I 

Y 

Major Constituents Found 
by Spectrographic 

Analysis (@) 

G a s  Release (cm3/g) i n  Indicated 
Oxide Temperature Range 
Lot 

C-300°C 300-500°C 500-750°C 750-1010°C Total  N2 + CO C02 H2O H2 

131-117-1 0.002 0.010 0.025 0.035 0.072 23 49 26 
129-19-1 0.011 0.006 0.005 0.005 0.027 91 
131-117-2 0.001 0.005 0.007 0.012 0.025 24 38 36 
156-58 0.013 0.040 0.025 0.08" 0.165 27 62 
156-50 0.029 0.030 0.012 0.015 0.086 28 62 
A 0.014 0.013 0.013 0.009 0.049 4 93 
B 0.003 0.015 0.008 0.050 0.076 42 7 4 4  
C 0.010 0.026 0.015 0.008 0.059 10 81 
R 0.40 91" 7 
S 0.16 87" 6 6 
S 0.006 0.020 0.020 0.16 0.206 57" 25 14 
T 0.020 0.10 0.10 0.16 0.38 74a 8 
T 0.020 0.08 0.12 0.17 0.39 72" 5 9 

1-11 c 0.001 0.007 0.006 0.019 0.033 45 30 18 5 

U 0.003 0.008 0.020 0.010 0.041 56" 14 15 1 5  
V 0.005 0.020 0.030 0.080 0.135 60" 22 1 5  

179-7-1 0.004 0.007 0.004 0.024 0.039 57 8 6 28 
179-6-1 0.002 0.007 0.006 0.020 0.035 48 28 12  11 

aMost1y nitrogen. 
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of fused U02 could be significantly decreased and that the swelling prob- 
lem could be eliminated by outgassing the oxide for 24 hr at 1000°C in 
vacum prior to use. 

Fuel Irradiation Tests 

V. 0. Haynes W. C. Thurber 

Nonpelletized U02 fuel is being investigated relative to its suit- 
Irradiation 

The test 

ability for use in a replacement core for the NS SAVANNAH. 

tests are being conducted in the ORR pressurized-water loop. 
specimens are 0.5-in.-0.d. rods consisting of U02 clad with type 304 
stainless steel of a nominal 0.035-in.-wall thickness. The fueled length 

of the specimens is about 16 in. The fabrication techniques being in- 

vestigated are described in the preceding section of this chapter on "Fuel 

Development. 

In the tests, a total of 24 fuel rods will be irradiated in clusters 
of three in the pressurized-water loop, with high-purity water at 1750 

psi and 500°F flowing past the specimens at 10 fps. 

specimens are shown in Fig. 4.29, which is a preirradiation photograph of 

assemblies for experiment No. 3. 

Typical irradiation 

The presently planned program for irradiation of nonpelletized U02 

fuel in the OF3 pressurized-water loop is summarized in Table 4.12. In 
experiments 1 and 3, specimens of hot- and cold-swaged fuel are being 

studied to determine the effects of swaging temperature, initial U02 par- 

ticle size, U02 temperature, and irradiation time. Experiments 4, 5, 6, 
and 7, as mentioned in preceding sections, are for providing performance 
information for vibratory-compacted fuel. Two cold-swaged fuel rods &re 
included to furnish information concerning the performance of vibratory- 

compacted fuel rods relative to swaged fuel rods and to extend the heat 

rating and burnup data for cold-swaged fuel. 

Postirradiation examinations of experiment No. 1 specimens were per- 

formed at the GE Vallecitos Atomic Laboratory, and a report on the ex- 
aminations is being prepared. 

of each rod, dimensional measurements of the rods, analyses of crud adhering 

The examinations have included gamma scans 

100 



101 



t- 
0 
R) 

Table 4.12. Nonsintered UOz Fuel I r r a d i a t i o n s  i n  t h e  OF3 Pressurized-Water Loop 

Fused-and-Ground UOa 
Fuel 

Peak Burnup S ta tus  Peak Heat F lux  Number Fuel 

(B tu /h r - f t2  ) (MWd/MT of U02) Fabr ica t ion  
Method 8 of of Experiment 

No. Rods P a r t i c l e  Theoretical 
S ize  Density 

1 2 

2 

2 

3 

4 1 
2 

5 1 

2 

6 3 

7 3 

-20 90 Hot swaged 

-20 +35 90 Cold swaged 

-170 +325 88 Cold swaged 

S i x  rods i d e n t i c a l  with those for experi-  
ment 1 

-20 +35 89 Cold swaged 

( a )  89 Vibratory com- 
pacted 

-20 +35 89 Cold swaged 

(a) 89 Vibratory com- 
pacted 

( a )  89 Vibratory com- 
pacted 

(a) 89 Vibratory com- 
pacted 

115 000 
90 000 

95 000 

S l i g h t l y  higher than  
for experiment 1 

200 000 

275 000 

200 000 
275 000 

400 000 

550 000 

1 050 
900 

1 000 

Greater than  twice 
experiment 1 

2 500 
3 500 

7 700 
11 000 

5 500 

7 500 

Examination completed 

Examination s t a r t e d  

I r r a d i a t i o n  completed 

I r r a d i a t i o n  i n  prog- 
r e s s ,  t o  be com- 
p l e t ed  6/62 

I r r a d i a t i o n  i n  prog- 
r e s s ,  t o  be com- 
p l e t ed  2/62 

Planned 

?Dis t r ibu t ion :  60% -10 +16 mesh, 15% -70 +lo0 mesh, 25% -200 mesh. 
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t o  rods, burnup analyses based on Cs137 and Ce144, fission-gas-release 

analyses, and metallographic s tudies .  

The gamma scans indicated a peak-to-average burnup of about 1.18 and 

showed numerous a x i a l  d i scont inui t ies .  These d iscont inui t ies  have been 

in te rpre ted  t o  represent s m a l l  t ransverse cracks i n  the  f u e l  body. 

photograph of the  gamma scan f o r  the  highest  heat-rat ing f u e l  rod of ex- 

perimental assembly N o .  1 i s  presented i n  Fig.  4.30. 

cont inui t ies  were observed i n  t h i s  scan. 

A 

The l a rges t  d i s -  

The only dimensional changes noted occurred i n  local ized areas  1 t o  

2 i n .  from the  bottom of rods 1N1, 101, and 1P1 and a t  1 i n .  from t h e  

top  of rod lP1. 
t ion .  

The rod diameter measured about 1% l a rge r  a f t e r  irradia- 

Considerable loose, black crud covered the  specimens from end t o  end 

The crud deposit w a s  possibly heavier a t  the  i n  a f a i r l y  uniform manner. 

ends near t he  support c lus t e r s  and i n  the  more r e s t r i c t e d  coolant passages, 

and the  A-2 c lus t e r  appeared t o  have a heavier deposit  than the A - 1  c lus-  

t e r .  

Analyses were made of t h e  C S ~ ~ ~ - ~ O - U  and Ce144-to-U r a t i o s  of peak- 

burnup f u e l  sections.  

a re  given i n  Table 4.13. 
The peak burnup values computed from these data 

Release of the  f i s s i o n  gas K r g 5  w a s  measured, and the percentage r e -  

The re lease  lease w a s  computed based on the  burnup values of Table 4.13. 

values a re  given i n  Table 4.14. 

UNCLASSIFIED 
RMG 3528 
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Table 4.13. Peak Burnup Values f o r  
Experiment No. 1 

Peak Burnup (Mwd/W of U02) 
- -  
Hod From. From. 

Ce144-to-U Ratio C S ~ ~ ~ - ~ O - U  Ratio 

LAL 740 
l B 1  880 
l C l  1010 
1N1 840 
101 860 
1p1 1050 

730 
900 
950 
810 
790 
950 

Table 4.14. K r 8 5  Release f o r  Experiment 
No. 1 

K r g 5  Release ($) 

From. From 
C - to  -U Ratio C ~ l ~ ~ - t o - U  Ratio 

1Al 0.7 
LBl 4.9 
1c1 5.7 
1N1 5.8 
101 2.5 
1P1 3.4 

0.7 
4.8 
6.0 
6.1 
2.7 
3.7 

Metallographic examinations were made of e ight  specimens selected from 

four  rods (lB1, 1N1, 101, lPl), as discussed i n  the  following section, and 

l i t t l e ,  if any, s in te r ing  of t he  f u e l  body could be detected.  A sect ion 

of t he  f u e l  rod having t h e  highest heat r a t ing  i s  shown i n  Fig.  4.31, and 

the  cen t r a l  port ion of t he  f u e l  a t  the  same sect ion i s  shown i n  Fig. 4.32. 
Two 16-rod bundles su i tab le  f o r  i r r a d i a t i o n  i n  the  Val leci tos  Boiling 

Water Reactor a re  being fabricated,  as described i n  a preceding section. 

The proposed t e s t  conditions f o r  these bundles include a peak heat f l u x  of 

325 000 Btu/hr.ft2, a maximum burnup of 40 000 Mwd/MT of U02; a coolant 

temperature of 550°F, and a coolant pressure of 1000 p s i .  
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Fig.  4.31. Polished Cross Section of Fuel Rod 1P1. -7X 

Fig. 4.32. Central  Portion of Fuel Rod 1P1. Etchant: HN03-H202. 
loox, 
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Post i r rad ia t ion  Metallographic Examination 
of Experimental Assembly No. 1 

E. L. Long, Jr. 

Metallographic examinations have been made of four  f u e l  rods from 

experimental assembly No. 1, which w a s  i r r ad ia t ed  i n  the  ORR pressurized- 

water loop. The rods were designated I B l ,  1 N 1 ,  101, and 191. Transverse 
sections were taken from near the  points  of m a x i m u m  burnup, as determined 

from gamma scans. 

were a l so  examined. The r e s u l t s  of these pos t i r rad ia t ion  examinations 

were compared with r e s u l t s  of examinations of unirradiated control  samples. 

Top and bottom end plugs and ferrule- to-clad braze jo in t s  

The transverse sect ions from f u e l  rods IBl, l N l ,  and 101 were taken 

8.6, 10, and 1 3  in . ,  respectively,  from t h e  top of the  f u e l  rods. The 

transverse sample from f u e l  rod Lp1 was not taken from the  peak-flux zone 

but, ra ther ,  a t  a point 5 i n .  from the  top  end plug t o  include the  top  

ferrule- to-clad braze jo in t .  The sample from rod 191 thus represented a 

section of average burnup. 

cladding. 

A l l  these samples included both f u e l  and 

Fuel Rods 

I n  the metallographic examination of t he  transverse sample from f u e l  

rod lB1, there  w a s  no evidence of corrosion a t  the  outer  surface of the  

type 304L s t a i n l e s s  s t e e l  clad.  

on the  inner surface t h a t  extended i n t o  the  cladding t o  a depth of approxi- 

mately 4 m i l s .  

control  samples and therefore  cannot be considered a d i r ec t  or i nd i r ec t  

e f f ec t  of i r r ad ia t ion .  

niques i s  under way. 

i n  Fig.  4.33. 

A p e a r l i t i c  s t ruc ture  w a s  noted, however, 

The p e a r l i t i c  s t ruc ture  w a s  a l so  present i n  t h e  unirradiated 

An attempt to i den t i fy  t h i s  phase by x-ray tech- 

A t yp ica l  a rea  of the  p e a r l i t i c  s t ruc ture  i s  shown 

The U02 showed a grea te r  amount of second-phase mater ia l  (assumed t o  

be uranium n i t r i d e )  near the  periphery than near t he  center  of the  f u e l  

rod. 

ing of the  U02; but,  a void w a s  noted along or near the  UO2-to-cladding 

interface,  as can be seen i n  Fig.  4.33. 

There w a s  no evidence of grain growth, recrys ta l l iza t ion ,  or s i n t e r -  
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Fig. 4.33. Typical Area from Type 304L Sta in less  S tee l  Cladding-UOz 
Interface from Fuel Rod 1B1. Note p e a r l i t i c  s t ructure  i n  inner surface 
of cladding. The l i g h t  phase i n  the U02 i s  uranium n i t r i d e .  Etchant: 
Marble's reagent. 250X 

The p e a r l i t i c  s t ruc ture  found i n  f u e l  rod D l  was a l so  found i n  f u e l  

rod l N 1  and varied i n  depth from 2 t o  4 mils. There w a s  no noticeable 

change i n  p a r t i c l e  s i ze  of the  U02, as compared with t h a t  of t he  mir- 

radiated control  sample. The second-phase mater ia l  t h a t  w a s  observed 

throughout the control  w a s  seen only i n  the  outer  t h i r d  of t he  f u e l  sec- 

t i o n  of the i r r ad ia t ed  specimen. A s l i g h t  difference noted i n  the  etching 

cha rac t e r i s t i c s  of t he  U02 near t he  center  of the  f u e l  rod i s  suspected 

t o  be associated with t h e  movement of t h e  u ran im n i t r i d e ,  The center and 

outer edge of t he  f u e l  are  shown i n  Fig. 4.34. 
P e a r l i t i c  s t ruc ture  typ ica l  of t h a t  described w a s  a l so  found i n  f u e l  

One important fea ture  of t h i s  sample w a s  t h a t  no void w a s  found rod 101. 

i n  the  region of t he  U02-to-cladding in te r face  for approximately three 

fourths  of the  circumference. Here again, t h e  second-phase mater ia l  w a s  

noted only a t  the  outer region of the  fue l .  The globules t h a t  were seen 

were approximately three  times the  s i ze  of those i n  the  control  sample. 

No grain growth or evidence of s in te r ing  w a s  noted. 
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Fig. 4.34. Representative Areas of t he  Fuel from Fuel Rod 1N1. 
Etchant: HpITO3 and H202. 1OOX. ( a )  Outer region of f u e l  near cladding. 
(b)  Fuel near center .  
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The p e a r l i t i c  s t ruc ture  i n  f u e l  rod 221 w a s  found t o  an average depth 

of approximately 2 m i l s .  Complete separation of t he  U02 from the  cladding 

w a s  noted. An ac icu lar  s t ruc ture  w a s  present near t he  center  of t he  f u e l  

rod. This s t ruc ture  i s  not unlike t h a t  seen i n  many U02 p e l l e t s  from the  

EGCR i r r ad ia t ion  experiments and has been iden t i f i ed  as uranium n i t r i d e  .29 

This second-phase mater ia l  was present as globules near t he  cladding. 

Typical areas  a t  t he  cladding-to-fuel in te r face  and the  center  of t h e  f u e l  

rod a re  shown i n  Fig. 4.35. 

Welds and Cladding 

None of t he  welds examined a t  the  top  and bottom end plugs showed 

any deleter ious e f f e c t s  of i r rad ia t ion ;  however, excessive penetration w a s  

found i n  one portion of t he  w e l d  on the  bottom end plug of f u e l  rod IB1. 

Penetration of t he  w e l d  metal i n t o  the  f u e l  zone i s  shown i n  Fig.  4.36. 

Conversely, t he  weld on the  top  end plug of f u e l  rod l N l  showed insu f f i c i en t  

penetration. As  may be seen i n  Fig. 4.37, t he  penetration of the  weld 

metal w a s  only approximately one t h i r d  of the  cladding w a l l  thickness.  

The p e a r l i t i c  s t ruc ture  shown penetrates i n t o  the  weld zone, which ind i -  

ca tes  t h a t  it w a s  formed a f t e r  fabr ica t ion  of the  f u e l  rods. Since t h i s  

s t ruc ture  was  present i n  the  unirradiated control  samples, it can be con- 

cluded t h a t  t h e  s t ruc ture  probably w a s  formed during the  brazing cycle.  

Ferrule-to-Cladding Brazed Jo in t s  

The top  ferrule-to-cladding brazed jo in t  from the  A-2 f u e l  rod bundle 

i s  shown i n  Fig.  4.38. The appearance of t h i s  brazed jo in t  i s  similar t o  

the  appearance of those rated as acceptable i n  previous invest igat ions of 

e lectroless-nickel  brazed jo in t s .  30 Cracks may be seen extending through 

the  b r i t t l e  eu tec t ic  i n  the  braze and terminating i n  the  nickel-r ich zone. 

The bottom ferrule-to-cladding brazed jo in t  from the same f u e l  bundle w a s  

a l so  examined and w a s  found t o  be similar i n  appearance t o  the  top  jo in t .  

29GCR Quar. Prog. Rep. March 31, 1961, ORNL-3102, pp. 163174.  

30J. T .  Lamartine and W .  C. Thurber, Status  Report - Application of 
Electroless-Nickel Brazing t o  Tubular Fuel Elements f o r  t he  N. S. Savannah, 
ORNL CF-59-6-55, June 2, 1959. 
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Fig. 4.35. Typical Areas from Fuel Rod 1P1. Etchant: HNO3 and H202. 
1OOX.  
rod. 

(a )  Outer region of f u e l  near cladding. (b)  Fuel near center  of 
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Fig. 4.36. Longitudinal Section of Bottom End Plug i n  Fuel Rod 1 N l .  
Note excessive penetration of weld metal i n to  fue l .  A s  polished. -6X 

Fig,  4.37. Top End Plug and Cladding Weld Area. Note t h a t  p e a r l i t i c  
Etch- s t ructure  along cladding-to-plug in te r face  extends i n t o  weld metal. 

ant :  Marble’s reagent,  lOOX 
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Fig. 4.38. Top Ferrule-to-Cladding Brazed Jo in t  from. the A-2 Fuel Bundle. Etchant: 5% 
chrom.ic ac id  ( e l e c t r o l y t i c ) .  lOOX 
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