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THE PEACH BOTTOM SPENT FUEL ELEMENT SHIPPING CASK ACCIDENT 
DECEMBER 8, 1971 

John M. Chandler 

ABSTRACT 

The loaded Peach Bottom S i n g l e  Element Shipping 
Cask DOT-SP-5938 w a s  involved i n  a highway acc iden t  
wh i l e  en r o u t e  t o  Oak Ridge Nat ional  Laboratory from 
t h e  Peach Bottom Reactor. This document descr ibes  
the ac t ions  taken t o  r e p o r t  and i n v e s t i g a t e  t h e  
accident  and t o  prevent  r a d i a t i o n  damage t o  t h e  
environment. P i c t u r e d  and discussed are the a c t i o n s  
taken t o  safiely retrieve t h e  loaded cask from the  
d i t c h ,  complete its shipment t o  ORNL, perform 
d e t a i l e d  in spec t ion  of and c o r r e c t  minor damage t o  
t h e  cask support  r i n g ,  and prepare t h e  cask f o r  
prompt reuse.  

Procedures are recommended f o r  i n s t r u c t i n g  people 
involved i n  the  shipment of h igh ly  r ad ioac t ive  
materials. P reven t ive  maintenance and p e r i o d i c  
in spec t ion  plans f o r  a s s u r i n g  sh ipp ing  cask i n t e g r i t y  
are d i s  cussed. 

INTRODUCTION 

The loaded Peach Bottom S i n g l e  Element Shipping Cask, a l s o  known t o  

some as t h e  H a l l a m  Cask, w a s  involved i n  a highway accident  wh i l e  en r o u t e  

t o  OWL. 

This r e p o r t  desc r ibes  t h e  a c t i o n s  taken t o  s a f e l y  retrieve t h e  cask 

from i ts  r e s t i n g  p l ace  i n  a d i t c h ,  d e l i v e r  i ts  contents  (RTE-7) t o  ORNL 

Building 3026 (Dismantling and Examining Hot Cel ls)  , perform inspec t ion ,  

make r e p a i r s ,  and r e t u r n  t h e  cask t o  service as soon as p r a c t i c a l .  

DESCRIPTION OF CASK AND CONTENTS 

The Peach Bottom s p e n t  f u e l  element shipping cask w a s  o r i g i n a l l y  

designed and f a b r i c a t e d  by Atomics I n t e r n a t i o n a l  f o r  t h e  H a l l a m  r eac to r .  

Subsequently Gulf General Atomic l eased  t h e  cask from t h e  AEC f o r  t r ans -  

p o r t i n g  i r r a d i a t e d  f u e l  and o t h e r  r e a c t o r  components from t h e  Peach Bottom 
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Reactor, l o c a t e d  nea r  Delta, Pennsylvania,  t o  t h e  Gulf General Atomic 

ho t  cells  f o r  p o s t i r r a d i a t i o n  examination. It w a s  necessary t o  modify 

t h e  cask t o  s a t i s f y  t h e  requirements of T i t l e  10,  P a r t  71  of t h e  Code of  

Federal  Regulations,  "Packaging of Radioactive Materials f o r  Transport  . I 1  

These modif icat ions along wi th  s t r u c t u r a l  and thermal analyses  done on 

t h e  cask t o  demonstrate i ts  compilance are presented i n  a r e p o r t '  sub- 

mi t t ed  t o  t h e  Divis ion of Materials Licensing, USAEC, wi th  t h e  l i c e n s e  

app l i ca t ion .  The l i c e n s e  is  recorded i n  Docket No. 70-72, AEC License 

N o .  SNM-69 Amendment No. 71-13. Subsequently a Department of Transporta- 

t i o n  (DOT) s p e c i a l  permit No. 5938 w a s  i s sued  f o r  t h i s  cask.  ORNL w a s  

r e g i s t e r e d  September 15, 1971, pe r  our  r eques t ,  as a sh ippe r  under the 

terms of t h e  DOT permit (No. 5938). 

The cask as modified is  shown i n  Fig.  1. It weighs approximately 

23 tons and i s  about 20 f t  long x 2 f t  i n  diameter.  The c e n t r a l  p a r t  of  

t h e  cask is a hollow l e a d  cy l inde r  204 i n .  long encased between a 24-in.- 

diam carbon steel  tube 0.75 i n .  t h i c k  and a 5.5-in.-TD s t a i n l e s s  tube 

0.25 i n .  t h i ck .  These cy l inde r s  are encased with l - in . - thick s t a i n l e s s  

steel  f l a n g e  p l a t e s .  The cask c losu re  end heads are both 3Q i n .  i n  

diameter,  made of  carbon steel ,  and a t t ached  t o  t h e  c e n t r a l  p a r t  w i th  

s i x t e e n  1-in.-diam b o l t s  on each end. The bottom head is 23.5 i n .  t h i c k  

and surrounds a plug valve loading p o r t .  The top head is 1 4  i n .  t h i c k  

and houses a grapple  t o o l .  Both heads have elastomer 0 r i n g  seals and 

b o l t e d  f l anges  over t h e  end openings. The top  head has an a d d i t i o n a l  

p r o t e c t i v e  end cap. 

The cask rests i n  a shipping c r a d l e  assembly wh i l e  i n  t r a n s i t  and 

is detached from t h e  c r a d l e  during loading and unloading. 

is  made of  s t r u c t u r a l  s t e e l  and supports  t h e  cask on fou r  4-in.-diam 

trunnions,  which are welded t o  and protrude from t h e  carbon steel end 

heads. The t runnions rest i n  sadd le s  and are b o l t e d  t o  t h e  s k i d .  A 

c e n t e r  g i r d l e ,  which serves as an in t e rmed ia t e  holddown support ,  r i g i d l y  

connects t h e  cask t o  t h e  c r a d l e  during t r a n s p o r t .  

The c r a d l e  

Mats of F ibe r fax  

'D. R. Buttemer and J. F. Petersen,  S t r u c t u r a l  and Thermal Analyses 
of t h e  Peach Bottom S ing le  Element Shipping Cask Licensing, GAMD-8894 
( J u l y  4, 1971).  
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thermal i n s u l a t i o n  2 i n .  t h i c k  are encased i n  s t a i n l e s s  steel  w i r e  gauze 

wrapped around t h e  central po r t ion  of t h e  cask and b o l t e d  toge the r  on the 

bottom s i d e .  End caps of t h i s  same i n s u l a t i o n  are placed over  bo th  end 

heads and j o i n e d  t o  t h e  o t h e r  i n s u l a t i o n  t o  completely encase t h e  cask. 

A canvas t a r p u a l i n  i s  wrapped around the i n s u l a t e d  cask and t i e d  i n  

p l ace  wi th  hemp rope. 

The f u e l  element is  shipped contained i n s i d e  a he rme t i ca l ly  s e a l e d  

s t e e l - l i n e d  aluminum c a n i s t e r .  

leading end and t h e  grapple  is at tached t o  the shock pad and locked t o  

hold both t h e  c a n i s t e r  and shock pad f i rmly i n  p l a c e  during t r a n s i t .  

There are several inches of c learance between t h e  c a n i s t e r  l i d  and the  

element. For t h i s  reason t h e  cask is i n c l i n e d  a t  a 10" angle  t o  prevent  

s h i f t i n g  of t h e  element during sudden s t o p s  and on s t e e p  grades. The 

c rad le  support ing t h e  cask is t i e d  down t o  t h e  t r a i l e r  by heavy chains 

locked i n  p l a c e  by boomers. 

A shock pad i s  screwed onto the canister's 

T o t a l  weight of the t r a c t o r - t r a i l e r  and cask assembly discussed h e r e  

was'78,200 l b .  The loaded cask p lus  c r a d l e  weight was 49,000 l b .  The 

f u e l  element plus  t h e  c a n i s t e r  weighed about 200 l b .  

a test f u e l  element designated RTE-7, contained 135 g 235U, 13 g 3 

and 1000 g Th; i t  had been i r r a d i a t e d  f o r  252 days i n  a e  Peach Bottom 

Nuclear Reactor i n  core I1 p o s i t i o n  E 10.06. 

The f u e l  element, 
2 3 3 ~  

The shock absorber pad is  made from a 5-in.-OD by 0.062-in.-wall 

cy l inde r  of 6061-T6 aluminum a l l o y  tube 21 i n .  long w i t h  0.75-in.-thick 

f l a t  end caps. It contains  a p i s t o n  plunger extending 1 4  i n .  i n s i d e .  

The plunger is embedded i n  280 p s i  crushing s t r e n g t h  hexa-honeycomb 

shock-absorber material on one s i d e  and 1000 p s i  absorbing material on 

t h e  o t h e r  s i d e .  

The l-in.-diam p i s t o n  rod extends through one head a d i s t a n c e  of 

4.25 i n .  terminat ing a t  the  grapple  head end. 

b o l t  is  welded t o  and extends 1 .5  i n .  from the oppos i t e  head of the shock 

absorber pad. The grapple  head end i s  i n  the  shape of a frustum of a 

cone about 3 i n .  high and is cen te r  tapped 1.75 i n .  deep f o r  5/8-in. NC 

threads.  This shock pad grapple head is clasped i n  t h e  clms of t h e  

grapple  during loading and unloading from t h e  cask of t h e  c a n i s t e r .  

A 5/8-in.-diam NC steel  

me 
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shock absorber  and c a n i s t e r  are a t t ached  be fo re  be ing  drawn i n t o  t h e  

cask by the  grapple.  

DESCRIPTION OF ACCIDENT 

The fol lowing d e s c r i p t i o n  of t h e  accident  was  obtained from on-the- 

scene wi tnes ses ,  personal  observat ion on t h e  scene as w e  examined t h e  

shipping assembly i n  p repa ra t ion  t o  r e t r i e v i n g  it  from t h e  d i t c h ,  an 

examination of t h e  wreckage, a s tudy of about 100 photographs taken a t  

the acc iden t  scene and elsewhere by Frank W .  Hoffman, Oak Ridge Operations 

photographer, and 25 photographs taken of t h e  wreckage by the  author.  

Photographs of t h e  same sh ipp ing  assembly and t ra i le r  taken during sh ip+  

ments be fo re  t h e  acc iden t  were a l s o  s t u d i e d  t o  gain background information 

on p r i o r  shipments of t h i s  shipping assembly. 

The accident  w a s  apparent ly  caused by an oncoming t r a c t o r - t r a i l e r  

which veered toward t lhe  l e f t  causing t h e  d r i v e r  of t h e  v e h i c l e  loaded 

with t h e  cask t o  steer h i s  v e h i c l e  toward t h e  shoulder  of t h e  road, 

whereupon he  l o s t  control .  The v e h i c l e  nego t i a t ed  about 300 f t  of a 

150-ft r ad ius  curve wh i l e  t h e  d r i v e r  was at tempting t o  r ega in  con t ro l ;  

h e  w a s ,  however, n o t  (able Eo, and t h e  v e h i c l e  overturned i n  t h e  d i t c h  

bes ide  the  road and came t o  rest upside dawn wi th  t h e  l ead ing  end of t h e  

cask embedded 3 f t  deep i n  s o f t  s o i l  as p i c t u r e d  i n  Fig. 2.  Flow of  

drainage water i n  t h e  d i t c h  w a s  dammed up by movement of t h e  d i r t  and by 

t h e  cask. I t  skidded f o r  about 30 yards down the d i t c h  with t h e  t r a c t o r -  

t ra i ler  s t i l l  at tached and f i n a l l y  came t o  rest upside down. The t r a c t o r -  

t ra i ler  broke loose  and t r a v e l e d  52 f t  be fo re  coming t o  a s t o p .  

The wreckage is p i c t u r e d  i n  Fig.  3. Figure 4 shows the  p o s i t i o n  of 

t he  cask i n  t h e  d i t c h  and t h a t  of t h e  t r a c t o r - t r a i l e r  u n i t  which t r a v e l e d  

52 f t  beyond t h e  cask. A c l o s e  examination of t he  trees loca ted  on t h e  

r i g h t  of t h e  cask (see Fig. 4 )  and t h e  presence o f  bark from t h e  trees 

embedded i n  t h e  l e f t  rear of t h e  t ra i le r  bed and i n  t h e  l e f t  rear t ra i ler  

wheel i n d i c a t e s  t h a t  t h e  t ra i le r  passed over  t h e  cask, s t r u c k  t h e  trees, 

and then t r a v e l e d  back toward t h e  road. Note a l s o  i n  Fig. 4 t h e  presence 

and l o c a t i o n  of t h e  4- by 4-in. wood s k i d s  t h a t  were used between t h e  

t ra i ler  bed and t h e  cask support  c r a d l e  t o  d i s t r i b u t e  t h e  load uniformly 
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on t h e  t ra i ler .  

l i f t i n g  device s t o r e d ,  during t r a n s i t ,  i n  t h e  framework of  t h e  cask 

support  c r a d l e .  

Also seen  i n  t h e  background of t h i s  photograph is a 

The fac t  t h a t  no equipment t h a t  w a s  c a r r i e d  on the  t r a c t o r  w a s  found 

upstream of t h e  cask r e s t i n g  p l a c e  ( see  Fig.  3) p l u s  t h e  evidence pointed 

o u t  previously i n d i c a t e  t h a t  t he  tie-down cables  broke under the  fo rces  

developed during the  acc iden t  as t h e  cask came t o  an abrupt  s t o p  wh i l e  

bea r ing  t h e  weight of t h e  t r a c t o r  and t ra i le r .  

Figures  2 and 4 show t h a t  t he  thermal i n s u l a t i o n  and canvas t a r p a u l i n  

w e r e  t o m  from about 80% of t h e  cask s u r f a c e  and t h a t  t h e  cask c e n t e r  

support  r i n g  broke loose.  The r i n g  remained entangled i n  t h e  i n s u l a t i o n ,  

coming t o  rest about 3 f t  from i ts  i n i t i a l  p o s i t i o n  on the  cask. During 

t h e  retrieval operat ion,  t h e  second h a l f  o f  t h i s  rdng w a s  found entangled 

i n  t h e  i n s u l a t i o n  on t h e  underside of t h e  cask, as shown i n  Fig.  5. This  

evidence suggests  t h a t  t h e  thermal i n s u l a t i o n  gathered about t h i s  support  

r i n g  and imposed a s t r o n g  f o r c e  on i t  causing t h e  r i n g  b o l t s  and alignment 

p ins  t o  f a i l  j u s t  be fo re  t h e  end of t h e  cask travel down the  d i t c h .  

I n s u l a t i o n  remained i n t a c t  on both ends of t h e  cask during t h e  cask 

re t r ieval ,  as shown i n  Fig.  6 .  A p o i n t  t o  be  made h e r e  is t h a t  i f  a 

1475°F f i r e  l a s t i n g  30 min had occurred ( t h e  s a f e t y  a n a l y s i s  h y p o t h e t i c a l  

f i r e  accident  assumption), i t  is doubtful  t h a t  damage would have been done 

t o  t h e  b i o l o g i c a l  s h i e l d  because about one-half of  t h e  cask w a s  under a 

dirt-and-water s h i e l d  and i n  a d i t c h  2 f t  below grade (as s e e n  i n  Figs .  7 
and 8), and t h e  massive cask-support c r ad le  would provide s i g n i f i c a n t  

thermal i n s u l a t i o n  and thermal b a r r i e r  a g a i n s t  t h e  f ire.  

Only minor cask damage w a s  discovered during the  i n i t i a l  invest iga-  

t i o n .  Furthermore, no a d d i t i o n a l  damage was  found during t h e  d e t a i l e d  

v i s u a l  i n spec t ion  of t h e  s t r u c t u r a l  and load-bearing components of t h e  

shipping assembly conducted be fo re  the  start of and during t h e  retrieval 

operat ions.  Only the  c e n t e r  support  r i n g  b o l t s  and dowel p ins  had been 

broken, and t h e  t a r p a u l i n  and thermal i n s u l a t i o n  were badly damaged by 

t h e  accident .  N o  s t r u c t u r a l  damage t o  t h e  cask f l ange  b o l t s ,  t h e  cask 

f l ange  pe r iphe ra l  welds, o r  t o  the cask axial  welds w a s  observed. No 

damage t o  t h e  t runnion welds a t  t h e  head connections o r  damage t o  t h e  
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Fig .  7. Cask Rest ing i n  Ditch. 
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tie-down b o l t s  w a s  noted. 

f o r  t h e  assembly of t h e  s t r u c t u r a l  s teel  support  had n o t  been damaged by 

t h e  acc iden t .  

F ina l ly ,  t h e  load-bearing welds and b o l t s  used 

ACCIDENT REPORTING AND HANDLING 

A copy of t h e  i n i t i a l  i n c i d e n t  r e p o r t  prepared t h e  day a f t e r  t h e  

accident  is presented i n  t h e  Appendix. 

Formal n o t i f i c a t i o n  of t h e  Department of T ranspor t a t ion  w a s  made by 

Gulf O i l  Corporation immediately upon r e c e i p t  of n o t i f i c a t i o n  of t h e  

acc iden t .  

Other r epor t s '  were prepared by members of t h e  Heal th  and Nuclear 

Sa fe ty  Branch of  Oak Ridge Operations d e s c r i b i n g  t h e  f ind ings  by t h e  

group upon arrival a t  t h e  accident  scene and wh i l e  conducting t h e  i n i t i a l  

r a d i o l o g i c a i  surveys of t h e  wreckage. 

A photographic r eco rd  w a s  made by t h e  AEC photographer of t h e  

approach t o  and arrival a t  t h e  wreckage o f  t h e  AEC-OR0 Heal th  and Nuclear 

Sa fe ty  Branch emergency crew. 

The acc iden t  occurred about 1:30 PM December 8, 1971, about 3 m i l e s  

n o r t h  of Cl inton,  Tennessee. The Anderson County, Tennessee, Sher5ff I s  

department a r r i v e d  on t h e  scene of t h e  acc iden t ,  noted r a d i a t i o n  warning 

s igns  posted on and about t h e  shipping assembly, h a l t e d  t r a f f i c ,  and 

evacuated t h e  area t o  a d i s t a n c e  of  g r e a t e r  than 500 yards  on each s i d e  

of t h e  wreckage, and a t  1:55 PM n o t i f i e d  AEC-OR0 of t h e  acc iden t .  

The AEC-OR0 emergency squad a r r i v e d  on t h e  scene between 2:15 and 

2:30 PM and determined t h a t  no r a d i o a c t i v i t y  had escaped, t h a t  no con- 

tamination w a s  p re sen t ,  and t h a t  t h e  h i g h e s t  d e t e c t a b l e  dose rate w a s  

/about  0.5 mi l l i r em/h r  of B-y r a d i a t i o n  be ing  emit ted from t h e  center of 

t h e  cask. This w a s  expected from the  l o c a t i o n  of t h e  element i n  the 

cask and i ts  r a d i a t i o n  exposure h i s t o r y .  

The Heal th  and Nuclear S a f e t y  Branch allowed t r a f f i c  t o  b e  r e s t o r e d  

by l a w  o f f i c e r s ,  c o n s i s t e n t  w i t h  removal of t h e  overturned t r a c t o r -  

t railer r i g  from t h e  highway. 

. 

'J. A. Lenhard's r e p o r t  t o  J. H. H i l l  ( i n t e r n a l  memorandum). 
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From b i l l s  of l a d i n g  and t h e  packing l i s t  found i n  t h e  wreckage, 

t he  o r i g i n  of t h e  shipment w a s  found t o  be t h e  Peach Bottom Reactor, 

Delta, Pennsylvania, and the  sh ippe r  was  contacted t o  determine more 

information on t h e  n a t u r e  of t h e  shipment. From t h i s  telephone c a l l  and 

from t h e  consignee des igna t ion  on t h e  invo ice  i t  w a s  determined t h a t  t h e  

shipment w a s  t o  be  received a t  ORNL and t h a t  upon arrival, J. M. Chandler 

was  t o  b e  contacted f o r  f u r t h e r  i n s t r u c t i o n s  on placement f o r  unloading 

cask contents .  

J. M. Chandler w a s  contacted by J. A. Lenhard, D i rec to r  of t h e  

S a f e t y  and Environmental Control Divis ion of OR0 about 2:45 PM, 

December 8, 1971. Chandler o f f e r e d  h i s  services t o  a i d  i n  t h e  re t r ieval  

of t h e  cask, s i n c e  he  w a s  familiar w i t h  i ts  cons t ruc t ion  and aware of 

i t s  contents .  H e  w a s  asked t o  come t o  t h e  acc iden t  scene and he lp .  Cask 

drawings , photographs of previous shipments , and o t h e r  papers considered 

necessary (e.g. ,  DOT permits  and cask s a f e t y  a n a l y s i s  reports ')  w e r e  

taken t o  t h e  acc iden t  scene f o r  reference.  

R. P .  Ward, t h e  h e a l t h  p h y s i c i s t  i n  charge o f  t h e  ORNL TURF r a d i a t i o n  

p r o t e c t i o n  program and a member of t h e  USAEC r a d i o l o g i c a l  a s s i s t a n c e  team, 

w a s  asked by Chandler t o  accompany him t o  t h e  acc iden t  s i t e  and t o  h e l p  

with t h e  retrieval. 

RECOVERY OF CASK 

Retrieval of Cask from Roadside Ditch 

Before any e f f o r t  w a s  made t o  l i f t  t h e  cask from i ts  p o s i t i o n  upside 

down i n  t h e  d i t c h ,  s t r u c t u r a l  welds on t h e  cask, b o l t s  t h a t  f a s t e n  t h e  

cask toge the r ,  and t h e  trunnion b o l t s  were inspected v i s u a l l y .  This 

r equ i r ed  digging some d i r t  away t o  expose bu r i ed  p a r t s .  

l i f t e d ,  as shown i n  Fig. 9 ,  c l o s e  a t t e n t i o n  w a s  focused on t h e  cask and 

c r a d l e  t o  determine i f  a l l  p a r t s  moved together ;  i n  t h e  event they d i d  

n o t ,  c o r r e c t i v e  a c t i o n  would b e  i n s t i t u t e d  immediately. 

A 25-ton mobile crane w a s  dispatched i n i t i a l l y  t o  t h e  scene t o  l i f t  

As t h e  cask w a s  

t h e  49,100-lb shipping assembly from the d i t c h .  

p l ace  crane b rac ing  f e e t  on t h e  shoulder  of t h e  road f o r  fear o f  breaking 

We were n o t  allowed t o  
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1 7  

the  main water l i n e  supplying a l a r g e  area n o r t h  of Cl inton,  Tennessee. 

Hence, a 50-ton mobile crane w a s  dispatched t o  t h e  wreckage, and t h i s  

caused a 2-hr delay i n  recovery of t h e  cask. 

While w e  wai ted f o r  t h e  l a r g e  mobile crane t o  arrive,  smear samples 

of t h e  cask s u r f a c e s  and a sample of water from t h e  small pond i n  which t h e  

cask w a s  r e s t i n g  were taken back t o  OWL, and t h e i r  r a d i o a c t i v i t y  content  

w a s  determined accu ra t e ly .  

f i c a n t l y  d i f f e r e n t  from background, 311 which means t h a t  t h e  cask s u r f a c e  

contamination level w a s  much below t h e  30 c1 d i s i n t e g r a t i o n s  pe r  minute 

pe r  100 cm2 recognized as s a f e  by ORNL. 

a o r  P-y a c t i v i t y  i n  t h e  samples. 

The smear r e s u l t s  showed "no a c t i v i t y  s i g n i -  

Analyses o f  t h e  water showed no 

The day fol lowing t h e  acc iden t ,  Chandler and Ward r e v i s i t e d  t h e  

acc iden t  scene a t  t h e  r eques t  of J. A. Lenhard, ORO, and surveyed t h e  area 

f o r  r a d i a t i o n  and any damage t h a t  could have r e s u l t e d  from t h e  accident .  

Nothing w a s  found. We then went t o  Knoxville,  Tennessee, again t o  i n s p e c t  

t he  t r a c t o r - t r a i l e r  wreckage and t o  survey i t  f o r  contamination. None 

w a s  found. 

The 50-ton mobile crane w a s  used t o  l i f t  t h e  cask by i ts  c r a d l e  (as 

shown i n  Figs .  9 and 10) u n t i l  cables  could b e  wrapped around t h e  cask. 

These cables  w e r e  then used t o  l i f t  i t  from t h e  d i t c h  and p l ace  i t  i n  

t h e  road, as shown i n  Fig.  11. Addit ional  r i g g i n g  w a s  completed t o  per- 

m i t  t h e  assembly t o  b e  r i g h t e d  ( see  Fig. 12) .  Before and during each 

l i f t ,  t h e  r igg ing  crew w a s  d i r e c t e d  as t o  where l i f t i n g  cables could be  

a t t ached .  I n  t h i s  f a sh ion  no unexpected moves were made and t h e  inspec- 

t i o n  of  t h e  i n t e g r i t y  of t h e  cask could cont inue as the  l i f t i n g  forces  

were appl ied.  

event. 

The cask w a s  r e t r i e v e d  from t h e  d i t c h  s a f e l y  and wi thou t  

The cask w a s  loaded on a t ra i ler  and hauled t o  ORNL (as shown i n  

Figs .  1 3  and 1 4 ) .  A p o l i c e  e s c o r t  w a s  requested and granted,  and permis- 

s i o n  from t h e  o f f i c e r  i n  charge was granted t o  move t h e  load after dark,  

because t h e  s p e c i a l  permit under which t h e  load  w a s  be ing  hauled allowed 

only day l igh t  t ravel .  

3R. P.  Ward's u n c l a s s i f i e d  notebook A-6307, p. 28. 
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Delivery o f  t h e  cask contents  t o  ORNL was delayed only 7 h r  by t h e  

acc iden t .  Delivery w a s  made a t  ORNL a t  10:45 PM, December 8, 1971. The 

as-received d i r t y  cask is  shown i n  Fig.  15 as i t  appeared a t  ORNL t h e  

next day. 

Fu r the r  Assessment of Accident Damage and Unloading of RTE-7 

On December 9, 1971, t h e  remaining po r t ions  of t he  thermal i n s u l a t i o n  

were removed and t h e  cask and c r a d l e  w e r e  washed t o  permit f u r t h e r  v i s u a l  

i n spec t ion  of t h e  sh ipp ing  assembly i n  search of acc iden t  damage t o  the  

cask. None w a s  found. While t h e  f u e l  element was s t i l l  i n s i d e  t h e  cask, 

i ts  r a d i a t i o n  w a s  used f o r  t h e  equ iva len t  of a radiographic  in spec t ion  of 

t h e  cask t o  d e t e c t  any breach of t h e  b i o l o g i c a l  s h i e l d  o r  any r a d i a t i o n  

shine" from any po r t ion  of t h e  cask s u r f a c e ,  i nc lud ing  both heads and 

the  a s soc ia t ed  f l ange  openings. No abrupt  change i n  B-y r a d i a t i o n  w a s  

de t ec t ed  i n  a very c a r e f u l  survey4 conducted by John V. H i l y e r  of  t h e  

ORNL Health Physics  Divis ion.  

11 

While permission from Gulf O i l  Corporation t o  proceed with t h e  

unloading o f  t h e  cask contents  w a s  awaited, an i n c i d e n t  r epor t '  w a s  com- 

p l e t e d ,  as r equ i r ed  by AEC and OWL po l i cy .  Approval t o  proceed w i t h  t h e  

unloading of  RTE-7 from t h e  cask was given during a telephone conversat ion 

with Roy E. Norman of Gulf General Atomic. 

The cask w a s  lowered t o  t h e  h o r i z o n t a l  p o s i t i o n  f o r  unloading. N o  

misalignment o r  damage w a s  noted then. 

end ( l ead ing  end during t r a n s i t )  was removed, and t h e  element unloading 

operat ion proceeded normally and without  i n c i d e n t .  Not one 0 r i n g  seal 

had leaked, as w a s  evident  from t h e  absence of  d i r t y  water i n s i d e  t h e  

cask. The h e a l t h  physics services were provided, and h o t  cel l  personnel 

unloaded t h e  cask as p resc r ibed  by procedures prepared i n  advance. 

The p r o t e c t i v e  cover on t h e  g rapp le  

J. V. H i lye r ,  OWL, personal  communication. 

J .  M. Chandler, Wreck of Vehicle Carrying t h e  "Ha l l am"  Cask wi th  

4 

5 

HTGR Experimental Fuel  Element RTE-7, Inc iden t  Report No. OWL-71-46. 
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Fig. 15. Cask As Received at OFNL. 
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The c a n i s t e r ,  w i t h  shock absorber  a t t ached ,  was pushed from t h e  

cask through a p o r t  i n  t h e  5-f t - thick concrete  s h i e l d  of t h e  cel l .  

grapple  w a s  p u l l e d  back i n t o  t h e  cask, and t h e  b a l l  valve w a s  closed. 

P a r t i c u l a r  a t t e n t i o n  w a s  d i r e c t e d  t o  t h e  o p e r a b i l i t y  of  t h e  plug valve 

and grapple  t o  see i f  they had su f fe red  damage. No damage w a s  found. 

The 

S l i g h t  l o n g i t u d i n a l  s c r a t c h e s  were seen along t h e  aluminum c a n i s t e r  

su r f aces ;  t h i s  is normal. No o t h e r  marks o r  dents  were v i s i b l e  on t h e  

c a n i s t e r  o r  t h e  shock absorber pad. 

SN-15. The dimensional measurements taken of t h e  shock pack plunger 

Red letters on the  can s p e l l e d  ou t  

p o s i t i o n  ind ica t ed  no movement of t h e  p i s t o n  i n  the  hexa-honeycomb shock 

absorbing medium. The medium has 1000-psi crushing s t r e n g t h  i n  t h e  

d i r e c t i o n  of loading.  The shock absorber  was decontaminated and packaged 

f o r  reuse.  

6 

The c a n i s t e r  w a s  sawed i n  two, and RTE-7 w a s  removed from t h e  canister 

without i n c i d e n t .  No damage w a s  noted; t h e  12-ft-long carbon element 

came ou t  i n  one p i ece ,  w i th  no unusual marks o r  n i cks  o r  any v i s i b l e  

breakage. This is evident  from Figs .  16  and 17, which are photographs 

of t h e  end and bottom of RTE-7. 

Operations Divis ion under the  d i r e c t i o n  of R. B. F i t t s  of t h e  Metals and 

Ceramics Divis ion,  and he  reported t h a t  no damage had been done t o  t h e  

element by t h e  acc iden t  and t h a t  scheduled i n v e s t i g a t i o n s  of t h e  RTE would 

proceed as o r i g i n a l l y  planned. 

The element w a s  disassembled by t h e  

/ 

A f t e r  RTE-7 w a s  s a f e l y  de l ive red  t o  t h e  ORNL Dismantling and 

Examination-Hot Cells, Building 3026D, f o r  disassembly, our  a t t e n t i o n  

w a s  d i r e c t e d  t o  r e t u r n i n g  t h e  Peach Bottom S i n g l e  Element Shipping Cask. 

Nationwide i n t e r e s t  by va r ious  USAEC i n s t a l l a t i o n s ,  as w e l l  as com- 

p l i a n c e  requirements of Federal  Regulation 10-CFR-71, "Packaging of 

Radioactive Materials f o r  Transport  ,'I guided t h e  plans and d i c t a t e d  the  

rules by which ou r  plans were made and c a r r i e d  out .  

determine t h e  e x t e n t  of  damage done t o  t h e  cask by t h e  acc iden t  (Group I) ;  

second, r e p a i r s  needed t o  r e s t o r e  t h e  cask t o  i ts  ope ra t ing  condi t ion 

F i r s t ,  w e  had t o  

were itemized (Group 11); and t h i r d ,  w e  suggested t o  t h e  holder '  of t h e  

6D. R. Buttemer and J .  F. Petersen,  S t r u c t u r a l  and Thermal Analyses 
of t h e  Peach Bottom S ing le  Element Shipping Cask Licensing, GAMD-8894 
( J u l y  4 ,  1971). 

Gulf O i l  Corporation, P.O. Box 608, San Diego, Ca l i fo rn ia  92112. 7 
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Fig. 16. RTE-7 Bottom End .  

Fig. 1 7 .  RTE-7 Top  End.  
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AEC l i c e n s e  f o r  the cask items t h a t  might l ead  t o  safer f u t u r e  shipments 

u s ing  t h i s  cask (Group 111). 

A meeting w a s  h e l d  t o  prepare recommended procedures f o r  r e s t o r i n g  

t h e  cask t o  service. Those i n  a t tendance included OWL expe r t s  i n  f u e l  

sh ipp ing  cask design, i n spec t ion ,  and f u e l  sh ipp ing  r e g u l a t i o n  and a cask 

design engineer  from GGA, who is completely familiar with t h e  cask capab i l i -  

t i e s ,  as r ev i sed  and c e r t i f i e d  by GGA t o  meet t h e  condi t ions s p e c i f i e d  

i n  Federal  Regulation 10-CFR-71. 

t o  t h e  AEC f o r  considerat ion i n  issuance of  t h e  l i c e n s e  SNM-69(71-13) and 

were used by t h e  Department of Transportat ion f o r  t h e i r  work i n  i s suance  

of DOT SP-5938. 

Departments were asked t o  p a r t i c i p a t e  because they would b e  involved i n  

r e p a i r i n g  t h e  cask and sh ipp ing  i t  t o  i ts  nex t  u se r .  Members of t h e  ORNL 

T r a f f i c  Department w i l l  a l s o  handle  cla5ms f o r  recovery of  t h e  cos t  t o  

r e s t o r e  t h e  cask t o  service. 

These c a p a b i l i t i e s  had been presented 

Personnel from ORNL F i e l d  Engineering and T r a f f i c  

A r e p r e s e n t a t i v e  of t h e  Heal th  and Nuclear Sa fe ty  Branch of  t h e  

Sa fe ty  and Environmental Divis ion of AEC-OR0 was i n v i t e d  t o  a t t e n d  t o  

c o n t r i b u t e  and observe, s i n c e  members of t h i s  branch had conducted t h e  

i n i t i a l  r a d i o l o g i c a l  i n v e s t i g a t i o n  of t h e  accident  and had a l s o  requested 

J. M. Chandler's a s s i s t a n c e  i n  r e t r i e v i n g  t h e  cask. 

The minutes of t h e  December 16, 1971, meeting w e r e  s e n t  t o  

D. E .  Trauger on December 1 7 ,  1971, and forwarded t o  R. J. Ledbet ter ,  

GGA, on December 29, 1971. Copies o f  t h e  let ters are i n  t h e  Appendix. 

While t h e  paper work w a s  be ing  completed, v e r b a l  permission w a s  

granted by t h e  AEC-OR0 and ORNL management t o  execute Group I recommenda- 

t i o n s  , c o n s i s t i n g  of an examination t o  determine accident-caused damage. 

It is both a requirement of t h e  l i c e n s e e  and good s a f e t y  p r a c t i c e  t h a t  

c e r t a i n  items of t h e  cask b e  examined between shipments. 

A l l  Group I examinations were conducted by members of t he  ORNL 

Inspec t ion  Engineering Divis ion,  who are expe r t s  i n  t h e  examination o f  

s t r u c t u r a l  materials. No f u r t h e r  accident-caused damage w a s  found 

beyond t h a t  found at t h e  acc iden t  s i te .  



It is p e r t i n e n t  a t  t h i s  p o i n t  t o  d i scuss  the choice o f  dye pene t r an t  

and v i s u a l  i n spec t ion  r a t h e r  than x-ray examination of  a l l  cask s t r u c t u r a l  

welds. 

s o  loca t ed  t h a t  meaningful x-ray examination w a s  impossible,  p a r t i c u l a r l y  

with t h e  8.5-in.-thick l e a d  s h i e l d  present .  Furthermore, i n  an acc iden t  

one would expect t h e  welds t o  f a i l  i n  such a way t h a t  any f a i l u r e  would 

be d e t e c t a b l e  by dye penetrant  methods. 

The welds important t o  t h e  cask b i o l o g i c a l  s h i e l d  i n t e g r i t y  were 

Fluorescence dye pene t r an t  w a s  a l s o  used t o  i n s p e c t  f o r  cracks i n  

the  cask head b o l t s  and t runnion b o l t s  because t h i s  method is r e l i a b l e ,  

less expensive, and faster than x-ray examination. It w a s  recommended 

t h a t  t h e  head b o l t s  b e  replaced because of normal wear. N o  damage w a s  

done t o  them by t h e  accident .  

b o l t s  w i l l  b e  replaced i n  t h e  n e a r  f u t u r e ,  probably b e f o r e  t h e  cask is 

put  i n t o  service again.  

examined, and no accident-caused damage w a s  detected.  

s t a i n l e s s  s teel  and show very l i t t l e  wear from use. There is  no t e c h n i c a l  

reason f o r  t h e i r  replacement. 

from 0 .  J. Smith t o  J. M. Chandler, r e p o r t i n g  t h e  i n s p e c t i o n  of t h e  Peach 

Bottom s i n g l e  element shipping cask by t h e  ORNL Inspec t ion  Engineering 

Division. 

It should b e  pointed out  t h a t  t h e  head 

S imi l a r ly ,  a l l  1 2  t runnion tie-down b o l t s  were 

They are made of 

The Appendix inc ludes  a copy of a l e t t e r  

It is noteworthy t h a t  t h e  measurements of t h e  t runnion center-to-center 

d i s t ances  showed abso lu te ly  no deformation of t h e  cask support  c r a d l e  o r  

t h e  cask. 

During t h e  cask examinations by the  ORNL Inspec t ion  Engineering team, 

i t  w a s  necessary t o  remove much p a i n t  from t h e  cask and cask support  

su r f aces .  This p a i n t  removal, t h a t  caused d i r e c t l y  by t h e  acc iden t ,  and 

t h a t  during retrieval made r e p a i n t i n g  necessary f o r  cask service under 

water and f o r  appearance. Both the cask o u t e r  s u r f a c e  and t h e  support  

s t r u c t u r e  are carbon steel. 

I n i t i a l  p re s su re  tests were conducted t o  v e r i f y  t h a t  t h e r e  w a s  no 

leakage from t h e  cask f l a n g e s  be fo re  or during retrieval of t h e  cask from 

the  d i t c h .  Although t h e  soap bubble test a t  10 p s i g  a i r  p res su re  and t h e  

"hydro" tes t  a t  50 p s i g  water p res su re  showed no leakage from any f l anges  
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o r  s t r u c t u r a l  members, w e  chose t o  r e p l a c e  t h e  f o u r  O-ring seals broken 

during subsequent disassembly of  t h e  cask. There w a s  a s l i g h t  a i r  l e a k  

de tec t ed  from around t h e  threads of a 5/&in.-diam b o l t  t h a t  locks t h e  

grapple  i n  place.  

gasket  between t h e  b o l t  head and the  f l a n g e  i n t o  which t h e  b o l t  w a s  

screwed. 

we may n o t  have t i gh tened  the  b o l t  s ecu re ly .  

the d i t c h  w a s  found i n s i d e  t h e  cask and no r a d i o a c t i v i t y  w a s  found i n  

This  l e a k  was  stopped by providing a s imple rubber 

This gasket could have been misplaced during unloading, o r  else 

S ince  no muddy water from 

t h e  d i t c h  water, i t  is  reasonable t o  conclude t h a t  no l e a k  w a s  p re sen t  

b e f o r e  o r  a f t e r  t h e  accident .  Furthermore, i t  is doubtful  t h a t  water 

would have entered t h e  cask c a v i t y  i f  t h e  gasket  were omitted.  

f i n a l  a i r  p re s su re  t e s t i n g  of a l l  cask seals, i n  which a i r  w a s  supp l i ed  

t o  t h e  cask c a v i t y  through a d r i l l e d  ou t  5/8-in.-diam b o l t  screwed i n t o  

t h i s  grapple  lock ing  screw threads,  50 p s i g  a i r  p re s su re  was needed t o  

g e t  a reasonable  flow of a i r  t o  t h e  cask cav i ty  through t h e  s m a l l  annular  

c learance between t h e  grapple  tube and cask head. 

During 

The cask c e n t e r  cav i ty  w a s  v i s u a l l y  in spec ted  and w a s  examined by 

passing a 4.75-in.-diam by 3-ft-long wood p lug  through t h e  cav i ty .  

w i r e  w a s  a l s o  drawn t i g h t  t o  t h e  s i d e s  of  t h e  cask c a v i t y  t o  a i d  i n  t h e  

v i s u a l  examination of t h e  bore.  A similar technique w a s  used t o  measure 

t h e  s t r a i g h t n e s s  of t h e  cask o u t s i d e  su r face .  Dimensions of  t h e  cask 

w e r e  compared w i t h  Atomics I n t e r n a t i o n a l  Dwg. 7617-HMOO1, from which t h e  

cask was constructed i n  1963. 

S t e e l  

The o p e r a b i l i t y  of  t h e  g rapp le r  assembly w a s  t e s t e d  w i t h  t h e  grapple- 

end h e a t  o f f ;  t h e  p a r t  worked s a t i s f a c t o r i l y .  

The b a l l  valve f u n c t i o n a l  test  w a s  conducted w i t h  t h e  b a l l  valve 

head o f f  t h e  cask. All movements were made wi th  ease, wi th  an G i n .  

Crescent wrench used t o  r o t a t e  t h e  va lve  handle.  

observed as t h e  valve w a s  opened and closed. 

No i r r e g u l a r i t i e s  w e r e  

Photographs were taken of  t h e  g rapp le r  tes t  and are on f i l e  a t  t h e  

TURF along w i t h  photographs of t h e  dye pene t r an t  test  r e s u l t s ,  which 

showed no p e n e t r a t i o n  by dye and thus no cracks i n  t h e  welds t e s t e d .  

De ta i l ed  examination of t h e  cask i n t e r i o r  was p o s s i b l e  because t h e  

measured dose rate w a s  only a f e w  m i l l i r e m  p e r  hour a t  6 i n .  and t h e  

t r a n s f e r r a b l e  contamination w a s  less than 4000 dis lmin p e r  100 cm2. 



Repairs t o  Cask Damages 

Permission w a s  received by GGA on Thursday, January 6, 1972, from 

t h e  AEC-San Francisco ( S A N S )  t o  r e p a i r  t h e  damaged cask. We were pre- 

pared t o  make r e p a i r s  and began immediately. 

accident  damage needed t o  be  r epa i r ed ,  and t h e  main i t e m  w a s  t o  sand- 

Actual ly  very l i t t l e  

b l a s t  and p a i n t  t h e  cast f o r  underwater service. The previously 

inspected head b o l t s  and trunnion b o l t s  were reused t o  assemble t h e  

cask. As a p reven ta t ive  maintenance i t e m ,  we replaced a l l  48 of t h e  

remaining b o l t s ,  n u t s ,  and washers t h a t  are removed and reused each t i m e  

t h e  cask is  loaded a t  t h e  r e a c t o r  s i t e  and each t i m e  t h e  cask is  unloaded. 

The only items t h a t  a c t u a l l y  broke during t h e  acc iden t ,  excluding 

t h e  thermal i n s u l a t i o n ,  were t h e  two l-in.-diam steel  dowel p ins  and t h e  

two l-in.-diam s t e e l  b o l t s ,  which a l i g n  and b o l t  t oge the r  t h e  cask 

cen te r  support  g i r d l e .  These b o l t s  and dowels were replaced,  and t h e  

support  r i n g  w a s  i n s t a l l e d  around t h e  g i r t h  of t h e  cask. The c r a d l e  

intermediate  support  member was b o l t e d  t o  t h e  support  r i n g  when t h e  cask 

was i n c l i n e d  t o  a 10" angle  from h o r i z o n t a l  and loaded on t h e  t r a c t o r -  

t ra i ler  r i g ,  as shown previously i n  Fig.  1. 

The pa in t ed  24.25-in.-OD s h e l l  of t h e  cask was s andb las t ed  t o  b a r e  

metal and given a primer and s ea l  coat of Amercoat 69 p a i n t  and two su r -  

face coa t s  of Amercoat 74 p a i n t .  This cask s u r f a c e  coa t ing  w i l l  p r o t e c t  

t h e  s t e e l  cask du r ing  underwater loading.  

The cask sh ipp ing  c r a d l e ,  cask e l e v a t i n g  cradle, and in t e rmed ia t e  

support  were sandblasted l i g h t l y  o r  scraped as deemed necessary t o  pro- 

v ide  s u i t a b l e  s u r f a c e  upon which s i n g l e  c o a t s  of t h e  same Amercoat p a i n t s  

w e r e  app l i ed .  The shipping cask is detached from the c r a d l e  f o r  loading,  

so t he  c r a d l e  is  no t  sub jec t ed  t o  f u e l  s t o r a g e  canal  water and does n o t  

r e q u i r e  a washable coating. 

During assembly of t h e  cask a f te r  s a n d b l a s t i n g  and p a i n t i n g ,  a l l  

four  of t h e  containment O-ring seals loca ted  i n  the heads were replaced 

as s p e c i f i e d  f o r  the o r i g i n a l  cons t ruc t ion  of t h e  cask by Atomics 

I n t e r n a t i o n a l  [Dwg. No. 76117-HM001 Cask Assy-(DESIGN SPEC FUEL ROD 
SHIPPING) , HNPF] . 



Repairs w e r e  completed about noon January 12, 1972, and t h e  Peach 

Bottom S i n g l e  Element Shipping Cask DOT SP-5938 w a s  prepared Cor shipment 

and l e f t  ORNL a t  3:45 PM loaded on Tr i -S ta t e  Trucking Company's "Low Boy" 

t r a i l e r  73090, which w a s  drawn by t r a c t o r  563, as shown i n  Figs .  18 

and 19. 

The f i n a l  recommendation, i temized under Group 111, "Recommendations , I '  

i n  t h e  minutes of t h e  December 16, 1971, meeting are planned t o  be  ac t ed  

upon as descr ibed below. 

Upon r e t u r n  of t h e  cask t o  San Diego, Ca l i fo rn ia ,  on about 

February 7, 1972, GGA in t ends  t o  i n s t a l l  new thermal i n s u l a t i o n ,  designed 

by GGA, which is  acceptable  by t h e  a u t h o r i t i e s .  

scheduled t o  be  replaced by GGA i n  i ts  maintenance shops be fo re  r e t u r n i n g  

the  cask t o  s e r v i c e .  

The f l ange  b o l t s  are 

The cask and i ts  support  mechanism were shipped from ORNL t o  

Denton, Texas, where a t r a c t o r - t r a i l e r  r i g  designed s p e c i f i c a l l y  f o r  t h i s  

shipping assembly was f i t t e d  w i t h  t h e  Peach Bottom s i n g l e  element sh ipp ing  

cask and i ts  c r a d l e s .  Then this  shipping arrangement package w a s  hauled 

t o  i ts  des igna t ion  i n  C a l i f o r n i a .  The new trailer has  a low c e n t e r  of 

g r a v i t y ,  and t h e  load  tie-downs are of a p o s i t i v e  locking type. This 

r i g  w a s  on order ;  i n  fact ,  i t  w a s  ready f o r  u se  a t  t h e  t i m e  t h e  acc iden t  

occurred and w a s  t o  b e  used f o r  subsequent shipments from the  Peach Bottom 

Reactor t o  Gulf General Atomic Hot Cells and  t o  O m .  It is a coincidence 

t h a t  i t  f e a t u r e s  most of t h e  i t e m s  recommended i n  t h e  i n i t i a l  i n c i d e n t  

r e p o r t ,  which w a s  prepared wi thou t  knowledge o f  t h e  new t r a c t o r - t r a i l e r  

r i g .  

CONCLUSIONS 

After a thorough dimensional a n a l y s i s  of  t h e  cask and an examination 

of a l l  cask welds a t  ORNL, w e  conclude that  t h e r e  w a s  no s t r u c t u r a l  

damage t o  t h e  Peach Bottom S i n g l e  Element Shipping Cast - DOT SP-5938. 

It, the re fo re ,  continues t o  meet t h e  requirements of Fede ra l  r e g u l a t i o n  

10-CFR-71 i f  the need f o r  a mantle of thermal i n s u l a t i o n  is  included. 

The p a i r s  of n o n s t r u c t u r a l  b o l t s  and dowel p ins  of  t h e  cask c e n t e r  

g i r d l e  were broken and t h e  g i r d l e  came l o o s e  from around the  cask as a 
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F i g .  19 .  Outbound Cask - S i l h o u e t t e .  
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r e s u l t  of bear ing  a heavy fo rce  exer ted  as t h e  cask skidded upside down 

wi th  t r a c t o r - t r a i l e r  (weight 29,200 l b )  a t tached  f o r  some 30 yards  i n  

s o f t  s o i l .  This g i r d l e  f a i l u r e  d id  no t  reduce t h e  e f f ec t iveness  of t h e  

cask 's  b i o l o g i c a l  s h i e l d  o r  its containment seals. The 2-in.-thick 

Fiberfax i n s u l a t i o n  and the  t a r p a u l i n  t h a t  p r o t e c t s  i t  from t h e  weather 

were t o r n  from 80% of t h e  cask su r face  by the  acc ident .  

Although t h e  cask d i d  n o t  m e e t  an unyie ld ing  o b j e c t ,  i t  d i d  s k i d  

about: 30 yards i n  s o f t  d i r t  mixed wi th  grave l  and absorbed a tremendous 

amount of abuse without  y i e ld ing .  

It appears from t h e  evidence a v a i l a b l e  that t h e  heavy chain tie- 

downs wi th  boomer locks d id  n o t  become loose  - t h e  chains  broke under 

severe f o r c e  as t h e  cask stopped suddenly. 

t he  load t o  s h i f t  e a r l y  i n  t h e  acc ident ,  t h e  d r i v e r  would have attempted 

to  s top  t h e  t ruck .  There were no s k i d  marks t o  i n d i c a t e  t h a t  t he  t ruck  

w a s  dece lera t ing .  

Had t h e  chains  broke11 al lowing 

Cer ta in ly ,  t h e  h igh  cen te r  of g rav i ty  of t h e  t o t a l  load - t r a c t o r -  

trailer, cask, and sh ipping  assembly - cont r ibu ted  adversely t o  t h e  a b i l i t y  

of t h e  d r i v e r  t o  rega in  con t ro l  of h i s  load. However, it must be  kept  

i n  mind t h a t  t h i s  shipment and o the r s  l i k e  i t  have t r ave led  many m i l e s  

and have negot ia ted  much more severe curves than t h i s  one without  

over tu rn ing .  

RECOMMENDATIONS AND SUGGESTIONS 

Some recommendations and suggest ions o r ig ina t ed  from observat ions 

and experience gained i n  t h e  work done p e r t a i n i n g  t o  the  acc ident .  

a r e  presented f o r  t h e  r eade r ' s  considerat ion.  They are thoughts of t h e  

author  only and do not  n e c e s s a r i l y  r ep resen t  any o f f i c i a l  views of t h e  

AEC o r  any private organiza t ion  involved i n  t h i s  acc ident .  

They 

It i s  recommended t h a t  t h i s  Peach Bottom S ing le  Element Shipping 

cask be  mounted on t h e  trailer a t  t h e  lowest poss ib l e  i n c l i n e d  angle  

cons i s t en t  wi th  damage-free movement of t h e  element i n s i d e  t h e  sh ipping  

c a n i s t e r  . 
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It is  recommended t h a t  t he  cask and i ts  supports  b e  loaded onto 

a carr ier  t h a t  provides t h e  lowest c e n t e r  of  g r a v i t y  c o n s i s t e n t  w i t h  

safe travel over  t h e  roads t o  b e  t r ave led .  

The thermal i n s u l a t i o n  should b e  redesigned t o  provide p r o t e c t i o n  

from t h e  weather and provide s t r e n g t h  t o  withstand t h e  accident .  The 

i n s u l a t i o n  might t ake  t h e  form of a canopy o r  f i r e  w a l l .  

I t  is  recommended t h a t  t h e  heavy chain cask support  tie-downs b e  

t i gh tened  by screw devices o r  o t h e r  p o s i t i v e  lock ing  keepers; lever-type 

boomers could become unlatched i f  s t r u c k  o r  snared. Tie-downs should b e  

anchored p a r a l l e l  and perpendicular  t o  t h e  d i r e c t i o n  of t r a v e l .  How 

s t r o n g  the  tie-downs should b e  is  a debatable  i t e m  - should they hold 

t h e  load under t h e  acc iden t  condi t ion o r  should they b e  only s t r o n g  

enough t o  prevent  s h i f t  of t h e  load? My p re fe rence  would allow t h e  

s e p a r a t i o n  of cask from carrier under acc iden t  condi t ions f o r  t h e s e  

reasons: Should t h e r e  b e  a f i r e ,  t h e  t ra i ler  engine l u b r i c a t i o n  and t h e  

f u e l  tanks would be  t h e  most probable sou rce  of f u e l  and would b e  f a r t h e r  

from t h e  cask i f  s e p a r a t i o n  occurred. Retrieval of t h e  damaged o r  undamaged 

cask would b e  s impler  and safer without  t h e  added s t r u c t u r e  of  t h e  t r a c t o r -  

t r a i l e r  o r  r a i l r o a d  equipment. 

Recommended Revisions t o  Shipping Cask License Requirements 

- A l l  sh ipp ing  casks i n  service f o r  t r a n s p o r t  of r a d i o a c t i v e  materials 

should b e  put on a programmed maintenance schedule  w i t h  p e r i o d i c  n o t i c e s  

s e n t  t o  t h e  l i c e n s e  ho lde r  f o r  a c t i o n  and a r e p o r t  back t o  t h e  DOT (or  

o t h e r  agency) t h a t  maintenance w a s  performed. 

v i s u a l l y  inspected each shipment, wh i l e  o t h e r s ,  such as main s t r u c t u r a l  

members, need t o  b e  thoroughly inspected a t  1- t o  2-year i n t e r v a l s .  

Some items, such as cask s u r f a c e  coat ing and o f t e n  used b o l t s ,  gaskets ,  

etc. ,  w i l l  r e q u i r e  scheduled p e r i o d i c  r e p a i r s  o r  replacements. 

programmed maintenance should inc lude  in spec t ion ,  t e s t i n g ,  and marking 

of l i f t i n g  devices  accompanying t h e  cask. S p e c i a l  t o o l s  f o r  loading o r  

unloading t h a t  accompany t h e  cask should b e  c l e a r l y  l abe led  and marked. 

Cask tie-down equipment s izes  should b e  s p e c i f i e d ;  t h i s  includes t h e  

Some items need t o  b e  

This 
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s i z e  of  chain,  locking  b o l t s ,  boomers, etc. used t o  hold the cask i n  

place dur ing  shipment. This  information should be  l i s t e d  on t h e  DOT 

permi t  and i n  t h e  cask sa fe ty  ana lys i s  r epor t .  

Minimum s tandards  should be set  f o r  t h e  type and s i z e  of equipment 

used t o  t r a n s p o r t  t h e  shipping cask. 

the number of  ax les  on t h e  t r a c t o r - t r a i l e r  r i g  and loading l i m i t a t i o n s  

f o r  t h e  r e spec t ive  axles. 

This desc r ip t ion  should spec i fy  

Emergency Procedures - Recommendations 

The acc ident  involving t h e  Peach Bottom S ing le  Element Shipping 

Cask occurred nea r  where personnel f a m i l i a r  w i th  r a d i o a c t i v i t y  and 

experienced i n  handl ing i t  were ava i l ab le .  

the  acc ident  showed good judgment i n  handl ing t h e  p o t e n t i a l l y  dangerous 

acc ident  by rou t ing  t r a f f i c  away from t h e  acc ident  and keeping people 

away from t h e  acc ident  s i t e  u n t i l  h e  had contacted the  USAEC a t  

Oak Ridge, Tennessee. Other l a w  o f f i c e r s ,  less f a m i l i a r  w i th  r a d i a t i o n  

and unaware of t h e  f a c i l i t i e s  a t  Oak Ridge o r  elsewhere, might no t  have 

known what t o  do and whom t o  contac t  f o r  he lp .  

The l a w  o f f i c e r  i n v e s t i g a t i n g  6 

The procedures recommended h e r e  are intended t o  a i d  one i n  handl ing 

an emergency and are based on 20 years  of experience i n  t h e  atomic energy 

f i e l d  and on experience gained from t h i s  i n v e s t i g a t i o n  and from discuss ions  

wi th  people involved i n  o the r  acc idents  involving r a d i o a c t i v e  materials. 

The recommended procedures f o r  use i n  an emergency inc lude  only those 

c o n t r o l l a b l e  by t h e  sh ipper .  

anyone else a r r i v i n g  a t  t h e  s i t e  of an acc ident  involving t h e  shipment 

of r ad ioac t ive  materials. Items discussed he re  are i n  add i t ion  t o  the 

usual  r a d i a t i o n  markings and s i g n s  requi red  by p resen t  s tandards  and 

procedures.  

They were prepared t o  a i d  l a w  o f f i c e r s  o r  

The d r i v e r  of t h e  veh ic l e  should b e  b r i e f e d  on procedures t o  b e  

followed i n  t h e  event  of an acc ident .  

t i o n  should accompany t h e  shipment and b e  s t o r e d  i n  a conspicious p l ace  

i n  t h e  v e h i c l e  and pro tec ted  from f i re .  

name o r  names of persons t o  b e  contacted f o r  he lp  and those  t o  b e  n o t i f i e d  

i n  t h e  event of an acc ident .  

These procedures and o t h e r  informa- 

These procedures should l i s t  t h e  

The person t o  b e  contacted should have 
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knowledge of t h e  cask s t r u c t u r e  and i ts  contents  and be  a v a i l a b l e  t o  t ake  

active p a r t  i n  t h e  retrieval of t h e  damaged cask and contents .  H e  should 

be aware of h i s  r e s p o n s i b i l i t i e s  and know beforehand t h e  r o u t e  of  travel 

and t h e  t i m e  schedule o f .  t h e  shipment. 

The person o r  persons s p e c i f i e d  i n  t h e  procedure t o  be  contacted 

should be  contacted by t h e  emergency squad as soon as p r a c t i c a l  after 

they have conducted t h e  r a d i a t i o n  survey and be fo re  any l i f t i n g  o r  handl ing 

of t h e  shipping cask. I f  t h e  cask and t r a c t o r - t r a i l e r  u n i t  are s t i l l  

a t t ached ,  no at tempt  should be  made t o  detach t h e  cask u n t i l  i t  has  been 

c l ea red  with t h e  person f a m i l i a r  w i t h  t h e  cask. Improper re t r ieval  of 

t h e  cask could cause a break of t h e  containment vessel a t  a p l a c e  t h a t  

had been weakened by t h e  acc iden t .  

Communication and Liaison Between I n v e s t i g a t o r s  

Once t h e  retrieval ope ra t ion  is completed and work i's begun on 

i n v e s t i g a t i n g  causes and a s s e s s i n g  damage t o  t h e  cask and its contents  

preparatory t o  making r e p a i r s  necessary t o  c e r t i f y  cask f o r  f u r t h e r  

service, one person should b e  s e l e c t e d  t o  act  as l i a i s o n  and i d e n t i f i e d  

t o  a l l  t h e  agencies t ak ing  p a r t  i n  t h e  i n v e s t i g a t i o n .  This person w i l l  

keep a l l  i n t e r e s t e d  p a r t i e s  informed w i t h  t h e  la tes t  information and 

s t a t u s  of t h e  work. A l l  procedures f o r  i n spec t ion  and r e p a i r  work should 

be t r ansmi t t ed  through him, and h e  w i l l  b e  r e spons ib l e  f o r  a s s u r i n g  t h a t  

t h e  work i s  be ing  conducted according t o  t h e  procedures s p e c i f i e d .  

Experience has shown t h a t  uninformed people tend t o  b e  uncooperative 

and informed people are anxious t o  h e l p  expedi te  t h e  work t o  completion. 

Also, t h e  average l a y  engineer does n o t  know a l l  t h e  people t h a t  should 

be consulted,  n o t i f i e d ,  o r  keep informed t o  g e t  t h e  job done, quickly,  

economically, and i n  a l e g a l l y  c o r r e c t  manner. 



F i n a l  Report of Accident 

The f i n a l  wri teup of a l l  information p e r t a i n i n g  t o  an accident  

involving r a d i o a c t i v e  materials should b e  made by t h e  person most familiar 

with t h e  f a c t s .  The r e p o r t  should b e  as informal as p r a c t i c a l  s o  t h a t  

information contained w i l l  b e  u s e f u l  and b e n e f i c i a l  t o  t h e  people s e l e c t e d  

t o  handle similar acc iden t s  and t o  designers  of r e a c t o r  f u e l  sh ipp ing  

assemblies.  Such a r e p o r t  would a l s o  b e  u s e f u l  t o  t h e  f i r s t - l i n e  

supe rv i so r s  who prepare f o r  shipment of  t he  loaded sh ipp ing  assembly. 

Highly formal and p o l i t i c a l l y  o r i e n t e d  r e p o r t s  should b e  prepared, i f  

needed, and d i s t r i b u t e d  by r e p o r t s  groups who use  information and facts  

from t h e  b a s i c  r epor t .  

There are many conversations,  e x h i b i t s ,  and b i t s  of information 

gathered from many sources  during such an involved i n c i d e n t  t h a t  are n o t  

published b u t  should be r e t a i n e d  f o r  some several y e a r s  o r  u n t i l  any 

l e g a l  proceedings r e s u l t i n g  from t h e  acc iden t  have expired.  It should 

be  t h e  r e s p o n s i b i l i t y  of t h e  authors  of t h e  o r i g i n a l  r e p o r t  o r  someone 

designated t o  keep t h e s e  records f o r  r e fe rence .  An example i n  t h i s  case 

of such an i t e m  i s  t h e  sample of water taken a t  t h e  acc iden t  s i te .  

Long Range Items t o  Consider 

As t h e  nuc lea r  economy expands i n  t h i s  country and t h e  world, the 

inventory of f i s s i o n a b l e  materials en r o u t e  t o  and from the r e a c t o r s  and 

t o  the  f u e l  f a b r i c a t i o n  p l a n t s  from t h e  enrichment p l a n t s  becomes very 

l a r g e ,  t h e r e  w i l l  be need f o r  a computerized d i spa tche r  t o  r o u t e  t h e  

shipments s o  as t o  prevent  o r  t o  make i n c r e d i b l e  acc iden t s  i n  which a 

nuc lea r  acc iden t  could r e s u l t  when two o r  more shipments become involved 

i n  a s i n g l e  acc iden t .  

It is  n o t  inconceivable  t h a t  a c e r t a i n  network of rails, roads,  

airways, o r  waterways (ocean included) b e  set  a s i d e  at t i m e s  f o r  u se  

l i m i t e d  t o  f i s s i o n a b l e  materials. Shipments could b e  programmed f o r  

maximum s a f e t y  i n  handl ing and t r a n s p o r t .  

might w e l l  b e  jo ined  i n  t r a i n s  t h a t  o p e r a t e  on t h i s  exc lus ive  t r anspor t a -  

t i o n  network. 

Universal  sh ipp ing  assemblies 
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OAK R ~ D G E  NATIONAL LABORATORY 
O P E R A T E D  B Y  

UNION CARBIDE CORPORATION 
N U C L E A R  DIVISION 

POST OFFICE BOX X 

OAK RIDGE, TENNESSEE 37830 

December 17, 1971 

M r .  Milton Shaw, Di rec to r  
Div is ion  of Reactor Development 

U. S.  Atomic Energy Commission 
Washington, D. C .  20545 

and Technology 

Dear M r .  Shaw: 

Transmi t t a l  of Inc ident  Report No. ORNL-71-45 ( F i n a l )  
and ORNL-~I-46 

Enclosed a r e  Inc ident  Reports No. ORNL-71-45 (F ina l )  and 0 ~ ~ ~ 7 1 - 4 6 ,  
"Unscheduled Shutdown, 'I and "Wreck of Vehicle Carrying t h e  'Hallam' 
Cask wi th  HTGR Experimental  Fuel  Element RTE-7," which descr ibe  inc iden t s  
occur r ing  on December 1 4  and December 8, 1971. 

DBT: FHN: ba 

Enclosures 

Very t r u l y  yours, 

D. m g T  B. Trauger 
Associate  D i rec to r  
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OAK RIDGE NATIONAL LABCRATORY 
INCIDENT REPORT 

I n i t i a l  X - 
- STATUS: Interim 

X - Final 

Facil i ty:  Health Physics Research Reactor Date of Incident: 12-14-71 

Report No * : ORNL-71-45 Time of Incident: 9:41 

Subject: Unscheduled Shutdown 

1. Description of Incident and General Designation of Apparent Cause: 

Other X ) (Design - Mat B1 - Personnel - Procedure 

The reactor scrammed when the  solenoid current and magnet current 
reached t h e i r  up scale t r i p  points. 

- - 

2. Operating Conditions of the Fac i l i ty  a t  Time of Incident: 

The reactor was being taken t o  power and scrammed a t  a power 
of 2 w. 

3. Immediate Evaluation, Corrective Action Taken, and Results: 

When the reactor scrammed it was noted t h a t  the meter pointers 
indicating solenoid and magnet currents were latched a t  t h e i r  
upper s e t  points. A l l  other instrumentation indicated t h a t  the 
power of the reactor was increasing a t  the expected r a t e  a t  the 
time of the scram. 
the hands were observed t o  re turn t o  zero as expected. 

Is Further Evaluation or  Corrective Action Necessary: 

The meter reset buttons were pushed, and 

No. 

5 Evaluation: 

Since there  was a momentary increase i n  both the solenoid 
current and the magnet current, it was probably caused by 
a t ransient  condition i n  a common power supply. The r e su l t  
i s  an automatic shutdown which is  an inconvenience tha t  occurs 
occasionally with t h i s  reactor protection system, 
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-2- 

6.  

7. 

8, 

Temporary Corrective Action Taken: 

Magnet and solenoid currents were checked t o  make sure they 
were within the i r  normal limits. 
s ta r ted  and the three-minute operation was completed. 

Then the reactor was re -  

Permanent Corrective Action Taken o r  Recommended: 

None e 

Similar Incidents : 

The most recent slmilar incident occurred on October 20, 1971 
(ORNL-71-32) 

Date and Time Reported: 12-14-71 
9: 45 

Originated by 
D* R. Ward 
HPFiR Operations Supervisor 

Approved by /L-1s-7 1 

Unshielded Reactor Area 

Approved by *a. 7]& Date 1 2 - 1 6 -  7 /  
F. H. N e i l 1  2 p x .  
Director, Quality ss ance 
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. 

OAK RIDGE NATIONAL LABORATORY - 
INCIDENT REPORT I n i t i a l  / x / 

STATUS In t e r im  / / 
F i n a l  / / 

F a c i l i t y :  Peach Bottom Reactor Cask - RTE-7 Date of Incident :  12-8-71 

Report No.: ORNL-71-46 T i m e  of Incident :  2:OO p.m. 

Incident  Subject:  Wreck of Vehicle Carrying the  "Hallam" Cask with 
HTGR Experimental Fuel E lemer , t  RTE-7 

1. 

2. 

3.  

4. 

Descr ipt ion of Inc iden t  and General Designation of Apparent Cause: 
(Design 

The v e h i c l e  carrying H a l l a m  cask containing HTGR experimental f u e l  
element RTE-7 from t h e  Peach Bottom Reactor t o  Oak Ridge Nat ional  
Laboratory wrecked on U.S. Route 25W approximately 3 m i l e s  no r th  
of Cl inton,  Tennessee. The accident  w a s  apparent ly  caused by an 
oncoming v e h i c l e  which veered over t h e  c e n t e r l i n e  of t h e  two-lane 
road. The d r i v e r  of t h e  cask v e h i c l e  apparent ly  swerved h i s  v e h i c l e  
toward shoulder of t h e  roadway and w a s  unable t o  c o n t r o l  h i s  veh ic l e .  
The v e h i c l e  wrecked i n  t h e  d i t c h  beside t h e  roadway. The impact, as 
t h e  cask came t o  rest  with the  l ead ing  end embedded 3 f t  deep i n  s o i l ,  
broke t h e  cask t i e  chains.  The t r a c t o r  with t ra i le r  at tached t r ave led  
52  f t  i n  t h e  o r i g i n a l  d i r e c t i o n  of t r a v e l  and w a s  upside down when it  
skidded t o  a s top .  The d r i v e r  of t h e  cask v e h i c l e  w a s  k i l l e d  i n  t h e  
acc iden t ;  no o t h e r  i n j u r i e s  occurred. 

Other ) 
I_ Procedure __ c_ 

Personnel __ - Material 

Operating Conditions a t  t h e  T i m e  of Incident :  

The K i l l i o n  Motor Express equipment w a s  d e l i v e r i n g  the  loaded H a l l a m  
cask on a c l e a r  day a t  reasonable speeds around a curve w i t h  
approximately 50 f t  radius .  An oncoming t ruck ,  according t o  witnesses ,  

avoid c o l l i s i o n .  
crowded" him, causing t h e  K i l l i o n  d r i v e r  t o  steer h i s  v e h i c l e  t o  11 

Tota l  Operating T i m e  t o  Date: 

S i m i l a r  shipments using t h i s  same H a l l a m  cask have been made previously 
without i nc iden t  between San Diego, C a l i f o r n i a  and the  Peach Bottom 
Atomic Power P l a n t ,  York County, Pennsylvania. 

RTE-7 w a s  being t ransported t o  ORNL, f o r  p o s t i r r a d i a t i o n  examination 
and o t h e r  experimental work. 

Immediate Evaluation, Correct ive Action Taken, and Resul ts :  

ORNL w a s  n o t i f i e d  of t h e  accident  a t  2:50 p.m., December 8, 1971, 
by a telephone c a l l  t o  J. M. Chandler from M r .  J. A. Lenhard, 
D i rec to r ,  AEC Safety.  Chandler and Paul Ward, h e a l t h  p h y s i c i s t ,  
were dispatched t o  t h e  accident .  Radiological  surveys were made 
of t h e  cask, t h e  v e h i c l e ,  and t h e  area; these  ind ica t ed  t h a t  leakage 
of r a d i o a c t i v e  material had not occurred. The cask w a s  removed from 
t h e  d i t c h  a t  1O:OO p.m. and t r anspor t ed  t o  ORNL, a r r i v i n g  a t  10:45 p.m., 
December 8, 1'971. 

Page 1 of 3 
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5 .  

6 .  

7. 

8. 

9. 

Is Further  Evaluation o r  Cor rec t ive  Action Necessary? 

I f  yes: Before Further Operation? Yes X No __ 

Yes 

By Whom? 1. Fuel  Cycle Technology Operation, Metals and 
Ceramics Divis ion 

2. Gulf General A t o m i c ,  San Diego, C a l i f o r n i a  
3. Philadelphia  Electr ic  Co., York County, Pennsylvania 

Evaluation: 

1. 

2. 

The inc iden t  r e s u l t e d  i n  no damage t o  t h e  gene ra l  pub l i c  and no 
r a d i o a c t i v e  substances were dispersed.  
The s u i t a b i l i t y  of t h e  cask f o r  f u t u r e  shipments must await 
d e t a i l e d  assessment of any damage. 
made only a f t e r  approval of Gulf General Atomic and t h e  USAEC. 

t h e  element from t h e  cask and prel iminary p o s t i r r a d i a t i o n  examination. 

Repair t o  t h e  cask should be  

3.  Assessment of damage, i f  any, t o  RTE-7 must await t h e  removal of 

Temporary Cor rec t ive  Action Taken: 

No temporary c o r r e c t i v e  a c t i o n ,  o t h e r  than t h a t  i nd ica t ed  above, 
is required.  

- Permanent Cor rec t ive  Action Taken o r  Recommended: 

Use of a t ra i ler  allowing f o r  lower c e n t e r  of g r a v i t y  of t h e  t o t a l  load 
is  recommended. Tiedown connections i n  a l l  360' is  recommended; tiedown 
t ens ion  devices  should be locked by screw-type lock. Thermal i n s u l a t i o n  
should be el iminated o r  made permanent. . 
Similar  Inc iden t s  t o  Other F a c i l i t i e s  (by Report No.): 

None t o  our knowledge. Loaded UFs cy l inde r s  have survived similar 
acc iden t s  without spread of contamination t o  surroundings. 

Originated by: Date: 
J/./M. Chandler, Head 
d&forium-Uranium Recycle F a c i l i t y  

Metals and Ceramics Divis ion 
Operations Group 

Approved by: Date: /2//6 /7/ 
A. L/ L o t t s ,  Supervisor 
Fuel! Cycle Technology Operation 
Metals and Ceramics Divis ion 

Page 2 of 3 
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Approved by: Date: /a//3/7/ 
P. P a t r i a r c a ,  Head 
Nuclear Fuel Technology Sect ion 
Metals and Ceramics Divis ion 

Approved by : Date : /24/7/ 
U t i l i z a t i o n  Programs 

Approved by : Date: 

Approved by: Date: 12 j/b/7 1 
W. J. Werner 
QAC - Materials 

Approved by: Date: /%/ /6/’7/ 
F. H. N e i l l ,  D i r ec to r  
Qua l i ty  Assurance, ORNL 

. 

Page 3 of 3 
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I NTRA-LABORATORY CORRESPONDENCE 
OAK RIDGE NATIONAL LABORATORY 

January 5, 1972 

To : J. M. Chandler 

Subject: Survey of Peach Bottom Shipping Cask 

Avery careful radiation survey on the Peach Bottom Shipping Cask, DOT 
5938, following return to ORNL, gave no indication of a change in the 
shielding qualities of the cask. There were no discontinuities in  radiation 
levels to indicate a change in the shielding integrity as a result of the 
accident. The transferable contamination on the cask, when returned to 
ORNL, was less than 30 a d/m/T00 cm2 and less than 500 p, y d/m/lOO cm2 
as determined from the analyses of  26 smear samples. Maximum direct read- 
ings at the external surface of  the cask were less than 0.5 mR/hr. 

Health Physics Division 

JVH :cm 

cc: R.  L . Clark 
D. M. Davis 
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OAK RIDGE NATIONAL LABORATORY 
O P E R A T E D  B Y  

UNION CARBIDE CORPORATION 
N U C L E A R  D I V I S I O N  

POST OFFICE BOX X 

OAK RIDGE, TENNESSEE 37830 

December 29, 1971 

Mr. R. J+ Ledbetter, Contract Administrator 
Gulf Energy and Environmental Systems 
P. 0. Box 608 
San Diego, California 92112 

Dear M r .  Ledbetter: 

A report of a meeting held at the O a k  Ridge National Laboratory on 
December 16, concerning GGA's Peach Bottom Single Element Shipping 
Cask, DOT Special Permit No. 5938, is enclosed. C.  R. Davis of your 
organization was in attendance. 

Three sets of recommendations which resulted from that meeting in- 
clude: 1) an extensive inspection of the cask by ORNL personnel, 
2) appropriate cask repair as uncovered by the inspection, and 3) 
suggested changes in the shipping system which should improve future 
cask perfomance under normal or accident conditions. 

We have completed approximately 95% of the inspections listed in 
Group I recommendations and have uncovered no functional damage so 
far. In order to continue with Group I1 recommendations, we require 
GGA's approval and AEC's concurrence. I would appreciate your pro- 
viding us with these approvals as soon as possible. 

Sincerely yours, 

A 

D. B. 'Traugeg 
Associate Director 

DBT:DEF:atm 
cc: F. R. Bruce (2) 

F. L. Culler (2) 
D. E. Ferguson (4) 
P. R. Kasten (2) 
J. A. Lenhard, AEC-OR0 (2) 
A. L. Lotts (2) 
M. E. Ramsey (2) 
H. M. Roth, AEC-OR0 (2) 
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INTRA-LABORATORY CORRESPONDENCE 
OAK RIDGE N A T I O N A L  L A B O R A T O R Y  

December 17 ,  1971 

To : D .  B. Trauger 

From: J .  M .  Chandler and L. B. Shappert 

Subject:  Inspec t ion  and Repair of  GGAIs  Peach Bottom Single  
Element Shipping Cask 

On Wednesday, December 8, t h e  Peach B o t t o m  Single Element Shipping Cask, 
owned by t h e  AEC and leased  by Gulf General Atomics, was involved i n  an 
acc iden t .  
i n  3026D Building.  

The cask was recovered, brought t o  ORNL, and unloaded i n t o  a c e l l  

Af t e r  a r a t h e r  cursory  examination it appeared t h a t  t h e  cask was only  
s u p e r f i c i a l l y  damaged. However, it w i l l  be impossible t o  t e l l  whether t h e  
cask can be r e s t o r e d  t o  t h e  po in t  where it meets t h e  AEC and Department of 
Transportat ion (DOT) r egu la t ions  as o r i g i n a l l y  approved without  a thorough 
inspec t ion .  
t a t i v e s  from GGA, Om, and ORNL t o  determine what s t e p s  could be taken t o  
determine, wi th  a high degree o f  confidence,  i f  t h e  cask su f fe red  s i g n i f i c a n t  
s t r u c t u r a l  damage and what r e p a i r s  should be undertaken to r e s t o r e  the  cask 
t o  i t s  opera t ing  condi t ion .  

For t h i s  reason, a meeting was he ld  on December 16 wi th  represen-  

Those i n  a t tendance a t  t h e  meeting were: 

J. M .  Chandler, Chem. Tech. Divis ion,  ORNL 
C.  R .  Davis, GGA 
E. L .  F a i r ,  T r a f f i c ,  ORNL 
K .  K . Klindt ,  Inspec t ion  Engineering, ORNL 
J .  R .  McGuffey, Inspec t ion  Engineering, ORNL 
W. A .  Pryor, AEC, O R 3  
L. B.  Shappert ,  Chem. Tech. Divis ion,  ORNL 
E. M .  Shuford, P l an t  and Engineering, ORNL 
0 .  J .  Smith, Inspec t ion  Engineering, ORNL 

John Chandler descr ibed  t h e  accident  w i th  the  a i d  of  photographs supplied 
by OR0 Safe ty  Division, information rece ived  from eyewitnesses ,  and from a 
f i r s t h a n d  in spec t ion  of t h e  acc ident  s i te .  The important p o i n t s  were: 

1. 

2.  

The thermal  i n s u l a t i o n  t h a t  was intended t o  p r o t e c t  t h e  cask 
i n  a f i r e  was s t r ipped  away from t h e  cask by t h e  s l i d i n g  a c t i o n  
o f  t h e  cask aga ins t  t h e  ground, exposing approximately 80% of 
t h e  cask sur face .  The i n s u l a t i o n  on t h e  ends o f  t h e  cask 
remained f u n c t i o n a l .  

The cha ins  used t o  t i e  t h e  skid-cask combination t o  the  t r a i l e r  
apparent ly  snapped a f t e r  t h e  s k i d - c a s k - t r a i l e r  combination had 
s l i d  about 25  yards  on i t s  s i d e .  
load d i d  no t  s h i f t  p r i o r  t o  t h e  r o l l - o v e r .  

This  seems t o  i n d i c a t e  t h a t  t h e  
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2 

b 

3 .  The c e n t e r  s t r a p ,  used t o  prevent  v i b r a t i o n  i n  t h e  17-f t - long 
cask,  was t o r n  loose .  This i s  not  a s t r u c t u r a l  support  member. 

4. Probes were made t o  check f o r  excessive dose r a t e s  o r  p o s s i b l e  
contamination of  the  a r e a  surrounding t h e  acc iden t .  
dose r a t e  was 0.5 mrem/hr, measured a t  t h e  cask sur face ,  and no 
contamination was found, 

The maximum 

5. Visual  i n spec t ion  o f  t runnion welds, end f l ange  welds, and skid 
support  welds were made p r i o r  t o  cask recovery.  
apparent  damage , 

There was no 

6. The cask was received and the  f u e l  removed i n t o  a c e l l  i n  3026D 
Building.  There was no v i s u a l  damage t o  t he  c a n i s t e r  o r  t o  t h e  
graphi te  f u e l  t h a t  was i n s i d e  t h e  c a n i s t e r .  

Based on t h i s  information, a b r i e f  examination o f  the  cask and GGA f a b r i c a t i o n  
p r i n t s  o f  t he  cask, t h e  committee d iv ided  i ts  recommendations i n t o  t h r e e  groups.  
The Laboratory should o b t a i n  OR0 concurrence on Group I recommendations. 
F. R .  Bruce has  a l ready  approved Group I recommendations f o r  the Laboratory.  

Group I Recommendations 

1 .  There should be a v i s u a l  i n spec t ion  o f  a l l  access ib l e  welds on 
the  cask and s k i d ,  

2 .  A dimensional check of t h e  cask aga ins t  t he  drawings should be 
made a s  follows: 

a .  l eng th  every 90". 

b . s t r a i g h t n e s s  every 90".  

c .  s t r a i g h t n e s s  o f  beams i n  sk id .  

3 .  A 10 p s i  bubble t e s t  followed by a 50 p s i  hydro t e s t  p r i o r  t o  
cask disassembly should be made. 

A dye penet ran t  and v i s u a l  i n spec t ion  of  a l l  welds i n  the  cask and 
o f  a l l  p r i n c i p a l  load bear ing welds i n  t h e  sk id  should be made. 
The massive s t e e l  end p i eces  w i l l  be removed t o  allow access  t o  
these  cask welds ,  

4. 

5 .  

6. 

Complete v i s u a l  inspec t ion  o f  t he  cask inne r  sur face  should be made, 

The cask should be reassembled, followed by a soap bubble t e s t  a t  
10 p s i ,  p l u s  a hydro t e s t  a t  50 p s i .  

7 .  The welds on cen te r  s t r a p  should be inspec ted .  

8 .  All moving p a r t s  should be checked f o r  proper func t ion ing .  
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The Group I1 recommendations should be approved by GGA p r i o r  t o  t h e i r  
i n i t i a t i o n .  We suggest  you con tac t  Mr. Richard J .  Ledbet te r  o f  t h e i r  
Contracts  Divis ion f o r  h i s  concurrence.  

Groux, I1 Recommendations 

1 .  A l l  b o l t s  should be replaced i n  accordance wi th  what w a s  o r i g i n a l l y  
spec i f i ed  i n  t h e  s a f e t y  a n a l y s i s ,  o r  approved equal .  These o r i g i n a l  
b o l t s  were SA-193B7 wi th  a minimum y i e l d  s t r e n g t h  of 105,000 p s i .  

Repair and i n s t a l l  t h e  c e n t e r  s t r a p  i n  accordance wi th  GGA drawings. 

Repair any welds t h a t  were damaged. 

2 .  

3 .  

4. Replace a l l  0 r i n g s .  

5 .  Repaint.  

The recommendations i n  Group I11 a r e  merely suggest ions which a r e  made 
f o r  GGAr s cons ide ra t ion .  
f e l t  might lead  t o  s a f e r  shipments i n  t h e  f u t u r e .  

They r e f l e c t  those  i d e a s  which cormnittee members 

Group I11 Recommendations 

1 .  Redesign t h e  method o f  i n s t a l l i n g  t h e  thermal  i n s u l a t i o n  i n  o rde r  
t o  prevent  i ts  removal i n  another ,  s i m i l a r ,  acc iden t .  

2 .  Lower t h e  cen te r  of g r a v i t y .  
cask on a low boy and/or lowering t h e  angle  a t  which the  cask i s  
shipped. 

This  can be done by t r anspor t ing  t h e  

3 .  
The committee b e l i e v e s  t h e  in spec t ions  recommended i n  Group I could be com- 

Redesign the  tiedowns to inc lude  p o s i t i v e  locking clamps. 

p l e t ed  wi th in  2 t o  3 weeks a f t e r  approval .  
t ake  over  1 t o  2 weeks unlkss  s i g n i f i c a n t  weld damage, no t  revea led  by t h e  
in spec t ions  a l r eady  made, a r e  uncovered. 

Group I1 recommendations should not  

It was est imated t h a t  Group I recommendations would c o s t  less than  $2000, 
while Group I1 recommendations would probably c o s t  l e s s  than $10,000. 

JMC : LBS: msb 

CC: F. R.  Bruce, D i rec to r s  Div. A .  L.  Letts, M 8~ C Diva 
D. F. Cope, S i t e  Rep. J .  R .  McGuffey, I .  E. Div. 
F. L.  Cu l l e r ,  Jr., Direc to r s  Div. F .  H. Nei l l ,  D i rec to r s  Div. 
C .  R .  Davis, GGA R .  E. Norman, GGA 
F.  E. Dearing, S i t e  Rep. W.  A .  Pryor,  OR0 
D.  E. Fergumn, Chem. Tech. M.  E. Ramsey, D i rec to r s  Div. 
J. A .  Lenhard, OR0 H. M .  Roth, O R 3  

. 
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I NTRA-LABORATORY CORRESPONDENCE 
OAK R I D G E  N A T I O N A L  L A B O R A T O R Y  

January 6, 1972 

TO: J. M. Chandler 

SUBJECT: Inspection of GGA's Peach Bottom Single 
Element Shipping Cask 

All inspections outlined in Group I Recommendations 

AI Drawing 7617 HMO01 Cask Assembly "Design Spec. Fuel 

1. Visual inspection of all accessible welds on the 

have been completed. 

Rod Shipping HNPF" was used for reference. 

cask and skid revealed no indications of damage. 

2. The following dimensional checks were made on the 
cask: 

a. Length (flange face to flange face) 
0' - 16' 11 7/8" 
90'  - 16' 11 7/8" 
1 8 0 "  - 16' 11 7/8" 
270" - 16' 11 7/8" 

b. Straightness of cask every 90". 
The straightness checks along the length of the 
outer surface of the cask indicated a variation 
of 7/32 inches. Outside diameter measurements, 
taken at corresponding positions, indicated an 
out-of-round condition as great as 1/4 inch. 

Since these variations complemented each other, 
they were considered to be an "as built" condition 
and not as a result of the accident. 

c. Straightness o f  beams in skid. 
Alignment checks of the skid beams and support structure 
indicated no significant damage or dimensional change. 

Trunion center-to-center checked 17 feet 9 15/16 inches 
on each side. 



56 

J .  M .  Chandler 2 .  J a n .  6 ,  1 9 7 2  

3 .  A 1 0  PSIG bubble  t e s t  fol lowed by a 50 PSIG hydro-  
s t a t i c  t e s t  was performed p r i o r  t o  d i sassembly .  

Leakage was observed around t h e  b o l t  a t  t h e  c e n t e r  of 
t he  g r a p p l e r  cover  du r ing  bubble t e s t .  I t  was determined t h a t  
t h e  gaske t  had n o t  been r ep laced  h e r e  a f t e r  un load ing ,  The 
gaske t  was r ep laced  and t h e  u n i t  r e t e s t e d  w i t h  no ev idence  of 
l e a k s .  

The 50 PSIG h y d r o s t a t i c  t e s t  was h e l d  f o r  30 minutes  
wi th  no i n d i c a t i o n  o f  l e a k s  o r  l o s s  i n  gage p r e s s u r e s .  

4 .  A dye p e n e t r a n t  i n s p e c t i o n  was made on a l l  a c c e s s i b l e  
welds i n  t h e  cask  and t h e  p r i n c i p a l  l oad  b e a r i n g  welds of t h e  
s k i d .  P a i n t  remover was used t o  remove t h e  p a i n t  from t h e  
e x t e r i o r  welds o f  t h e  cask  and t h e  suppor t  s t r u c t u r e  welds .  

No i n d i c a t i o n  of c r a c k s ,  s e p a r a t i o n s  o r  dimensional  
changes was noted .  

5 .  V i sua l  and dimensional  i n s p e c t i o n  of t h e  i n n e r  s u r f a c e  
o f  t h e  cask r e v e a l e d  no i n d i c a t i o n  of damage o r  dimensional  
changes.  

6 .  Af t e r  reassembly,  a 50 PSIG h y d r o s t a t i c  t e s t  fol lowed by 
a 1 0  PSIG bubble  t e s t  was performed w i t h  no i n d i c a t i o n  of l e a k s  
o r  drop i n  gage p r e s s u r e .  

d 

s 

7 .  The p a i n t  was removed and t h e  p l a t e  t o  c e n t e r  s t r a p  
welds were v i s u a l l y  in spec ted .  No i n d i c a t i o n  of damage was 
noted .  

8 .  The t r u n i o n  b o l t s  and t h e  head b o l t s  were c l eaned  and 
i n s p e c t e d  w i t h  f l u o r e s c e n c e  dye p e n e t r a n t .  This  i n s p e c t i o n  r e -  
vea l ed  no i n d i c a t i o n  o f  damage b u t  d i d  show s i g n s  of wear damage 
and some p i t t i n g  and c o r r o s i o n  i n  t h e  th readed  p o r t i o n s  of t h e  
head b o l t s .  I would recommend replacement  of t h e  head b o l t s .  

The t r u n i o n  b o l t s  showed no s i g n s  o f  damage and a r e  
cons idered  s a t i s f a c t o r y  f o r  u se .  

INSPECTION ENGINEERING DEPARTMENT 

OJS: gs 
$. J .  Smith 

cc:  J .  R .  McGuffey 
K .  K .  Kl indt  
L .  B .  Shappert  
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