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FISSION PRODUCT RELEASE FROM HIGHLY IRRADIATED LWR FUEL

R. A. Lorenz

J. L. Collins

A. P. Malinauskas

0. L. Kirkland

R. L. Towns

ABSTRACT

A series of experiments was conducted with highly irra
diated light-water reactor fuel rod segments to investigate
fission products released in steam in the temperature range
500 to 1200°C. (Two additional release tests were conducted
in dry air.) The primary objectives were to quantify and
characterize fission product release under conditions postu
lated for a spent-fuel transportation accident and for a suc
cessfully terminated loss-of-coolant accident (LOCA). In
simulated, controlled LOCA-type tests, release at the time of
rupture proved to be more significant than the diffusional
release that followed. Comparison of the release data for the
dry-air tests with the release data of similarly conducted
tests in steam indicated significant increases in the releases
of iodine, ruthenium, and cesium in air. Diffusional releases

of cesium and iodine from low burnup (^1000 MWd/MT) fuel irra
diated at high-heat ratings (17 to 20 kW/ft) were larger than
those obtained from high burnup (^30,000 MWd/MT) fuel irra
diated at low-heat ratings (6 to 10 kW/ft). By purging the
"gap" space, the gap inventories for cesium and iodine in the
low-heat-rated fuel rod segments were experimentally deter
mined to be about 0.30% of the total segment inventory.

Various parameters that affect fission product release are
discussed, and experimental observations and analysis of the
chemical behavior of releasable fission products in inert, steam,
and dry-air atmospheres are examined.

1. INTRODUCTION

The primary objective of this experimental program has been to deter

mine the extent and the forms of volatile fission products if they should

be released from ruptured or defective fuel rods during a successfully

terminated loss-of-coolant (LOCA) or a spent-fuel-transportation accident

(SFTA). Thus, a series of experiments with highly irradiated fuel was

conducted in steam in the temperature range 500 to 1200°C. (Two tests



were conducted in dry air.) In addition, three other experimental series

and a parallel study have been conducted and reported. The first of these,

the Control Test Series, was designed to study the behavior of known fis

sion product-type compounds and to develop the most effective arrangement
2

of apparatus for their collection. The second, the Implant Test Series,

involved studies of the release of selected fission product species

(radioactively traced) that were coated on the surfaces of pellets of

unirradiated U0„ and encapsulated in Zircaloy-4 cladding. In the third

series, the Low Burnup Fuel Test Series, tests with capsules irradiated

to 1000 MWd/MT at a high-heat rating (560 to 660 W/cm) were conducted in

steam at 700 and 900°C. (Additional information about those tests is

provided in Appendix A.) In the parallel study, a Knudsen cell—mass
3

spectrometer was used to investigate cesium-uranium interactions.

The High Temperature Test Series, using high burnup H. B. Robinson

fuel in the temperature range 1200 to 1600°C to determine fission product

release, is now being performed. Finally, a Boiling Water Reactor Fuel

Test Series will be conducted with fuel from the Peach Bottom-2 Reactor.

FUEL FOR THE HIGH BURNUP FUEL TEST SERIES

2.1 Description of H. B. Robinson Fuel

Fuel rod segments for the high burnup fission product release experi

ments were cut from rods D-12 and H-15 of bundle B05, which operated in

the Carolina Power and Light Company's H. B. Robinson-2 power plant from
4

October 1971 to May 6, 1974. The peak linear heat rating, 32.6 kW/m

(9.95 kW/ft), occurred in December 1971 when the burnup reached 5872 MWd/MT

and the average heat rating was 23.3 kW/m (7.10 kW/ft). By May 1974, the

peak heat rating had decreased to 21.2 kW/m (6.45 kW/ft) and the average

was 17.5 kW/m (5.34 kW/ft).

The fuel rods and the arrangement of the rods in the bundle have been

described by Perkins. The cladding is Zircaloy-4, 1.072 cm (0.422 in.)

diam,, with 0.0617-cm (0.0243-in.) wall thickness. The original diametral

pellet-to-clad gap was 0.0165 cm (0.0065 in.), the plenum length was

17.35 cm (6.83 in.), and the overall rod length was 387.0 cm (152.36 in.).



From the total core loading, it can be calculated that each fuel rod origi

nally contained 2495.4 g of U02, or 2199.6 g of uranium, if it is assumed
that the molecular weight of the enriched uranium was 237.92 g/mole.

The two fuel rods utilized in this experimental series were sectioned

at Battelle Columbus Laboratories (BCL), as depicted in Fig. 1. A scan of

gamma activity in rod F-7, which was obtained by Argonne National Labora-

7

tory, is also displayed in Fig. 1. Gamma activity distributions of other

rods from bundle B05 were determined by BCL and indicated similar profiles,

Fairly regular activity depressions between pellets indicated that the

pellets were generally intact and that no significant concentration of

fission product cesium or ruthenium occurred during the in-reactor irra

diation. The observed axial gamma distributions were very similar to the
4

burnup distribution obtained from in-core flux measurements.

2.2 Description of Fuel-Rod Test Segments

A detailed sketch of a typical segment employed in this series is

shown in Fig. 2. A description of the cutting and capping operations
Q

performed at BCL follows.

2.2.1 Marking and sectioning

The two subject rods were received at the BCL Hot Laboratory as part

of a shipment of 20 H. B. Robinson-2 fuel rods from Aerojet Nuclear Company

(ANC) in Idaho. These rods were removed from the fuel assembly at the ANC

facility in Idaho.

Overall dimensions of the fuel rods examined were 152 in. long by

0.422 in. OD. Starting from the bottom, each rod was marked (+1/16 in.)

at 12, 24, 48, 60, 72, 84, 96, 120, and 132 in. The area 1 in. on either

side of each mark was cleaned with a wire brush. Visual inspection of

each cleaned area confirmed the absence of any debris that would hinder

Swagelok sealing. A tubing cutter was used to section the rods at each

of the marks. Ten pieces (in order, from the bottom), 12, 12, 24, 12, 12,

12, 12, 24, 12, and 20 in. long, were obtained from each rod. In each

case, the cutting operation resulted in a negligible amount of fuel falling

from any of the cut surfaces.
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ZIRCALOY-4 CLADDING
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*CRAWFORD FITTING CO.

Fig. 2. Detailed sketch of H. B. Robinson fuel rod segments A-7 and A-4.



Immediately after cutting, the exposed fuel ends of each section

were sealed with stainless steel Swagelok fittings. The upper end of

each section was sealed with a Swagelok cap fitting, which had a 2-in.

length of l/8-in.-0D stainless steel tubing welded into a hole through

the cap. A 1/8-in. Swagelok cap fitting was used to seal the 1/8-in.

tube. The lower end of each section was sealed with fittings that had

the 1/8-in. tube attachment. Special stainless steel ferrules, made to
9

fit the measured diameter of 0.418 in., were fabricated for these fit

tings to ensure a positive seal to the 0.422-in.-diam rod. This method

of sealing was verified by performing a helium leak check at 80 psi on

a sample system.

For identification purposes, Rod D-12 is designated "A" and Rod H-15

is designated "B." Sections from each rod were numbered 1 through 10,

starting at the bottom end of the fuel rod. Thus the sections are identi

fied as A-l and B-l through B-10. These identification marks were etched

on each of the Swagelok fittings.

Approximately 90 days elapsed between the time the rods were punctured

for fission gas analysis and the sectioning procedure. During this inter

val, an air-tight seal was placed over the small puncture hole in the clad.

Note that the interior of Rod A (D-12) was exposed to air through the gas

vent hole for about 72 hr before the hole was sealed. Rod B (H-15) was

similarly exposed for about 48 hr.

2.2.2 Packaging and shipping

The rod sections were individually placed in stainless steel tubes,

which were, in turn, placed in larger stainless steel tubes that were

tack-welded together into a cluster to form a shipping basket. Spring-

loaded stainless steel cylinders were placed into each of the shipping-

basket tubes to constrain movement of the fuel rod sections during

transport. The entire shipping basket assembly was then positioned in

a stainelss steel, water-tight shipping canister and transported in this

configuration.

All of the rod sections were received in good condition.



2.3 Fission Product Inventory

Fuel rods F-7 and P-8 have been analyzed for burnup. The results,

summarized in Table 1, indicate that burnups of 30,000 to 30,900 MWd/MT

for the high burnup region are in good agreement with the calculated peak

burnup of 31,360 MWd/MT. The detailed operational history of the H. B.
11 12

Robinson reactor has been used as input to the ORIGEN computer program

to calculate fission product inventory, assuming a burnup of 30,745 MWd/MT.

This ORIGEN-calculated inventory was then compared with experimental

results from the dissolution of portions of fuel from the high burnup

region of several fuel rods from bundle B05; generally good agreement was

of

11

137
observed, but the ORIGEN-calculated amount of Cs was approximately 10%

higher than that determined experimentally.

Because no burnup determinations are planned for rods D-12 and H-15,

the ORIGEN calculation has been used to determine the inventory. Masses

of important elements calculated with this program are presented in

Table 2, whereas Table 3 is a listing of the masses and radioactivities

of the principal radionuclides. We assumed that the length of the fuel

column was 144 in., and the original uranium content was calculated as

183.3 g per 12-in segment. The fuel column height of 15 fuel rods from

bundle B05 was measured while it was being gamma scanned, and the median

was determined to be 143.6 in.

2.4 Fission Gas Release While in the Robinson Reactor

Rods D-12 and H-15 were punctured and analyzed for fission gas release
3

at BCL. The results indicated that 372 cm (STP) of gas containing 95.2%

He (from prepressurization), 0.14% Kr, and 1.1% Xe was present in each

rod. Slightly lower fission gas release results were obtained by BCL for

six other rods from bundle B05; also, the observed amounts of N„ and 0
13

were much lower in these rods. The median krypton content was 0.10%,

and the median xenon content was 0.88%.

Calculated fission gas releases based on the inventory calculated by

ORIGEN are presented in Tables 4 and 5; these results, as well as those

determined for the other six rods mentioned above, indicate a greater



Table 1. Burnup measurements on H. B. Robinson rods

Distance from rod bottom

Rod No. m

F-7 0.006

P-8 0.31

F-8 0.57

F-7 0.93

P-8 1.76

P-8 2.02

ft

0.02

1.01

1.87

3.05

5.73

6.61

Burnup

at. %

1.26

2.559

3.14

3.12

3.221

2.877

MWd/MTc

12,100

24,570

30,140

29,950

30,920

27,620

Assumes that 1 at. % is equivalent to 9600 MWd/MT.

Comments

Below high burnup region

At grid spacer location



Table 2. Amounts of principal fission product elements in

H. B. Robinson fuel after 911 days decay

Mass

Element

Mass

Element g/MT mg/12 in. g/MT mg/12 in.

Br 21.04 3.857 Te 468.4 85.86

Kr 321.7 58.97 I 235.4 43.15

Rb 309.4 56.71 Xe 5,188.0 951.0

Sr 777.5 142.5 Cs 2,558.0 468.9

Y 414.5 75.98 Ba 1,509.0 276.6

Zrb 3,332.0 610.8 La 1,170.0 214.5

Mo 3,272.0 599.8 Ce 2,365.0 433.5

Tc 711.6 130.4 Pr 1,090.0 199.8

Ru 2,274.0 416.8 Nd 3,827.0 701.5

Rh 436.7 80.05 Sm 739.2 135.5

Pd 1,516.0 277.9 Eu 183.1 33.56

Snb 50.51 9.258 U 956,600.0 175,340.0°

Sb 14.12 2.588 Pu 9,527.0 1,746.0

Calculated by ORIGEN computer program on Nov. 9, 1976 for a burnup
of 31,360 MWd/MT. Decay time, 911 days (Nov. 2, 1976).

Calculated amounts in the cladding are 2.086 x 10 g of zirconium
per MT and 2.480 g of tin per MT of initial uranium.

'Initial uranium content of 12 in. of fuel rod was calculated to be
183.3 g.



10

Table 3. Principal radioactive components of H. B. Robinson

fuel after 911 days decay

Amount per MT of initial uranium Amount per 12--in. length of fuel rod

Isotope Ci g Ci mg

85Kr 7,440 18.97 1.364 3.477

90Sr 65,640 464.2 12.03 85.09

90v
65,640 0.121 12.03 2.22 x lO"2

95Zrb 95. 85 4.56 x 10"
-3

1.757 X 10"
-2

8.36 x io"4

95Nbb 207. 7 5.30 x 10"
-3

3.807 X 10"
-2

9.71 x lO"4

106Ru 108,000 32.34 19.80 5.928

106Rh 108,000 3.03 x 10"
-5

19.80 5.55 x io-b

113mcd 32. 5 0.150 5.95 x 10"
1

0.027

125Sbb 5,660 5.400 1.037 0.9898

125mTe
1,382 7.67 x 10"

-2
2.533 X 10"

-1
1.41 x io"2

127Te 48. 85 1.85 x 10'
-5

8.954 X 10
-3

3.39 x io"6
129

0. 03237 185.5 5.933 X 10"
-6

34.00

134CsC 62,960 48.60 11.54 8.908

137Cs 98,680 1138 18.09 208.6

137mBa 93,350 1.73 x 10"
-4

17.11 3.17 x io"5
144Ce 122,200 38.30 22.40 7.020

144,,
Pr 122,200 1.62 x 10"

-3
22.40 2.97 x io"4

l^mpr
1,466 8.08 x 10"

-6
2.687 X 10"

-1
1.48 x io"6

Pm 62,550 67.43 11.47 12.36

Eu 13,050 48.28 2.392 8.850

Calculated by ORIGEN computer program on Nov. 9, 1976 for a burnup of 31,360
MWd/MT and 911 days of decay.

Fission product activity only. Activation of cladding components produced per
MT of initial uranium: 2.32 Ci of 95Zr, 5.03 Ci of 95Nb, 71.0 Ci of H9msn, 1.91 Ci
of 123Sn, 606 Ci of 125Sb, and 148 Ci of 125mTe> Experimental results of D. 0.
Campbell (personal communication) show a 60Co content of 7.1 Ci/MT.

Based on experimentally measured ratio of l3 Cs: Cs in dissolved Robinson
fuel, because ORIGEN apparently overcalculated the amount of 13^Cs (see ref. 11 in
this report).



Table 4. Fission gas released to plenum of rod D-12 while in reactor

Total produced; Amount

Amount found in
, a

plenum ORIGEN ,

calculation

released

Percent of cc to plenum

Isotope element (STP) g-atoms/MT (g-atoms/MT) (%)

83VKr 13.7 0.0678 1.376 X io"3 0.385 0.357

8VKr 31.1 0.1539 3.123 X io"3 1.100 0.284

85v
Kr 7.17 0.0355 7.200 X IO"4 0.217 0.332

8fVKr 48.0 0.2375 4.820 X io"3 1.754 0.275

Total krypt on 0.4948 1.004 X 10-2 3.456 0.291

128Xe 0.024

130Xe 0.058

131Xe 7.86 0.3041 6.172 X io"3 2.598 0.238

132
Xe 21.0 0.8124 1.649 X io"2 7.710 0.214

134Xe 28.9 1.1180 2.269 X io"2 9.653 0.235

136Xe 42.2 1.6326 3.314 X io"2 15.196 0.218

Total xenon 3.8688 7.852 X io"2 35.239 0.223

Measured after 549 days of decay (Aug. 22, 1975).

Calculated by ORIGEN computer program on Nov. 9, 1976 for 28,580 MWd/MT and 549 days of decay.



Table 5. Fission gas releas ed to ]3l(̂ num of rod H-15 while in reactor

Tot al produced; Amount

Amount found in plenum"
ca

ORIGEN

Iculation

released

Percent o f cc to plenum

Isotope element (STP) g-atoms/MT (8--atoms/MT) (%)

83i,Kr 13.7 0.0805 1.634 X io"3 0.385 0.424

8VKr 30.8 0.1810 3.673 X IO"3 1.100 0.334

Kr 7.67 0.0451 9.147 X io"3 0.217 0.422

86>vKr 47.9 0.2815 5.713 X io"3 1.754 0.326

Total krypton 0.5876 1.193 X io"2 3.456 0.345

128Kr 0.024

130Xe 0.058

131Xe 8.10 0.3555 7.214 X io"3 2.598 0.278

132Xe 21.0 0.9216 1.870 X io"2 7.710 0.243

134Xe 28.9 1.268 2.574 X io"2 9.653 0.267

136Xe 42.0 1.843 3.741 X io"2 15.196 0.246

Total xenon 4.3884 8.907 X io'2 35.239 0.253

Measured after 549 days of decay (Aug. 22, 1975).

Calculated by ORIGEN computer program on Nov. 9, 1976 for a burnup of 28,580 MWd/MT and 549 days
of decay.
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fractional release of krypton as compared with xenon. Moreover, the low

release values suggest that release occurred only by the recoil-knockout
14

mechanism. The low fuel temperature, as shown in Fig. 3, probably pre

vented the release of fission gas by diffusion or any other mechanism.

3. EXPERIMENTAL APPARATUS AND EQUIPMENT

A schematic diagram of the experimental apparatus that was used in

this series is shown in Fig. 4. In each test, a high burnup fuel segment

was placed on a quartz holder and inserted into a quartz liner that was

prepositioned inside of a quartz furnace tube. The fuel rod segment

being tested was heated to the desired temperature level by an electrical

resistance heater or a low-frequency induction heater. The simulated

defect was provided by drilling a single 0.159-cm (l/16-in.)-diam hole

through the Zircaloy cladding of a test segment at the midsection (prior

to testing), or by prepressurizing the specimen with helium (^302 psig

or 2.08 MPa) and heating it to 900°C to cause rupture.

The released material that did not deposit on the furnace-tube

components was carried by a flowing gas mixture of steam-helium or steam-

argon (air was used in two tests) through a gold-foil-lined thermal

gradient tube where volatile species that are condensible above 150°C

deposited. A filter pack containing three HEPA filter papers (Reeve-

Angel pure borosilicate Fiberglas) was used to collect the particulate

material. Elemental iodine and organic iodides were trapped by impreg

nated charcoal and silver-exchanged zeolite adsorbers.

Each of the first four charcoal compartments (la, lb, lc, and 2a)
3

contained a volume of charcoal that would fit into an 0.8-cm "rabbit"

used in activation analysis. The other cartridges contained greater

amounts. Cartridges 1, 2, and 3 contained 12-16 mesh, type G-618 char

coal impregnated with triethylene diamine, whereas cartridge 4 contained

12-16 mesh—98% silver-exchanged 13X zeolite. The steam was condensed

and collected in an ice-bath condenser. This was followed by a dry-ice-

cooled freeze trap (-78°C) to remove the remaining traces of moisture.

Farther downstream, fission-produced gases were adsorbed in two charcoal
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LOW-PRESSURE HELIUM

PRESSURIZING HELIUM (NOT USED
IF CLADDING IS DRILLED)
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Fig. 4. Experimental apparatus used in the High Burnup Fuel Test Series.
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traps, also at dry-ice temperature. A wet-test meter was used to measure

the effluent gas which, in addition to argon or helium, contained hydrogen

that was produced by the reaction of steam with the Zircaloy cladding. A

shielded Nal (Tl activated) crystal was used to monitor the 134Cs and
137„ , . or

Cs deposition in the thermal gradient tube and filter pack. The Kr

was similarly monitored as it was adsorbed in the charcoal traps.

In tests in which the fuel rod segments were ruptured, the segments

were heated with the induction heater shown in Fig. 5. Temperature measure

ments were made with a carefully calibrated, automatic-scanning optical

pyrometer, also shown in Fig. 5. It was positioned in the cell on a

trolley located outside the apparatus containment box. Absolute tempera

ture measurements with the pyrometer were complicated by emissivity

uncertainties caused by Zircaloy oxidation and by adsorption in the quartz

furnace tube, quartz liner, and the Vycor window of the apparatus contain

ment box; induction heating effects caused slight uncertainties in the

temperatures indicated by reference thermocouples. The effects were

measured in combination and separately, where possible, and appropriate

corrections were made. The absolute temperatures determined by the in-

cell pyrometer and by an out-of-cell disappearing filament pyrometer are

believed to have been accurate to within +25°C over the temperature range
of the tests.

A roughing filter (shown beneath the fuel rod in Fig. 5) covered with

a coarse screen was operated with a downward air flow velocity of approxi

mately 25 cm/sec while fuel-handling operations were in progress. A HEPA

filter, rated at 125 scfm, backed up the roughing filter. Whenever a

fuel rod was heated, the containment box lid was closed and the air flow

was reduced to provide a slight vacuum on the box. Approximately 4 hr

was required to clean up the hot cell and remove the collection system

components following each experiment. Cleanup was to "green-tag" levels

(very low smear and probe count rate) to permit easy access to the hot

cell and apparatus and to prevent cross contamination between experiments.
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4043-77-IM

FUEL ROD SEGMENT

INDUCTION
HEATING COIL

OPTICAL
PYROMETER

Fig. 5. Photograph of induction heater assembly and automatic

optical pyrometer.
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RESULTS OF HIGH BURNUP FUEL TESTS

4.1 High Burnup Fuel Test 1 (700°C)

The High Burnup Fuel Test Series was initiated with a 700°C test.

Fuel rod segment A-7 was heated in a resistance-heated furnace for 5 hr,

and a flowing 84% steam—16% argon carrier gas atmosphere was provided.

Before testing, a 0.159-cm (1/16-in.)-diam hole was drilled in the clad

ding at midlength to cause a simulated defect. Proof of penetration was

determined by visual inspection and by application of a small amount of

argon pressure to the capsule after drilling.

The various components and subcomponents of the apparatus train were

counted with a multichannel analyzer using a Nal (Tl) crystal. Table 6
134

shows the subsequent distribution of Cs that was obtained in the

experimental apparatus. From these data, it was determined that

0.0000262% (0.123 yg) of the total cesium was released from the irradiated

capsule. About 99.9% of the cesium that was released was found in the

furnace tube. Concentration profiles of Cs along the furnace tube

liner and fuel rod holder indicated that most of the cesium deposition

occurred in the vicinity of the defect opening in the fuel rod segment,

as illustrated schematically in Fig. 6. The deposition behavior suggests

that the released cesium species were very reactive with the quartz sur

faces of the furnace tube liner and fuel rod holder, forming less volatile

silicates. Approximately 0.08% of the released cesium deposited in the

gold thermal-gradient tube. An axial concentration profile of Cs is

also shown in Fig. 6. Most of the deposition was found in a broad peak

between 350 and 600°C.

129
Table 7 gives a summary of the I distribution in the apparatus

components. The quantitative values were determined by activation anlaysis,

About 0.00214% (0.925 yg) of the total iodine inventory was released. Un

like cesium, most of the iodine (%98%) transported downstream to the gold

thermal-gradient tube, filter papers, and charcoal. Approximately 7.5

times more iodine mass was released than cesium. Some antimony was also

released, 2.0 x 10 % (5.4 x 10 yg) of the total inventory.



Table 6. Distribution of Cs in High Burnup Fuel Test 1

13 L̂

Temperature

Amount of Cs found in each location

u
Percent Percent of Total cesium

Location (°C) ygL of total released (yg)

Fuel 700 (8908)d (4.689 x loV
Furnace tube

Quartz liner
700

1.42 X < 1.59 X ^ 60.78 7.47 X <
Quartz fuel-rod holder 9.14 X 10 6io-6

1.03 x 10 8io-8
39.12 4.81 X

£->Thermal gradient tube 775-225 1.81 X 2.03 x 0.08 9.53 X

Filter pack components 120

Stainless-steel inlet fitting 0.0 0.0 0.0 0.0

Other housing components 0.0

io"7
0.0

IO"9
0.0 0.0

-6
First filter paper 1.0 X 1.12 x 0.004 5.26 X 10 °
Second filter paper 0.0 0.0 0.0 0.0

Third filter paper 0.0

io"7
0.0

io"9
0.0 0.0

_5
Charcoal No. la <3.34 x 3.75 X 0.014 1.76 X 10 D
Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0

io"3
0.0

io"5
0.0 0.0 _1

Total 2.33 x 2.62 x 100.00 1.23 X 10 L

aSteam flow rate, 319 cm /min (STP); argon flow rate, 60 cm /min (STP); system pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10-7 yg are given as 0.0.
Percentage of radioactive nuclide in the fuel rod. The amount of nuclide remaining in the fuel

rod was obtained by difference.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.
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Fig. 6. Distribution of CS along the furnace tube liner, fuel

rod holder, and thermal gradient tube in test HBU-1.



Table 7.
129 a

Distribution of I in High Burnup Fuel Test 1

Location

Temperature

(°C)

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube

Filter pack components
Stainless-steel inlet fitting

First filter paper
Second and third filter papers
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2be

Charcoal No. 3e

AgXe e
Condenser

Freeze trap

Cold charcoal traps
Total

(two)'

700

700

775-225

120

0

-78

-78

Amount of
129

I found in each location Total

iodine

(yg)

A d
(3.40 x 10 )

0.0072 +

<0.008

0.0768

°-1128 ±0.0758

0.0045

0.0031

0.0025 +
0.0029

0.0025

0.153 ± 0.015

0.16 ± 0.01

0.285 + 0.03

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.7285 ± 0.14

Percent of

total0

2.12 x 10

2.35 x 10"

3.32 x 10"

7.35 x 10

4.50 x

4.71 x 10"
8.38 x 10"

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

2.143 x 10"

-4

-4

-4

Percent of

released

0.99

1.10

15.48

0.34

4 d
(4.314 x 10 )

0.0091

0.01

0.1432

0.0032

21.00 0.1942

21.96 0.2031

39.12 0.3617

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

100.00 0.9245

a 3 3
Steam flow rate, 319 cm /min (STP); argon flow rate, 60 cm /min (STP); system pressure, 760 torr.

Decay time, 911 days (to Nov. 2, 1976).
b -9
Amounts less than 1.0 x 10 ^ yg are given as 0.0.

c

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

e 129
Not analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.

N>
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-8 -4
Approximately 3.6 x 10 % (1.5 x 10 yg) of the total ruthenium

inventory was released; approximately 81% of this material was found in

the first charcoal adsorber. No ruthenium was found upstream from the

filter pack, which indicates that the released ruthenium species was

very volatile. The ruthenium was quantitatively determined by gamma

counting the photon peak of Rh (513 keV), daughter of Ru.

4.2 High Burnup Fuel Test 2 (900°C)

The irradiated fuel-rod segment used in this test was maintained at

900°C for 2 hr in a flowing 87% steam—13% argon atmosphere. As in the

first test, the defect was provided by drilling a 0.159-cm (1/16-in.)-

diam hole through the cladding. Relevant information about the segment

(A-4) and its parent fuel rod (D-12) is discussed in Sect. 2. A tightly

fitted 9-1/2-in.-long gold liner was positioned in the outlet end of the

quartz furnace-tube liner so that a larger fraction of the released

cesium could be transported to the thermal gradient tube. A larger-

capacity freeze trap and two larger charcoal traps were also employed to
Q c

ensure complete trapping of Kr.

134
The posttest distribution of Cs in the experimental apparatus,

summarized in Table 8, indicated only a small release of cesium during

the testing period: 0.000616% (2.818 yg) of the total cesium was

released. Most of the cesium was found on the components of the furnace

tube, especially on the quartz fuel-rod holder (87.7%). Only 0.03% of

the released cesium was transported to the thermal gradient tube and
134

beyond. Figure 7 shows the axial deposition of Cs along the furnace

tube liner (quartz and gold) and thermal gradient tube. As in the pre

vious test (Sect. 4.1), the quartz demonstrated its reactivity with the

released cesium vapor species; most of the cesium was found on the quartz

fuel-rod holder near the defect opening. About 12% was deposited on the
134

gold liner in the furnace tube. The Cs peak in the thermal gradient

tube was located in a 300 to 500°C temperature range.

129
A summary of the I distribution in the experimental apparatus is

provided in Table 9. Approximately 0.0042% (1.754 yg) of the total iodine



Table 8.

Location

Fuel rod

Furnace tube

Quartz liner

Gold linere

Quartz fuel-rod holder

Thermal gradient tube

Filter pack components
Stainless-steel inlet fitting
Other housing components

First filter paper
Second filter paper

Third filter paper

Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

Charcoal No. 3

AgX

Condenser

Freeze trap

Cold charcoal traps (two)
Total

Distribution of Cs in High Burnup Fuel Test 2

Temperature

(°C)

900

900

900-225

130

0

-78

-78

Amount
134

Cs found in each location

Percent

of total0
Percent of

released

(8685)

3.06

6.29

4.69

1.26

X

X

X

X

10-1
10-2

10

3.52

7.24

5.40

1.45

X

X

X

X

10-1
10-4
10-7
10

0.57

11.75

87.65

0.02

2.12 X io"7 2.44 X io'9 3.96

0.0

1.02 X io-6
0.0

1.174 X io"8
0.0

1.91

0.0 0.0 0.0

0.0

<2.39 X io"7
0.0

2.75 X io"9
0.0

4.46

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0 „

5.354 x 10

0.0

6.16 X io"4
0.0

100.00

x 10

x 10

x 10

Total cesium

(yg)

(4.572 x 10 )

0.016

0.331

2.469

6.63 x 10

1.12 x 10

0.0

5.37 x 10

0.0

0.0

1.26 i

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

2.818

-5

10

Steam flow rate, 378 cm /min (STP); argon flow rate, 57 cm3/min (STP); system pressure, 760 torr
Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10-' yg are given as 0.0.
c

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

A 9-l/2-in.-long gold liner was positioned within the 17-1/4-in.-long furnace-tube quartz liner
at the outlet end.

LO



24

,-i0^ m-l10"
15

DISTANCE (cm)

30 45

ORNL DWG 78-I4023A

60 75

i
H
O
z
LU

CvJ
\

or
LxJ
0_

10"'

10"'

i= irr410"
<
OH
\-

LU
O
z
o
u

10-

icr6

in

.o

ro

10"'

-^«"rtrv^rr.^^£ ^trrg

TO OBTAIN TOTAL MASSES'

FOR CESIUM MULTIPLY l34Cs BY 52.6
FOR ANTIMONY MULTIPLY l2SSb BY 2.61

HIGH BURNUP FUEL TEST 2

°- QUARTZ AND GOLD FURNACE-TUBE
LINERS

°- QUARTZ FUEL-ROD HOLDER
a-GOLD THERMAL-GRADIENT TUBE

-,34Cs
--l25Sb

TEMPERATURE ALONG
THERMAL GRADIENT TUBE (°C)

900 800 600 400 300
I 1 1—I I I I I—I 1 1—
, 550 350 25Q
f»G0LD THERMAL-GRADIENT TUBE—]

_1A A^l
6 12 18 24

DISTANCE FROM INLET END OF FURNACE TUBE LINER (in.)
30

Fig. 7

in the thermal gradient tube of test HBU-2

1*3/ ioc 1 O /

Distribution of Cs and Sb in furnace tube and Cs



129
Table 9. Distribution of I in High Burnup Fuel Test 2C

,- 129
Amount of I found in each location Total

Temperature

ygb
Percent of Percent of iodine

Location (°C) totalc released (yg)

Fuel rod 900

, d
(3.316 x 10*) 4 d

(4.209 x 10 )
Furnace tube 900

1.06 x 10_4
9.05 x 10

Quartz liner 0.0352 ± 0.0060 2.55
Gold liner 0.0300 ± 0.0048 2.17 0.038

Quartz fuel-rod holder °-°"2 * o°S 3.98 x IO"5 0.96 0.017

Thermal gradient tube 900-225 °-i"5*S:SS2 3.45 x IO-4 8.29 0.145

Filter pack components 130

1.21 x IO"4
9.62 x 10

9.05 x 10 ^
1.60 x 10

Stainless-steel inlet fitting 0.04 ± 0.004 2.89 0.051
First filter paper 0.319 ± 0.002 23.08 0.405
Second and third filter papers 0.30 + 0.02 21.71 0.381
Charcoal No. la 0.5300 + 0.05 38.35 0.673
Charcoal No. lb 0.0 0.0 0.0 0.0
Charcoal No. lc 0.0 0.0 0.0 0.0
Charcoal No. 2a 0.0 0.0 0.0 0.0
Charcoal No. 2b 0.0 0.0 0.0 0.0
Charcoal No. 3 0.0 0.0 0.0 0.0
AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0
Freeze trap -78 0.0 0.0 0.0 0.0
Cold charcoal traps (two) -78 0.0 0.0

4.17 x 10

0.0 0.0
Total 1.382 100.00 1.755

a 3 3
Steam flow rate, 378 cm /min (STP); argon flow rate, 57 cm /min (STP); system pressure, 760 torr.

Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10" yg are given as 0.0.
c

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

Q

A 9-l/2-in.-long gold liner was positioned within the 17-1/4-in.-long furnace-tube quartz liner
at the outlet end.

ho
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in the rod segment was released, which is a factor of 2 more than was

released in the 700CC tests. As in test HBU-1, most of the released

iodine (about 94%) transported beyond the furnace tube and was collected

as elemental iodine.

Measurable ruthenium, as shown in Table 10, was also released in

this test but, unlike test HBU-1, ruthenium was found only in the first
-9 -5

charcoal section. Only about 7 x 10 % (3 x 10 yg) of the total

ruthenium was released.

_3
Approximately 2 x 10 % (0.053 yg) of the total antimony in the fuel

rod segment was released. It was found on the surfaces of the furnace

tube liner, which suggests an attraction of the antimony for the gold.

The distribution along the furnace tube liner is shown in Fig. 7.

Q r

During this test, approximately 15 mCi of Kr was released from
Q c

the fuel rod segment. This quantity of Kr, an amount equal to 1.1% of

segment inventory, is approximately three times that released to the gap

and plenum during the operation in the H. B. Robinson reactor. The

release began when the temperature of the segment reached about 500°C

and ceased approximately 20 min after the test temperature (900°C) was

attained.

4.3 High Burnup Fuel Test 4 (500°C)

This experiment of the High Burnup Fuel Test Series was conducted

at 500°C for 20 hr with a flowing 88% steam—12% argon atmosphere, using

fuel rod segment A-5 from rod D-12. As in the previous tests, a 0.159-cm

(1/16-in.)-diam hole was drilled through the cladding at the midpoint of

the rod segment to simulate a defect.

134
A summary of Cs distribution in the experimental apparatus is

—6
presented in Table 11. These data show that 3.6 x 10 % (0.017 yg) of

the total cesium inventory of the rod segment was released. It is evident

from the data tabulated that most of the cesium remained in the quartz

furnace tube. Only 0.2% of the released cesium was transported downstream;

this material was found mainly in the thermal gradient tube and on the

first filter paper. Figure 8, which is a schematic illustration of the



Test

No.a

HBU-5

HBU-6

HBU-4

HBU-1

HBU-2

HBU-11

HBU-7

HBU-3

HBU-9

HBU-in

temp.

(°C)

500

700

500

700

900

1200

900

900

900-1100

900-1200

IBU-12 700-1200

Test

time Test

(min) atmosphere

1200

300

1200

300

120

27

1

60

Dry air

Dry air

Steam-Ar

Steam-Ar

Steam-Ar

Steam-Ar

Steam-He

Steam-He

3.4 Steam-He

Helium

Table 10. Distribution of ruthenium in high burnup tests

Thermal gradient Filter pack First filter

tube inlet fitting paper

(ug) (yg) (ug)

0.166

0.205

.6 x 10

0.0°

0.0

0.0

0.0

0.085

1.12

1.6 x

0.9 x

0.0

0.0

0.0

0.121

1.46

2.8 x 10

1.9 x 10

0.0

0.0

0.0

Second filter

paper

(yg)

2.26 x

3.52 x

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

-4

Third filter

paper

(yg)

1.02 x 10

0.41 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

First charcoal

(yg)

160.0

81.0

560.0

120.0

33.0

0.0

x 10_
x 10

x 10

x 10_
x 10

-6

8 3 x 10

8 8 x 10

1 1 x 10

0 9 x 10

0.0

Rate of

release

(yg/min)

0.0016

0.0093

5.1 x 1

4.9 x 1

2.7 x 1

0.0

0.0

First charcoal

depos i t ion

(yg/min)

6.7

2.7

4.7

4.0

2.7

0.0

83.0

1.5

1.3

0.9

0.0

In tests HBU-1, -2, -4, -5, and -6, the fuel rod segments were predrilled to cause the simulated defects. The ruptured segment used in test HBU-7 was
also used in test HBU-11. These tests were diffusional release tests. In tests HBU-8, -9, and -10, the segments were pressure-ruptured at 900°C and subse
quently heated at the indicated temperatures. In test HBU-12, a special Zircaloy ferrule fitting at the outlet end provided the release opening through
which the fission products were purged from the segment with purified helium.

Amounts less than 10 are given as 0.0.
c

The dash signifies our inability to measure ruthenium because of the presence of fuel dust.

'See Fig. 34 for time-temperature sequence.

ho



Table 11. Distribution of -* Cs in High Burnup Fuel Test k&

Location

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder
Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting
Other housing components
First filter paper

Second filter paper

Third filter paper
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

Charcoal No. 3

AgX

Condenser assembly
Condenser housing
Condensate

Freeze trap

Cold charcoal traps (two)
Total

I?T+
Amount of Cs found in each location Total

cesium

(yg)
Temperature

(°C) yg

500

500

350-200

130

•78
-78

(8908)a

2.58 x 10'
6.37 x 10'
2.76 x 10'

3.70 x 10

2.37 x 10"
2.02 x 10"
0.0

0.0

<1.17 x 10"
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

3.22 x 10"

Percent

of total

2.90 x 10

7.15 x 10"
3.10 x 10

1+.15 x 10'

-9

Percent of

released

•10

80. ok
19.76
0.086

0.001

0.007

0.063
0.0

0.0

<0.0U

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

(U.689 x 105)C

I.36 X10"^
3.35 x 10"^
1.1+5 x IO"3

1.95 x 10~f
1.25 X 10"°
1.06 x 10"5
0.0

0.0

<6.l6
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

1.70 x 10"

2.66 x 10
2.27 x 10"y
0.0

°-° _o
<i.30 x 10 y
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0 s

3.62 x 10

10

-6
x 10

a 3 3
Steam flow rate, 422 cm /min (STP); argon flow rate, 58 cm /min (STP); system pressure, 760 torr.

Decay time, 911 days (to Nov. 21, 1976).
b —ft
Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

ho

00



10

a.

S io"4

i

UJ
a.

10

10'

10'

10 15

29

DISTANCE (cm)

20 25
T" T~

30

HOLE-^
•= ^=r% — T--—?C

o QUARTZ FUEL-ROD HOLDER

Q QUARTZ FURNACE-TUBE LINER

FUEL PARTICLES PRESENT

TO OBTAIN TOTAL Cs MASS, MULTIPLY l34Cs BY 52.6

_L J_

ORNL OWG 77-7I0A

35 40 45

ia: ^1

b-Q-

_LJ_ _L _L
2 4 6 8 10 12 14

DISTANCE FROM INLET END OF FURNACE TUBE LINER (in.)

16 18

Fig. 8. Axial distributions of cesium on the furnace tube liner and

fuel rod holder of test HBU-4.
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axial concentration profiles of Cs in the furnace tube, shows that

most of the cesium deposited near the defect opening. (This was also the

case in the first two tests in steam atmospheres.) About 80% of the

released cesium deposited on the quartz liner of the furnace tube and

19.3% deposited on the quartz fuel-rod holder.

129
Table 12 summarizes the I distribution in the collection apparatus,

These data show that 2.42 x 10 % (0.105 yg) of the total iodine inventory

was released. About six times more iodine than cesium was released, which

indicated that the primary species of iodine that escaped from the segment

was probably elemental iodine.

As depicted graphically in Fig. 9, approximately 0.63% (8.6 mCi) of
85

the original Kr inventory was released in the first 13 hr at temperature.
Q c

This rate of Kr release was lower than that observed in the 900°C test
85(HBU-2) in which 15 mCi (1.1% of the total Kr in the capsule) was

released within a 20-min period at 900°C.

Approximately 1.5 x 10~ % (6.1 x 10~ yg) of the total ruthenium

inventory was released; as in tests HBU-1 and -2, it was found on cooler

surfaces downstream. Table 10 gives the distribution in the apparatus.

The largest portion (^91%) of the released ruthenium was in the first

charcoal cartridge.

4.4 High Burnup Fuel Test 5 (500°C, Dry Air)

This experiment was performed at 500°C for 20 hr. Fuel specimen A-5

from fuel rod D-12 was also used in High Burnup Fuel Test 4 which was con

ducted at 500°C over a 20-hr period in a flowing steam-argon atmosphere

(Sect. 4.3). The specimen was heated with a resistance heater and main

tained in a flowing dry-air atmosphere.

The posttest appearance of the fuel rod segment is shown in Fig. 10.

The swollen region in the vicinity of the hole was caused by oxidation

of the U0„ fuel. A small amount of oxidized fuel can be seen protruding

from the hole.

Approximately 0.53% (7.3 mCi) of the original Kr inventory was

released during the test. The chronology of this release is displayed



Table 12. Distribution of I in High Burnup Fuel Test 4°

Location

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube

Filter pack components
Stainless-steel inlet fitting

First filter paper

Second and third filter papers

Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

Charcoal No. 3

AgX
Condenser

Freeze trap

Cold charcoal traps (two)

Total

Temperature

(°C)

500

500

350-200

130

0

-78

-78

129
Amount of I found each location

yg

(3.40 x 10 )

0.006
0.0222 ±

0.0091 ±

0.0025 ±

0.005

0.005

0.004

0.004

0.003

0.0026 ± 0.003

<0.014

£0.004
0.0280 ± 0.003

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.021
0.0824 ±

0.018

Percent of

totalc

Percent of

released

6.53 x 10 26.94

2.68 x 10 11.04

-6
7.35 x 10

7.65 x 10

4.12 x 10_
1.18 x 10_
8.24 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

2.42 x 10"

3.03

3.16

16.99

4.85

33.98

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

Total

iodine

(yg)

(4.315 x 10 )

0.028

0.012

0.003

0.003

0.018

0.005

0.036

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.105

aSteam flow rate, 422 cm /min (STP); argon flow rate, 58 cm /min (STP); system pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

bAmounts less than 1.0 x 10"2 yg are given as 0.0.
"^Percentage of radioactive nuclide in fuel rod.
Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in

12-in. segment, and 911 days of decay.
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graphically in Fig. 11. This rod segment was used in a previous 20-hr

test at 500°C, during which time about 0.63% (8.6 mCi) of the original
Or

Kr escaped; thus, the additional release observed in this test is prob

ably due to oxidation of the fuel. As is evident in Fig. 11, cessation

of krypton release occurred after 4 hr of testing; this suggests that

the defect hole became plugged and prevented further oxidation of the

fuel. Apparently, the release of other fission product nuclides was

similarly halted.

134
The posttest distribution of Cs in the collection system is sum-

-7 -3
marized in Table 13. These data indicate that 5.1 x 10 % (2.4 x 10 yg)

of the total cesium inventory was released. If it is assumed that little

additional cesium was released after 4 hr, as is likely, then the linear

release rate would be 1.3 x 10 %/hr (as compared with a linear release

rate of 1.8 x 10~ %/hr in High Burnup Fuel Test 4).

Small particles of oxidized fuel were present on the fuel rod holder.
144

Determinations were made of Ce (assumed to remain unseparated from the

fuel) which indicated that approximately 5.84 mg of fuel remained on the

holder even after loose particles were removed. This amount of fuel
137

originally contained 5.83 yg of Cs, precisely the amount found by the
137

direct counting of Cs on the fuel rod holder. In order to obtain an

estimate of the very small amount of cesium deposited on the fuel rod

holder from transported vapor, we used the ratio of cesium on the holder

to cesium on the quartz liner as measured in test HBU-6 (a dry air test

at 700°C in which no fuel dusting occurred). We calculated that 0.00082 yg

of cesium deposited on the fuel rod holder from the vapor phase compared

with 5.83 yg present within adhering particles of fuel.

The distribution of iodine at the end of the test is given in Table 14.

Approximately 0.014% (6.028 yg) of the iodine inventory was released. Most

of the released iodine (96%) transported downstream beyond the furnace tube

and was primarily collected as elemental iodine. About 88% was found on

the charcoal. The cesium release was insignificant compared with the

iodine release. Iodine found in the thermal gradient tube was primarily

located at the cool end at temperatures <275°C.
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Table 13.
134 a

Distribution of Cs in High Burnup Fuel Test 5

Amount
c !34^ r

. of Cs f(Dund in each location

Temperature
V

Percent of Percent of Total <:esium

Location (°C)
LI

yg total0 released lyg)

Fuel rod 500 (8908)d -5 d
(4.689 x 10 )

Furnace tube

Quartz liner
500

1.93 X 10 *e
10 fi
io-6

2.17 X -:77
10 8io-8

42.20 1.02 X -:43io ;Quartz fuel-rod holder 1.55 X 1.74 X 33.89 8.16 X

Thermal gradient tube 640-200 6.07 X 6.80 X 13.27 3.20 X io"4
Filter pack components 125

io"6 IO"8 io"5Stainless-steel inlet fitting 1.4 X 1.57 X 3.06 7.37 X

Other housing components
First filter paper
Second filter paper
Third filter paper

0.0

3.42

9.90

9.25

X

X

X
10-9
10 8io"8

0.0

3.84

1.11

1.04

X

X

X

io:8io
10-io
10-io
10

0.0

7.48

0.02

0.02

0.0

1.80

5.21

4.87

X

X

X

-:7
10-
10 6
io-6Charcoal No. la 2.45 X 2.75 X 0.05 1.29 X

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two)
Total

-78 0.0

4.57 X 10~5
0.0

5.13 X io"7
0.0

100.00

0.0

2.41 X io"3

a 3
Dry-air flow rate, 351 cm /min (STP); system pressure, 760 torr. Decay time, 911 days (to Nov. 2,

b -9
Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

e 134
Estimated amount of vapor-deposited Cs. Excludes 0.25 yg present with adhering small particles

of fuel.

Estimated amount. Cesium-134 could not be detected because of high Ru activity.

oo



Table 14.

Location

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder
Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting

First filter paper
Second and third filter papers
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2bC
Charcoal No. 3C
AgXe

Condenser

Freeze trap

Cold charcoal

Total

traps (two)'

129 a
Distribution of I in High Burnup Fuel Test 5

Amount of
129

I found in each location

Temperature

(°C)

500

500

(3.40 x 10 )

Percent of

totalc

-3

0.0 1.47 x 10

0.1673 + 0 009 4.92 x 10

640-200 0.3475 + 0. 053 1.02 x 10

125

0.0062

<0.03

<0.03

±
0

0

003

003
1.82

8.82

8.82

x 10

x 10

x 10

4.1680 + 0 .1 1.23 x 10

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0 0.0 0.0

-78 0.0 0.0

-78 0.0 0.0

4.7495 + 0 .17 1.4 x 10

Percent of

released

0.01

3.52

7.32

0.13

<0.63

<0.63

87.76

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

Total iodine

(yg)

(4.315 x 10 )

0.001

0.212

0.441

0.008

<0.038

1.0.038

5.290

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

6.028

Dry-air flow rate, 354 cm /min (STP); system pressure, 760 torr. Decay time, 911 days (to
Nov. 2, 1976).

h -2
Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

e 129
Not analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.

•~4
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The most notable result of this experiment was the relatively large

release of ruthenium. Only trace amounts were released in the three prior

tests, which were conducted in steam. The ruthenium distribution data,

which are presented in Table 15, indicate that 9.04 x 10 % (0.373 yg) of

the total ruthenium inventory was released. Also, about 99% of the

released ruthenium deposited on the cooler surfaces of the collection

apparatus, especially at the outlet end of the gold thermal-gradient tube

(300 to 200°C) as illustrated in Fig. 12, in the stainless steel inlet to

the filter pack (125°C), and on the first filter paper (125°C).

4.5 High Burnup Fuel Test 6 (700°C, Dry Air)

Test HBU-6 was the second experiment conducted in the High Burnup

Fuel Test Series in which a dry air atmosphere was employed. A resistance

heater, which surrounded the furnace tube, was used to maintain fuel rod

segment A-2 of fuel rod D-12 at 700°C for 5 hr. Unlike the rod segment

employed in test HBU-5, no previous testing had been performed on this

fuel specimen. Determination of radial gap size via a gas flow technique

indicated a pellet-to-clad gap space in the fuel rod segment of about 18 ym

(see Appendix A). The distributions of radionuclides Cs, Ru, and
129

I at the conclusion of the test are summarized in Tables 16-18 respec

tively.

Figure 13 shows the region of the hole in which some swelling occurred

as a result of fuel oxidation. Also, as in test HBU-5, a small quantity of

fuel can be seen protruding from the defect hole.

The exterior coloration of the cladding was copper-to-pink, and the

surface texture appeared to be smooth and unbroken. This cladding surface

phenomenon has been observed in all our tests (irradiated and unirradiated)

conducted at 700°C, irrespective of the test atmosphere (steam or air).

85
The release of Kr during the experiment (see Fig. 14) amounted to

approximately 1.24% (15.5 mCi) of the original inventory. Because no other

tests were performed with the fuel specimen, this value represents the

release of recoil-implanted krypton (releasable at <.700°C) from the fuel

and cladding surface layers of the gap region, as well as krypton released

by fuel oxidation.



Table 15. Distribution of Ru in High Burnup Fuel Test 5

Location

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting
Other housing components
First filter paper
Second filter paper

Third filter paper
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 3

AgX

Freeze

Cold charcoal traps
Total

(two)

Temperature

(°C)

500

500

640-200

125

-78

-78

Amount of
106

Ru found in each location

yg

(5928)

6.14 x 10

0.0

2.36 x 10

-5

-3

-3

-7

-3

-6

-6

-6

,21 x 10

,00 x 10

,72 x 10

,22 x 10

,45 x 10

27 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

5.36
-3

x 10

Percent

of totaic

1.04 x 10

0.0

3.98 x 10

-6

-5

2.04 x 10

1.68 x 10

2.90 x 10

5.43 x 10

2.45 x 10

3.83 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

9.04 x 10

-5

-8

-8

-5

Percent of

released

1.15

0.0

44.04

22.58

0.002

32.10

0.060

0.027

0.042

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

Total

ruthenium

(yg)

(4.168 x 105)d

4.32 x 10

0.0

1.66 x 10

8.51 x 10

7.02 x 10

1.21 x 10

2.26 x 10

1.02 x 10

1.60 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

3.77 x 10

3

-1

-2

-5

-1

-4

-4

-4

-1

aDry-air flow rate, 354 cm /min (STP); system pressure, 760 torr. Decay time, 911 days (to
Nov. 2, 1976).

Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

OO
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134 a
Table 16. Distribution of Cs in High Burnup Fuel Test 6

Amount of
~m

Cs found in each location Total

cesium

(yg)Location

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube

Filter pack components

Stainless-steel inlet fitting
Other housing components

First filter paper
Second filter paper
Third filter paper
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

AgX

Freeze trap

Cold charcoal traps
Total

(two)

Temperature

(°C)

700

700

700-210

125

-78
-78

yg

(8192)Q

1.93 x 10"
1.55 x 10"
7.97 x 10

-2

7.10 x 10
•k

1.85 x io"3
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.1171

Percent

of total

2.36 x10~J|
1.90 x 10",
9.73 x 10"

.66 x 10'
-6

2.66 x 10"^
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

I.U3 xl0°

Percent of

released

16.U8

13.27
68.06

0.61

I.58
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

(U.312 x io5)d

1.016
8.18 X 10'

^•195

3-7^ x 10"

9-lk X 10"
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

6.16^

-1

a -3
Dry-air flow rate, 363 cm /min (STP); system pressure, 760 torr. Decay time, 911 days (to

Nov. 2, 1976).
h —8
Amounts less than 1.0 x 10 yg are given as 0.0.

c

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 28,850 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.



Table 17. Distribution of I in High Burnup Fuel Test 6

129
Amount of I found in each location

Location

Temperature

(°C) yg

700Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting

First filter paper

Second and third filter papers

Charcoal No. la

700-210

125

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

Charcoal No. 3

AgX

Condenser

Freeze trap

Cold charcoal traps

Total

(two)

0

-78

-78

(3.128 x 10 )

0.004

0.002

0.009

0.008

0.2181 ± 0.013

0.0040 ±

0.0173 ±

0.094 ± 0.04

<. 0.094

14.5220 ± 0.30

0.0280 ± 0.003

0.0

0.0

0.0

0.0

0.0

0.0

0.0

°-°0.3414.9887 ± q 33

aDry-air flow rate, 363 cm /min (STP); system pressure,
Nov. 2, 1976).

ri —9

Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 28,850 MWd per MT of original

12-in. segment, and 911 days of decay.

Percent of

total0

1.28 x 10

5.53 x 10"

6.97 x 10"

3.61 x 10"

3.01 x 10~
3.01 x 10_
4.64 x 10

8.95 x 10"
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

4.79 x 10"

Percent of

released

0.03

0.11

1.45

0.07

0.63

0.63

96.89

0.19

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

Total iodine

(yg)

(3.970 x 10 )

0.005

0.022

0.277

0.014

0.119

0.119

18.431

0.036

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

19.023

760 torr. Decay time, 911 days (to

uranium, 183.3 g of uranium originally in

•p-



Table 18. Distribution of Ru in High Burnup Fuel Test 6

Amount of
106

Ru found in each location

Temperature
u

Percent of Percent of Total ruthenium

Location (°C) yg total0 released (yg)

Fuel rod 700 (5452)d (3.83 x
5 d

10 )
Furnace tube 700

Quartz liner 0.0 0.0 0.0 0.0

Quartz fuel-rod holder

Gold thermal gradient tube 700-210

0.0

2.91 X 10"
-3

0.0

5.34 X io"5
0.0

7.35

0.0

2.05 x io"1
Filter pack components 125

-2 io"4Stainless-steel inlet fitting 1.59 X 10 2.92 X 40.13 1.116

Other housing components 0.0
-2

-6

-7

-6

0.0

10_8
10_8
10~8io-8

0.0 0.0

First filter paper
Second filter paper
Third filter paper
Charcoal No. la

2.08

5.01

5.82

1.15

X

X

X

X

10

10"
10"
10"

3.82

9.19

1.07

2.11

X

X

X

X

52.50

0.013

0.002

0.003

1.462

3.52 x

4.09 x

8.07 x

io-4

10-5
10

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0
-2

0.0

io"4
0.0 0.0

Total 3.96 X 10 7.27 X 100.00 2.785

Dry-air flow rate, 363 cm /min (STP); system pressure, 760 torr. Decay time, 911 days (to
Nov. 2, 1976).

Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 28,850 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

4>-



ORNL-PHOTO 2153-77

Fig. 13. Fuel rod segment A-2 of rod D-12 after a 5-hr exposure to

air at 700°C.
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_3
Approximately 1.43 x 10 % (6.16 yg) of the total cesium inventory

of the rod segment was released. Contrary to the results obtained for

rods tested in steam where less than 0.2% of the released cesium was

transported beyond the quartz furnace tube, about 70% of the released

cesium did so in this test. Most of it deposited in the gold thermal-

gradient tube. Concentration profiles of Cs and Ru along the

thermal gradient tube are presented in Fig. 15. The cesium peak occurs

at about 400°C. Continuous monitoring of the thermal gradient tube and

filter pack, as is depicted graphically in Fig. 14, indicates that little

cesium deposited there in the first hour after the test temperature (700°C)

was reached. Subsequently, a desorption rate of about 0.02 yg of Cs

per hr (or 1.08 yg of cesium per hr) resulted. The released cesium appears

to have reacted initially with the quartz liner in a manner which passi-

vates it, thus allowing additional released cesium to be transported down-
134

stream. The Cs distribution displayed in Fig. 15 indicates that the

cesium was more or less evenly deposited on the furnace tube liner

downstream of the defect hole.

Table 16, which is a summary of the iodine deposition, shows that

0.048% (19.02 yg) of the iodine inventory in the segment was released.

All but 0.14% of the released iodine was found downstream, primarily as

elemental iodine; about 97% was found on charcoal section la. Three

times more iodine was released than cesium.

As in test HBU-5, there was considerable ruthenium release;
-4approximately 7.27 x 10 % (2.78 yg) of the total ruthenium inventory was

released. Similarly, the distribution data presented in Table 10 indicate

that the ruthenium released is in a very volatile form. In effect, all

of the released ruthenium was transported downstream to the cool end (300

to 125°C) of the collection train before being deposited. About 7% depo

sited at the end of the gold thermal-gradient tube, yielding a profile

displayed in Fig. 15; the remainder deposited on the stainless-steel inlet

fitting and the first filter paper, both at about 125°C.
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TO OBTAIN TOTAL MASSES-
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OMI DW» 77-MWB-ImA

75

200

6 12 18 24 30
DISTANCE FROM END OF FURNACE TUBE LINER (in.)

Fig. 15. Distribution of Cs and Ru in the furnace tube

liner and thermal gradient tube in test HBU-6.
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4.6 High Burnup Fuel Test 7 (900°C)

This experiment was conducted at 900°C for 1 min in a flowing steam

and helium atmosphere. Its principal objective was to measure quantita

tively the fission products released at the time of rupture. In prior

tests with predrilled rod segments, the releases were only diffusional

in nature.

In the prerupture stage of the test, approximately 302 psig (2.08

MPa) of helium pressure was added to the rod segment (B-6 of fuel rod

H-15) while it was at about 500°C. Because of a slight leak at one of

the end fittings, a pressure adjustment was made while the segment was

at 760°C. Subsequently, the temperature of the rod was raised at a rate

of 2.7°C/sec to 908°C, where rupture occurred; at this point, the pressure

was 275 psig (1.89 MPa). A photograph of the ruptured rod is shown in
Fig. 16.

134,Table 19 gives the distribution of vapor-deposited Cs as found in

the experimental apparatus after the test. These data indicate that

0.0286% (130.6 yg) of the total cesium inventory was released. The amount

of cesium released in 2 hr by diffusion from a predrilled hole in test

HBU-2 (also at 900°C steam) was only 0.00061% (2.82 yg), a factor of 47

less than was released in the vapor form in this test. Examination of

the data in Table 19 reveals that 13% of the released cesium was trans

ported beyond the furnace tube and deposited in the thermal gradient tube

and on the first paper of the filter pack. In the predrilled experiments,
which were also conducted in steam, only a fraction of a percent of the

cesium was transported downstream. Part of this difference may be the

result of the higher steam flow rate used with the burst experiments.

Fuel dust was ejected from the rod segment during rupture. Based on

the analysis of Eu (assuming no loss of europium from the UO particles),

it is estimated that 0.0160% (33.2 mg) of the fuel was released. As can

be seen from the data presented in Table 20, which is a summary of the

distribution of fuel particles in the experimental apparatus, the largest
amount of this dust (98%) was found in the furnace tube.



ORNL-PHOTO 3774-77

Fig. 16. Posttest view of the rod segment used in test HBU-7, as taken through the

cell window.
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Table 19.
134 a

Distribution of Cs in High Burnup Fuel Test 7

134
Amount of Cs found in each location

Temperature u Percent of Percent of Total cesium

Location (°c) yg total0 released (yg)

Fuel rod (original) 900 (8685)d 5 d
(4.572 x 10 )

Furnace tube 200-700

-:23Quartz liner 1.932 2.22

10 | 2.59
10 1.91

X 77.87 101.6

Quartz fuel-rod holder 2.25 x X 9.07 11.84
Thermal gradient tube 690-240 1.66 x X 6.69 8.7
Filter pack components 130

IO"3 1.01 io"4Stainless-steel inlet fitting 8.90 x X 0.36 0.4

Other housing components 0.0 0.0

10 * 1.72
10 1.12

-3
10 r
io"6

0.0 0.0
First filter paper 1.49 x X 6.01 7.84
Second filter paper 9.69 x X 0.004 0.005
Third filter paper 0.0 0.0 0.0 0.0

Charcoal No. la 0.0 0.0 0.0 0.0

Charcoal No. lb 0.0 0.0 0.0 0.0
Charcoal No. lc 0.0 0.0 0.0 0.0
Charcoal No. 2a 0.0 0.0 0.0 0.0
Charcoal No. 2b 0.0 0.0 0.0 0.0
Charcoal No. 3 0.0 0.0 0.0 0.0
AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0
Freeze trap -78 0.0 0.0 0.0 0.0
Cold charcoal traps (two) -78 0.0 0.0 0.0 0.0
Total released 2.481 0.0286 100.0 130.58

3.
Steam flow rate, 1840

3
cm /'min (STP) ; helium flow rate, 280 cm /mm (STP); system pressure,

760 torr. Decay time,
bA ^ ,

911 days (to Nov. 2
,-8 .

1976).

Amounts less than 1.0 x 10 ° yg are given as 0.0,
c

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally in
12-in. segment, and 911 days of decay.

O
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Table 20. Distribution of U0„ fuel particles released at the time

of rupture in High Burnup Fuel Test 7

U0„ fuel particles 134„
2 Cs present

Percent of in fuel particles

Location mg released (yg)

Furnace tube

Quartz liner
Fuel rod holder 2.61 7.86 0.109

Thermal gradient tube

Filter pack
Stainless-steel inlet fitting

First filter paper

Total

29.88° 89.97 1.248

0.17 0.51 0.007

0.55

3.21

1.66

100.0

0.023

1.387d

aEstimated on the basis of Eu analysis. It was assumed that
there was no loss of europium from the UO2 particles.

Calculation based on Cs/ Eu ratio in loose fuel p,

°Loose particles, 7.46 mg; adhering particles, 22.43 mg

Equivalent to 73.0 yg of total cesium.

Profiles of Cs deposition along the quartz furnace-tube liner,

the fuel rod holder, and the gold liner of the quartz thermal-gradient

tube are shown in Fig. 17 (loose particles of fuel were dumped from the
134

furnace tube liner before scanning). About 32.6% of the Cs in the

liner and on the holder was present in adhering fuel particles. The

largest amount of the released cesium, both as vapor and cesium in fuel

particles, was found at the rupture location. A cesium peak occurred in

the thermal gradient tube at about 400°C.

It was determined in posttest analysis that 0.0265% (11.13 yg) of

the iodine inventory was released from the segment. Iodine distribution

in the apparatus is tabulated in Table 21. These data suggest that iodine

was released primarily as Csl; only about 3.6% of the iodine deposited as

elemental iodine. A comparison of the cesium data in Table 19 with iodine

data in Table 21 shows that approximately 12 times more cesium (mass) was
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Fig. 17. Distribution of Cs in furnace tube and thermal gradient tube of test

HBU-7.



Table 21.

1 TQ O

Distribution of I in High Burnup Fuel Test 7

Temperature

129
Amount of I found in each location

b
Percent of

c
Percent of Total iodine

Location (°C) total released (yg)

Fuel rod 900
4 d

(3.316 x 10 )
4 d

(4.208 x 10 )

Furnace tube 200-700 3

Quartz liner 1.71 ± 0.5 5.17 x 10 ' 19.49 2.17

Quartz fuel-rod holder 1.40 i 0.6 4.22 x 10 15.96 1.78

Thermal gradient tube 690-240 , 3.09 i 0.03 9.32 x 10 35.23 3.92

Filter pack components 130
,~-4

Stainless-steel inlet fitting 0.265 + 0.03 7.99 x 10 ^ 3.02 0. 34

First filter paper 1.99 + 0.01 6.00 x 10 22.69 2.52

Second and third filter papers 0.032 + 0.006 9.65 x 10 0.36 0.04

Charcoal No. la 0.285 + 0.03 8.60 x 10 3.25 0.36

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2be 0.0 0.0 0.0 0.0

Charcoal No.

AgX3
3e 0.0 0.0 0.0 0.0

0.0 0.0 0.0 0.0
s e

Condenser 0 0.0 0.0 0.0 0.0

Freeze trape -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two)e -78 •o.o 0.0 2 0.0 0.0

Total 8.772 ± 1.2 2.65 x 10 100.00 11.13

aSteam flow rate, 1840 cm3/min (STP); helium flow rate, 280 cm /min (STP); system pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

bAmounts less than 1.0 x 10" yg are given as 0.0.
cPercentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium originally in 12-in. segment, and
911 days of decay.

eNot analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.
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released than iodine. The iodine that was found in the thermal gradient

tube was deposited in the same temperature region as was the cesium

(Fig. 17).

85
About 0.97% (12.9 mCi) of the total Kr inventory was released dur-

85
ing the course of the experiment. This Kr release was almost equal to

that obtained in HBU-2, a 2-hr test at 900°C. In HBU-2, 15 mCi (1.1% of
85

the total Kr in the capsule) was released. However, cessation of release
Q c

was noted after 20 min. The release rate of Kr is depicted graphically

in Fig. 18. Because of the slight leak at one of the end fittings of the

rod segment, krypton started collecting in the cold charcoal traps during

the heatup period before rupture. Also, approximately 36% of the released

krypton was collected slowly over a 37-min period after the rod had been

cooled to 400°C.

The results obtained for cesium by continuous monitoring of the

thermal gradient tube and filter pack, also shown in Fig. 18, indicates

that most of the cesium deposited there shortly after the rupture occurred.

— ft
Table 10 shows that 8.3 x 10 yg of ruthenium that was released as

a vapor was collected in the first charcoal cartridge. The presence of

ejected fuel dust on many of the upstream surfaces prevented the measure

ment of ruthenium on these surfaces; the activity of the condensed

ruthenium vapor was insignificant compared with the activity of the dust.

4.7 High Burnup Fuel Test 8 (900°C)

Test HBU-8 was also conducted at 900°C in a steam-helium atmosphere,

but the fuel rod segment (B-2 of fuel rod H-15) was maintained at the

test temperature for 1 hr rather than 1 min as in HBU-7.

Approximately 307 psig (2.12 MPa) of helium was applied internally

to the rod segment while it was at 745°C during the prerupture heat treat

ment. Subsequently, the temperature was raised steadily at the rate of

about 2.4°C/sec until rupture occurred at 895°C. The recorder chart for

the fuel rod pressure indicated that swelling (drop in pressure) began at

about 833°C. Immediately before rupture, the internal pressure of the rod

was 269 psig (1.85 MPa). Figure 19 shows the posttest appearance of the
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ORNL-PHOTO 4111-77

Fig. 19. Photograph of High Burnup Fuel Test 8 fuel rod rotated toward viewer from

test position.
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segment. The swollen area was visibly larger than the one obtained in

test HBU-7.

Axial temperature profiles of the segment at 20 and 52 min after

rupture are displayed graphically in Fig. 20. (The profile prior to

rupture was determined with a mockup rod.) With rupture, there was a

loss of induction coupling at the opening, as shown by the dip in temper

ature. A gradual but continuous temperature decrease at the rupture

location resulted from oxidation of the thinned Zircaloy and/or slow

enlargement of the opening.

1 'Xf

The distribution of released Cs (deposited as vapor) at the

conclusion of the experiment is summarized in Table 22. These data show
_3

that 8.66 x 10 % (39.6 yg) of the total cesium inventory was released.

Compared with test HBU-7, a factor of 3.3 less cesium was released; this

provides further evidence that the amount of material released with rupture

is dominant, at least at 900°C. The relatively large amount of cesium

transported and the broad deposition peak in the thermal gradient tube

probably resulted from the use of an increased steam flow rate beginning

with test HBU-7.

The distribution of U0„ fuel particles released at the time of rupture
-2

is shown in Table 23; approximately 85 mg of the UO (4.08 x 10 % of the

fuel in the segment) was ejected. Less than 1% of this dust was transported

beyond the furnace tube; most of it was found in the vicinity of the rupture

location.

The distribution of Cs along the furnace tube liner, fuel rod

holder, and gold thermal-gradient tube is presented graphically in Fig. 21.

Prior to counting and scanning the furnace tube liner, the loose fuel
134

particles were tapped into a bottle. Note that about 42% of the Cs in

the liner (after removing loose fuel particles), about 90% on the holder,

and about 0.4% in the thermal gradient tube remained as fuel-particle

cesium. A dark material adhered to the liner opposite the rupture opening.

The thermal-gradient-tube profile showed a peak at about 340°C.

As shown by the data in Table 24, about 0.032% (13.5 yg) of the iodine

inventory was released. Comparing the iodine (mass) distribution with that
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Table 22. Distribution of Cs in High Burnup Fuel Test 8a

Temperature

(°C)

Amount of Cs found in each loca tion

Total ce

(yg)Location
b

yg

Percent of

total0

Percent of

released

slum

Fuel rod (original) 900 (8685)d (4.572 x loV
Furnace tube ^200-700 3

Quartz liner 0.5542 6.38 x 10 73.65 29.17

Quartz fuel-rod holder 0.0805
2

9.27 * io_4 10.70 4.24

Thermal gradient tube 690-225 7.07 x 10 8.14 x 10 9.40 3.72

Filter pack components 130 .3 -5
Stainless-steel inlet fitting 5.53 x 10 6.37 x 10 0.73 0.29

Other housing components 0.0
•2

0.0
-4

0.0 0.0

First filter paper 4.15 x 10
-7

-7

4.78 x 10_l 5.52
-5

2.18
-,^-5

Second filter paper 3.35 x 10 3.86 x 10 I
x 10

4.45 x 10 1.76 x iU-S
Third filter paper 2.47 x 10 3.16 3.64 x 10 1.44 X 10

Charcoal No. la 0.0 0.0 0.0 0.0

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0 0.0

x 10~3
0.0 0.0

Total released 0.7524 8.66 100.0 39.60

aSteam flow rate: 926 cm /min (STP) based on condensate volume, M.700 cm /min (STP) based on steam
generator temperature; helium flow rate, 309 cm3/min (STP); system pressure, 760 torr. Decay time, 911
days (to Nov. 2, 1976).

Amounts less than 1.0 x 10~ yg- are given as 0.0.

°Percentage of radioactive nuclide in fuel rod.
Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally in

12-in. segment, and 911 days of decay.

C/l

CO
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Table 23. Distribution of UO fuel particles released at the time

of rupture in High Burnup Fuel Test

Location

Furnace tube

Quartz liner

Fuel rod holder

Thermal gradient tube

Filter pack

Stainless-steel inlet fitting
First filter paper

Total

UO fuel particles

Percent of

mg release

64.38

19.68

0.0072

0.0934

0.589

84.75

75.96

23.22

0.008

0.11

0.70

100.0

134^
Cs present in

fuel particles'3

(yg)

2.689

0.822

0.0003

0.0039

0.0246

3.540

a . 154
Estimated on the basis of Eu analysis. It was assumed that there

was no loss of europium from the UO2 particles.

Calculation based on Cs/ Eu ratio in loose fuel particles,
c

Loose particles, 54.5 mg; adhering particles, 9.79 mg.

Equivalent to 186 yg of total cesium.
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Fig. 21. Distribution of Cs in furnace tube and thermal gradient tube of test HBU-8.
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Table 24. Distribution of I in High Burnup Fuel Test No. 8

Temperature

129
Amount of I found in each location

(yg)b
Percent of Percent of Total iodine

Location (°C) total released (yg)

Fuel rod 900
4 d

(3.316 x 10 )
4 d

(4.208 x 10 )

Furnace tube ^200-700

3.32 x 10".Quartz liner 0.11 +. 0.03 1.03 0.14

Quartz fuel--rod lolder 0.084 + 0.006 2.53 x 10 .

6.00 x 10

0.79 0.11

Thermal gradient tube 690-225 0.199 ±. 0.03 1.87 0.25

Filter pack components 130 _3
Stainless-steel inlet fitting 2.51 7.57 x 10 '

4.49 x 10

3.38 x 10

1.55 x 10

23.54 3.18

First filter pap sr 1.49 + 0.2 13.97 1.89

Second and third filter papers 1.12 + 0.04 10.50 1.42

Charcoal No. la 5.151 + 0.1 48.30 6.54

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2be 0.0 0.0 0.0 0.0

Charcoal No. 3e 0.0 0.0 0.0 0.0

AgXe 0.0 0.0 0.0 0.0

Condensere 0 0.0 0.0 0.0 0.0

Freeze trape -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two)e -78 0.0 0.0

3.22 x 10

0.0 0.0

Total 10.664 + 4.1 100.00 13.53

a 3 3
Steam flow rate, 926 cm /min (STP) based on condensate volume, ^1700 cm /min (STP) based on steam

generator temperature; helium flow rate, 309 cm3/min (STP); system pressure, 760 torr. Decay time, 911
days (to Nov. 2, 1976) .

b -2
Amounts less than 1.0 x 10 yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium originally in 12-in. segment, and
911 days of decay.

e 129
Not analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.

K3



63

of cesium in Table 22, and assuming that iodine was released primarily as

Csl or elemental iodine, it is determined that about 78% of the iodine

was collected as elemental iodine. (It was assumed that any excess iodine

other than that needed to form Csl with any cesium present on a component

of the apparatus was elemental iodine.) The iodine deposition in the

thermal gradient tube was primarily found in the temperature range 275

to 225°C.

The data shown in Fig. 22 indicate that about 80% (0.115 yg) of the
134

Cs that was transported to the thermal gradient tube and filter pack

deposited there within 15 min after rupture. Figure 22 also presents
85

data for Kr which were collected in the cold charcoal traps. As is
85

shown, 1.26% (16.8 mCi) of the original Kr inventory in the segment was

released, which is comparable to releases observed in the previous two tests

conducted at 900°C.

Again, as was the case in the other steam atmosphere tests, a trace

of ruthenium was released. About 8.8 x 10 yg of ruthenium was determined

to be in the first charcoal cartridge; a similar amount was found there in

test HBU-7.

4.8 High Burnup Fuel Test 9 (900 to 1100°C)

Fuel rod segment B-5 of fuel rod H-15 was pressurized with approxi

mately 302 psig (2.08 MPa) of helium while the rod segment was at 755°C.

The segment was then heated at a rate of 2.5°C/sec to 910°C, where rupture

occurred. At rupture, the pressure of the rod had dropped to 264 psig

(1.82 MPa). Immediately following rupture, the fuel rod temperature was

raised at a rate of 1.8°C/sec to 1100°C and held for 8.4 min before cooling.

Figure 23 is a photograph of the ruptured rod segment.

The axial-temperature profile of the rod segment about 7 min after

rupture is shown in Fig. 24. The dashed-line profiles at 900 and 1100°C

were obtained with a simulated rod. All the measurements were taken with

a mobile, automatic optical pyrometer. The temperature at the rupture

opening at this time had dropped to about 1015°C, whereas the hot spots

on each side of the opening were at 1185 and 1140°C. During the 10-min

test period, the cool region expanded as a result of oxidation of the
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Fig. 23. Appearance of ruptured fuel rod segment of High Burnup Fuel Test 9, with
rupture opening rotated toward viewer.
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thinned cladding around the rupture opening and possibly by axial enlarge

ment of the rupture opening. (Induction heating of ZrO and split tubing

is relatively inefficient.)

In this test, it is estimated that 0.018% (37.4 mg) of the UO fuel

was released in the burst; about 99% of it was found on the quartz furnace-

tube liner and holder in the region of the rupture opening. Table 25

summarizes the distribution in the apparatus.

The data listed in Table 26 indicate that 0.0240% (112.3 yg) of the

total cesium in the rod segment was released as vapor. About 96.5% of it

was found in the furnace tube on the quartz surfaces near the rupture
134

opening. The Cs concentration distribution along the furnace tube liner

(after removing loose fuel particles), fuel rod holder, and thermal gradient

tube is shown in Fig. 25. The principal deposition was in the vicinity of

the rupture. The cesium peak in the thermal gradient tube was at the 350°C
134

location. The Cs concentration included both cesium vapor and cesium

in adhering fuel particles that were present. Analysis showed that ^11.7%
134

of the Cs in the liner, 34.7% on the fuel rod holder, and 5.4% in the

thermal gradient tube could be classified as the latter type.

134
The collection of Cs in the thermal gradient tube and filter pack

occurred as shown in Fig. 26. About 27% (0.025 yg) of the collected cesium

was deposited shortly after rupture. Continuous monitoring showed that

deposition of cesium ceased when the induction heater was turned off.

85
Figure 26 also presents graphically the collection of Kr in the

cold charcoal traps. Data analysis revealed that 1.47% (20.1 mCi) of the
85

total Kr inventory was released.

A summary for the posttest distribution of iodine is given in Table 27.

A total of 16.9 yg of iodine was found which represents 0.039% of the

calculated segment inventory. As in test HBU-8 (see Table 24), most of

the released iodine (^84%) was collected as elemental iodine; little

cesium was found on the same surfaces as the iodine.

—6
Table 10 shows that a trace of ruthenium (1.1 x 10 yg) was also

collected on the charcoal in this test.
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Table 25. Distribution of U0„ fuel particles released at the

time of rupture in High Burnup Fuel Test 9

Location

Furnace tube

Quartz liner
Fuel rod holder

Thermal gradient tube

U0„ fuel particles

Percent of

mg released

34.44

2.521

0.056

92.20

6.75

0.15

Filter pack
Stainless-steel inlet fitting 0.079 0.21
First filter paper 0.257 0.69

Total 37.35 100.0

Cs present m

fuel particles

(yg)

1.475

0.108

0.0024

0.0034

0.011

1.600

a 154
Estimated on the basis of Eu analysis. It was assumed that

there was no loss of europium from the UO particles.

b 134 154
Calculation based on Cs/ Eu ratio in loose fuel particles.

CLoose particles, 29.03 mg; adhering particles, 5.41 mg.

Equivalent to 84.1 yg of total cesium.



Table 26. Distribution of Cs in High Burnup Fuel Test 9a

13»J
Amount of C s foundL in each location

Location Temperature ygb Percent of Percent of Total cesium

(°c) total0 released (UK)

Fuel rod (original) 900-1100 8.908 x IO3 4.689'x 10?
Furnace ~200-800

l°1Quartz liner 1.855
x 10"p
x 10"

2.08 x 86.94 97.64
Quartz fuel-rod holder 2.032 2.28 X 9.52 10.70

Thermal gradient tube 690-210 U.239 It. 76 X 1.99 2.23

Filter pack components 135
10-3 10-5Stainless-steel inlet fitt ing 3.26 x 3.66 X 0.15 0.17

Other housing components 0.0

io"2
0.0

-h
0.0 0.0

First filter paper 2.98 x 3.35 X 10 4 1.U0 1.57

Second filter paper 0.0 0.0 0.0 0.0

Third filter paper 0.0 0.0 0.0 0.0

Charcoal No. la 0.0 0.0 0.0 0.0

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0 0.0 0.0 0.0

Total released 2.134 0.0240 100.0 112.31

aSteam flow rate, 1563 cm /min; helium flow rate, 299 cm /min (STP); system pressure,
760 torr. Decay time, 911 days (to Nov. 2, 1976).

b -R
Amounts less than 1.0 x 10 ° yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium, 183.3 g or uranium
originally in 12-in. segment, and 911 days of decay.

vo
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Table 27. Distribution of I in High Burnup Fuel Test 9

„ 129

Temperature
Amount of I found in each location

b
yg

Percent of Percent of Total iodine

Location (°C) total0 released (yg)

Fuel rod 900-1100
4 d

(3.40 x 10 )
4 d

(4.315 x 10 )
Furnace tube ^200-800

1.15 x \0~A
1.85 x 10 :

2.03 x 10

Quartz liner 0.039 +_ 0.003 0.29 0.05

Quartz fuel-"rod holder 0.063 + 0.006 0.47 0.08

Thermal gradient tube 690-210 0.69 ±- 0.06 5.17 0.87

Filter pack components 135

6.18 x 10~3
3.91 x 10

^3.24 x 10
2.36 x 10

Stainless-steel inlet fitting 2.10 + 0.05 15.75 2.66

First filter paper 1.33 + 0.04 9.98 1.69

Second and third filter papers 1.10 + 0.04 8.25 1.40

Charcoal No. la 8.013 + 0.2 60.09 10.17

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0 0.0

3.92 x 10

0.0 0.0

Total 13.335 i 0.4 100.00 16.92

aSteam flow rate, 1563 cm3/min (STP); helium flow rate, 299 cm3/min (STP); system pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10~ yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 31,360 MWd per MT of original uranium originally in 12-in. segment, and
911 days of decay.

^4
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4.9 High Burnup Fuel Test 10 (900 to 1200°C)

This test, which utilized segment A-6 of fuel rod D-12, was conducted

over a 10-min period at 1200°C in a flowing steam-helium atmosphere

following rupture at approximately 900°C. In the prerupture stage of the

test, 308 psig (2.12 MPa) of helium pressure was added to the segment at

about 745°C. Subsequently, the temperature of the segment was raised at

a rate of 5.1°C/sec to 898°C where rupture occurred; at this point, the

pressure was 291 psig (2.01 MPa). A photograph of the ruptured rod is

shown in Fig. 27.

A scan of the fuel rod segment was made with a mobile, automatic

optical pyrometer about 5 min after rupture. This scan yielded the axial

temperature profile shown in Fig. 28. As in previous rupture tests, a

depression in the temperature occurred at the rupture location because of

a loss of inductive coupling. After rupture, there was a gradual but

steady decrease in temperature at the rupture fissure; this was probably

caused by axial expansion of this opening and by oxidation of the thinned

cladding.

"1 Q /

A summary of the distribution of released Cs (deposited as vapor)

in the experimental apparatus at the conclusion of the test is given in

Table 28. These data show that 0.0611% (280 yg) of the total cesium

inventory was released. This is a factor of about 2.5 more cesium (mass)

released than in test HBU-9, which was conducted at 1100°C. Approximately

88.3% was transported downstream to the thermal gradient tube and to the

first filter paper of the filter pack.

As in previous experiments, in which the fuel rod segments were rup-
154tured with helium pressure, fuel dust was ejected. On the basis of Eu

analysis (assuming no loss of europium from the fuel particles), it is

estimated that 0.022% (46.0 mg) of the fuel was ejected from the rod seg

ment. The manner in which the dust was dispersed throughout the apparatus

is summarized in Table 29. About 2% of the ejected fuel was found on the

first filter paper of the filter pack. The remainder was found in the

quartz furnace-tube liner near the rupture location.
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Table 28. Distribution of 134Cs in High Burnup Fuel Test 10a

Amount of
134

Cs found in e ach location

Temperature
b

yg

Percent of Percent of Total cesium

Location (°C) total0 released (yg)

Fuel rod 900-1200 (8685)d 4.572 x
5d

10

Furnace tube ^200-900

Quartz liner 4.460 5.14 x 84.01 234.766

Quartz fuel-rod holder 0.228 2.63 x 4.29 12.001

Thermal gradient tube 700-225 0.326 3.75 x 6.14 17.160

Filter pack components 130
-4

Stainless-steel inlet fitting 0.019
-6

2.19 x 10-7
10-3
10

0.36

io"4
1.000

io"4Other housing components 7.46 x 10" 3.44 x 1.41 x 3.927 x

First and second 0.276 3.18 x 5.20 14.528

filter papers
Third filter paper 0.0

-7
0.0

io"9
0.0

io"6
'0.0

io-5Charcoal No. la 1.93 x 10" 2.22 x 3.64 x 1.016 x

Charcoal No. lb 0.0 0.0 0.0 0.0

Charcoal No. lc 0.0 0.0 . 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2b 0.0 0.0 0.0 0.0

Charcoal No. 3 0.0 0.0 0.0 0.0

AgX 0.0 0.0 0.0 0.0

Condenser 0 0.0 0.0 0.0 0.0

Freeze trap -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two) -78 0.0 0.0

io"2
0.0 0.0

Total released 5.309 6.11 x 100.0 279.455

aSteam flow rate, 1246 cm /min (STP); helium flow rate, 368 cm /min (STP); system pressure, 760
torr. Decay time, 911 days (to Nov. 2, 1976).

•L _Q

Amounts less than 1.0 x 10 yg are given as 0.0.

Percent of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd/per MT of original uranium originally in 12-in. segment, and
911 days of decay.
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Table 29. Distribution of U0„ fuel particles released at the time of

rupture in High Burnup Fuel Test 10

U02 fuel particles^ 134^ present ±n
% of fuel particles0Location

mg
released (yg)

Furnace tube

Quartz liner 41.04 89.17 1.714
Fuel rod holder 3.64 7.91 0.152

Thermal gradient 0.22 0.47 0.09

Filter pack
Stainless-steel inlet 0.12 0.26 0.005

fitting
First filter paper 1.01 2.19 0.042

Total 46.03 100.0 1.922

aEstimated on the basis of Eu analysis. It was assumed that
there was no loss of europium from the UO2 particles.

Calculation based on Cs/ Eu ratio in loose fuel particles.

CLoose particles, 23.52 mg; adhering fuel particles, 18.25 mg.

Equivalent to 101 yg of the total cesium.

The distribution of Cs (in both vapor-deposited and fuel dust-

associated forms) along the furnace tube liner, fuel rod holder, and

thermal gradient tube is presented graphically in Fig. 29. (Loose fuel

particles were removed from the furnace tube liner prior to gamma scan-
134

ning.) Analytical estimates indicate that about 16.4% of the Cs in

the liner, 66.7% on the fuel rod holder, and 2.8% in the thermal gradient

tube were associated with fuel dust. Most of the cesium in the furnace

tube deposited on the quartz surface of the furnace tube liner in the

region of the rupture. (As noted in previous tests, the released ces:

reacted readily with the quartz components.) Approximately 6% of the

cesium deposited in the thermal gradient tube.
1 *5/

The rate of deposition of Cs in the thermal gradient tube and

filter pack is shown in Fig. 30. Approximately 8% of this cesium was

jium
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associated with fuel particles that were found on the first filter paper
in the filter pack.

85The rate of collection of Kr in the cold charcoal traps is also

displayed in Fig. 30. It was determined that 1.69% (22.4 mCi) of the
85

total Kr in the rod segment was released.

The posttest distribution of iodine is summarized in Table 30.

About 0.033% (13.9 yg) of the iodine inventory was released. As in tests

HBU-8 and -9, most (%97%) of the iodine was found downstream beyond the

furnace tube, and about half of it was collected as elemental iodine.

The iodine that deposited in the thermal gradient tube was found primarily
at the cesium peak location (Fig. 29) at 300 to 400°C. This suggests that
Csl was the deposited species.

In this test as well as the other steam tests discussed previously,

trace amount (9.2 x 10 yg) of ruthenium was collected on the charcoal.

The amount apparently decreases with the test temperature (Table 10).

4.10 High Burnup Fuel Test 11 (1200°C)

This test was conducted to better define the diffusional escape of

fission products from fuel rods with expanded and ruptured cladding and
to test the assumption of the additivity of the burst and diffusional

release components in the release models. Previous tests measured either

diffusional release from a hole drilled in unexpanded cladding or the

combined release resulting from rupture followed by diffusion from the

expanded, ruptured cladding. These release data are needed for the devel

opment of fission product source term models applicable to the upper

temperature limit for a hypothetical controlled LOCA, 1200°C. The fuel

rod segment used in test HBU-7 (ruptured at 900°C and held at 900°C for

only 1 min) was employed. It was maintained at a temperature of 1200°C

in a steam atmosphere for the equivalent of 27 min. A resistance heater

was used to uniformly heat the entire segment.

The posttest distributions of Cs and total cesium, 129I and total
125

iodine, and Sb and total antimony in the experimental apparatus are

summarized in Tables 31-33. These data indicate that 0.031% (142 yg) of



Table 30.
129 a

Distribution of I in High Burnup Fuel Test 10

Location

Fuel rod

Furnace tube

Quartz liner
Quartz fuel-rod holder

Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting
First filter paper
Second and third filter papers
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2be
Charcoal No. 3e
AgXe

Condenser

Freeze trap
Cold charcoal traps (two)e
Total

Temperature
(°C)

900-1200

^200-900

700-225

130

0

-78

-78

Amount of
129

I found in each location

yg

(3.316 x 10 )

0.175 + 0.003

0.14 + 0.009

2.576 ± 6.1

1.30 ± 0.12

1.92 + 0.3

0.13 i 0.002
4.722 ± 0.1

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

10.963 ± 0.63

Percent of

total0

5.28 x 10

4.22 x 10

7.77 x 10

3.92 x 10

5.79 x 10

3.92 x 10

1.42 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

3.31 x 10

-4

•4

-3

-3

-3

4

2

Percent of

released

1.60

1.28

23.50

11.86

17.51

1.19

43.07

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.00

Total iodine

(yg)

(4.209 x 10 )

0.22

0.18

3.27

1.65

2.44

0.16

5.99

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

13.91

aSteam flow rate, 1246 cm /min (STP); helium flow rate, 368 cm /min (STP); system pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10" yg are given as 0.0.

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium originally in 12-in. segment, and
911 days of decay.

e 129
Not analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.



Table 31. Distribution of Cs in High Burnup Fuel Test 11

Location

Temperature

(°C)

Amount of

(yg)

134
Cs found in each location

Percent of

total0

Percent of

released

Total cesium

(yg)

Fuel rod

Furnace tube

Quartz liner

Quartz fuel-rod holder

Thermal gradient tube
Filter pack components

Stainless-steel inlet fitting

Other housing components

First filter paper
Second filter paper
Third filter paper

Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 3

AgX

Condenser

Freeze trap

Cold charcoal traps (two)
Total released

1200

1200

(8685)

0.393

0.400

1.068

0.052

0.0

0.785

2.23 x 10"
1.10 x 10"
0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

2.698

(4.572 x 105)d

1050-200

125

4.53

4.61

1.23

X

X

X

<
IS-

5.99 X io"4
0.0

9.04

2.57

1.27

X

X

X

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

3.11 X IO"2

14.57

14.82

39.58

1.93

0.0

29.10

8.27 x

4.08 x

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.0

20.69

21.06

56.22

2.74

0.0

41.32

1.17 x 10

5.79 x

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

142.03

a o 3
Steam flow rate, 1323 cmJ/min (STP); helium flow rate, 344 cm /min (STP); pressure, 760 torr. Decay

time, 911 days (to Nov. 2, 1976).
^Amounts less than 1.0 x 10~5 yg are given as 0.0.
cPercent of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd/per MT of original uranium, 183.3 g of uranium originally in
12-in. segments, and 911 days of decay.
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Table 32.
129 a

Distribution of I in High Burnup Fuel Test 11

129
Amount of I found in each location

Temperature b Percent. of Percent of Total iodine

Location (°C) yg total0 released (UK)

Fuel rod 1200 (3.316 x loV (4.208 x 104)d
Furnace tube 1200

IS-2
Quartz liner <0.02 6.03 x 0.13 < 0.03

Quartz fuel-rod lolder <0.02 6.03 x 0.13 < 0.03

Thermal gradient tube 1050-200 5.33 + 0.60 1.61 x 33.45 6.76

Filter pack components 125

IS-4
Stainless-steel inlet fitting 1.74 + 0.13 5.25 x 10.91 2.21

First filter paper 7.82 + 0.24 2.36 x 49.07 9.92

Second and third filter papers 0.275 + 0.003 8.29 x 1.73 0.35

Charcoal No. la 0.69 2.08 x IO"3 4.33 0.88

Charcoal No. lb 0.04 0.0 0.25 0.0

Charcoal No. lc 0.0 0.0 0.0 0.0

Charcoal No. 2a 0.0 0.0 0.0 0.0

Charcoal No. 2be 0.0 0.0 0.0 0.0

Charcoal No. 3e 0.0 0.0 0.0 0.0

AgXe 0.0 0.0 0.0 0.0

Condensere 0 0.0 0.0 0.0 0.0

Freeze trape -78 0.0 0.0 0.0 0.0

Cold charcoal traps (two)e -78 0.0 0.0

IO"2
0.0 0.0

Total released 15.93 + 0.60 4.80 x 100.0 20.2

aSteam flow rate, 1323 cm /min (STP); helium flow rate, 344 cm /min (STP); pressure, 760 torr. Decay time,
911 days (to Nov. 2, 1976).

"Amounts less than 0.03 yg are given as 0.0.
^Percent of radioactive nuclide in fuel rod.
Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally in

12-in. segments, and 911 days of decay.
e 129
Not analyzed for I content in any of the High Burnup Series Tests; amount assumed to be 0.0.
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Table 33.
125 a

Distribution of Sb in High Burnup Fuel Test 11

Amount of
125Sb found in each location

Location

Temperature

(°C) yg

Percent of

total

Percent of

released

Total antimony

(yg)

Fuel rod 1200

Furnace tube 1200

Quartz liner
Quartz fuel-rod holder 1050-200

Thermal gradient tube 1050-200
Filter pack components 125

Stainless-steel inlet fitting

Other housing components
First filter paper

Second filter paper

Third filter paper

la

lb

lc

2a

2b

3

Charcoal No.

Charcoal No.

Charcoal No.

Charcoal No.

Charcoal No,
Charcoal No.
AgX

Condenser

Freeze trap

Cold charcoal traps

Total released

(two)
-78
-78

(965)a

1.98 x10"^
5.18 x 10"5
3.83 x 10_1

1.33 x IO-3
0.0

9.35 x 10"^
1.12 x 10 i
6.00

3-^7
10

10
-5

3.34 ilO,
1.72 x 10

0.0

0.0
0.0
0.0

0.0
0.0

0.0

4.187 x 10
-1

.2.05 x 10 1
5.37 x 10"
3-97 x 10"

-4
1.38 x 10

°-° -4
9.69 x 10 ,
1.16 x 10"°
6.22 x 10"/
3.6O x 10"
3.46 x 10"/,
1.78 x 10"'
0.0

0.0
0.0
0.0

0.0
0.0

0.0

4.34 X 10"^

4.73
1.24

91.^7

0.32
0.0

2.23

2.67 x
1.43 X 10'

-3
10

3.29 x 10
-4

7.[ x 10

4.11 x 10

0.0

0.0
0.0
0.0

0.0
0.0

0.0

100.00

(2523)

5.18 X 10'
1.35 X 10"
1.001

3.48 x 10
0.0

2.44 x 10
2.93 x 10

1.57 x 10

9.07 x 10"
8.73 x 10"
4.50 X 10"
0.0

0.0
0.0
0.0

0.0
0.0

0.0

1.094

aSteam flow rate, 1323 cm /min (STP); helium flow rate, 344 cm /min (STP); pressure, 760 torr.
Decay time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10-" yg are given as 0.0.
Q

Percentage of radioactive nuclide in fuel rod.

Calculated for burnup of 30,580 MWd per MT of original uranium, 183.3 g of uranium originally•in
12-in. segments, and 911 days of decay.
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the total cesium, 0.048% (20.2 yg) of the total iodine, and 0.043%

(1.09 yg) of the total antimony inventories of the irradiated fuel rod

segment were released during the test.

As seen in Table 31, approximately 71% of the released cesium was

transported out of the furnace tube; similarly, almost all of the iodine

(>99%) and antimony (>99%) were found beyond the furnace tube. A compar

ison of the distribution summaries for cesium and iodine (Tables 31 and

32) shows that more cesium (mass) than iodine was present in most of the

apparatus components, except for the charcoal which contained no cesium.

Approximately 4.5% of the iodine released was collected as elemental iodine

on the charcoal. Based on the collection behavior, the iodine was

apparently collected primarily as Csl. We estimate that only 6% of the

released iodine was collected as elemental iodine. Table 32 shows that

most (91%) of the released antimony was deposited in the gold thermal-

gradient tube.

Concentration profiles for Cs along the furnace tube liner and
1^L 17S 129

fuel rod holder, and for Cs, Sb, and I along the gold thermal-

gradient tube are presented in Fig. 31. The cesium that deposited in the

furnace tube was found at the cooler outlet end. The temperature at that

location is estimated to have been in the 1000 to 1150°C range. In previous

tests with steam, the quartz surfaces near the cladding defect reacted with

the cesium so efficiently that only 4 to 16% of the released cesium was

transported beyond the furnace tube (even less was transported beyond

the furnace tube in tests at lower-sweep-stream flow rates). However,

the temperature of the quartz in the previous tests never exceeded

900°C. (With induction heating, the temperature of the quartz remains

less than that of the fuel rod.) At higher temperatures, quartz apparently

becomes considerably less effective at "gettering" cesium.

On the other hand, there is no apparent attraction of the released
125

antimony for the quartz; in addition, the deposition profile of Sb in

the gold thermal-gradient tube (see Fig. 31) reveals that about 70% of

the 125Sb deposited in the temperature range 800 to 1050°C. Most of the
9I that deposited in the thermal gradient tube was located in the 300
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to 450°C range. In the Implant Test Series,2 it was observed that Csl

deposited primarily in the 300 to 600°C range.

Continuous monitoring of the thermal gradient tube and filter pack

(Fig. 32) indicates that the Cs deposition rate was linear while the

fuel rod segment was at the test temperature. From the data displayed in

Fig. 32 and those presented in Table 31, we estimate that the rate of

diffusional release was about 0.01 yg of the Cs per min (0.53 yg of

total cesium per min).

85
Data for Kr, which was released from the fuel rod segment and

collected in solid carbon dioxide-cooled charcoal traps, are also pre

sented in Fig. 32. These data indicate that 0.47% (6.3 mCi) of the
85

original Kr inventory in the segment was released. One-half of this

quantity was released in a 2-hr period during which the test rod was

held at approximately 300°C in flowing helium.

At variance with the results obtained in previous steam tests, no

ruthenium was released in this test. The ruthenium species that is prima

rily released in steam was possibly depleted from the segment during

test HBU-7.

Tests HBU-7 and -11 provided separate measurements of burst release

and diffusional release from a ruptured fuel rod at 900 and 1200°C respec

tively. It is of interest to compare the combined release from these

two experiments with the results of test HBU-10, a single experiment in

which the test rod was ruptured at 900°C and the temperature was immedi

ately raised to 1200°C and maintained for 10 min. Results from the

individual experiments, estimates for test HBU-11 scaled to 10 min, and

the sum of the HBU-7 and the adjusted HBU-11 release value are presented

in Table 34. The sums of the individual release components compare quite

well with the results from test HBU-10, the combined experiment. This

leads credence to the assumption that the burst and diffusional release

components of the release models are additive.
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Table 34. Burst release at 900°C followed by diffusional release at 1200°C

Temperature

Test

period
(min)

Percent of total inventory released

Test 85K̂r 13ACs 129.,- 125sb uo2 fuel as dust

HBU-7a Ruptured at 900 1 0.97 0.029 0.035 b 0.016

HBU-113 1200 27c 0.47 0.031 0.048 0.043 0.0

HBU-11 (adj)d 1200 10 0.33 0.011 0.018 0.0

Sum of HBU-7 +
HBU-11 (adj) 1.30 0.040 0.053 0.016

HBU-106 Ruptured at 900

at 1200

1.8f

10.0

1.69 0.061 0.033 b 0.022

aFuel rod segment B-6 from H. B. Robinson rod H-15 was used in both tests.
125Sb obscured by fuel dust radioactivity.
cActual time at 1200°C was 10 min. Slow heatup and cooldown resulted in a calculated equivalent

time of 27 min for cesium diffusional release.
dHBU-ll release adjusted for a 10-min period. The releases of cesium and iodine were assumed to be

linear with time.

eFuel rod segment A-6 from H. B. Robinson rod D-12.
Time between rupture and heatup to 1200°C.

Co
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4.11 High Burnup Fuel Test 12 (Gap Purge Test)

4.11.1 Experimental results

Test HBU-12 was conducted in an attempt to quantitatively determine

the amounts of fission products that are readily available for release

from the high-burnup H. B. Robinson fuel rod segments that were tested

in this experimental series. These quantities are the fractions of the

total inventories that would be present in the pellet-to-clad interface

and in other void spaces in the fuel, such as cracks and pores that are

openly connected to the surface. They constitute the so-called gap

inventories. In time-temperature regimes for controlled LOCAs and SFTAs,

additional fission product migration to the gap from the fuel matrix

would be small. Consequently, the fission product gap inventory is one

of the primary controlling determinants of fission product release under

LOCA and SFTA conditions.

In this test, a stainless-steel Swagelok fitting on the downstream

end of the fuel rod specimen (B-7) was replaced with one fabricated from

Zircaloy. In addition, a 0.0625-in. (0.159 cm)-ID Zircaloy tube was

attached to provide an outlet for the fission products, and a platinum

cone was positioned at the downstream end of the quartz furnace-tube

liner to prevent interaction of the fission products with the quartz

components (see Fig. 33). In the experiment, performed in a helium

atmosphere, purified helium was employed to purge volatilized fission

products from the gap space. The purge helium was purified by passing

the gas stream through a stainless-steel cylinder that contained zirconium

chips and was maintained at 800°C. The test was conducted in the following

time-temperature sequence: 52 min at 700°C, 65 min at 900°C, 260 min at

1100°C, and 40 min at 1200°C.

The posttest distributions of cesium and iodine in the experimental

apparatus are summarized in Tables 35 and 36 respectively. These data

indicate that 0.46% (1996 yg) of the total cesium and 0.44% (189 yg) of

the total iodine inventories were released. As was anticipated, most of

the released cesium (90%) and iodine (91%) deposited in the thermal

gradient tube. Only 0.2% of the released iodine was found on the

impregnated charcoal.
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Table 35.

Location

Fuel rod

Furnnace tube

Quartz liner

Quartz holder

Thermal gradient tube

Quartz housing

Gold liner

Filter pack components

Stainless-steel inlet fitting
First filter paper

Second and third filter papers
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. 2a

Charcoal No. 2b

Charcoal No. 3

AgX

Condenser

Freeze trap
Cold charcoal traps (two)

Total release

Distribution of Cs in High Burnup Fuel Test 12a

Temperature

(°C)

d

d

950-200

125

0

-78

Amount of
134

Cs found in each location

(8537)

1.468

0.419

1.819

32.324

0.235

1.653

1.06 x

0.0

0.0

0.0

0.0

CO

0.0

0.0

0.0

0.0

0.0

37.918

-6
10

Percent of

totalc

1.72

4.91

X

X
"13
10

2.13

3.79

X

X
<
10

2.75 X
-3

10

10~fi
io-8

1.94

1.24

X

X

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

4.45 X io"1

Percent of

released

87

10

4.80

85.25

0.62

4.36

2.80 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.0

-6

Total cesium

(yg)

(4.494 x 10J)

77.273

22.055

95.75

1701.47

12.370

87.011

5.5 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

1995.93

Combined rod gap, ferrule leak,and furnace tube helium flow: 700 cm (STP)/min at 700°C, 960 cm (STP)/min
at 900°C, and 1700 cm3 (STP)/min at 1100 to 1200°C. System pressure, 760 to 800 torr. Decay time, 911 days
(to Nov. 2, 1976).

"Amounts less than 1.0 x 10~ yg are given as 0.0.
Percent of radioactive nuclide in fuel rod segment.
The temperature-time sequence was conducted as follows: 700°C for 52 min, 900°C for 65 min, 1100°C for

260 min, and 1200°C for 40 min.

eCalculated for burnup of 31,360 MWd per MT of original uranium, 175.5 g of uranium originally in 11.5-in.
segment,and 911 days of decay.



Table 36. Distribution of I in High Burnup Fuel Test 12

Temperature

129
Amount of I found in each location

To
b

yg

Percent of Percent of tal iodine

Location (°C) total released (rig)

Fuel rod d (3.40 x IO4) (4
4 e

315 x 10 )

Furnace tube d -4

Quartz liner 0.10 2.94 x 10 0.07 0.13

Quartz fuel-rod holder 0.0075 +. 0.0004 2.21 x 10 0.01 0.01

Thermal gradient tube 950-200 135.3 +. 28 0.40 91.10 171.73

Filter pack components 125 -3
2.28

Stainless-steel inlet fitting 1.8 +. 0.2 5.29 x 10 1.21

First filter paper 11.0 + 0.6 3.24 x 10 . 7.41 13.96

0.08
Second and third filter papers 0.066 +. 0.002 1.94 x 10 0.04

Charcoal No. la 0.243 +_ 0.02 7.15 x 10 0.16 0.31

Charcoal No. lb 0.0 0.0 0.0 0 .0

Charcoal No. lc 0.0 0.0 0.0 0.0

0.0
Charcoal No. 2a 0.0 0.0 0.0

Charcoal No. 2bf 0.0 0.0 0.0 0.0

Charcoal No. 3 f 0.0 0.0 0.0 0.0

AgXf
Condenserf 0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

Freeze trap*
Cold charcoal traps (two)

-78

-78

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

Total 148.52 ± 28 0.437 100.00 188.50

3 3aCombined rod gap, ferrule leak, and furnace tube helium flow: 700 cm (STP)/min at 700°C, 960 cm
(STP)/min at 9008C, and 1700 cm3 (STP)/min at 1100 to 1200°C. System pressure, 760 to 800 torr. Decay
time, 911 days (to Nov. 2, 1976).

Amounts less than 1.0 x 10" yg are given as 0.0.

CPercentage of radioactive nuclide in fuel rod segment.
dThe temperature-time sequence was conducted as follows: 700°C for 52 min, 900°C for 65 min, 1100°C

for 260 min, and 1200°C for 40 min.

Calculated for burnup of 31,360 MWd per MT of original uranium, 175.7 g of uranium originally in
11.5-in. segment, and 911 days of decay.

f 129Not analyzed for I content; amount assumed to be 0.0.
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Distribution of the 13^Cs along the furnace tube liner, fuel rod

holder, and thermal gradient tube is shown in Fig. 33. The principal

deposition occurred at the 300 to 500°C location in the thermal gradient

tube. Although not shown in the figure, it was determined that the iodine

deposition in the thermal gradient tube also occurred at the 300 to 500°C

location. Apparently the iodine was released and deposited as Csl. In

addition to Csl, a vapor species of cesium other than elemental cesium

(possibly Cs 0) was collected.

The pressure of the purified helium purge as applied to the inlet

end of the pellet-to-clad gap is depicted graphically in Fig. 34 along

with a fuel rod temperature and cumulative release of cesium. The radio-
"1 O / i n-y

active isotopes Cs and Cs were monitored with a single-channel

analyzer, and the concentrations were subsequently normalized to the

total mass of cesium released after the fuel rod was heated above 500°C.

Because of a leak that developed in the inlet-end stainless-steel ferrule

fitting as a result of thermal expansion, the flow rate of the helium could

not be measured directly. It is believed that the leak was insignificant

during the heatup to 500°C, so that all of the measured purge flow passed

through the pellet-to-clad gap space. For this period of operation, it

was possible to calculate values of gap width from the purge flow data

according to a method ' discussed in Appendix A. The results given in

Table 37, indicate that the radial gap width remained unchanged at about

40 um. This is somewhat larger than was determined with other segments of

H. B. Robinson fuel which were taken from bundle B05.

Table 37. Calculated width of radial gap, test HBU-12

Fuel rod Inlet end Helium Helium Calculated

temperature pressure3 flow rate viscosity Sap width

(°C) (atm) (cm3, STP/min) (106 g/cm-sec) (ym)

70 1.38 63.5 220 43

200 1.73 76.3 267 41

300 2.10 90.2 305 41

400 2.49 104.3 342 41
500 2.76 124.2 376 43

Outlet end pressure, 1.02 atm.
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By using the measured purge pressure and assuming that the gap size

remained constant at higher temperatures, the purge flow rate was calculated

for several test periods, as listed in Table 38. The cesium purge rate was

obtained from the data displayed in Fig. 34; the purge data were then used

to calculate corresponding values of cesium concentration. These concen

trations are only approximate because the helium purge rate was not measured

directly. However, it is clear that, as a given temperature was attained,

the initial cesium concentration was greater than the later "stabilized"

value. See Sect. 5.3.2 for comparison of concentrations of cesium and

iodine in the gas release at rupture.

or

Data for Kr collection in the charcoal traps and for the deposition
134

of Cs in the thermal gradient tube are presented in Fig. 35. The krypton
85

data indicate that 1.36% (17.8 mCi) of the original Kr inventory was
85

released. Approximately 90% of the Kr was collected while the segment

was being heated to 700°C and during the subsequent time period (52 min)

at that temperature. The remainder occurred during the next heatup period

of the rod segment (to 900°C) and the first 10 min at which this tempera

ture was maintained.

125
No release of Sb was detected in this test, which is at variance

with the results obtained in test HBU-11, conducted at 1200°C in steam and

discussed earlier in this report, nor was ruthenium released.

4.11.2 Diffusion of cesium from the UO pellet matrix

In test HBU-12, the concentration of cesium in the purge stream at

1100°C gradually decreased to a value less than that at 900°C, which

suggests that the gap inventory of cesium was being depleted. Based on

previous tests with irradiated UO , additional cesium should diffuse

from the UO matrix at a slow but measureable rate.

Equations were derived for diffusion from sintered UO by assuming
16

the pellets were composed of an agglomeration of independent spheres.

For uniform initial concentration of the diffusing species, the fraction

released when the pellet was heated to a given temperature was estimated by

f--« (D't)1'2. (!)
00



Time interval

(clock time)

1210-

1230-

1300-

1330-

1420-

1430-

1750-

1910-

1220

1246

1310

•1405

•1430

•1440

•1850

•1930

Table 38. Cesium purge rates during test HBU-12C

Temperature

(°C)
Inlet

pressure

(atm)

700 2.66

700 2.67

900 1.31

900 1.31

1060 1.74

1100 1.67

1100 1.61

1200 1.61

Helium flow

rate0

(cm3/min, STP)

69.7

70.1

5.05

5.05

12.4

10.2

8.66

7.67

Cesium purge

rate

(ug Cs/min)

Cesium
c

concentration

(Ug Cs/cm3 He)

6.0 0.086d

2.1 0.030

14.0 2.77

4.7 0.93

21.0 1.69

19.0 1.86

0.83 0.096

3.4 0.44

Comments

Maximum rate at 700°C

Stabilized rate at 700CC

Maximum rate at 900°C

Stabilized rate at 900°C

Maximum release rate

Maximum rate at 1100°C

Stabilized rate at 1100°C

Maximum rate at 1200°C

Assumes constant radial gap width of 41 um.

Outlet pressure ranged from 1.02 atm at 700°C to 1.14 atm at 1100°C (initial)

Helium flow rate and cesium concentration are only approximate because helium flow rate could not be

measured directly.

d -6
This is equivalent to a partial pressure of 1.46 x 10 MPa.
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where

f = fraction released by diffusion at time t (only for f < 0.1),
2 —1

D' = diffusion parameter, D/a , sec ,
2

D = diffusion coefficient, cm /sec,

a = radius of equivalent sphere, cm, and

t = time at temperature, sec.

During the 4.5-hr period at 1100°C, some of the cesium purged from the

gap space may represent diffusional release from the UO matrix. By
—1 ? —1

trial and error, a diffusion parameter (D') value of 7.0 x 10 sec

was found to fit the observed release curve reasonably well if the initial

gap inventory of cesium was assumed to be 1300 yg.

The calculated amounts released by diffusion from the U0„ matrix

are listed in Table 39. The sum of the amount diffused and the initial

gap inventory plotted in Fig. 34, along with the measured release amounts,

assumes that all of the cesium was released at the same rate that the
134„ , 137_

Cs and Cs collected in the thermal gradient tube and filter pack.

Clock time 1420 (fuel rod temperature, 1025°C) was chosen as the starting

time for diffusional release. Obviously, the gap inventory (i.e., 1300 yg

of cesium) was not completely released by clock time 1420.

Table 39. Calculated amount of cesium released by diffusion at 1100°C

Amount of cesium released

Time at 1100°C Fraction of total Mass
inventory, f (yg)

2.194 x 10~J 96
5.374 x 10_7 235
7.599 x 10_7 333
9.307 x 10_l! 408
1.075 x loj 471
1.202 x 10_^ 526
1.316 x 10 577

Calculated for D' = 7.0 x 10~12/sec.

sec hr

600 0.167

3,600 1

7,200 2

10,800 3

14,400 4

18,000 5

21,600 6
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According to this simple, two-component release model, the initial

gap inventory of cesium was 1300 yg, which was equivalent to about 0.30%

of the total cesium inventory in the segment. This can be compared with

the in-reactor xenon release to the fuel rod voids and plenum of 0.25%

that was measured at room temperature. (Heating to 1200°C during the

HBU-12 test released an additional 1.36% of the fission gas.)

The best-fit diffusion parameter for cesium also compares reasonably
-12

well with that for fission gas release. A xenon D' value of 2.1 x 10 /

sec at 1100°C was determined for trace-irradiated fuel; for fuel irradiated

in the 1000-4000 MWd/MT burnup range, the D' value was VI.2 x 10~ /sec.

The ANS-5.4 subcommittee 1' observed that D' at 1100°C for xenon
-12 -11

ranged from 7.5 x 10 /sec to 8.3 x 10 /sec for LWR fuel irradiated

mainly to burnups of 1000 to 10,000 MWd/MT. The relative rates of release

of cesium and xenon from UO have been observed to vary widely, whereas
15

postirradiation annealing studies indicate that the release of iodine

from UO , as compared with xenon release, averages approximately 2.5 times

more (i.e., D' for iodine is about six times larger than the corresponding

value for xenon).

For high-temperature, long-term exposures, the diffusion of cesium

and iodine from the UO matrix should probably be treated as a replenish

ment of the gap inventory and not as being directly released from the rod.

This effect was demonstrated in test HBU-12 between clock times 1522 and

1539, when shutoff of the purge flow resulted in a large decrease in the

rate of cesium escape from the test fuel rod segment.

4.12 Summary of Release Data

Fission product and fuel release during the High Burnup Fuel Tests

are summarized in Table 40. The release values from the Low Burnup Test

Series are included for comparison. In Appendix B, the releases for

cesium and iodine that were obtained with the low burnup fuel are compared

with releases obtained in similarly conducted high burnup fuel tests.



Table 40. Summary of fission product and fuel release from irradiated fuel

Diffusional

Test

Type of test
Temperature

(°C)
release time

(hr)
Percent of total inventory in test segment released

KrNo. Cesium Iodine Antimony Ruthenium
uo2

HBU-4 Steam, diffusion,

drilled hole

500 20 3.62 x IO"6 2.24 x IO"4 a

1.5 x 10~7 0.63 -

HBU-1 Steam, diffusion,

drilled hole

700 5 2.62 x 10~5 2.14 x IO"3 - 3.6 x IO"8 %1.0 -

HBU-2 Steam, diffusion,

drilled hole

900 2 6.16 x 10"4 4.17 x 10"3 2.0 x 10~3 7.0 x 10~9 1.10 -

HBU-llb Steam, diffusion,

drilled hole

1200 0.45 0.0311 0.0480 0.0434 - 0.47b -

HBU-5C Air, diffusion,

drilled hole

500 20 5.13 x 10-7 0.0140
- 9.04 x 10~5 0.53° -

HBU-6 Air, diffusion,
drilled hole

700 5 1.43 x 10"3 0.0479 - 7.27 x 10"4 1.24 -

HBU-7d Steam, rupture,

and diffusion

900-900 0.017 0.0286 0.0265 - 8.3 x IO"6 0.97 0.016

HBU-8d Steam, rupture,

and diffusion

900-900 1.0 0.0087 0.0322
- 8.8 x IO"6 1.26 0.0408

HBU-9d Steam, rupture,

and diffusion

900-1100 0.140 0.0240 0.0392
- 1.1 x 10~6 1.47 0.018

HBU-10d Steam, rupture,

and diffusion

900-1200 0.167 0.0611 0.0331
— 9.2 x 10~7 1.69 0.022

HBU-12 Gap purge 700-1200 9.0 0.455 0.437
- - 1.36 -

LBU-16 Steam, diffusion,

drilled hole

700 5 3.02 x 10"4 0.021
- - - -

LBU-2 Steam, diffusion,

drilled hole

900 2 0.123 2.56
— - - -

means not detected.
85

Test segment used previously in HBU-7. The Kr release is in addition to the 0.97% obtained in HBU-7.

Test segment used previously in HBU-4. The Kr release is in addition to the 0.63% obtained in HBU-4.

Only "^55% of the test segment length was heated to temperatures shown. Percentages given are based on entire segment length,
temperature is for rupture; second is for diffusional release time,

e

See Appendix B for description of tests with low burnup (LBU) fuel tests.

First
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4.12.1 Cesium, iodine, antimony, and ruthenium release in steam

The releases of cesium, iodine, and antimony are shown graphically

in Fig. 36. Diffusional release quantities were reduced to a 10-min basis

assuming linear release rates. For the diffusional release tests, the

difference between iodine and cesium release percentages was much greater

at the lower temperatues. No direct comparison can be made between

diffusion from the test segments with drilled holes and those with rupture-

formed holes and expanded cladding. If gas-phase diffusion is assumed to

occur along the pellet-clad gap space and out the hole, the initial release

rate should be proportional to the available cross-sectional area. We have

estimated that the diffusional release rates from pressure-ruptured clad

ding, which occurs in our induction-heated tests, is approximately ten

times greater than from the test segments with drilled holes and unexpanded

cladding.

One to two hundred times more cesium and iodine were released when

the test segments were pressure ruptured at 900°C, as compared with the

amounts released in 10 min by diffusion from the test segments with pre

drilled holes and unexpanded cladding. The two tests in which rupture

occurred at 900°C, followed by diffusional release at either 1100 or

1200°C, did not release much more cesium and iodine than those that

remained at 900°C following rupture.

Only a trace amount of ruthenium was released in each of the tests

conducted in steam, which was less than 10 % of the segment inventory

(Table 40). In each case, the ruthenium was primarily collected down

stream on the charcoal, which suggests a very volatile form of ruthenium.

A more detailed discussion is presented in Sect. 5.1.4.

Antimony release could only be quantitatively measured in two diffusion

release tests, HBU-2 and HBU-11. The data in Table 40 revealed that the

antimony releases were comparable with the cesium releases in those tests.
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4.12.2 Cesium, iodine, and ruthenium releases in dry air compared with

those obtained in steam

In this experimental series,only two tests (HBU-5 and -6) were con

ducted with flowing dry-air atmospheres. A 0.159-cm-diam hole was drilled

into each of the two rod segments at the midpoint to simulate a defect. As

was expected, the fuel in the vicinity of the defects became oxidized

and there was visible expansion of the cladding. Collection data for

cesium and krypton (Sects. 4.4 and 4.5) suggested that the cesium releases

in both tests were linear with time.

The most notable result in these tests was the relatively large

releases of ruthenium. In Table 41, the data indicate that 3290 times

more ruthenium was released in test HBU-5 (500°C), a dry air test, than

was released in HBU-4 (500°C), a steam test. The difference was even more

dramatic in comparing the 700°C tests, HBU-6 (dry air) and HBU-1 (steam);

about 21,400 times more ruthenium was released in dry air. In all of the

steam tests, regardless of temperature, the ruthenium releases were about

the same (Table 40).

Table 41. Release data for similarly conducted dry air and steam tests

Percent of total inventory released per hour

Test Type Temperature Cesium Iodine Ruthenium

No. test (°C) .

0.007 x10~^
23.0 x 10

0.007 x10~^
150.0 x 10

In this test, the drilled defect hole became plugged by expanding
oxidized fuel (according to the release of 85^), the fission product
release was assumed to have stopped after 4 hr of testing (see Sect. 4.4).

-6 -6
HhU--4 Steam 500 0 IH X 10 12 1 X 10

r3 -6 -h
HBU--b Dry air 500 0 13 X 10

-6

3500 0 X 10

-6
HBU--1 Steam 700 5 2 X 10

-6
428 0 X 10

-6
HBU--6 Dry air 700 286 0 X 10 9580 0 X 10

The cesium releases for both the dry air and steam tests at 500°C

were almost identical (Table 41); however, about 290 times more iodine

was released in the dry air test HBU-5 than the steam test HBU-4; at 700°C,
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approximately 55 times more cesium and 22 times more iodine were released

in the dry air test HBU-6 than in the steam test HBU-1.

The release data in Table 41 show that iodine and ruthenium releases

in dry air were considerably more significant than those in steam. This

was also true for cesium at 700°C.

4.12.3 Fuel particles ejected at time of rupture

Particles of UO fuel were ejected at the time of rupture (Table 42);

a small fraction (0.8 to 2.9%) of the ejected fuel was carried out of the

furnace tube into the thermal gradient tube and filter pack. At the time

of rupture, the velocity of steam flowing through the furnace tube was

approximately 15 cm/sec, so that particles would have to fall at a rate

of about 3 cm/sec in order to settle out before reaching the thermal

gradient tube. Fuel particles 12 to 15 urn in diameter or larger would

fall at this rate. The scanning electron microscope (SEM) was used to

measure the size of fuel particles; those found in the furnace tube were

typically 150 urn diam, and those found on the filter papers or inlet

fitting were typically 10 urn diam. Details of particle measurement are

given in Appendix C.

Table 42. Mass of UO found in each location (mg)

Furnace tube Thermal Filter Pack

Test H. B . Robinson and gradient Inlet First

No. fuel rod No. fuel rod holder tube fitting filter Total

paper

HBU-7 D-12 32.49 a 0.17 0.55 33.21

HBU-8 D-12 84.06 0.007 0.093 0.589 84.75

HBU-9 D-12 36.96 0.056 0.079 0.257 37.35

HBU-10 H-15 44.68 0.22 0.12 1.01 46.03

Not detected.
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4.12.4 Fission gas release

As detailed in Sect. 2.4, approximately 0.25% of the fission gas was

released to the plenum and void spaces during operation of the H. B.

Robinson reactor. During heatup of the segments in our test series, an

additional amount of fission gas was released, as is shown in Fig. 37.

Although the precise mechanism for retention and release of this portion

of the fission gas is not known, it is believed to be similar to
~\ Q 1 Q ryr\

"attached gas." Swanson et al. and Kryger made use of the thermal

release characteristics of the attached fission gas to estimate the in-

reactor operating temperatures of type 316 stainless steel cladding.
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According to Fig. 37, significant amounts of the attached fission

gas will be released in almost any accident reaching 500°C. No data

could be found to indicate whether the amounts of gas shown in Fig. 37
85

are reproducible in other LWR fuels. No Kr release was detected in

the low burnup tests, but the small charcoal traps employed at that time,
85

combined with smaller amounts of Kr and long purging times at -78°C,
85

would have allowed loss of Kr from the traps without detection during

the course of the tests.

5. DISCUSSION OF FACTORS AFFECTING FISSION PRODUCT RELEASE

In the following subsections, the effects of several factors, including

fission product chemistry on fission product release, are discussed. A pre

liminary quantitative model for cesium and iodine release in steam under

LOCA conditions has been formulated based on these factors. Details of

21
the model have been published separately.

5.1 Chemical Behavior of Releasable Fission Products

The chemical behavior of a fission product in the pellet-clad gap

of LWR fuel rods under LOCA and SFTA conditions is dependent on its

chemical form. (Only fission products in the gap are releasable under

these conditions.) The chemical form is important because it dictates

whether or not the fission product will interact with the fuel, cladding,

or other fission products and, more importantly, the extent of the release.

In a controlled LOCA, the core would experience a temperature excursion

(max, 1200°C) and some of the rods would rupture. Some ingression of steam

into those rods would occur, which could alter the chemical form of certain

fission products. Ingression of a steam and air mixture is a possibility

that would present a different chemical behavior scenario in the fuel-

clad gap under severe SFTA conditions.

1
Observed chemical behavior of cesium and iodine in the Control,"

2 22
Implant, and Low Burnup Fuel Test Series proved to be an inva.

in the analysis and interpretation of results in this series.
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23
In a recent report, equilibrium thermodynamic calculations were

performed on the Cs-U-Zr-H-I-0 system that is assumed to exist in the

fuel-clad gap of LWR fuel under in-reactor, steam, and 50% steam—50% air

conditions. The predictions of chemical behavior of fission products in

that system have been fairly consistent with our experimental findings.

These calculations suggested that:

1. The chemical potential of oxygen (oxygen potential) is a parameter

that defines many of the equilibrium species.

2. The oxygen potential in the pellet-clad gap is probably controlled

by U0„, + Cs„U0..
2+x 2 4

3. In an intact rod, the important condensed phases are UO , Cs„U0.,
Z-rX Z 4

and Csl; in the gas phase, Cs and Csl are the major species of cesium

and iodine.

4. The presence of steam does not alter the condensed phases, but CsOH

becomes a major species in the gas phase in addition to Cs and Csl.

5. In a 50% steam—50% air system, the equilibrium condensed phases

are DO. or U0„ and Cs„U.. 0,,, and the primary cesium species in

the gas phase would be CsOH. Elemental iodine rather than Csl

would be the major iodine species.

Oxygen potential is probably one of the main determinants of chemical

behavior of fission products in the pellet-clad gap. Measurements with an

emf probe have been taken over radial cross sections of pellets from low

and high burnup LWR fuel rods. It was determined that the oxygen poten

tial of the fuel at the pellet surface was about 450 kJ/mole at 750°C for

one of the rods that was similar to the H. B. Robinson fuel that we used.

It had a burnup of 18,900 MWd/MT and an average heat rating of 7 kW/ft,

as compared with 30,000 MWd/MT and 6 kW/ft for the H. B. Robinson fuel.
25

According to Blackburn's model, which gives the stoichiometry of the

fuel as a function of oxygen potential, urania with an oxygen potential of

450 kJ/mole at 750°C would have an oxygen-to-uranium ratio in the range

2.000 and 2.001 (near stoichiometric). Oxygen balance, calculations to

die

24

determine oxygen potential for irradiated LWR fuel show fairly good

agreement with the measured values.'
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5.1.1 Behavior of iodine

The release data in these experiments demonstrated that the test

atmosphere and the surfaces of the apparatus were very influential in

determining the final chemical state of iodine as it was found in the

apparatus after testing. Measurable quantities of iodine were released

in each test. As in the Implant Test Series, difficulty was encountered

in some of the tests in identifying the chemical state of the iodine while

it was escaping from the fuel rod segments. This was caused by the ten

dency of Csl in the presence of steam to react with the hot (>600°C)

surfaces of the quartz furnace tube to form cesium silicate and elemental

• a- 1iodine.

Table 43 indicates the distributions of cesium and iodine for each of

the HBU tests. Table 44 shows the percentages of released iodine that were

found as elemental iodine in the collection system for each experiment.

The values were obtained by assuming that cesium detected on a collection

component was present as Csl and that any excess iodine was elemental

iodine. A purified helium purge gas was employed in test HBU-12 to mini

mize the possibility of "tramp" oxygen altering the pellet-clad gap

chemistry by increasing the oxygen potential or oxygen/uranium ratio at

the surface of the pellets. The apparatus was also modified (see Sect.

4.11) to lessen the chance of released species making contact with hot

quartz. Only 0.2% (0.39 yg) of the released iodine was collected as

elemental iodine. [Because elemental iodine is very volatile (bp, 183°C),

it has typically been found downstream on the charcoal in the filter pack

with a fraction sorbed on the filter papers.] Most of the released iodine

in test HBU-12 was found in the gold thermal gradient tube at the 280 to

430°C location where most of the cesium was detected (Fig. 33). These

data, although inferential, indicate that Csl was the primary iodine spe-
23

cies released, which agrees with the prediction of Besmann and Lindemer.

Test HBU-7 was conducted to determine the fission product release

that would occur at the time of rupture. The segment was ruptured at

900°C in steam, and the induction heater was turned off 1 min later. It

can be seen in Table 44 that only 3.6% (0.4 ug) of the released iodine



Table 43. Distribution of cesium and iodine in high burnup fuel tests

Filter pac k inlet First filter Second and third

Test temp

Test

t ime Test

Furnace

Cesium

tube

Iod ine

Thermal £rad

Cesium

ient tube

Iodine

f i tti

Cesium Iod ine

paper filter

Cesium

papers

Iodine

Charcoal

Cesium

No. la
Test

No.a
Cesium Iodine

(°C) (min) atmosphere 0'g)

0.017

(Mg)

0.040

(Mg)

o.ooooi

(Mg)

0.003

(Mg)

0.000002

(Mg)

0.003

(Mg)

0.000001

(Mg) (Mg) (Mg) (Mg) (Mg)

500 1200 Steam-ArHBU-4
0.018 0.00001 0.005 0.000006 0.036

HBU-1 700 300 Steam-Ar 0.123 0.019 0.00009 0.143 0.000005 0.003 0.0 0.194 0.0 0.203 0.00002 0.362
HBU-2 900 120 Steam-Ar 2.816 0.05 5 0.0007 0.145 0.00001 0.0 51 0.0000 5 0.405 0.0 0.381 0.00001 0.673
HBU-11 1200 27 Steam-He 41.75 0.06 56.22 6.76 2.74 2.21 41.32 9.92 0.001 0.35 0.0006 0.88

HBU-7 900 1 Steam-He 113.52 3.95 8.74 3.92 0.47 0. 34 7.84 2.52 0.005 0.04 0.0 0.36
HBU-8 900 60 Steam-He 33.41 0.2 5 3.72 0.25 0.29 3.18 2.8 1.89 0.00002 1.42 0.00001 6.54
HBU-9 900-1100 8.4 Steam-He 108.34 0.13 2.23 0.87 0.17 2.66 1.57 1.69 0.0 1.40 0.0 10.17
HBU-10 900-1200 10 Steam-He 236.77 0.40 17.16 3.27 1.0 1.65 14.53 2.44 0.0 0.16 0.00001 5.99

HBU-5 500 1200 Dry air 0.002 0.213 0.0003 0.441 0.00007 0.008 0.0002 0.038 0.000001 0.038 0.000001 5.29
HBU-6 700 300 Dry air 1.834 0.025 4.195 0.277 0.004 0.014 0.097 0.119 0.0 0.119 0.0 18.431

HBU-12 700-1200b b Helium 99. 33 0.14 1797.22 171.73 12.37 2.28 87.01 13.96 0.00006 0.08 0.0 0.31
— -

. — . . — - - . .
. . — _

In tests HBU-1, -2, -4, -5, and -6, the fuel rod segments were predrilled to cause simulated defects. The ruptured segment used in test HBU-7 was
also used in test HBU-11. These tests were diffusional release tests. In tests HBU-8, -9, and -10, the segments were pressure-ruptured at 900°C and sub
sequently heated at the shown temperatures. In test HBU-12 a special Zircaloy ferrule fitting at the outlet end provided the opening through which the
fission products were purged with purified helium.

See Fig. 35 for time-temperature sequence.



Table 44. Distribution of cesium and iodine in High Burnup Fuel tests

Estimated Percentage

mass of of released

Test Total cesium Total iodine elemental iodine found as

Test Test temp time Test found found Cesium/iodine iodine elemental iodine

No.a (°C) (min) atmosphere (yg) (yg) (yg Cs/ug I) (yg) (yg)

HBU-4 500 1200 Steam-Ar 0.017 0.105 0.162 0.089 84.7

HBU-1 700 300 Steam-Ar 0.123 0.925 0.133 0.905 97.8

HBU-2 900 120 Steam-Ar 2.818 1.755 1.606 1.655 94.3

HBU-11 1200 27 Steam-He 142.03 20.20 7.031 1.23 6.1

HBU-7 900 1 Steam-He 130.577 11.13 11.73 0.40 3.6

HBU-8 900 60 Steam-He 39.60 13.53 2.927 10.86 80.3

HBU-9 900-1100 8.4 Steam-He 112.31 16.92 6.638 14.26 84.3

HBU-10 900-1200 10 Steam-He 279.46 13.91 20.091 6.85 49.2

HBU-5 500 1200 Dry air 0.0024 6.03 0.0004 6.02 99.9

HBU-6 700 300 Dry air 6.164 19.02 0.324 18.59 97.7

HBU-12 700-1200b b Helium 1995.93 188.5 10.589 0.39 0.2

In tests HBU-1, -2, -4, -5, and -6, the fuel rod segments were predrilled to cause the simulated defects. The ruptured segment
used in test HBU-7 was also used in test HBU-11. These tests were diffusional release tests. In tests HBU-8, -9, and -10, the
segments were pressure-ruptured at 900°C and subsequently heated at the shown temperatures. In test HBU-12 a special Zircaloy
ferrule fitting at the outlet end provided the release opening, through which fission products were purged from the segment
with purified helium.

See Fig. 35 for time-temperature sequence.
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was collected as elemental iodine. The results of this test, as well as

test HBU-12, indicate that Csl was the primary iodine species released.

The fuel rod segments in tests HBU-8 to -10 were ruptured at 900°C

into flowing steam-helium atmospheres and subsequently heated at the

temperatures and for the time periods shown in Table 44. In those tests,

49 to 84% of the released iodine was found as elemental iodine. Our data

(Sect. 4.12.1) indicate that the largest portion of the released iodine

in each of those tests occurred at the time of rupture. Because the iodine

species released in tests HBU-7 and -12 was observed to be Csl, we maintain

that Csl was also the primary iodine species released in tests HBU-8 to -10,

and that the large percentages of elemental iodine found in these tests

resulted from the reaction of the Csl with the hot quartz surfaces of the

furnace tube.

It has been experimentally observed that the reactivity of Csl with

urania is dependent on the oxygen content (or stoichiometry) of the urania
27

Epstein reported that Csl does not interact chemically with fuel in

hypostoichiometric fast-reactor fuel pins. In tests HBU-7, -11, and -12,

in which the fuel in the pellet-clad gap was probably near stoichiometric
23 25

(0/U ^ 2.000 to 2.001), ' we observed that Csl was stable and was the

major iodine species released. It has been determined28 that when Csl
was mixed with urania in the stoichiometry range UO to UO , greater

yields of elemental iodine per given amount of Csl were obtained as higher

oxygen/uranium ratios of urania were used. We also found that Csl reacted

with hyperstoichiometric urania in Implant Tests 1 and 2.

Elemental iodine was the major iodine species released in tests HBU-5

and -6, which were conducted in dry air atmospheres at 500 and 700°C

respectively (see Table 44). Approximately 2500 times more iodine mass

than cesium was released in test HBU-5; only 3 times more was released in

test HBU-6. These results are consistent with the equilibrium predictions

and with the results obtained in two implant tests that were conducted in
A • 2dry axr.

For tests HBU-4 (500°C, 20 hr) and HBU-1 (700°C, 5 hr), Table 44 shows

the ratios of iodine (mass) to cesium that were released were 6.0 and 7.5,
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respectively, and that the deposition behavior of iodine was that of

elemental iodine. Both tests were performed in a steam-argon atmosphere.

One plausable explanation for the iodine not being released as Csl is

that any Csl that might have been released possibly reacted with partially

oxidized fuel at the surface of the pellets in the vicinity of the defect

opening, forming stable cesium uranate and elemental iodine. The fuel

could have become oxidized by tramp oxygen (^2 ppm) that was in the argon

carrier gas. This is credible because the attraction of urania for oxygen
29

at 500 and 700°C is significant. The gettering attraction of Zircaloy

cladding covered with a thin oxide layer would not be expected to greatly

diminish the number of oxygen molecules that could get to the exposed

fuel at those temperatures.

The silicates of cesium are not very stable at temperatures above
30

1000°C, which is confirmed by deposition behavior of Csl in test HBU-11.

The data in Table 44 show that 94% of the released iodine behaved like

Csl rather than elemental iodine. The temperature of the quartz furnace

tube surrounding the fuel rod segment was 1200°C, and we estimate that

the temperature was between 1000 and 1050°C at the cooler outlet end.

The instability of cesium silicate above 1000°C enabled the released Csl

to transport through the furnace tube with negligible reaction with the

quartz. Most importantly, this test also demonstrated that Csl was the

probable major iodine species in the pellet-clad gap at the temperature

of release (700 to 1200°C).

5.1.2 Behavior of cesium

The important condensed phases of cesium in the pellet-clad gap of

an intact LWR fuel rod should be Csl and Cs„U0,, and elemental cesium
23

and Csl should be the major species in the gas phase. In steam, the

only difference would be that CsOH as well as elemental cesium would be
23

present in the gas phase. The calculated predictions appear consistent
2

with the experimental results that were obtained in the Implant, Low
22

Burnup Fuel, and High Burnup Fuel Test Series, and in the Knudsen cell—
3

mass spectrometer experiments.
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Experiments that were conducted in the Implant Test Series indicated

that at test temperatures of <900°C, the implanted cesium (as CsOH) was

considerably stabilized by both the fuel and cladding, which probably sug-
31gest the formation of cesium uranate and zirconate. This stabilizing

behavior was also noted when we tested mixtures of CsOH-UO and Cs CO -UO

in a Knudsen cell—mass spectrometer; in those tests, a detectable cesium

ion current could only be measured at temperatures >925°C. By comparison,

in an experiment with pure Cs^O cesium was first measured under identical
test conditions at 650°C. In tests conducted with the above, no uranium-

containing species were detected in the vapor phase over the mixtures; this

agrees with other Knudsen cell—mass spectrometer observations of vapor

species over Cs2UO, in which cesium was the major species in the vapor.

23
Thermodynamic calculations show that the partial pressure of cesium

vapor in equilibrium with Cs UO, should increase with lower oxygen potential.

This may explain the difference in Cs/I ratio of material released from

burst-type tests compared with diffusional release tests in steam. Burst

releases originate from sealed fuel rods in which the oxygen potential in

the pellet-to-cladding gap space should be lower than during diffusional

release tests when the gap is exposed to steam. The Cs/I mass ratios of

released material listed in Table 44 show higher values in the burst tests

(HBU-7, -8, -9, and -10) than in the diffusional release tests conducted in

steam. The same difference was noted with the Implant Test Series results

(see Sect. 8 of ref. 2). The scatter in results and the fact that most of

the burst release tests included significant time for diffusional release

in steam make it difficult to quantify the effect. As discussed in more

detail in Sect. 5.3.2, the effective partial pressures of the cesium and

iodine species released with rupture at 900°C are considerably lower than

the vapor pressure of Csl (2.7 x 10~ MPa at 900°C).33

In each experiment (except test HBU-11) where the defected fuel rod

segments were tested in steam, cesium was primarily found on the quartz

surfaces of the furnace tube in the region of the defect openings. This

suggests that the venting cesium species was very reactive with the quartz.

Other than Csl, the chemical species of cesium that could be present in
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the gas phase of an intact fuel rod are elemental cesium and the cesium

chalcogenides (Cs„0, Cs„Se, and Cs„Te). Cesium reacts directly with

selenium and tellurium to form Cs„Te and Cs„Se. When exposed to steam,
12

any of these species would form cesium hydroxide. ' (Cs„Te and Cs„Se

hydrolyze readily, releasing H Te and H Se, which oxidize to form ele-
34 11

mental Te and Se.) Furthermore, since cesium monotelluride melts with
35decomposition at 680°C, its presence in the gas phase in tests >_700°C

would be questionable. Cesium hydroxide reacts vigorously with quartz
2 30

to form less-volatile silicates ' that are stable at temperatures below

1000°C. Cs and Csl are believed to react with quartz in a similar manner,

but at a much slower rate. In test HBU-11, which was conducted at 1200°C

in steam, the surface temperature of the quartz furnace tube exceeded

1000°C even at the cooler outlet end near the entrance to the gold thermal

gradient tube. Consequently, most of the released cesium (^71%) transported

downstream. The cesium that was found in the furnace tube (^29%) was

found at the cooler outlet end rather than near the defect opening

(Fig. 31).

A flowing dry-air atmosphere was employed in tests HBU-5 and -6. Any

cesium released in those tests other than Csl should have been cesium mon

oxide. The higher oxides of cesium (Cs„0 and CsO„) are not stable above

400°C. In test HBU-6, which was conducted at 700°C for 5 hr, the released

cesium (probably forming an oxide) behaved somewhat differently than it did

in steam; it was considerably less reactive with the quartz surfaces of the

furnace tube (Sect. 4.6). In the first hour of the test, the cesium appar

ently reacted with the hot quartz in a manner that passivated it. There

after most of the released cesium transported and condensed downstream in

the gold thermal-gradient tube. The peak occurred at 430°C (Fig. 14).

Table 44 shows that in test HBU-12, which was conducted in a purified

helium atmosphere, about 90% of the released cesium deposited in the gold

thermal-gradient tube at a peak location of 430°C (Fig. 33). The deposi

tion profile was similar to that observed for the cesium (probably Cs20)
in the thermal gradient tube in test HBU-6 (a dry-air test) except for

amounts. Because elemental cesium is much more volatile than CS2O, it

would have transported further downstream. Unfortunately, this experiment
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does not prove that Cs20 was the major species (other than Csl) that was
purged from the segment. It is possible that enough tramp oxygen in the

untreated helium carrier gas (^2 ppm) that was being supplied to the fur

nace tube (not to be confused with the purified helium gas that was used

to purge the segment) was able to pass through to the gold thermal-gradient

tube and react with purged elemental cesium, if that were the case, to

form the oxide. However, the Zircaloy cladding of the segment itself

would have served as a "getter" to somewhat remove this oxygen impurity.

5.1.3 Behavior of ruthenium

Ruthenium is a member of the platinum metals family and like the other

elements in that family (platinum, iridium, osmium, palladium, and rhodium)

it is known for its chemical inactivity. It is refractory, with a melting

point of 2310°C. In UO fuels that have experienced high linear heat

ratings, metallic inclusions are found that contain ruthenium as well as

other noble metals (molybdenum, tellurium, and rhodium). Ruthenium is

resistant to oxidation in air at moderate temperatures.

It has been observed that oxidation of finely divided ruthenium

powder to the dioxide (Ru02) started at about 500°C when it was heated
in a stream of oxygen, and the oxidation rate rapidly increased with

38
temperature. The formation and vaporization of ruthenium tetroxide

(RuO^) began at about 600°C and increased considerably with temperature;
the rate of vaporization was about 4000 times faster at 1200°C than at

700°C. Below 600°C, the tetroxide decomposed back to the dioxide.

To verify the chemical behavior of ruthenium, several side experiments

were conducted. Finely divided ruthenium metal was heated at 500°C in a

flowing oxygen atmosphere for 2 hr. The grayish-white metal appeared to

have been completely oxidized to the black dioxide. Furthermore, a small

amount of ruthenium vaporized (probably as RuO ), transported downstream,

and deposited (ring-shaped) on the cooler quartz surface at the outlet

end of the furnace. Subsequently, the dioxide was heated for 2-hr periods

at 700 and 900°C and for 10 min at 1200°C. Prior to increasing the

temperature each time, the quartz furnace tube was repositioned to allow

the deposition to occur at a different location so that it could easily be
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compared with the previous one. With each jump in temperature, the result

ing ring deposit became heavier, darker, and somewhat wider. These deposits

occurred in the temperature range 400 to 200°C. The results obtained in

this experiment are similar to those obtained in ref. 38; however, we

observed vapor transport of ruthenium at 500°C.

Considering the oxygen potential that probably existed in the gap of

the H. B. Robinson fuel rod segments prior to testing, ^450 kJ/mole

(Sect. 6.1), and based on thermodynamic calculations, ' it is probable

that elemental ruthenium rather than ruthenium dioxide was the major species

in the condensed phase. Our experimental results support this contention.

In test HBU-12, which was conducted in the time and temperature sequence

given in Fig. 35, no ruthenium was released. Had the dioxide been the major

condensed-phase species, measurable quantities of ruthenium would have been

released as tetroxide. Elemental ruthenium in an inert atmosphere is very

refractory and would not be expected to be released, as was the case.

Significant amounts of ruthenium were released in tests HBU-5 and -6,

which were conducted in a flowing dry-air atmosphere at 500 and 700°C

(see Table 45). The released ruthenium was primarily found downstream

at the cool end of the thermal gradient tube, on the inner surfaces of the

stainless steel inlet to the filter pack, and on the first HEPA filter

paper. The deposition occurred in the temperature range 300 to 150°C.

When RuO was heated in the side experiments, the vaporized ruthenium

deposited in approximately the same temperature range. The release values

obtained in tests HBU-5 and -6 (Table 45) indicate that the rate of release

was temperature dependent; six times more ruthenium (mass) was released

per min at 700 than at 500°C; and the rate of decomposition of RuO

(or the rate of formation of RuO ) increased with temperature.

Trace amounts of ruthenium were released in the steam atmosphere

tests, with the exception of test HBU-11, as shown in Table 45. In the

diffusional release tests HBU-1, -2, -4, and -11, no difficulty was

encountered in measuring the released ruthenium. However, in the burst

tests HBU-7 to -10, the ruthenium that transported and deposited in the



Table 45. Distribution of ruthenium in vigh burnu p tests

Test Test Thermal gradient Filter pack First filter Second fi Lter Third i lit er Rate of First charcoal

Test temp time Test tube inlet fitting paper paper paper First charcoal release deposition

No.a Cc) (min) atmosphere (yg) (yg) (yg) (yg) (yg) (yg) (ug/min) (yg/min)

HBU-5

HBU-6

500

700

1200

300

Dry air
Dry air

0.166

0.205

0.085

1.12

0.121

1.46

2.26

3.52

X

X

10

10

-4

-4
1.02 x

0.41 x

10"
10"

4

6
160.0 x10~^
81.0 x 10

0.0016

0.0093

6.7

2.7

X

X 10

HBU-4

HBU-1

HBU-2

500

700

900

1200

300

120

Steam-Ar

Steam-Ar

Steam-Ar

8.6 x 10~6
0.0b
0.0

1.6 x 10

0.9 x 10

O.O

-5

-5
2.8 x

1.9 x

0.0

10

10

-5

-5
0.0

0.0

0.0

0.0

0.0

0.0

560.0 x W'b
120.0 x 10

33.0 x 10

5.1 x 10"
4.9 x 10"
2.7 x 10"

-7

-7

-7

4.7

4.0

2.7

X

X

X io1-
HBU-11 1200 27 Steam-Ar 0.0 0.0 0.0 0.0 0.0 0.0 0.0 0.0

HBU-7 900 1 Steam-He
c

_ _ 0.0 0.0 8.3 x 10~!?
8.8 x 10

1.1 x 10 ,

0.9 x 10

- 83.0 X <io;HBU-8 900 60 Steam-He - - - 0.0 0.0 -
1.5 X

HBU-9 900-1100 8.4 Steam-He - - - 0.0 0.0 - 1.3 X 10.7
10HBU-10 900-1200 10 Steam-He

- - -

0.0 0.0
-

0.9 X

HBU-12 700-1200d d Helium 0.0 O.O 0.0 0.0 0.0 0.0
-

0.0

In tests HBU-1, -2, -4, -5, and -6 the fuel rod segments were predrilled to cause the simulated defects. The ruptured segment used in test HBU-7
was also used in test HBU-11. These tests were diffusional release tests. In tests HBU-8 to -10, the segments were pressure-ruptured at 900°C and subse
quently heated at the shown temperatures. In test HBU-12, a special Zircaloy ferrule fitting at the outlet end provided the release opening through which
the fission products were purged from the segment with purified helium.

Amounts less than 10~8 are given as 0.0.

The dash signifies our inability to measure ruthenium because of the presence of fuel dust.

See Fig. 35 for time-temperature sequence.

OO
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thermal gradient tube, stainless steel inlet to the filter pack, and first

filter paper could not be determined because of the presence of ejected

fuel dust. (The gamma activity of vaporized ruthenium was negligible

compared to the ruthenium activity in the fuel dust). Nonetheless, ruthe

nium could be determined on components beyond the first filter paper.

Since the largest portions of the released ruthenium were found on the

charcoal in tests HBU-1, -2, -4 (>80%), we believe that was probably also

the case in the burst tests.

Only a fraction of a percent of the released ruthenium in each of

the air tests penetrated to the charcoal, but the amount that did
-4

(<10 yg) was about the same as was found on the charcoal in the steam

tests that were conducted at the same temperatures. This might indicate

that another volatile and penetrating chemical form of ruthenium was also

released. In Table 45, it is seen that the rate of collection for most

of the tests was about 10 yg/min; note that no ruthenium was released

in test HBU-11. The fuel rod segment employed in that test was also

used in test HBU-7, a 1-min rupture test. The total mass of ruthenium

released in test HBU-7 was identical to the amount released in test HBU-8.

In test HBU-8, the segment was ruptured at 900°C but was heated for an

additional 60 min at 900°C. These data suggest that most of the ruthenium

released in the burst tests was released at the time of rupture.

In steam tests HBU-1 (700°C) and -4 (500°C), RuO, was apparently also

collected. This is inferred by the presence of ruthenium on upstream

surfaces. In these lower-temperature tests that were conducted for long

periods of time, the tramp oxygen (^2 ppm) in the argon carrier gas might

have altered the oxygen/uranium ratio of the fuel at the surface of the

pellets near the defect opening. A localized increase in oxygen potential
0 C\ *3"7

could have allowed RuO to form. ' At higher test temperatures, the

hydrogen atmosphere produced by the reaction of steam with the cladding

would inhibit fuel oxidation and Ru02 formation. This possibly accounted

for the lack of Ru0„ deposition in test HBU-2, a 900°C steam test.
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5.1.4 Behavior of antimony

Before discussing the chemical behavior of antimony as it was observed

in the experiments, it is appropriate to provide some background informa
nt o "7

tion about this element. According to thermodynamic calculations, ' it

should be present in LWR fuel rods as elemental antimony rather than the

oxide, but the possibility of it forming compounds with other fission

products cannot be excluded.

Antimony is a member of the nitrogen family (Group VA) of the periodic

table. It has a melting point of 630.7°C and a boiling point of 1440°C.

The vapor pressure is given in the following table as a function of temper

ature.

Temperature Vapor pressure
(°C) (mm)

886 1

1033 10

1141 40

1223 100

1364 400

1440 760

It is not affected by oxygen at ordinary temperatures; however, if it is

given the right oxygen potential at elevated temperatures (>400°C), it can

form the sesquioxide, Sb.O . In a hydrogen atmosphere, the oxides of

antimony are readily reduced to the metal. The vapor pressure table given

below for the trioxide shows that it is more volatile than elemental
39

antimony.

Temperature Vapor pressure
(°C) (mm)

574 1

666 10

812 40

957 100

1242 400

1425 760

Antimony, which is a borderline element (metaloid) , can exhibit both

metallic and nonmetallic properties; the compounds antimony triiodide
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(Sbl^) and cesium antimonide (CsSb) are examples. Such compounds are
readily oxidized in air.

To help explain some of the observed behavior of antimony in this

experimental series, a group of side experiments was conducted with ele

mental antimony and antimony sesquioxide to determine the reactivity of

each with Zircaloy cladding surfaces (oxidized and nonoxidized) and with

gold surfaces at 500, 700, 900, and 1200°C. In the first experiment,

finely divided antimony was placed on pieces of nonoxidized Zircaloy

cladding and heated at those temperatures in an atmosphere of flowing

argon. A growing cladding discoloration was observed at 700 and 900°C

that extended beyond the liquid antimony, which probably meant that some

reaction or alloying occurred at those temperatures. As the temperature

was being raised from 900 to 1200°C, there was a considerable reaction of

the cladding with the remaining unvolatilized antimony causing the cladding

to become extensively pitted. However, when antimony was placed on

Zircaloy cladding that was oxidized and tested in a similar fashion, there

was no visible evidence of reaction. During each of these experiments,

a metallic ring-like deposit occurred downstream on the cooler surfaces

of the quartz furnace tube.

Tests with antimony sesquioxide (Sb 0.) revealed that it did not

noticeably react with either oxidized or nonoxidized Zircaloy cladding

surfaces at temperatures up to 900°C in flowing argon, but rapidly

volatilized and condensed downstream on the cooler surfaces of the quartz

furnace tube.

When elemental antimony powder was placed on gold foil and heated in

flowing argon, it readily reacted and formed a binary liquid solution at

a temperature below <500°C. Antimony sesquioxide did not react with gold
40

when tested. It is reported that for the gold-antimony binary system,

a eutectic occurs at 360°C, where the mass ratio of antimony to gold is

about 0.25.

Quantitative measurements of released antimony could only be made in

two experiments with high burnup fuel, HBU-2 (Sect. 4.2) and HBU-11

(Sect. 4.10). Each test was a diffusional release test conducted in steam.

The test temperatures were 900°C for test HBU-2 and 1200°C for test HBU-11.
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Uniquely, the released antimony (>99%) in each test was found on gold

apparatus surfaces. Futhermore, the deposition profiles for those compo

nents (Figs. 7 and 31) indicate that the released antimony preferentially

deposited on the gold surfaces. In the side experiments, it was seen that

elemental antimony alloyed with gold and formed a less volatile compound

while antimony trioxide did not. Based upon these data, it appears that

elemental antimony was probably the major species released.

It is interesting that no antimony was released in the purified-helium

test HBU-12. In that test, a stainless steel fitting on the downstream

end of the fuel rod segment was replaced with one fabricated from Zircaloy.

A 0.0625-in. (0.159-cm)-ID Zircaloy tube was attached to it to provide an

outlet for the fission products being purged. The results obtained in the

side experiments and in tests HBU-2 and -11 offer a credible explanation

for the lack of antimony release. Remembering that elemental antimony did

not react with oxidized Zircaloy cladding but did react with nonoxidized

Zircaloy, and that elemental antimony was probably the species released

in tests HBU-2 and -11, elemental antimony probably transported down the

gap of the segment during the test and reacted with the fresh metal surfaces

of the Zircaloy fitting and outlet tube; therefore, there was no release.

The inner cladding surface would be expected to have an oxide layer of >1
24

ym.

5.2 Hydrogen Formation and Removal of Oxidizing

Contaminants by Steam-Zircaloy Reaction

As steam flows along the length of the fuel rod, hydrogen is produced

as a result of the steam-Zircaloy reaction. When the steam reaches the

location of the rupture opening, it contains a significant amount of

hyrogen; parabolic rate constants ' were used to estimate the amount.

The concentration of hydrogen in the steam-He(Ar) mixture at the defect

location and the total calculated amount of hydrogen produced are listed

in Table 46. The presence of hydrogen that diffuses with the steam into

the defect opening can influence the oxygen potential at the fuel and

cladding surfaces within the gap space and thereby affect the release rate
23

of susceptible fission product species. Much higher concentrations of

hydrogen (and lower concentration of steam) would be expected further



Table 46. Hydrogen formation from steam-Zircaloy reaction

Nominal Fraction af Hp in steam--He at

Test

No.

Temperature

(°C)
steam + He(Ar)

flow rate

(cm3/min, STP)

fuel rod midpoint3

(sec)
Total H2 formed

3
cm ,10 100 1000 STP time

HBU -4 500 372 0.00738 0.00233 0.00074 155 20 hr

HBU-1 700 372 0.0313 0.00990 0.00313 483 5 hr

HBU-2 900 372 0.182 0.0576 0.0182 1215 2 hr

HBU-8 900 1800 0.0376 0.0119 0.00376 859 60 min

HBU-9 1100 1800 0.131 0.0414 0.00131 1119 8.4 min

HBU-10, 11 1200 1800 0.216 0.0683 0.0216 2007C 10 min

Calculations based on parabolic rate constants. Data for 500 and 700°C from ref. 41, and data for

900 to 1100°C from ref. 42.

Calculated for entire outside surface area of cladding; does not include oxidation of interior surface.

c 3
Half of a typical size core reacting in this manner would produce 9050 £(320 ft ) of hydrogen measured

at 150°C and 1000 psi.

ho

CO
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within the interior of the ruptured fuel rod because of the long residence

time and continued steam-Zircaloy reaction.

Traces of oxidizing contaminants were probably present in the steam-

He(Ar) mixture. The helium and argon were not purified beyond the several

parts-per-million level of oxygen concentration in the supply tanks, and

the steam generator tank may not have been purged completely of air follow

ing replacement of the water. Both the oxidizing contaminants and the

steam probably react with Zircaloy at approximately the same rate so that

the ratio of contaminants to steam remains nearly constant. The net

result of most tests conducted is that significant amounts of hydrogen

were produced, but the reduction in steam and oxidizing contaminants

was insignificant except for the first few seconds at higher temperatures.

Again, within the gap space at some distance from the defect opening,

essentially complete reaction of the steam and oxidizing contaminants

with the Zircaloy cladding would be anticipated.

Some evidence exists that the gaseous oxidizing impurities caused

conversion of Csl to I either within the fuel rod (thus contributing to

enhanced release of total iodine) or on the surfaces of the containment

and collection system components (thus causing only a change of iodine

species after the intial deposition of the released Csl). The highest

percentages of released iodine collected in the elemental form (I„) were

found in the tests conducted for the longest times and at the lowest

temperatures (test HBU-1, -2, -4, and -8).

5.3 Discussion of Blowdown (Burst) Release

5.3.1 Mechanism of release

After the instant of rupture, the plenum gas flows along the pellet-

to-clad gap space (and through large cracks within the pellets) and becomes

saturated with fission product vapors. Saturation is never precisely

reached because of mass transfer limitations and the fact that the fuel

rod temperature increases (and therefore the fission product partial

pressures increase) as the gas flows toward the rupture location. We

have observed that the fraction of the gap inventory released by a typical
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burst is relatively small so that the concentration of vaporized fission
21

products in the vented gas is essentially constant. Our model for burst

release is therefore:

Mass released at burst = (volume of vented gas) x (concentration

of each species in the vented gas).

The volume of vented gas is relatively simple to calculate for almost

any postulated accident, but the volume must be calculated at the pressure

existing at the location where "saturation" occurs, probably just inside

of the rupture opening.

5.3.2 Concentration of cesium and iodine in the vented gas

Test data must be used to determine the concentration of species in

the vented gas. At first approximation we would be tempted to calculate

concentrations from the vapor pressures of probable species (e.g., Csl or

CsOH), but we have discovered that the experimentally observed concentra

tions are much lower.

The concentrations of cesium and iodine in the gas vented at the

time of rupture in tests HBU-7 through -10 were calculated by dividing the

measured mass released at rupture by the volume of gas vented. Some

uncertainty exists in distinguishing the amount released at the time of

rupture from that which was released later by diffusion from the opened

hole. Continuous monitoring of radioactive cesium transported to the

thermal gradient tube and filter pack was not suitable for this determi

nation, because most of the cesium (typically 95% of the released cesium)

was held up on the quartz furnace-tube surfaces by reaction, sorption, or

condensation. Some of that amount was later returned to the gas phase and

transported out of the furnace tube as flow continued and the quartz sur

face increased in temperature (when induction heating was used).

The method used to determine the amount released at rupture was to

estimate the amount released by diffusion (using the diffusional release

tests as a guide) and to subtract this from the total release. The

reference tests and the results of this determination are listed in Table

47. The calculated cesium and iodine concentrations in the vented gas of

the high burnup experiments are listed in Table 47 along with concentrations



Temperature Diffusion

Rupture Diffusion time

Test No. CC) CC) (hr)

c

Implant-1 700 700 1.0

Implant-2 700 700 1.5

Implant-3 900 900 2.0

Implant-4 1100 0.8

Implant-5 700 700 2.0

Implant-6 500 20.0

Implant-8 900 1100 0.96

Implant-10 700 5.0

Implant-11 1300 0.25

Implant-12 900 900 2.0

LBU-ld 700 5.0

LBU-2 900 2.0

HBU-lf 700 5

HBU-2 900 2

HBU-4 500 20

HBU-7 900 900 0.02

HBU-8 900 900 1.0

HBU-9 900 1100 0.14

HBU-10 900 1200 0.17

HBU-11 1200 0.45

Table 47. Summary of fission product release tests

Volume of

gas vented

3 0°C, 1 atm)(cm

229

229

172

0

348

0

293

0

0

172

0

0

0

0

0

96

97

96

98

0

Radial

gap

width3
(urn)

127

127

200

127

127

127

200

127

127

200

26c
27

20

20

20

200

200

200

200

200

Initial gap inventory

(cladding)
2 2

yg Cs/cm yg I/cm

23.1

0.47

87.1

67.6

96.9

141.1

126.7

97.2

113.9

14.6

68.8

106.7

13.1

12.7

13.1

12.7

12.7

13.1

11.2

11.3

22 0

0 45

8 66

6 05

8 38

12 37

8 38

9 07

7 97

0 69

3 40

5 27

1 20

1 17

1 20

1 17

1 17

1 20

1 03

1 05

Mass

released

with rupture

yg cesium yg iodine

179.5

2.45

290

378

1918

217

130.4

26.6

94.1

223.3

356

4.9

64.6

103

240

23.3

11.

9.

14,

11.1

Mas s

released u
by diff usion

yg cesium yg iodine

0.54 6.8

0.036 0.41

196 96.9

1237 14 5

3.38 5.9

<43 5.8

1393 161

4.84 12

2320 26

47 6.9

0.046 0.17

19.4 20.0

0.123 0.93

2.82 1.76

0.017 0.105

0.22 0.018

13.0 4.44

18.2 2.74

56.2 2.80

14 2.0 20.2

For pressure-ruptured test segments, a value of 200 y represented the combined gap width and hole size.

For pressure-ruptured tests, the fraction released by diffusion was estimated using the diffusion test data as a guide,
c

Implant Test Series cladding 0.965 cm ID, 24-cm length of pellets coated with simulated fission products.

Low Burnup Fuel Test Series cladding 1.27 cm ID; fuel length, 15.24 cm; in-reactor fission gas release, 11.6% (LBU-1) and 18.9%
(LBU-2).

e

The unusually low cesium and iodine release values suggest that the hole drilled through the cladding might have been at a location
where the gap width was much less than the average value of 26 ym.

High Burnup Fuel Test Series cladding, 0.948 cm ID; fuel length, 30.48 cm; in-reactor fission gas release 0.25%.

ON
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2
obtained from Implant Test 12 of the Implant Test Series. The gap inven

tory of the Implant Test 12 was chosen to be close to that of the H. B.

Robinson fuel rods used in the High Burnup Tests Series.

2
In Fig. 75 of the Implant Test Series final report, it was shown that

the measured cesium and iodine concentrations in the vented gas were one to

two orders of magnitude less than would prevail in equilibrium with bulk

Csl and CsOH. This is also true of the High Burnup Test Series concentra

tions(Table 48) because they agree with those from Implant Test 12. The

reason for the low observed values is probably a combination of different

species existing (see Sect. 5.1) and the effect of sorption by fuel and

cladding surfaces, especially at low gap inventories—low surface concentra

tion. As shown in Table 38, the calculated cesium concentrations in the

purge gas at 900°C agreed with those listed in Table 48.

Table 48. Concentration of cesium and iodine in the vented gas at 900°C

Test Concentration Partial pressure
No. Cesium Iodine Cesium Iodine

(yg/cm3, STP) (ug/cm3, STP) (MPa) (MPa)

HBU-7 1.36 0.116 2.3 x 10 5 2.03 x 10 6
HBU-8 0.27 0.094 0.46 x 10_5 1.65 x 10"

— S — fi
HBU-9 0.98 0.148 1.67 x 10 2.60 x 10

HBU-10 2.28 0.113 3.88 x 10_5 1.98 x 10_6
Implant-12 1.32 0.14 2.25 x10_5 2.46 x 10_6

5.3.3 Effect of gap inventory on burst release

In the High Burnup Test Series, all of the test segments had essen

tially identical concentrations of cesium and iodine in the gap space. This

assertion is based on the fact that all test segments experienced similar

power histories and total burnup. In Fig. 73 of the Implant Test Series

final report, it was shown that the concentrations of cesium and iodine

in the vented gas increased with the gap inventory. We presume this effect

would also hold for high burnup fuel because agreement has been demonstrated

with the H. B. Robinson test segment gap inventories (Table 47).
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5.3.4 Effect of temperature on burst release

All of the ruptures in the High Burnup Fuel Test Series occurred at

900°C; therefore, the effect of temperature was not determined. Agreement
with Implant Test Series results was demonstrated (Table 47) at that

temperature. Data were obtained in the Implant Test Series2 at both 700
and 900°C.

5-3.5 Rupture characteristics and the rate of blowdown

Parameters regarding heatup, rupture, and blowdown of the fuel rod

segments are listed in Table 49. These parameters are presented to allow

comparison with rupture characteristics resulting when other methods of

heating are employed. The volume and diametral expansions cannot be

compared directly with those experiments designed for fuel rod rupture

studies because (1) the combination of short rod, flowing steam, and coil
spacing results in a slight but definite temperature peak toward the

outlet end; (2) induction heating tends to cause localized concentration of

heating once swelling has begun; and (3) the quartz fuel-rod holder

restricts expansion of the bottom third of the rod.

In spite of these deviations from the ideal, the swelling appears

to be similar to that obtained in single-rod tests designed specifically

for fuel rod rupture studies in steam, but the rupture opening is smaller
in our experiments.

The rate of blowdown of plenum gas when rupture occurs is controlled

primarily by the pellet-to-clad gap width. In a full-length fuel rod

undergoing a LOCA transient, expansion of the cladding near the ends may be

minimal. Minor expansion should be expected over a considerable length

depending on the axial temperature gradient. ' In our test arrangement,

some restriction, at least for the later stage of the blowdown, was

provided by the tubing and fittings that composed our plenum. The pressure

measured near the junction between the plenum tubing and the fuel rod

segment is plotted in Fig. 38 for the four high-burnup rupture tests. The

time needed to vent 75% of the helium pressurizing gas is listed in

Table 49.



Table 49. Fuel rod rupture parameters

Heatup
rate3

CC/sec)

Conditions at

pressure

maximum

Conditions at rupture

Pressure

decrease,
maximum to

rupture"

(psig)

Calculated

cladding

expansion6
(cm3)

Volume of

gas vented

at

rupture

(cm\ STP)

Time to

vent 75%

of gas
(sec)

Experiment

No.

Pressure

(psig) (MPa)
Temperature

(°c)

Pressure

(psig) (MPa)
Temperature

CC)

HBU-7 2.7 302 2.07 825 275 1.89 908 27 1.9 95.7 2.9 ± 0.4

HBU-8 2.4 307 2.11 833 269 1.84 895 38 2.7 97.3 4.3 ± 0.2
h-1

HBU-9 2.5 302 2.07 850 264 1.81 910 38 2.7 95.7 4.5 + 0.2

IS3

^3

HBU-10 5.1f 308 2.12 863 291 2.00 898 18 1.1 97.6 2.4 ± 0.2

Average between 750 and 895°C.

Temperature at center of fuel rod; temperature at location of rupture approximately 10°C higher.

Temperature at center of fuel rod; temperature at location of rupture approximately 15°C higher.

Times between maximum pressure and rupture were 37, 39, 30, and 7.5 for the four tests.

Expansion calculated using gas law.

Heatup rate was increased to look for nonuniform heat transfer between cladding and pellets; no irregularities were observed.
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Fig. 38. Pressure drops following rupture of High Burnup Test fuel

rods.
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The rate of gas flow along the gap space of full-length H. B. Robinson
13

fuel rods with unexpanded cladding was measured by Dagbjartsson et al.

Blowdown time for their conditions and the same fractional escape was

5 to 10 times longer for a fuel rod ruptured at midlength. Calculations

showed that the maximum cladding strain (balloon diam) would be reduced

with small gap spaces. Similar results were obtained^ by assuming that

a check valve or flow restrictor was built into the plenum to minimize

gas flow from the plenum into the region of expanding cladding. Gap size

measurements for our test segments are described in Appendix A.

The rate of blowdown following rupture could have an influence on the

amount of fuel dust ejected and on the amount of vaporized fission products
2

carried out with the venting gas. In the Implant Test Series, the amount

of tellurium released appeared to increase with pressure at the time of

rupture. No effect of pressure on cesium or iodine release was observed.

The High Burnup Tests with the shortest blowdown times (HBU-7 and -10)

showed somewhat higher cesium releases but no consistent effect on fuel-

dust release. There is not sufficient evidence to warrant the assumption

that fission product release is systematically affected by either pressure

at time of rupture or the plenum-gas blowdown rate.

5.3.6 Size of hole formed at rupture

2
A 2-mm hole was formed in our tests with high burnup fuel. This was

on the low end of a previously determined range in which a trend toward
46

larger hole sizes was shown with increased initial pressure; however,

the scatter was so great that it is clear that initial pressure is not

the sole determinant of hole size. It has been suggested that the stored

energy in the gas prior to rupture (pressure x volume) determines the

hole size. In our experiments, the localized bulging and small gap

size, which restrict immediate inflow of plenum gas, tended to inhibit

enlargement of the rupture opening.

The size of the opening should have no effect on fission product

release at blowdown as long as the gap size controls the flow rate of

plenum gas during the blowdown. Following blowdown, it is possible that

extremes in hole sizes could affect the diffusional release of fission

products (see Sect. 5.4).
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5.3.7 Amount of cladding expansion (ballooning)

The volume increase as the cladding expanded prior to rupture is

listed in Table 49. As mentioned previously, both the induction heating

and our method of fuel rod support tend to promote localized swelling.

The pressure and temperature changes between peak pressure and rupture

were used in the ideal-gas-law equation to calculate the volume increase.

For these calculations, we assumed that the plenum volume of 4.33 cm

(within the tubing and the pressure transducer) remained at 30°C, that

the center portion of the rod contained 0.6 cm at the temperature of the

midpoint of the rod, and that the rod ends and pressurizing "pigtail"
3

contained 0.8 cm at a temperature midway between 30°C and the rod mid

point. Some of the observed pressure decreases may have resulted from
Q cr

slow leaks because some Kr release was usually observed before rupture.

The increase in pressure between pressurization at ^850°C was typically

very small.

The same technique was employed to calculate volume increases of 7
3

and 11 cm in two BWR-diameter rods, with heated lengths of 24 in.,

which ruptured at approximately 930°C during fuel rod failure test FRF-1.

These rods were part of a six-rod bundle heated in the TREAT reactor. The

apparently more uniform temperature environment permitted more generalized

swelling along the heated lengths of these rods.

5.4 Discussion of Diffusional Release from the Gap Space

Following rupture and blowdown of the plenum gas, vaporized fission

products can diffuse along the gap space and out the rupture opening.

According to the gas-phase diffusion mechanism, the rate of release

should be directly proportional to the distance diffused, and inversely

proportional to the absolute pressure. Details of modeling are presented

elsewhere.

5.4.1 Effect of gap width

During the effort to correlate diffusional release from the gap

space of test rods with drilled-hole defects (Implant, Low Burnup, and

High Burnup Test Series), a rigorous mathematical model was followed
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that included the effect of hole size, gap width, and distance diffused

along the gap and within the hole. This thorough analysis did not con

late the data any better than the single parameter of gap width. The

measured gap width was used for unexpanded cladding (drilled hole defect),

but for pressure-ruptured cladding, a 200-ym gap width was found to

adequately describe the combined effect of ballooned cladding (providing

a locally very large gap width) and the size of the hole.

5.4.2 Effect of hoie size

:re-

le

As described in Sect. 5.4.1, the variation in hole size encountered

in our test series was not sufficient to warrant a separate correlating

term within the scatter of experimental data. It is possible that extremes

in hole sizes could affect the diffusional release rates either as a

physical barrier or by secondary chemical effects. The hole size affects

the rate of steam diffusion into the gap space; this, along with the rod

temperature, determines the rate of hydrogen production by the steam-

Zircaloy reaction. Hydrogen in the gap space decreases the oxygen poten

tial, one of the controlling factors in fission product relese, especially

for cesium (see Sect. 5.1). The vapor pressure of cesium species in

equilibrium with UO increases with decreasing oxygen potential.

Such an effect caused by a small hole size was not detected in our three

test series, but a small rupture opening in the irradiated rod of fuel
44

rod failure test FRF-2 was credited with reducing the amount of released

tellurium and other fission products with low volatility.

5.4.3 Effect of gap inventory

The gap inventory was not a variable in the High Burnup Test Series.
2

In the Implant Test Series final report, Figs. 73 and 74 display the

observed effect of gap inventory affecting cesium and iodine release

during both burst and diffusional release. The preliminary source-term
21

model uses this relationship.
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5.4.4 Effect of fuel rod length

For most of the tests conducted in the three test series, the

quantities of cesium and iodine released did not significantly deplete

the gap inventory of the 30-cm-long test segments. Possible exceptions

were the 10-min diffusional release tests at 1100 and 1200°C where the

induction-heated length was 16 or 17 cm and the fractional releases were

highest. Since our test conditions included time and temperature regimes

for the more severe SFTA and LOCA conditions, we do not believe that full-

length fuel rods would release a significantly different mass of cesium

or iodine than was observed in our short-rod tests.

5.4.5 Effect of fragmented cladding

All of our test data are applicable to LWR fuel rods with a single

opening. If the rod interior were more exposed because of multiple

defects or fragmented cladding, the vaporization of the original gap

inventory would be much more rapid, and loss by diffusion from the pellets

might also become significant. For example, the rate of loss of cesium

and iodine from U02 irradiated to 4000 MWd/MT at 1200°C in purified helium
was approximately 1% of the total fuel inventory per hour. The rate

of escape from the ruptured fuel rod segment used in test HBU-11 at

1200°C was only about 0.1% per hr of the total rod inventory.

6. CONCLUSIONS

The primary goals of this experimental series were to quantify and

characterize fission product release under postulated, successfully

terminated LOCA and SFTA conditions. The release data obtained from

the experiments conducted with segments of fully irradiated, commercial

fuel rods in this series and the results obtained in the Low Burnup Fuel

Test and Implant Test Series have been used to develop semiemperical

models for predicting cesium and iodine releases from fuel rods that

undergo cladding failure within the temperature range 500 to 1200°C in
21steam.
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Fission product release is the sum of two components: burst release

(that fraction carried out with the escaping plenum gas when a rod

ruptures), and diffusional release (that fraction which diffuses from the

gap space after the plenum gas has vented). The experimental results

show that burst release would be more significant than diffusional release

in a controlled LOCA. In this type accident the fuel rods could reach

a maximum temperature of 1200°C, but the emergency core cooling system

(ECSS) would bring the temperature of the rods back down x^ithin a

relatively short time.

The atmosphere a fuel rod is exposed to during accident conditions

can be very influential in affecting fission product release. In the two

tests conducted in dry air with predrilled fuel rods, it was determined

that the diffusional releases of iodine, cesium, and ruthenium were consid

erably larger than the releases obtained in similarly conducted steam tests.

An air-steam atmosphere could possibly occur in a very severe SFTA, and

diffusional release might prove to be equal to or greater than burst

release. Diffusional release is time dependent; consequently, the magni

tude of the release would depend on the speed with which emergency action is

taken to cool the fuel. Ingression of air into the shipping cask would

allow exposed fuel to become oxidized at rupture locations and at cracks

in the cladding caused by the accident impact. We believe that the

larger releases in our dry air tests were partly the result of extensive

oxidation of the fuel, which unveiled fission products trapped within the

fuel matrix and made them available for release. Radial migration of

volatile fission products from the pellets into the gap space would be

enhanced because oxidized fuel is considerably more porous than unoxidized

fuel. Additional tests in dry air and/or air-steam atmospheres with rup

tured fuel rod specimens and segments with more fuel exposed would provide

a clearer picture of SFTA releases.

Diffusional releases of cesium and iodine that were obtained in the

tests conducted with low burnup fuel were larger than those obtained under

identical test conditions with high burnup fuel (Sect. 4.12; Table 40).

These data demonstrate that fission product release from the gap is

unequivocally dependent on the linear heat rating of the fuel (as it

affects temperature buildup of the gap inventory as well as burnup)-



136

In addition to burst release and diffusional release from the gap

space, three other release modes were identified. When the test segments

were first heated to the temperature range 700 to 1200°C, approximately

1.0 to 1.7% of the fission gas was released rather quickly. We believe

this to be the release of embedded gas (see Sect. 4.12.4). Another

release mechanism was the ejection of a large-particle-size fuel dust

at the time of rupture (see Sect. 4.12.3). The third additional release

mechanism was diffusion from the UO matrix. This would only be signifi

cant when fuel is heated for long times at temperatures above ^1100°C.

The gap inventories for cesium and iodine in a typical 30.5-cm

segment of H. B. Robinson fuel were determined in a gap purge test (Sect.

4.11). It was found that 1355 yg of cesium and 128 yg of iodine were

potentially releasable; those amounts represent about 0.30% of the total

inventories of cesium and iodine in the segment. This can be compared with

the in-reactor xenon release to the fuel rod voids and plenum of 0.25% that

was measured at room temperatures. (An additional 1.36% of the fission

gas was also released in the gap purge test that was conducted at 1200°C.)

The principle factors that influence fission product release <1200°C

are summarized in Table 50. A source term model that incorporates most
21

of these elements has been published.

The results obtained in the High Burnup Fuel Test Series, reinforced

with experimental observations and evidence from the previous series of

tests in this program, suggest the following chemical behavior (see

Sect. 5):

1. In tests conducted in steam, CsOH and Csl were the major chemical

species of cesium and iodine that were released.

2. In the gap voids of the test specimen, cesium was present (in

addition to Csl) in the condensed phase in a form that was less

volatile than elemental cesium or cesium oxide, probably as cesium

uranate.

3. Antimony was apparently released in the steam test as elemental

antimony. There was no evidence of antimony release in the dry air

tests.
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Table 50. Parameters affecting fission product release

from the gap space <1200°CC

Burst release

Temperature

Gap inventory

Oxygen potential in UO2
Volume of vented gas,

._ b
at system pressure

Diffusional release

Temperature ,
. b

Gap inventory

Oxygen potential in UO2

Time

Restriction to gas-phase diffusion:
Gap width 1b
Hole size J

System pressure

Fuel rod length
External atmosphere (steam/dry air)

Some replenishment of the gap inventory will occur in the tempera
ture range 1100 to 1200°C by diffusion from the UO2 matrix.

Indicates moderate investigation of this parameter during the High
Burnup and Implant Test Series.

Indicates more thorough investigation of this parameter during the
High Burnup and Implant Test Series.

4. In the dry air tests, elemental iodine was the major species of

iodine that was released. Ingression of air into the fuel segments

caused fuel oxidation, swelling of the fuel, and expansion of the

cladding. At higher oxygen/uranium fuel ratios, Csl apparently

reacts with the fuel to form cesium uranate and elemental iodine.

5. Significant amounts of volatile ruthenium were also released in the

dry air tests, probably as RuO,.

Our test results, which showed that the iodine in the fuel rod gap
129

space was probably present as Csl, were based on the analyses of I, a

nearly stable isotope. The possibility exists that isotopes of iodine

with short half-lives, and therefore shorter life span in the fuel rod,

would not have time to attain the thermodynamically stable form of Csl

A recently published research note provides evidence to support the
131

contention that the 8.05-day I fission product also behaves like Csl
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in LWR fuels. Davies et al. found that I released to the gap space

from low-burnup U0„ during a power ramp was not in a reactive chemical

form (such as !->) > Dut deposited on surfaces as (or to form) iodides,

probably cesium iodide.
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7. APPENDIXES

7.1 Appendix A. Gap Size Measurements for High

Burnup Fuel Test Series

The resistance to flow of argon was employed to obtain an estimate

of the pellet-to-cladding gap width in the H. B. Robinson fuel rod segments

tested in the High Burnup Test Series. The pressure drop of argon at room

temperature and near atmospheric pressure was measured as the gas was made

to flow from the inlet end along 15.2 cm (6.0 in.) of the fuel rod length

and out the 0.159-cm (0.0625-in.)-diam hole drilled through the cladding.

Figure 39 shows a schematic of the apparatus used in these tests,

along with typical data obtained. Beginning with test HBU-2, the system

was pressurized to approximately 115 cm (45 in.) of water above hot-cell

pressure before the cladding was drilled. Flow was initiated when the

drill breached the cladding; 15 min later, the pressure drop across the

test rod was compared with that across a length of stainless-steel capillary
3

tubing. Approximately 500 cm of argon was allowed to flow before the test

was terminated. (We do not believe that a significant amount of fission

products was purged from the fuel rod by this operation.)

So that the relationship between flow resistance and gap size could

be validated, we performed similar tests with 0.965-cm (0.380-in.)-ID

Zircaloy tubing and steel rods of several sizes to provide known gap

clearances.

The rods were centerless ground, and no provision was made to center

the rods in the tubing. One set of measurements was made with flow through

the annulus vented to the open tubing; a second set was made in which the

argon was vented through a drilled hole in the cladding. As is indicated

by the data displayed in Fig. 40, in which radial gap size is plotted as

a function of resistance to flow that was measured relative to that of the

reference capillary, the latter arrangement resulted in higher-flow resist

ances. Additional tests (not included in the data shown in Fig. 40) indi

cate that the added restriction created by the drilled-hole exit varied

from essentially nothing to twice the increment shown, depending on the
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clearance between the pellets (steel rod in our test case) and the drilled

hole, as determined by eccentricity at the hole location. The straight

line shown in Fig. 40 assumes the conventional relationship between gap

width and laminar flow resistance.

13Previously measured gap widths in H. B. Robinson fuel rods K-4 and

M-4 are indicated in Fig. 40. These results and the following equation

were used to calculate r , the effective radial gap:
H

3 Ha WnRTL ,A ,x

The definitions of these terms, and the values applicable to our test with

the fuel rod segment from test HBU-2 (segment A-4, fuel rod D-12), are:

13
Ha = Hagen number, 96;

—6
W = gas flow rate, 2.08 x 10 mole/sec when P = 1.0417 atm;

-4
r) = gas viscosity, 2.55 x 10 g/cm«sec;

7 2 2
R = universal gas constant, 8.317 x 10 g-cm /mole-sec .K;

T = absolute temperature, 298 K;

L = length, 15.2 cm;

r = mean annulus radius (center of rod to center of annulus),

0.474 cm;
— 6 2

P = pressure at inlet end, 1.0417 atm, 1.028 x 10 g/sec -cm;
-7 2

P = pressure at outlet end, 0.9737 atm, 9.610 x 10 g/sec -cm.

The gas flow rate W was calculated from the measured system volume

of 2475 cm and the observed pressure reduction half-time of 38 min.

Using the above values and Eq. (A.1), we calculated the effective radial

gap to be 21.6 ym (8.5 x 10~ in.). Similarly, we calculated that the
-4

effective radial gap for HBU-1 was 19.9 ym (7.8 x 10 in.), and for
-4

HBU-4 it was approximately 17.6 ym (6.9 x 10 in.). The latter measure

ment is less accurate because of a small gas leak. These measurements

were probably all affected by added flow resistance where the drilled hole

entered the gap region.
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Knowledge of the gap width has been helpful in comparing fission

product release from rods with greatly differing gap sizes, such as our

Implant Test rods (127-ym radial gap) and the H. B. Robinson rods (20-

to 30-ym radial gap).

7.2 Appendix B. Low Burnup Fuel Test Results and Comparison

with Similar HBU Tests

The purpose of this section is to present the unpublished iodine

releases that were obtained in the Low Burnup Fuel Test Series, and to

compare the releases of both cesium and iodine in that series with those

obtained under similar conditions in the High Burnup Fuel Test Series.

A complete description of the fuel used in the Low Burnup Fuel Test has
22

already been reported. The calculated inventory of fission products

in the low burnup capsules is given in Table 51, and the in-reactor

fission gas release data are summarized in Table 52. Key information

about the fuel that was tested is also provided in Table 53.

Only two tests were conducted with low burnup fuel and each was in

a flowing steam-argon atmosphere. Prior to testing, each capsule was

drilled to produce a cladding defect, a 0.159-cm (0.0625-in.)-diam hole.

The distributions of cesium and iodine in the experimental apparatus at

the conclusions of those tests are summarized in Tables 54 and 55. The

data listed for test LBU-1, which was conducted at 700°C for 5 hr, indi

cate that 0.0003% (0.046 yg) and 0.02% (0.17 yg) of the total cesium and

iodine inventories, respectively, were released; this is about 3.5 times

more iodine (mass) than cesium. The data distribution for cesium and

iodine also indicate that about 93% of the released iodine was not asso

ciated with cesium. These results are very analogous to those obtained

in test HBU-1 (Sect. 4.1), which was also conducted in steam at 700°C for

5 hr. In that test, about 7.5 times more iodine (mass) was released than

cesium, and about 98% of the iodine was found without the presence of
cesium.

In test LBU-2, which was performed at 900°C for 2 hr, the data in

Table 55 show that 0.127% (19.31 yg) and 2.37% (21 yg) of the cesium and

iodine inventories were released; which are almost equal masses. About



Table 51. Amounts of selected fission products in low burnup fuel capsulesa

Fission product g/MT mg/6 in.° Fission product g/MT ic • bmg/6 in.

85vKr 0.568 0.0964 129
4.148 0.704

Total Kr 14.04 2.384 Total I
5.117 0.869

Total Rb 14.12 2.398 Total Xe
147.2 24.99

90Sr 18.35 3.116 137Cs 30.17 5.123

Total Sr 32.62 5.539 Total Cs 89.77 15.24

Total Y 18.86 3.202 Total Ba 48.65 8.261

Total Zr 131.7 22.36 Total La 39.77 6.753

Total Mo 105.6 17.93 144Ce 0.0114 0.00194

106p
Ru

0.00422 7.17 x 10~4 Total Ce 75.61 12.84

Total Ru 51.05 8.68 Total Pr 36.90 6.266

Total Rh 14.55 2.471 Total Nd 132.4 22.48

Total Pd 8.811 1.496 Total Sm 25.84 4.388

Total

Total

Sn

Sb

1.192

0.295

0.202

0.050

Total

U

Eu 1.413

9.988 x 105

0.240

5b
1.696 x 10

Total Te 11.33 1.924 Pu 138.6 23.53

Calculated by ORIGEN computer program (Aug. 9, 1979) for a burnup of 1000 MWd/MT, 30 days of
irradiation, 9-year decay. The burnup of capsule 013, test LBU-1, was ^970 MWd/MT.

Initial uranium content of the 6-in.-long capsule was 169.8 g (12% enriched).

Cn



Table 52. Fission gas released in-reactor in low burnup capsules

Isotope

Total produced
in capsule 012
(g-atoms/MT)

Total found in capsule gap region
Capsule 013, Capsule 012,

LBU-1 LBU-2

(g-atoms/MT) (g-atoms/MT)

Amount released to capsule gap region
Capsule 013, Capsule 012,

LBU-1 LBU-2

82
Kr 0.0000086

83VKr 0.02383 0.00272

8KKr 0.04573 0.00498

85VKr 0.006677 0.00081

86vKr 0.08896 0.00942

Total Kr 0.1652 0.01793

128Y
Xe 0.0000022

130v
Xe 0.0000243

131
Xe 0.1286 0.01428

132
Xe 0.1934 0.02130

134v
Xe 0.3411 0.03971

136
Xe 0.4346 0.04999

Total Xe 1.098 0.12528

0

0.00486 11.76

0.00895 11.23

0.00140 12.51

0.01674 10.92

0.03195 11.18

0.02331 11.45

0.03648 11.35

0.06581 12.00

0.08298 11.86

0.20858 11.76

Calculated for 30 days of irradiation to 1000 MWd/MT burnup with 9 years of decay,
burnup was 970 MWd/MT.

20.39

19.57

20.97

18.82

19.34

18.12

18.86

19.29

19.10

19.00

Capsule 013



Table 53. Release data for similarly conducted low and high burnup fuel tests

Data concerning fue 1 specimen Test con ditions

Percent o f total inventory released

Mass

Cesium

(Ug)

released

Iodine

(Ug)

Fission gas released
to gap space during

irradiation

Release

during h

ture

from

igh t

test

specimen

empera-

Test Exposure

(MWd/MT)

Maximum

linear power

kW/ft W/cm

Irradiation

time

(days)
Temp

(°C)

Test

period

(hr)

Test

atmosphereNo. Krypton Xenon Cesium Iodine

LBU-1 970 17.0 558 20.84 700 5 Steam-argon 11.2 11.8 0.00031 0.020 0.046 0.17 H1
-P-

LBU-2 1,000 22.2 728 20.84 900 2 Steam-argon
^J

HUB-1 30,745 9.95 326 799b 700 5 Steam-argon 0.29 0.22 0.000026 0.002 0.123 0.925

HBU-2 29,987 9.95 326 799b 900 2 Steam-argon 0.29 0.22 0.00062 0.004 2.82 1.75

aThe low burnup fuel was tested 9 years after irradiation; the high burnup fuel, 3 years. The low burnup capsules were 6 in. long
and contained an initial uranium content of 169.8 g (12% enriched). By comparison the high burnup segments were 12-in. long and contained
183.3 g of uranium before irradiation (3% enriched).

EFPDs (effective full power days).



Table 54. Distribution of Cs and I in Low Burnup Test 1

Amount of
137.

Cs in each location Amount of
129

I in each location Total

cesium

(Ug)Location

Fuel rod

Quartz furnace tube liner

Thermal gradient tube

Filter pack components
Stainless-steel inlet fitting
First filter paper
Second filter paper
Third filter paper
Charcoal No. la

Charcoal No. lb

Charcoal No. 1c

Charcoal No. Id

Charcoal No. 2

Charcoal No. 3

AgX

Condenser housing

Condensate

Freeze trap

Cold charcoal trap
Total released

Temperature

(°C)

700

700

700-105

135

ug

4969

1.515 x 10

2.96 x 10

-7

4.70 x 10

8.82 x 10

0.0e

0.0

2.62 x 10

0.0

0.0

1.73 x 10

0.0

0.0

0.0

0

8

8

0.0

0.0

0.0

0.0

0.0155

Percent of

released

97.528

1.906

0.030

0.533

0.0

0.0

0.002

0.0

0.0

0.001

0.0

0.0

0.0

0.0

0.0

0.0

0.0

100.000

yg

683

0.0091 ± 0.001

0.0540 + 0.008

0.0293

0.02d
0.0e

0.0

0.022

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.1344

+ 0.002

+ 0.01e

Percent of

released

14780

6.77 4.51 x 10

40.18 8.81 x 10

21.80 1.40 x 10

14.88 2.62 X 10

0.0 0.0

0.0 0.0

16.37 7.79 X 10

0.0 0.0

0.0 0.0

0.0 0.15 X 10

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.0 0.0

100.00 4.61 X 10

-5

-4

-2

a 3 1
Steam flow rate, 328 cm /min (STP); argon flow rate, 60 cm /min (STP); system pressure, 750 torr.

Errors listed are 2 a counting errors and do not include other possible errors,
c . 137 129
Initial amounts of Cs, I, cesium, and iodine in capsule. Calculated by making use of ORIGIN data for 169.i

enriched uranium irradiated 19 days to 970 MWd/MT (decayed 9.0 years).

An estimated value.

Amounts less than 1.0 x 10 yg for cesium and 1.0 x 10 yg for iodine are given as 0.0.

This amount is 3.12 x 10~ % of the total Cs inventory.

g of 12%

129,This amount is 0.0197% of the total I inventory.

Total

iodine

(Ug)

843 _?
1.12 x 10

6.67 x 10

3.62 x 10~?
2.72 x 10

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.0

0.166 + 0.0]

00



Table 55.
137 129

Distribution of Cs and I in Low Burnup Fuel Test 2

Location

Fuel rod

Quartz furnace tube liner

Thermal gradient tube

Filter pack components
Stainless steel inlet fitting
First filter paper
Second filter paper
Third filter paper
Charcoal No. la

Charcoal No. lb

Charcoal No. lc

Charcoal No. Id

Charcoal No. 2

Charcoal No. 3

AgX

Condenser housing
Condensate

Freeze trap

Total released

137
Amount of Cs in each location

Temperature Percent of

('C) Ug released

129
Amount of I in each location

900 5123c

900 3.409

750-150 2.693

135-105

1.06 x 10

2.83 x 10
-1

-7

-5

•7

4.5 x 10

7.9 x 10

1.0 x in

0.0d
0.0

1. 1 X 10

0.0

0.0

0.0

2.0 x 10

0.0

3.0 x 10

6.491e

704

52.51 0.0056 +
0 0028

41.48 5.3851 ± 0 2359

1.63 3.4201 ± 0 0621

4.36 0.8651 + 0 0250

0.00001

0.0012
1.0243 ± 0 0251

0.000002 5.970 + 0 10

0.0 0.0

0.0 0.0

0.00002 0.0

0.0 0.0

0.0 0.0

0.0 0.0

0.00004 0.0

0.0 0.0

0.00005 0.0113 + 0 0015

100.00 16.6815 ± 0 46»

Percent of Total cesium Total iodine

released (Ug) (Mg)

15240 869

0.03 10.14 0.01

32.28 8.01 6.65

20.50 0.32 4.22

5.19

6.14

35.79

0.84

1.3 x

2.4 x

3.0 x

10

10

1.07

1.26

7.37

0.0 0.0 0.0

0.0

0.0

0.0

3.3 x io"6
0.0

0.0

0.0 0.0 0.0

0.0 0.0 0.0

0.0

0.0

0.0

6.0 x io"6
0.0

0.0

0.0 0.0

io"6
0.0

0.07 9.0 x 0.01

100.00 19.31 20.60

a 3 ^
Steam flow rate, 366 cm /min (STP); argon flow rate, 60 cm /min (STP); system pressure, 760 torr (0.101 MPa).

Error shown is 2 a counting error only.
c 137 129
Initial amounts of Cs, I, cesium, and iodine in capsule. Calculated by making use of ORIGEN data from 169.8 g of 12%

enriched uranium irradiated 19 days to 1000 MWd/MT (decayed 9.0 years).
d -7 -4
Amounts less than 1.0 x 10 yg for cesium and 1.0 x 10 yg for iodine are given as 0.0.

e 137
This amount is 0.127% of the total Cs inventory.

f 129
This amount is 2.37% of the total I inventory.

<o
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62% of the released iodine was found in the elemental form. In test

HBU-2, which was conducted under similar conditions, about 1.6 times more

cesium (mass) was found than iodine, and most (94%) of the iodine was

found at locations different from that of cesium.

In tests LBU-1 (700°C), HBU-1 (700°C), and HBU-2 (900°C), greater

than 97% of the cesium was found on the surface of the furnace tube liners

near the simulated defect openings. However, in test LBU-2 (900°C), approx

imately 47.5% of the cesium transported downstream beyond the quartz fur

nace tube; most of that cesium deposited in the gold thermal-gradient tube

(Table 55), and an almost identical amount of iodine was also found there.

It was determined that most of the cesium and iodine deposited in the 275

to 400°C temperature range, which suggests that Csl was the species

deposited.

Table 52, which gives the cesium and iodine release data for comparable

high burnup and low burnup fuel tests, clearly suggests the effect that

linear heat rating of irradiated fuel has on fission product release under

LOCA conditions; only volatile fission products in the pellet-clad inter

face and void spaces connected to the interface are potentially releasable

under LOCA conditions. Little release from the fuel matrix would occur in

short times at temperatures <1200°C. In postirradiation examinations of
49

the low burnup fuel by beta-gamma autoradiography, it was determined

that both capsules had longitudinal centerline voids and fuel relocation

137
to the pellet interfaces. A concentration profile (Fig. 41) of Cs in

the LBU-2 capsule prior to testing (9-year decay period) shows that cesium

had migrated to the pellet interfaces during irradiation. Similar scans
131

taken shortly after irradiation also revealed peak concentrations of I
140 140 49

and Ba - La. Of the fuel capsules examined, it was determined that

only capsules operated at heat ratings of >_17 kW/ft had centerline voids

and gamma spikes at the pellet interfaces. Those capsules experienced

estimated centerline temperatures during irradiation of 1600°C or greater.

By comparison, the H. B. Robinson fuel experienced a maximum linear heat

rating of only 9.95 kW/ft and an estimated maximum centerline temperature

of 1300°C. No signs of change in microstructure were observed in post-
3

irradiation examination of similar H. B. Robinson fuel, but large cracks
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Fig. 41. Cesium-137 concentration profile along fuel rod 012.
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were apparent, which were probably caused by thermal shocks that occurred

during startup and shutdown periods.

Table 53 shows that the fraction of fission gas released to the gap

space during irradiation is very dependent on the linear heat rating.

This would also be expected to be true for volatile fission products like

cesium and iodine. The mass release data show that 7 times more cesium

and 11 times more iodine were released in test LBU-2 (900°C) than in test

HBU-2 (900°C), and that the releases for cesium and iodine obtained in

tests LBU-1 (700°C) and HBU-1 (700°C) were similar. Considering the dif

ference in total inventories between the two types of fuel (H. B. Robinson,

469 mg Cs and 43.2 mg I vs General Electric Test Reactor, 15.2 mg Cs and

0.87 mg I), the importance of the linear heat rating (as a broad indicator

of fission product release to the gap space and subsequent escape follow

ing rupture) appears evident. Again, only volatile fission products in the

gap are releasable in a LOCA.

7.3 Appendix C. Examination of Fuel Particles Ejected

from Ruptured Rods

As described in Sect. 5, approximately 0.02% of the U0„ fuel was

ejected when rupture occurred in tests HBU-7 to -10. Samples of the par

ticles were examined by gamma spectrometry and it was found that the

measurable gamma emitters (134Cs, 137Cs, 125Sb, 106Ru-106Rh, 144Ce, and
154,, .

Eu) were present in the same proportions as in the bulk fuel.

Samples of these particles were examined by the scanning electron

microscope, and their composition was measured by energy-dispersive

analysis. Typical particles from test HBU-7, identified as mainly uranium

in composition (almost certainly UO ), are shown in Figs. 42-43. Most of

the small particles that were deposited on the filter-pack inlet fitting

and the first filter paper were composed mainly of silicon. These are

believed to have come from the quartz furnace tube components. We could

not distinguish visually between fuel and "quartz" particles, which made

it necessary to check each particle of interest for composition. Table 56

summarizes the data for the five particles identified as fuel. Many samples
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ORNL DWG 79-1179

10 /i-m

100 um U

(b)

10um

Fig. 42. Particle from fuel rod holder of test HBU-7, identified

as fuel: (a) VL40 ym diam, (b) ^210 ym diam.
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(a)

100 um 10 ftm k

^i^VCrSxl^

(b)

100 /xm 10 /J-m

Fig. 43. (a) Particles from the stainless-steel inlet fitting to the

filter pack test HBU-7; the particle in the center was identified as fuel

(average diameter, VL1 ym) . (b) First filter paper from test HBU-7; par

ticle A is primarily composed of silicon, and particle B is UO (average

diameter of particle B, ^8 ym).
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Table 56. Size of particles from test HBU-7 identified as fuel

Location

Particles from furnace tube

Furnace tube

Fuel rod holder

Fuel rod holder

Filter pack

Stainless-steel inlet fitting

Filter paper

Identification

HBU-7-13

HBU-7-2a

HBU-7-26

HBU-7-1

HBU-7-11

Av diam

(ym)

150

140

210

11

Average of length and width.

especially from the filter pack and first filter paper, were too radio

active for the energy-dispersive analyzer to work properly. Particles

smaller than the 8- to 11-ym-diam range probably existed, but it is

reasonable to suspect that a discontinuity in the size distribution

might occur at the mean U0„ grain size, which was 5 to 6 ym diam in the

irradiated fuel.
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