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Executive Summary 
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The work summarized here comprises the concluding effort of a multi-year project, funded 
by the U.S. Department of Energy, Office of Vehicle Technologies. It supports the development of a 
better understanding of advanced diesel engine designs in which enhanced power density, energy 
efficiency, and emissions control place increasing demands upon the durability of engine materials. 
Many kinds of metallic alloys are used in engines depending on the operating stresses, temperatures, 
and chemical environments. Exhaust valves, for example, are subjected to high temperatures and 
repetitive surface contacts that place demands on durability and frictional characteristics of the 
materials. Valves must continue to seal the combustion chamber properly for thousands of hours of 
cyclic engine operation and under varying operating conditions. It was the focus of this effort to 
understand the wear processes in the valve-seat area and to develop a model for the surface 
deformation and wear of that important interface. An annotated bibliography is provided to illustrate 
efforts to understand valve wear and to investigate the factors of engine operation that affect its 
severity and physical manifestation. 

The project for which this modeling effort was the final task, involved construction of a high- 
temperature repetitive impact test system as well as basic tribology studies of the combined processes 
of mechanical wear plus oxidation at elevated temperatures. Several publications resulted from this 
work, and are cited in this report. The materials selected for the experimental work were high- 
performance alloys based on nickel and cobalt. In some cases, engine-tested exhaust valves were 
made available for wear analysis and to ensure that the modes of surface damage produced in 
experiments were simulative of service. New, production-grade exhaust valves were also used to 
prepare test specimens for experimental work along with the other alloy samples. 

insights into the kinds of complexity that the contact conditions in engines can produce, and 
suggested the physical basis for the current approach to modeling. The model presented here 
involves four terms, two representing the valve response and two for its mating seat material. The 
model's structure assumes that wear that takes place under a complex combination of plastic 
deformation, tangential shear, and oxidation. Tribolayers form, are removed, and may reform. Layer 
formation affects the friction forces in the interface, and in turn, the energy available to do work on 
the materials to cause wear. To provide friction data for the model at various temperatures, sliding 
contact experiments were conducted from 22 to 850" C in a pin-on-disk apparatus at O W .  

In order to account for the behavior of different materials and engine designs, parameters in 
all four terms of the model can be adjusted to account for wear-in and incubation periods before the 
dominant wear processes evolve to their steady-state rates. For example, the deformation rate is 
assumed to be maximum during the early stages of operation, and then, due to material work- 
hardening and the increase in nominal contact area (which reduces the load per unit area), decreases 
to a lower rate at long times. Conversely, the rate of abrasion increases with time or number of cycles 
due to the build-up of oxides and tribo-layers between contact surfaces. The competition between 
deformation and abrasion results in complex, non-linear behavior of material loss per cycle of 
operation. Furthermore, these factors are affected by valve design features, such as the angle of 
incline of the valve seat. 

of cycles changes in response to: (a) different relative abrasion rates of the seat and valve materials, 
(b) the friction coefficient as a function of temperature, (c) the relative deformation contribution of 
valve and seat materials, and (d) an interruption in the dominant wear process. 

Wear analysis of valves and seats run for hundreds of hours in heavy-duty diesels provided 

Several modeling scenarios are presented to demonstrate how the wear profile versus number 
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1. INTRODUCTION, BACKGROUND, AND PROJECT OBJECTIVES 

The majority of heavy trucks in the United States use diesel engines as the primary means of 
propulsion. Diesel engines are generally more efficient than spark ignition engines (reaching 
efficiencies of up to 40-45%). Heavy trucks are estimated to consume about 20% of the on-highway 
fuels, amounting to over 33 Billion gallons per year in the U.S. [ 11. Therefore, even small 
improvements in the energy efficiency of diesel engines can have a large and beneficial effect on the 
conservation of fossil fuels. At the same time, the minimization of harmful emissions is essential, so 
that even as the energy efficiency is improved, whatever combustion by-products are still produced 
will have less of an impact on the environment. Increasingly stringent emissions regulations have 
become a fact of life. 

There are a number of technological opportunities to reduce diesel engine emissions and still 
improve their fuel economy. The U.S. Department of Energy has set ambitious goals to that end [2]. 
Some approaches involve changes in design, timing, and engine management. Others involve the 
application of new materials, surface treatments, or lubricants. Implementing these complex and 
interactive approaches has required increasingly sophisticated analytical tools and test methods. The 
current project focuses on the materials-related issue of exhaust value durability and lifetime 
performance. The objectives of the current project were to understand the processes of wear in diesel 
engine exhaust valves, study them experimentally, and develop a model to study the contributions of 
various physical variables on these processes. 

The features of a typical exhaust valve are shown in Figure 1. The annular contact zone between 
the valve and the seat area of the insert the focus of this work and is shown schematically in Figure 2. 
The pursuit of the project objectives involved a three-pronged, multi-year approach: (a) studies of the 
effects of surface damage on oxidation of alloys, (b) the construction of an apparatus to study the 
response of metallic alloys under conditions of elevated temperature, oxidation, and repetitive impact 
with slip, and (c) the preparation of a model for valve wear, reported here. The apparatus that was 
built is called the High Temperature Repetitive Impact apparatus (HTRI) and it is shown in Figure 3. 

: combustion face 

Figure 1. Features of a typical exhaust valve. 

1 
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Figure 2. Schematic diagram of the contact between the valve and seat. 

c 
Figure 3. Schematic diagram of the High Temperature Repetitive Impact (HTRI) apparatus. 

In parallel with HTRI experiments, studies were done on the role of wear when it occurs in 
conjunction with oxidation and at elevated temperatures [3-51. It was found that once damaged by 
abrasion, a surface exposed to high temperature forms different oxide compositions than a surface 
that is exposed to high temperature, but not in an abraded condition. Scratch tests followed by heat 
treatments substantiated these effects. 

The concept for building the HTRI was to provide repetitive impact on an angle such that the 
surfaces would experience a combination of normal impact plus slip, as does an exhaust valve 
striking the seat. That approach was similar to that taken earlier when designing a room-temperature 
testing apparatus (e.g., [6]). The former apparatus was used to study the effects of machining 
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procedures on the durability of advanced ceramics for engine valves. The HTRI, however, was 
intended to better simulate actual exhaust valve operating conditions in a temperature range of 7 0 '  C 
to 850" C 171. 

Concerning the mechanisms of valve wear, Giles l[8] pointed out that larger seat angles and lower 
fiction coefficients cause higher normal forces and more wedging between Ue valve face and insert. 
Higher normal forces tend to crush deposits that could otherwise build-up on the mating surfaces, but 
they also generate more wear. h cases of low-sulfur fuel, where the friction coefficients are 
somewhat higher, higher n o d  forces can be problematical. On the other hand, shallower seat 
angles d u e  the shear stress and wear, but they allow deposits to; form more readily. In the HTRI 
design, it was decided to use a standard seat angle of 45 degrees to emphasize the sliding component. 
In fact, specimens produced in the HTRJ exhibited a compressed tribolayer very similar to those 
observed on worn valves from engines. 

Exhaust valves and valve seats experience various modes of damage (See Ref [9] and Section 
7-01. For example, valve face abrasion is caused by fine particles from residual deposits. Adhesive 
wear and micro-welding can occur to produce plastic shear and localized pull-out of surface material. 
Repetitive contact can result in plastic deformation and progressive lateral displacement. Oxidation 
also occurs on the mating surfaces, adding a tribochemical aspect to the wear process. The chemical 
composition of diesel engine exhaust gas (see, for example, Table 1) was not simulated in the present 
case; rather, the HTRI design focused on achieving high-temperature, repetitive impact with slip in 
addition to oxidizing conditions. Surfaces were examined after testing to determine the degree to 
which the common valve wear features were produced. The following section describes the surfaces 
of w m  valves and highlights the complexity of their movhology and features. 

2. FEATURES OF WORN EXHAUST VALVES 

"he surfaces of wed exhaust valves display a variety of features, Figures 4 (a) and (b), for 
example, show two views of the contact surface of a heavy-duty diesel engine that was run for several 
hundred hours. It shows an annular contact band approximately 2 mm wide. The higher 
magnification image in Fig. 4(b) indicates a heterogeneous deposit with areas of oxides and 
combustion products (tribolayer). At the lower right, near the scale bar, a step can be seen at the edge 
of the contact due to repetitive impact and material loss. Figure 5 shows an area where the metal has 
been displaced and the oxide layer is below the level of the contact surface, allowing the m t a l  
contact sudace to remain relatively bright. 

II 

Figure 4. Contact region on a worn exhaust valve showing wear features, oxides, and tribo-formed 
layers (musts). 
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Figure 5. One area on an exhaust valve of the type shown in Figure 1 on which the metallic contact 
area bears the load. Oxide was prevented from remaining here due to the high deformation 
component and scrubbing action. 

Figure 6 shows a threedimensional image generated by a vertical scanning interferometer of a 
worn area such as that shown in Figure 4. Three-dimensional topography indicates lumpy areas of 
displaced material. High spots are in red, low in blue. Black areas are out of range of the instrument 
(Wyko NT9100 image). The apparent direction of view in Figure 6 (lower left to upper right) is from 
the top of the sealing face down and toward the outside diameter of the valve tulip. A clear step can 
be seen at the top of the image and M o m  of the scan, where the sealing face has worn down. 

Figure 6. Vertical scanning interferometric reconstruction of a worn face on a diesel engine exhaust 
valve. The view from lower left to upper right is from the stem up toward outside diameter of the 
valve tulip. In the color image, reddish areas are the highest features and blue areas lowest. 
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Scanning electron micrscopy was performed to study the nature of wear damage in more 
detail. Figures 7 (a) - (d) show some of the variety of features. The compositions, shapes, 
and mechanical characteristics of such features are not the same from place to place around 
the circumference of the sealing sudaces. 

b . . I  

Figure 7. Secondary electron images of various locations on the sealing face of a used exhaust valve 
indicating a variety of features. (a) Area where the metal deformation was highest, and there was 
relatively little tribolayer. Oxides appear darker in this BSE image. (b) Another area on the same 
valve where compressed oxide debris resided. Bright areas are due to charging from non-cooductive 
oxide deposits. (c) Smoother area of compressed debris showing light abrasion furrows in the 
circumferential dimdon, symptomatic of rotation of the valve about its central axis during use. (d) 
Higher magnification image of the central portion of (c) showhg the sub-micron-sized grains that 
comprise the tribolayer. 

Figure 8, from an HTRI expeximent of Co-alloy impacting on Ni-dloy at 800" C (see Ref. [7]), 
indicates that tribolayers formed at high temperatures can be brittle, leading to micro-fracturing and 
spallation. In the experiment, contact motion was vertical to the image and there was no imposed 
circumferential sliding, as indicated by the horizontal grooves in Figure 7(c) and (a). However, the 
compressed nature of the metalloxide layer produced by impact with low-amplitude slip is evident. 
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Figure 8. Micro-cracking around a h o o p  hardness impression in a tribolayer produced on Ni-based, 
Pyromet 80A, created in the HTRI by 20,000 repetitive impacts from a Stellite 6B counterface at 800" 
C. Valid hardness numbers of triblayers are difficult to obtain because of such micro-cracking. 
From Ref. [7]. 

Figure 9 shows a highly polished surface of a valve seat that rubbed against the valve shown in 
Figure 4. Compared to figures 4 and 5 of the valve contact zone, the mating alloy did not display any 
of the gross wear features, but rather exhibited a very smooth, polished appearance, symptomatic of 
fme-scale abrasion. 

-I 
Figure 9. Seat from the same engine and exhaust valve as shown in Figures 5-7, but showing a very 
smooth, and nearly featureless appearance. The contact face is the wide, relatively featureless band 
below the bright circumferential grooves. The darker, mottled band above the bright grooves was not 
in contact. 

Basic mtallurgical principles indicate that upon exposure to high temperatures, metals and their 
alloys can change their properties and microstructures. For example, phase changes can occur, 
precipitates can ripen, grains can coarsen, atomic species with increased mobility can segregate to 
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grain boundaries, or to the surface. In fact, it was shown that alloying additions and oxidation 
products in exhaust valve-like alloys of Ni and Co can redistribute differently over time at high 
temperature depending upon whether surfaces are mechanically-damaged [3-41. Consequently, there 
is no inherent reason to expect that a steady-state rate of deformation or wear will be maintained as 
the interfacial materials age. As a result, the wear processes for exhaust valves and seats cannot be 
modeled as a simple linear function of time or number of number of impacts because the valve 
materials experience internal metallurgical changes due to aging, elemental diffusion, work- 
hardening, and damage accumulation. Tribolayers of compressed debris form as well, and 
phenomena such as wear-in also occur. 

mechanisms of valve wear and the factors that affect them. 
Section 7.0 of this report provides an annotated bibliography of articles that concern the 

3. THE VALVE WEAR MODEL 

3.1 GENERAL FORM AND RATIONALE 

Rather than attempt to incorporate all of the foregoing surface damage mechanisms explicitly, it 
was decided to treat the valve wear model phenomenologically, producing a model that would allow 
one to examine the effects of changing parameters; like the angle of the valve seat, the relative 
abrasion rates of the seat and valve, and so forth. The approach taken here was to use what is known 
about wear phenomena on valves to calculate the effective cross-sectional area of the wear profile in 
the annular contact zone (shown schematically in Figure 2). Results of the model will therefore be 
presented in terms of removed area rather than as a volumetric loss rate or a change in the specific 
contact shape. 

The general valve wear model consists of two contributions: one for displacement and one for 
abrasion. Both of these can contribute to the wear profile of the valve and seat combination. 
Volumetric wear rates or displacement rates are converted into changes in the cross-sectional area of 
the valve-seat profile. 

a 
a 
a 
a 
0 
e 

3.2 THE DEFORMATION TERM 

a 
e 
a 
a 

The deformation term is based on the assumption that initial deformation occurs at the greatest 
rate (displacement per impact) and then gradually decreases to a smaller, steady-state value (or zero) 
after an initial running-in period. The volume of material displaced during a given impact cycle 
(Vdisp) can be represented using an exponential function of the type: 

f(x) = a exp [b (x-c)] 

In terms of the number of cycles, n, and considering a constant post-run-in rate of deformation, 

where c d l  = the magnitude of the change between the initial displacement rate and the steady-state 
displacement rate of cd4 ,  c d 2  = a constant that reflects how quickly the displacement rate reaches its 
steady-state value, and c d 3  = the projected displacement per cycle at zero impacts. It is possible that 
the deformation rate will be negligible after running-in. In that case, c d 4  - 0. An illustrative plot of 
the shape of this function is shown in Figure 10, where g(n) in essence represents Vdisp (n). 
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Figure 10. Function depicting the decline in volume displaced per cycle after running-in. 

Physically, c d l  and cd2 reflect the effects of increasing contact area (i.e., decreasing nominal contact 
stress) as the mating surfaces conform during running-in. Furthermore, the magnitude of c d l  is also 
related to the amount of work-hardening that occurs in the given material within the temperature 
range of operation. The more work-hardening, the less deformation there is per impact. 

The cumulative volume displaced from a surface (Vdisp) is the sum of the individual displacements 
per cycle. Technically, one cycle involves two strokes (up and back), but deformation does not occur 
during the disengagement of surfaces, so the volume displaced is simply determined from the number 
of cycles. 

(3) 
i=l 

Using the decreasing deformation rate shown in Figure 10, the cumulative displacement is computed 
and the results are shown in Figure 1 1 .  If cd4 were zero, the plot in Figure 11, would level off to a 
constant value after about n = 8000. 
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Figure 1 1. Sum of incremental displacements (total sliding distance) arising from the decreasing 
displacement rate function plotted in Figure 10. 

The cross-sectional area of the displaced material on the plane that contains the incline of the valve or 
seat (Adisp), can be calculated by dividing the cumulative displacement V,, by the average 
circumference of the ACZ (diameter = D,,,). Thus, 

The total cumulative displaced cross-sectional area for the valve and seat at a given number of impact 
cycles is then, 

If displaced material in the ACZ moves out the contact zone, then the projected height of the 
displaced area for the interface, i.e., along the valve stem axis, z ,  would be externally observed as an 
increasing extension of the stem position when the valve is closed (seated). 

Lip formation. If some of the material displaced were to form a lip on the ‘uphill side’ of the 
interface, the valve could be prevented from seating fully, and there could be a net reduction in the 
valve stem extension in the closed position. The change in valve extension z due to wear can be 
expressed as the projection of the deformation that includes the formed lip (zlip) and a dish in the 
seating face (Zdish), 

If the lip forms in a manner as to prevent seat closure, then Az may be negative, at least until the lip is 
worn off or further displaced until it does not interfere with seating. Lip formation, therefore, could 
be misinterpreted as ‘negative wear’ in external valve recession measurements. 

9 



If deformation of the seat material and the valve material occur at different rates during normal 
engine operation, and momentarily neglecting the abrasion of the surfaces, the valve recession versus 
time will be non-linear. Further, if deformation is dominated by one or the other material, as when 
hard seats are used with lower-strength valves, this term can be simplified to include only the more 
deforming surface of the valveheat tribo-couple. 

A note on ‘guttering.’ In extreme cases, erosive gas leakage through the gaps produced by uneven 
circumferential seals may lead to a phenomenon called guttering in which channels develop on 
certain portions of the ACZ. Other sources of guttering include the build-up of localized deposits of 
ash, oil leaking through the valve guide onto the seating face, or from the caked products of 
incomplete combustion. Guttering was not included in the current model. 

3.3 THE ABRASION TERM. 

The second contribution to valve sealing surface wear is abrasion. Like other forms of wear, 
the cumulative abrasive wear volume for a surface, Vahr, is related to materials properties, the 
conditions of contact, and the surrounding thermal and chemical environment. One can assume that 
the wear volume is proportional to the mechanical energy input to the surfaces. The mechanical 
energy available to do work in a sliding interface is proportional to the product of the friction force at 
the temperature of operation, FT, and the cumulative sliding distance, S(n). Therefore, a reasonable 
starting point to calculate the abrasive wear volume Vab, is, 

where, kubr = the abrasive wear rate characteristic of the material. The sliding distance per cycle is 
twice the distance slipped in the interface during each open/close event. That is because there is a 
short forward stroke upon seating and a short reverse stroke on withdrawal. The slip per cycle is not 
necessarily constant because, as the seating surfaces wear-in, the clearance may increase and allow 
the slip amplitude to increase as well. The length of slip per cyclefin) can be represented by a 
sigmoidally-behaving function such as the hyperbolic tangent: 

f ( n )  = a tanh(x-b) (8) 

where a is a scaling factor for the magnitude of&) and b is the zero off-set of the mid-point of the 
transition to the maximum amplitude. In the present context, the slip as function of number of cycles 
can be modeled as a process that begins with no slip initially, then it begins to increase until a steady- 
state value of the slip per cycle occurs. The introduction of an incubation period before substantial 
slip occurs accounts for the effect of deformation and dish formation before substantial slip occurs. 
The above equation is therefore modified as follows: 

(9) 

where cal is one-half the magnitude of the steady-state slip length, cd is a rate constant for the 
transition from the initial to the final rate of slip per cycle, and ca3 is the number of cycles required to 
reach the mid-point of the transition from n=O to the steady-state magnitude of slip (accounting for an 
incubation period). Figure 11 exemplifies the shape of this function for the parameters shown in the 
figure legend. 
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Figure 12. Transition from no slip per stroke to a steady-state value of slip per stroke after an 
incubation period of approximately 2000 cycles. 

The slip during each cycle is summed to obtain a cumulative sliding distance S(n). Since there are 
two strokes per cycle, the cumulative sliding distance for slip at the variable rate shown in Figure 12 
can be calculated from 

i= l  

. The results are illustrated in Figure 13. 
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Figure 13. Cumulative sliding distance after an initial period of minimal slip. 
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The normal force on the sliding interface is affected by the valve spring force and the combustion 
pressure. According to Schaeffer et a].[ lo], combustion pressure can exceed 18 MPa (2611 psi). The 
combustion pressure (p) is applied to the face of the exhaust valve having a typical diameter (6) in the 
range of 40 to 45 mm. Therefore, the force P ,  in the axial direction, is 

P, = PA = p~ - = 0.7854pd u 
For a cylinder pressure of 18 MPa, and valve diameter of 40 to 45 mm, Pux is in the range of 22.6 to 
28.6 kN. The component of Pa, that is normal to the sliding interface in the ACZ, at 45 degrees, is 

P,  = P ,  COS 450 = 0.7071 P ,  (12) 

Consequently, the value of P ,  would be in the range of 16-20.2 kN More recent information about a 
typical heavy-duty diesel indicates a spring force of about 400N, and the normal force due to 
combustion echoes the aforementioned range of 15 to 20 kN [I  I]. Based on the magnitudes involved, 
the combustion force is more likely to have a greater effect on the wear than the spring force. 

It is known that the higher the seat angle, the greater is the sliding wear damage, and some engine 
makers are reconsidering that observation in light of the introduction of less lubricative, low-sulfur 
fuels. Furthermore, the energy available to do work on mating surfaces is proportional to the sliding 
friction coefficient p. From the definition of the friction coefficient (,u = F/P,), the friction force 
arising from a pressure p ,  and at a given operating temperature T, is 

As mentioned above, the abrasive wear volume should in principle be related to the total frictional 
work expended over the sliding distance, viz. FT S(n). Thus, 

To account for the influence of insert angle eon wear severity, the abrasive wear rate is scaled by 
tan 0. When 8= 45, tan 8=1.0, based on defining k45 as the volumetric abrasive wear rate of the 
surface at a 45-degree seat angle, and in that case, 

Considering the trigonometric identity tan 8= (sin 8/ cos 9 ,  Eqn (14) reduces to 

As the classical work on abrasion by Kruschov [ 121 and others has indicated, to first order, the 
abrasive wear rate of a metal is proportional to its hardness relative to the harder abradant, especially 
if there is at least a 20 percent difference in their hardness numbers [13]. Considering this, one might 
be tempted to scale Eqn. (16) by the relative hardness numbers of the valve and seat contacting 
materials; however, it is not that simple. After wear-in, the ACZ contains a mechanic'ally-mixed 
tribolayer of metal and oxides, depending on the materials involved. Therefore, using the hot 
hardness numbers for the bulk valve and seat materials could be misleading. The abrasion to the 
valve and seat, in fact, will depend on the hardness of the tribolayer. If the layer adheres to one or 
both sides of the contact, the process could be 2-body abrasion against the opposite side, but if the 
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tribolayer crumbles, there can be 3-body abrasion as well. 

About hardness. Hardness is not included explicitly in Eqn (16), but rather is implicitly included in 
k45. The abrasivity is determined by the nature of the material trapped between the contacting 
surfaces. To determine the magnitude of the abrasivity factor, more research is needed on three- 
body, high-temperature abrasive wear by oxide-metal mixtures, especially under repetitive impact 
with slip. Current experiments have shown how tribolayers similar in microstructure to those on 
valves can be generated in our laboratory [4,7 1, but the results have not been sufficiently quantitative 
for use in the current model. 

Abrasive wear of metals is caused by hard protuberances, and is affected by the load, and the 
tendency of a harder abradant to cut or to plow through the softer surface. Therefore, abrasive wear 
would be enhanced by protruding carbides on one or both materials or by the presence of hard third- 
bodies in the interface. The latter could, for example, be wear particles or products of fuel 
combustion. It is known that one way to produce carbon nano-particles, including carbon nanotubes 
and fullerenes, is via combustion of carbonaceous compounds, so soot could contribute to the 
abrasion as well. Initially, the third-body concentration and the tendency for slip may be relatively 
low, but as the valve contact surface wears in and debris accumulates, the likelihood for slip may 
increase. This is reflected in the foregoing discussion (e.g., Fig. 102, 103). As for the deformation 
term, the net effects of abrasive wear can be expressed in terms of a projected area in the plane of the 
valve incline, by dividing by the circumference of the ACZ, xD,,,. Also, recognizing that for a valve 
presenting a circular face of diameter d to the combustion chamber, 

x 2  
4 

A, =-d 

Substituting for Vuhn and defining k* as the abrasive wear rate at 45 seat angle, in terms of the 
projected area increase per unit normal force (i.e., m2/N), gives the following 

Since, for a given valve design, 8, d, and DaCi remain constant, Eqn. (19) becomes 

For example, when 8= 45", d = 42 m, and DUci = 38 mm, the value of cu4 is 8.21 mm. In terms of 
units, /+!Tis dimensionless, p is in N / m 2 ,  S(n) is in mm, cu4 is in mm, and k* is in mm2/N. 

sum of both contributions can be simplified. The value of cud is the same for both valve and seat 
surfaces because it depends on the geometry and dimensions of the given configuration. Likewise, 
the friction coefficient and maximum cylinder pressure are the same. Since there may be differences 
in the incubation period for the onset of abrasive wear on the two surfaces, the cumulative sliding 
distance during which abrasion occurs on valve and seat may not necessarily be equal. Thus, the 
total area on the profile that is due to the abrasive wear contribution after n cycles becomes: 

Values for k* for both valves and seats would reflect their individual characteristics; however, the 
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3.4 SUMMARY OF THE MODEL AND ITS FEATURES 

The model developed here is intended to compute the cross-sectional area on valve and seat due 
to wear and displacement of material. Thus, the abrasion and displacements of both valve and seat 
materials are added. The total area of the worn area (Ap) in a profile of the valveheat combination 
after n cycles is: 

Table 1 summarizes the nomenclature and parameters within the terms of the model. The 
relatively large number of variables is a consequence of including adjustable rate constants to enable 
one to select the time needed to transition between the early and steady-state wear processes. One 
example of such a transition is running in. Other transitions may occur if prolonged exposure to 
temperature causes metallurgical changes to affect the properties of the materials, and still others are 
affected by the gradual evolution of a tribolayer in the interface. 

To summarize, the model's main characteristics are as follows: 

0 The model consists of additive contributions from four terms: a displacement term and an 

0 Each term can be separately modified to reflect system and materials characteristics. 
0 Recognizing that different forms of wear and surface damage can develop at different rates, 

there are incubation periods and transition rates built into each of the four terms. 
0 Constants reflect system characteristics, like the seat angle, and material characteristics, like the 

rate of work-hardening and its tendency to reach a saturation level beyond which further 
deformation is minimal. 

0 The friction coefficient appears in the model as a function of the operating temperature and 
helps account for the formation of lubricative oxides or tribolayers. 

0 The abrasive wear rate appears in the model referenced to a 45 degree seat angle. 
0 The abrasion term accounts for the effects of total sliding distance, which is affected by the 

abrasion term for the valve and for the mating seat. 

amount of slip per cycle. The latter increases to a steady-state value after a period of wear-in. 

14 

a 
a 
a 
a 

a 

e 

e 
e 
e 
e 
a 
a 
a 

0 
a 
a 

0 

a 

a 

a 
e 
a 
a 
a 
a 
0 
a 
0 
0 
a 

a 

a 

a 

a 

a 



Table 1. Summary of Nomenclature Used in the Valve Wear Model 

A1 1 

I Applicable I Symbol I Description I Units 

n I number of cycles I cycles 

Displacement 
P 

g (n) volume displaced during the nth impact cycle mm3 
cd]  change between the initial displacement and the steady-state mm3 

cd2 rate constant reflecting how rapidly the displacement rate lkycles 
displacement 

reaches its steadv-state value 

Abrasion 

cd3 mm’ 
cd4 deformation per cycle at steady-state (after wear-in) mm3 
VdiS,, cumulative volume displaced after n cycles mm3 

projected area of displaced volume in the plane that contains mm2 
the valve seat incline 
half the magnitude of the slip length at steady-state mm 
rate constant for the transition from zero slip to the state-state lkycles 
sliD lenah 

the intercept of the function g(n) when n = 0 

Adis, 

cUI 
cu2 

cu3 

cud 

S(n) 
k45 
k* 

number of cycles to reach the mid-point of the transition 
between zero slip and steady-state slip 
valve geometrical constant = (d2 /4 Dacz)sin 8 
cumulative sliding distance mm 
volumetric abrasive wear rate at 45 degrees seat angle 
projected area (profile) abrasive wear rate of the surface at a 
seat ancle of 45 decrees 

cycles 

mm 

mm3m 
mm2/N 

p 

P, 
e 
pT 

Any tribological model, including the current one, includes a set of assumptions and 
simplifications. Sometimes these are stated and other times, they are implied. The key issue is 
whether the simplifying assumptions have a primary or secondary effect on the correlation between 
what is predicted and what is physically observed. Based upon observations like those shown in 
Figures 4-7, it is clear that the amount of wear is not the same everywhere in the annular valve and 
seat contact zone. Tribolayers or deformed metal may accumulate in some places more than in other 
places around the circumference. Tribolayers can cushion or protect surfaces from further wear 
temporarily, slowing the wear rate. The layers may also spa11 off from time to time, exposing the bare 
metal to further oxidation and wear. It is not unreasonable, therefore, that the terms in Eqn (22) may 

maximum combustion pressure in the cylinder (equates to 
MPa) 

N/mm2 

N 

(none) 

normal force on the sliding interface 
valve seat angle relative to the bottom face of the valve deg 
kinetic friction coefficient at the valveheat interface at 

15 

p 

P, 
e 
pT 

maximum combustion pressure in the cylinder (equates to 
MPa) 

N/mmL 

N 

(none) 

normal force on the sliding interface 
valve seat angle relative to the bottom face of the valve deg 
kinetic friction coefficient at the valveheat interface at 

FT 
Vuhr 
Aubr 

temperature T 
friction force on the valveheat interface at temperature T 
volume abraded from a given surface 
projected area of the area of the valve or seat profile lost due 
to abrasive wear 

N 
mm3 
m2 



not operate continuously, but may 'turn on and off over the lifetime of the valveheat interface. One 
of the cases provided in Section 4 considers this possibility. 

Before presenting some sample calculations using the current model, it will be instructive to 
compare its form with that of another recent model. 

3.5 COMPARISON WITH RECENT MODELS 

During the early 2000s, investigators at the University of Sheffield (UK) developed a model for 
valve recession [ 14, 151. The group, led by Dwyer-Joyce, noted that earlier valve wear models 
focused primarily on sliding contact, and that their new approach incorporated an impact component 
as well. The term-by-term derivation of the model by the Sheffield group is not repeated here; 
however, the model has the following form to compute the wear volume, V: 

where the variables in Eqn. (23) are listed in Table 2 for comparison to those in Table 1. 

Table 2. Summary of Nomenclature Used in the Dwyer-Joyce Valve Recession Model 

I i I emDirica1 constant I 

The recession ( r )  corresponding to a wear volume V is computed from the seat insert angle 8, the 
initial seat insert radius (R,),  and the measured initial seat face width (w,) thus: 

The Dwyer-Joyce (D-J) model, which was later incorporated into a computer program called 
RECESSTM, is composed of three stages. The sliding wear and impact terms are computed for N 
cycles, added together, and then the recession is computed. This is similar to the current model which 
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was developed independently, and actually was not compared to details of the D-J approach until it 
was completed. Some of the differences and similarities between these models may be summarized 
as follows: 

0 Both models are comprised of two contributions, one of which involves sliding (abrasion) and 
the other either impact or deformation. It can be argued that impact results in deformation, 
but deformation can also be due to tangential motions that produce a lip at one end of the 
contact. 

0 The D-J model implies an emphasis upon the least wear-resistant side of the contact coupon 
(presumably the valve), since there is only one sliding wear rate, one hardness number, and 
one impact wear term. Wear of the seat might be indirectly incorporated through the (Ai/A) 
ratio, and it might be argued that most of the recession is due to valve wear, but the current 
model does not presume this. 

0 The D-J model holds the slip distance constant, but the current model allows the slip distance to 
increase due to the evolution of wear. 

0 The current model provides for transitions in the wear rate directly via rate constants for each 
term, but the D-J model seems to accommodate them through an iterative process. 

0 The current model incorporates the effects of friction coefficient as function of temperature, but 
the D-J model does not treat those effects directly. 

0 The current model adjusts the relative contribution of sliding (abrasive) wear to deformation 
due to the influence of the seat angle, but the seat angle mainly enters into the D-J model in 
the final conversion of wear volume to recession. 

0 Both models contain empirical constants as well as physically-measurable quantities, so neither 
can fairly be called a ‘first-principles’ model. 

4. SAMPLE CALCULATIONS 

4.1 CASE STUDIES 

Four versions of the valve wear model were run to examine the effects of various parameters on 
the change in the profile with number of cycles. In each version, one or more parameters were varied 
to investigate the effects they had on the total area of the worn profile. Before, exercising the model, 
it was necessary to know the friction coefficient as a function of temperature UT). Rather than 
estimate these data, a high temperature pin-on-disk type tribometer was used to generate friction data 
at a series of sliding temperatures. That work is described in the following section. 

4.2 FRICTION EXPERIMENTS TO SUPPORT THE MODEL 

Experiments were performed using a high-temperature tribology test system (custom designed 
for ORNL by Advanced Mechanical Technology, Inc, Massachusetts). It is shown in Figure 14. For 
this experiment, an actual exhaust valve made from a Ni-based alloy called Pyromet 31TM was 
machined into a flat disk and the pin specimen was made from a Co-based alloy (Stellite 6BTM). The 
pin was spherically-ended with an initial radius of 9.53mm and the test was conducted at a normal 
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force of 1ON at a sliding speed of 0.1 d s  in air. Sliding was done for 60 seconds at each of the 
following temperatures after first running-in the tip of the slider at room temperature for 60 seconds 
to wear it in: 450,550,650,750,800,850,8oOi, 750,65OY55Q, 450 "C. In each case, a five minute 
SQ& was provided after each temperature was obtained. Sliding was stopped while the temperature 
was changing and reaching its next equilibrium. 

-- 

I 
3 

b 

I 

F m r e  14. High-temperature pin-on-disk sliding friction and wear testing system. The pin specimen 
holder is visible at the top entering the furnace chamber where a disk rotates against it. 

The friction coefficient at r00m temperature, during running-in, exhibited an average friction 
coefficient of 0.60 (std dev. 0.07). Results for elevated temperatures are given in Figure 15. With the 
axceptim of the tests at 750" C, the lower of the two data at each temperature were for frictison 
measured during the decreasing temperature stage of the experiment. The inset in the figure shows 
that the average friction coefficient at each temperature, over the temperature interval of 550-85Q "C, 
could be represented as a third-degree p o l y n o d  as follows: 

PT = 8.346 - 0.0347 T + 4.90 x P - 2.20 x IO-* Td 

It was interesting to observe that the friction coefficient increased with rising temperature, despite the 
possibility that the oxide f i l m  that f 0 m d  at high temperature could have acted as a lubricant. 
Apparently this was not the case. One might surmise that the observed rise in frictiom with 
temperature was a consequence of a higher 'plowing component' of the friction force that in essence 
overwhelmed the lubricative effects that oxides might have had in reducing 'the adhesive component' 
of friction, as described in the work of Bowden and Tabor [ 161. The precise mechanistic reasons for 
this unexpected behavior remain to be determined; however, it is useful to note that the oxides that 
may have f o d  at the highest temperatures did not noticeably affect the friction as the temperature 
decreased again. 
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Stdire 6B on Pyronet 31V 
I N, 0.1 d s ,  air 
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80.2 

Figure 15. Sliding friction coefficient! as a function of temperature for Stellite 6B pin CNI a rotating 
disk of Pyromet 3 1. 

4.3 RESULTS 

The values of the variables used in computing the four cases are s 4 in Table 3. The 
rationale for selecting those variables is explained in the following sections. Also, when selecting the 
magnitudes of the model's variables, the intent was to produce cross-sectional areas similar in 
magnitude to those observed on worn valves which were obtained through the courtesy of an engine 
manufacturer. Unfortunately, the exact engine operating time and average engine rpnn was not h w n  
for the worn valves, so it was not possible to check the model predictions with measurements of the 
profiles on these valves. 
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Term 

Common Darameters 

Variable Units Case 1 Case2 Case3 Case 4 
(Note 2) 

d mm 42 42 42 42 

Seat face abrasion CUI 

cU2 
rn 

Case I. This case assumes an exposure temperature of 750" C with a 45 degree seat angle and no 
contribution from the deformation of the seat. The abrasion rate of the seat was assumed to be 1/3 
that of the valve surface, and the incubation period for abrasion for the seat was twice that of the 
valve. The reason for the difference in incubation periods for seat and valve presume that the seat is 
more abrasion resistant than the valve and would only begin to abrade after the wear debris particles 
from the valve built up to a sufficient concentration in the tribolayer to begin to have an effect on the 
seat surface wear. 

Figure 16 shows the form of the abrasive contribution alone, based on the parameters given in 
Table 1. There is only a subtle change in the slope of the total when the contribution of the seat wear 
becomes significant. If the seat wear rate were much higher, there would be a distinct kink in the 
total abrasive wear curve after the initiation period for the seat. In this example, the total cross- 
sectional area due to abrasive wear after the first 100,000 cycles is about 2.5 mm2. This magnitude is 
not necessarily applicable to a specific engine, but serves as a baseline to enable the model to 
illustrate what changes might occur if a parameter such as insert angle or friction coefficient might 

mm 0.25 0.25 .25 .25 
I/cycles 5. x 5. x 5 .  x 5. 
cvcles 5 .  x io4 5 .  x io4 5. x io4 5. io4 
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change. For example, if the seat angle were only 30 degrees, the results would change to those in 
Figure 17, and the total wear becomes 1.7 mm2, a reduction of about 32%. 

abrasion and deformation are also shown in the figure. The effects of the incubation period are 
evident and the non-linear rate of profile area versus number of cycles is demonstrated. 

The net effects of all four contributions to the model are shown in Figure 18. Contributions from 

1.5 - "i - 
4 

I.@ - 

0.5 - 
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Figure $6. Area of the valveheat profile due to the combined abrasive wear of both sides of the wear 
couple far Case 1. 
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Figure 17. Area of the valveheat profile due to the combined abrasive wear of both sides of the wear 
coupie for Case 1 except that the seat angle is decreased to 30 degrees. 

21 



UI 

Figure 18. Plot of the area of the wear profile versus number of cycles of operation for the 
parameters applied in Case 1. 

Case 2. The second demonstration case also assumes am exposure temperature of 750" C, but with a 
shallower, 30 degree insert angle. The abrasion rates k* for the valve and seat wefe not changed from 
Case 1, but the efiwts of adding the d e f o d o n  to the seat matend were included. Results are 
shown in Figure 18. S h e  the seat angle is shallower in Case 2 than it is in Case 1, the effective 
abrasion contribution (slope of the abrasive contributions) is somewhat reduced, but that is to some 
extent compensated for by the increased contribution due to non-zero seat wear. 
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Figure 19. Hot of the area of the wear profile versus number of cycles of operation for the 
parameters applied in Case 2. 
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Case 3. This case assumes an exposure temperature of 850' C with a 45 degree seat angle and longer 
incubation periods to reach the steady-state displacement rates for both the valve and seat surfaces. 
The friction coefficient is higher than for Cases 1 and 2. The relative abrasion rates of the two faces 
were decreased, assuming that the formation of a tribolayer at this higher tempemme would retard 
the abrasive wear contribution. Note that the axes scales on Figure 20 are the same as those in 
Figures 18 and 19, allowing an easier comparison of the total profile area. 
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Figure 20. Plot of the area of the wear profile versus number of cycles of operation for the 
parameters applied in Case 3. 

Case 4. This case portrays a hypothetical situation wherein a protective cushion of wear debris 
momentarily forms at 20,000 cycles and then is lost at 6O,OOO, at which time the abrasion rates 
continue at the previous steady-state rates. Case 4 also assumes the same exposure temperature (850 
"C) and seat angle (45') as for Case 3, but with no displacement contribution from the seat material. 
As shown in Figure 21, initially, ithe material displacement on the valve dominates, then the abrasive 
wear contribution eventually becomes the dominant factor in the overall profile area generated by 
wear and surface damage. 

of possible scenarios, but the selected conditions did not account for the fact that in actual m c k  
engines, the cylinder pressures, engine speed, and temperature cycles vary over the come of 
operation. Engines may idle for m y  hours or they make be cdled upon to labor up a steep bill or 
accelerate into busy traffic. Transients are likely to affect the wear of engine components, as much or 
more than the steady-state conditions do. 

The four cases described here exemplify the behavior of the model and its sensitivity to a number 
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Figure 21 - Representation of a situation in which the wear rate is intempted by the formation of a 
protective triblayer, then later resumes at its original steady-state rate. 

Profile area and recession. Fmm the cross-sectional area of the wear profile, it is possible to estimate 
the change in stem extension. If one assumes that the cross-sectional area is a rectangle of length (L) 
equal to the contact length of the valvdseat interface and there is not significant extruded lip of 
material, then the depth of wear and defoaamation (h) is A& (see Figure 22). Since the interface is 
inclined to the axis of the stem, the distance in stem extension due to wear and deformation is 

Figure 22. Approximation of the worn profile as a rectangle of length L. 
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For the situation shown in Case 4, above, a plot of Az versus n is shown in Figure 23, assuming a 
contact length L = 3 nun. In this case, the deformation results in an initial depth of about 55-60 pm, 
after which subsequent abrasion increases the depth to over 80 pm. 
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Figure 23. Estimation of valve stem recession from the model using Case 4 parameters. 

5. SUMMARY 

This report presents a mathematical model that portrays variations in the timedependent 
removal and displacement of material from a diesel engine exhaust valve and seat combination. The 
model is based on the observation that valves experience a combination of repetitive impact with slip. 
Conrplilcations enter because tribochemical factors (oxidation and exposure to corrosive gases), alloy 
aging, and temperature cycles can alter the contact surface conditions over the lifetime of the 
components. SiFlce the profile of wear can differ at different circumferential locations even on the 
same valve, it was impractical to model a generic wear profile, but rather to present results in terms of 
the cross-sectional area of material that has been lost in the valve-seat contact region from the 
conjoint action of deformation and abrasive wear. It is also recognized that tribolayers can form, and 
in effect add material to the profile (compared with wear processes that subtracts material from the 
profile). Observations of valve wear phenomena t e s~ fy  to the non-steady-state character of the 
process. They also suggest that commc~lly, much of the wear resulting in recession occurs on the 
valve sealing face rather than on the mating surface of the seat materials. 

The model presented here consists of four t e r n  to describe the cycledependent deformation 
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rate and abrasion rate of the valve and the seat, respectively. In order to enable the rate of surface 
displacement and wear to vary during the initial wear-in process, a series of rate constants and 
incubation periods have been introduced. While these add to the number of adjustable parameters 
used in the model, it also increases the model’s ability to account for such real-world occurrences as 
delayed initiation of the abrasive process and the decrease in the amount of deformation per impact 
cycle as the contact surfaces work-harden during use. Four examples were provided in this report to 
depict the change in the surface profile’s cross-sectional area when different assumptions about the 
operating conditions are introduced. In one example, the abrasive wear process is halted temporarily 
to simulate the role of the formation of a protective oxide layer. 

Most tribology bench tests, by nature, are conducted under steady-state conditions, rather than 
using the complex spectrum of loads, speeds, temperatures, and environments that occur during the 
course of a fired engine’s lifetime. It is difficult to extrapolate steady-state results to predict valve 
wear life because the highest wear rates could occur during transient operation. An example of this 
phenomenon is the wear of aircraft brakes that is much higher during rejected take-off‘s than during 
normal taxiing and braking cycles. Similarly, it is recognized that wear of engines often is highest 
during cold start-up, when oil films have not yet been established. Friction experiments conducted in 
the course of this work indicate that the sliding resistance between surfaces, and the work deriving 
from it, varies with temperature as well. Therefore, additional parameters were introduced in the 
model in an attempt to account for the characteristics of transient processes. 

Each engine, and in fact, even each cylinder in an engine, can experience different operating 
spectra. Therefore, selecting one valve and seat position to represent a given engine is not necessary 
representative of the ‘average case.’ However, in selecting materials for a valveheat combination, 
one would tend to err on the side of simulating or modeling the most severe conditions. The 
parameters in the current model represent engine design aspects (for example, the seat angle), 
materials aspects (for example, the severity of deformation and the abrasive wear rate), and operating 
aspects (for example, the number of contact cycles, the slip per cycle, and the length of the running-in 
period). Unfortunately, the terms in the current model are not directly derivable from first principles 
of materials or mechanics, and that is an admitted short-coming. However, they do enable one to 
experiment with the effects of varying conditions to understand their collective influence on the time- 
dependent wear response. 
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7. ANNOTATED BIBLIOGRAPHY ON VALVE WEAR 

The following references concern the mechanisms of wear in internal combustion engine valves, 
materials selection for valves, and the effects of engine operating conditions on valve durability. 
They are listed chronologically, by year of publication. 

1) E. F. de Wilde (1967) “Investigation of Engine Exhaust Valve Wear,” Wear, Vol. 10, pp. 231-244. 
Investigation of exhaust valve wear in a spark ignition engine. Involved measurements of valve and 
seat temperatures, a dynamic analysis, and metallurgical studies of the contact surfaces. Concluded 
that reduction in the friction coefficient was imDortant to reduce the wear. 

2) S. L. Narasimhan, J. M. Larson, and E. P. Whelan (1981-82) “Wear characterization of new 
nickel-base alloys for internal combustion engine valve SEAT applications,” Wear, Vol. 74, pp. 213- 
227. 
Emphasis was on identifying viable candidate Ni-base alloys to replace Co-based alloys. Discussed 
wear modes including adhesive, abrasive, and corrosive/erosive wear (guttering). Designed a 
valveheat test system and conducted experiments at 425” C. Considered hot hardness and several 
types of bench-scale wear test results. Concluded that there were viable Ni-based alloys to replace 
Co-based alloys for valves. 

3) M. J. Malatesta, G. C. Barber, J. M. Larson, and S. L. Narasimhan (1993) “Development of a 
Laboratory Bench Test to Simulate Seat Wear of Engine Poppet Valves,” Tribology Trans., Vol. 35, 

Describes the construction and use of a vertical, heated single valve test apparatus. Used a variety of 
loads from 15-21 kN, various seat offsets, and a typical valve test temperature of 538” C and 166-324” 
C for the seat. Measured wear depth as well as the material displaced in the lip at the edge of the 
contact area. Valve-insert misalienment was seen as a maior contributor to the wear. 

pp. 627-632. 

4) Y. S. Wang, S. K. Schaefer, C. Bennett, and G. C. Barber (1995) ,,Wear Mechanisms of Valve 
Seat and Insert in Heavy Duty Diesel Engine,” SAE paper 952476, SOC. of Automotive Engineers, 
Warrendale, PA. 11 pp. (also printed in SAE Spec. Publication SP-1116). 
Indicated the range of peak combustion pressures and temperatures for valve faces and seats. 
Studied 164 valves from 47 field engines. The dominant wear mechanisms and forms of surface 
damage were seen to vary due to operating conditions. Shear strain on the surfaces was found to be 
important from a wear standpoint, suggesting a strategy of reducing the friction coefficient. High 
combustion pressure tends to promote adhesive wear, and facing valves with Co-based alloys helped 
alleviate this problem. Alignment was seen to affect contact stresses and modes of damage. Sources 
of abrasive wear were discussed. Corrosion-assisted wear was important in some cases. 

5 )  Y. S. Wang, S. Narasimhan, J. M. Larsen, J. E. Larson, and G. C. Barber (1996) “The effect of 
operating conditions on heavy duty engine valve seat wear,” Wear, Vol. 201, pp. 15-25. 
A heated valve test rig, described in previous papers, was used to conduct studies of the effects of 
various loads (6.6-24.3 kN), numbers of cycles, and temperatures (180 to 650°C) on the wear of two 
fe-based alloys Si1 1 and Si1 XB. There was an exponential relationship of wear with time due to the 
increase in contact area from wear-in. Wear scar size (depth) decreased at higher temperatures (> 
400°C) due to oxide layer formation. Therefore, two different wear regimes were identified 
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8) S. K. Schaefer, J. M. Larsen, L. F. Jenkins, and Y. Wang (1997) “Evolution of Heavy Duty Engine 
Valves - Materials and Design,” published in ref (6), pp. 129-139. 
Describes materials requirements, including the role of corrosion and the temperature distributions on 
valves, and the effects of stricter emissions requirements and engine designs on the selection of valve 
and seat materials. Discusses evolution of alloy compositions and properties for intake and exhaust 
valves as well as seats. Lists material compositions for heavy duty engine intake valves, exhaust 
valves, and seats. 

I depending on temperature. 

’ 

6) H. A. Bolton and J. M. Larsen, ed. (1997) Valvetrain System Design and Materials, ASM 
International, Materials Park, Ohio, 139 pp. 
Conference proceedings containing 13 papers from a conference held in April 1997. Two papers of 
sDecial interest in this Droiect are listed seDaratelv. below. 

9) R. Lewis, R. S. Dwyer-Joyce, and G. Josey (1999) “Investigation of Wear Mechanisms Occurring 
in Passenger Car Diesel Engine Inlet Valve and Seat Inserts,” SAE Paper 1999-01-1216, SOC. of 
Automotive Engineers, Warrendale, PA, 9 pp. 
Describes the design of a hydraulically-driven, bench-top type valve testing apparatus that permits a 
variety of operating variables, including misalignment and circumferential sliding (induced rotation), 
to be investigated. Discusses the roles of impact plus sliding wear. 

10) X. Liang, G. Strong, D. Eickmeyer, and K. Myers (1999) “A Study of Valve Seat Insert Wear 
Mechanisms,” SAE Paper 1999-01-3673, SOC. of Automotive Engineers, Warrendale, PA, 12 pp. 
Investigated the wear of 10 valve seat insert materials, including both commercial and experimental 
alloys. Six were iron-based, two were nickel based, and two were cobalt-based. A series of 
micrographs of surfaces and cross-sections are shown. Wear depends partly on the presence of hard 
phases in the microstructure, but hardness is not the sole wear-controlling characteristic. There is an 
extended discussion on the role of oxidation, adhesion, and ductility on insert wear mechanisms in Fe, 
Ni. and Co based allovs. The formation and removal of tribolavers is also discussed. 

11) R. Lewis and R. S. Dwyer-Joyce (2001) “Design Tools for Prediction of Valve Recession and 
Solving Valve/Seat Failure Problems,” SAE Paper 2001-01-1987, SOC. of Automotive Engineers, 
Warrendale, PA, 10 pp. (also printed in SAE Spec. Publication SP-1624) 
Provides a derivation for a model for valve wear that was later enhanced (see Ref 14, below). The 
two primary contributions were impact and micro-sliding. Modeled the effects of impact using an 
expression adapted from erosive wear studies. Estimates the relative contributions of impact and 

12) G. Roth (2003) “Fatigue Analysis Methodology for Predicting Engine Valve Life,” SAE Paper 
2003-01-0726, SOC. of Automotive Engineers, Warrendale, PA, 11 pp. 
Elaborates on the details of a study of finite element modeling to accommodate the influences of a 
variety of variables on the growth of fatigue cracks, mainly in the region at the base of the stem. 
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Discusses thermal distortion analysis, combustion loads, assembly tolerances, seat misalignments, 
closing impacts, and cumulative fatigue damage. 

13) K. J. Chun, J. S. Hong, H. J. Lee, D. Y. Kim, and J. K. Im (2004) “A Study on Engine Valve and 
Seat Insert Wearing Depending on Speed Change,” SAE Paper 2004-01-1655, SOC. of Automotive 
Engineers, Warrendale, PA, 7 pp. 
A valve and seat bench-scale testing system is described. The rate of valve wear and the surface 
roughness of the valves and seats were affected by speed. At lower speeds, adhesive wear was more 
prominent, but as speed increased, abrasive wear contributions became more important. (Note that 
the model described in this report assumes that abrasive wear is operating.) 

14) T. Slatter, R. Lewis, and R. S. Dwyer-Joyce (2006) “Valve Recession Modelling,” S A E  Paper 
2006-01-0365, SOC. of Automotive Engineers, Warrendale, PA, 7 pp. 
Describes the rationale for a valve wear model and presents block diagrams to describe the operation 
of a computer program named RECESS. Provides results of several experimental validation studies 
using motorized cylinder heads. Discusses predictions of the relative role of sliding wear in valve 
recession. This can vary from 2-30% of the wear contribution, depending on operating conditions. 

15) K. J. Chun, J. H. Lim, and J. S. Hong (2007) “A study of exhaust valve and seat insert wear 
depending on cycle numbers,” Wear, Vol. 263, pp. 1147-1 157. 
Describes a dedicated valve wear testing machine and how it was used to generate wear damage to 
study the mechanisms of seat and valve wear. The distance between the maximum and minimum 
features on the worn area was used as a criterion for wear measurement. Micrographs and surface 
chemical analysis of tribochemical reaction products are provided. The discussion includes a 
proposal for the generation, compression, and movement of debris particles within the contact 
interface. 

16) Y. Wang (2007) Introduction to Engine Vulvetruins, book, SAE International, Warrendale, PA. 
585 pp. 
Monograph describing all aspects of engine valve trains, including chapters on valvetrain tribology 
and failure analysis. A table in Chapter 6 lists the various valvetrain components and the forms of 
wear and surface damage that occurs 
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General Nomenclature* 

BSE 

D-J model 

friction coefficient 

HTRI 

tribolayer 

Back-scattered electron image obtained with a scanning electron 
microscope 
Valve wear model developed by the group of Dwyer-Joyce at the 
University of Sheffield (this report, references 11 and 14) 
ratio of the force resisting relative, tangential motion between two 
bodies to the force normal to the interface between them 
High-temperature, repetitive impact testing system designed for this 
project 
A mixture of materials formed in an interface due to rubbing contact 

* In addition, see Table 2 for the definition of symbols used in the model. 
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