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• Hydrogen trapping and diffusion in materials 
• Hydrogen binding / adsorption / exchange on 
surfaces 

• Surface morphology changes due to PMI 
• In situ edge plasma characterization 
• PMI in compact toroid accelerators 

Outline 



• Startup and shutdown thermal 
transients were problematic 

• Testing of prototype sample 
holder showed much improved 
temperature regulation with 
gas cooling 

• High temperature sample 
holder just completed and will 
be tested in September 

• Testing results will guide the 
design of a permeation stage 

H in materials (Tritium Plasma Experiment - TPE) 



• Synergistic benefit to high 
pressure H storage 

• High temperature D2 system        
(< 1200 °C) was an SBIR 
project with Ultramet 

• DP funding is being used to 
improve sensitivity of high 
temperature system 

• Available in FY12 for further 
barrier material studies 

H in materials (Gas driven permeation) 



H in materials (Deuterium Plasma Experiment) 
• Expansion of Livermore 
Valley Open Campus is 
planned in FY12 

• DPE will move to B916 
• Upgrade of DPE being 
considered (TPE / 
PISCES-A type source) 
for high fluence studies SNL 

LLNL 

1020 m-2s-1  ~1022 m-2s-1#



• Precipitation of H from solution 
can be modeled using a 
continuum description 
–  3He bubble growth model 

developed by Cowgill 
– Precipitation model from 

Wampler 
• Bubbles grow from 

– Crack propagation 
– Dislocation loop punching 
– Vacancy clustering 

• Compare model results with 
microscopy and TDS 

H in materials (Bubble model) 



• AIRES upgraded to include 
– Collection of neutral recoils 

for improved sensitivity 
–  In-situ Auger spectroscopy 

• Bridge site identification of H 
confirmed using DFT and MD 
simulations 

• Experiments on Be surfaces 
underway and will be focus 
for FY12 

H on surfaces (ARIES+simulations) 



• Continue to support erosion / re-deposition 
experiments on DiMES 

• Low energy He-induced W morphology changes 
– Use GAXRD to examine crystalline structure of W fuzz 
– Study initial stages of fuzz growth by Scanning 

Tunneling Microscopy (STM) 

Surface morphology 

Compact ECR#
plasma source#

Γi ~ 4×1018 m-2s-1#

E ~ 47 eV He+ (Vb = -23 V)#
Γi = 4×1020 m-2s-1#

Baldwin, et. al.!
J. Nucl Mater. 2010! UHV: limit#

role of oxide#



• Approach: 
– Prepare clean atomically flat W surface in UHV 
– Expose W surface to low-energy He plasma 
– Track early stages of fuzz evolution with STM 
– Compare with MD simulations of Wirth, et. al. 

Surface morphology (W fuzz growth study) 

E.P. Go, K. Thürmer, J. Reutt-Robey, 
Surface Science 437, 377 (1999). 

Etching by atomic H#Clean Al(111) surface#
Example #
STM study: 

Initial stage #
of hydrogen  
etching of Al#



• Use edge Langmuir probes 
and heat flux diagnostics to 
investigate power 
transmission through the 
divertor sheath 

• Utilize DiMES capability for 
active measurements 

Edge diagnostics (Sheath Studies) 
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• Pd-MOS detectors can be used to sense 
atomic hydrogen fluxes 
– Small size, low voltage, and high sensitivity 

(1012 – 1015 cm-2) 
– Dosemetric devices that can provide energy 

resolution 

Edge diagnostics (H-sensors) 



• Trapping of x-ray induced charges can cause polarization 
(also by high energy particles) 
– Need thick Pd film (> 100 nm) with thin tunnel oxide (2 nm) 

• 1st detectors were characterized by m&E filtered ion beam 
– Detectors fabricated in standard configuration and with 20 nm 

Ti post grids (200 nm Pd) 
– Use MESAfab for next set 

Edge diagnostics (H-sensors) 



• New program in FY11 to 
– Examine PMI in the UC Davis accelerator (CTIX) 
– Design improved PFCs for CTIX 
–  Investigate the potential of CTs for disruption 

mitigation 

CT accelerators (ICC program) 

Earlier informal collaboration#
examined metallic impurities at#
the injector exit#

Result:#

Impurities were not accelerated#
at the full CT velocity#

Si collector probes#

Application to ITER fueling: Olynk, Nucl. Fusion 2008)#



• CITX parameters 
– Length ~ 2 m 
– Diameter 15 cm 
– VCT ~ 200 km/s 

(200 eV H) 
– Npl > 1014 cm-3 

– Te ~ 30 eV 

CT accelerators (CTIX) 

B2/2µ0 ~ ½ ρCTVCT
2 



• CTIX is changing from passive to active switching 
– Requires synchronization of low inductance plasma 

switches (4 Trigatrons to switch 7-15 kV / 50 kA each) 
• Active switching will 

–  Improve gas utilization in the formation region 
(plasma fueling) 

– Provide improved timing for snowplow density 
increase 

• PMI studies will extend to injector surfaces 

CT accelerators (PMI studies) 



• CTs can be formed to travel ~ meter in just a few µs 
– MARAUDER formed ~ mg Ne/Ar CTs with VCT ~ 120 km/s 
–  Initial experiments are underway on CTIX to incorporate 

high Z species by snowplow with passive switching 
• RBS detection for noble gases 

CT accelerators (Disruption mitigation) 

Magnetic probes# Collector probe#

Accelerator exit#

Expected Kr Depth#



• Hydrogen trapping and diffusion in materials 
– T retention / permeation in TPE, bubble model, D2 

permeation  
• Hydrogen binding / adsorption / exchange on 
surfaces 
– AIRES experiments with MD simulations 

• Surface morphology changes due to PMI 
– Early growth of tungsten fuzz 

• In situ edge plasma characterization 
– Langmuir probes, heat flux, and H-sensors 

• PMI in compact toroid accelerators 
– PMI studies and disruption mitigation 

Summary 



Curves of constant magnetic field corresponding to kinetic energy density 
equaling magnetic energy density show tokamak fuelling/Impurity 
Injection requirements in this plot of CT velocity vs mass density. 
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